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Forward

Standardization is considered as one of the most 1mportant
indicators for development. Its new_scopes reflects the scientific
development and enhances the process of technology transfer.
Standardization has many advantages, but in general, it protects the
consumer and the national economic interests and ensures compatibility
between producers on the national, regional and international levels.

Standardization plays a vital role in the different aspects of
development activities and enhances the development of all aspects of
science, technology, industry and trade. Also standardization facilitates
the exchange of goods at regional and international levels and also it
helps in the industrial integration and coordination. Therefore,
harmonization of standards at all levels is essential.

Hence a center of standardization and metrology was established
within the framework of the Arab Industrial Development and Mining
Organization (AIDMO) to promote coordination in the field of
standardization in the Arab countries. The objectives of this center
include the following:

a) Standardization of codes, symbols, technical terms, definitions,
technical classifications, methods of examination, analysis and
measurement.

b) Issuing unified Arab standard specifications for materials, raw
materials, products, equipment and codes of practice, all in the
Jight of international specifications while taking into consideration
Arab circumstances.

¢) Training and qualifying Arab cadres in the field of specifications,
measurements, quality control, and analysis and test methods.

d) Issuing approving and registering of marks and symbols which
indicate the conformity of materials, commodities, raw materials,
products, machinery and equipment, to the Arab standards
specifications, as well as issuing the systems related to the
conditions for the use of the signs of conformity.

e) Helping the Arab countries to establish their own national
standardization bodies and to promote the development of these
bodies for the protection of the consumer and improvement of

quality.



The high consultative committee for standardization was established
to help AIDMO Center of Standardization. This committee which is
composed of the general directors of the Arab National Standards Bodies
meets twice a year. The main duties of this committee are the
establishment, amalgamation or cancellation of Arab regional Technical
Committees, the adoption of their working programs, and the adoption of
the Final Drafts of AIDMO Standards which will be adopted by the
Ministerial Council as unified Arab Standards (AIDMO) / Standards).

This catalogue contains all AIDMO Standards issued up to the year
2000, and we hope that it will be a useful tool for all parties concerned in
industry, trade and for all the workers in the field of standardization and
metrology.

The catalogue includes a number of indexes, namely, numerical
index of AIDMO standards, technical committee index, international
classification system (ICS) index, subject index and alphabetical index.

We believe that this Catalogue will serve the interests of different
economic aspects of all parties concerned in the Arab region.

Director General

Talat Aldafer
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Numerical index

Title Technical Commitee

Cdde
171986 S| units and recommendations for the use of their ADMO TC 7
multiples and of the multiples certain other units
2/1971 Drinking water and the standard methods for testing ~ APMOTC 4
and analysis
3/1971 Safety matches AIDMO TC 22
471971 Portabel carbon dioxide fire extinguishers AIDMO TC 17
5/1985 mono superphosphate fertilizer. AIDMO TC 1
6/1986 Calcium ammonium nitrate (CAN) fertilizer AIDMO TC 1
711971  Grey cotton yarns — Combed and carded. AIDMO TC 23
871971 Kerosine stoves working under pressure and their parts ADMOTC 28
9/1971 International Electrotechnical vocabulary (Group AIDMO TC 10
5,10,15,20,35,40,45)
1071971 Vocabulary and technical definitions foriron—Part|: ADMOTC 15
Steel making.
11/1985 White sugar ADMOTC 3
1271971 Non-alcoholic carbonated beverages ADMOTC 3
13/1971 White absorbent cotton for medical use AIDMO TC 23
14 /1971 Ordinary portiand cement 160/240 AIDMO TC 12
15/1971 White portland cement AIDMO TC 12
1671996 Sizes and Standard dimensions for writing paper AIDMOTC 21
17 /1971  Classification of copper. AIDMO TC 22
18/1971 Classification of Brasse, [leaded brasse, special ADMO TC 22
brasse, and high tensile brasse].
1971971 Classification of bronzeftin bronze and special tin AIDMO TC 22
bronze]
20/1971 Classification of aluminium bronze and special AIDMO TC 22
aluminium bronze.
2171971 Classification of copper-[nickel alloys]. AIDMO TC 22
2271971 Classification of copper-[nickel -zink alloys]. AIDMO TC 22
23/1971 Copper tubes of circular section-dimensions in Metric ~ APY° TC 15

system.



Numerical index

Title Technical Commitee

Code
2471971 welded and seamless Steel pipes for gas, water and ~ APMOTC 15
sewage
2571971 Steel tubes ~ Outside diameters AIDMOTC 15
2671971 Steel tubes- (thickness). AIDMO TC 15
2771971 Pipes of plastic materials for the transport of fluids ISOTC 138
—Outside diameters and nominal pressures —Part 1 :
Metric series.
2811971 Pipes of plastic materials for the transport of fluids ISoTC 138
—Outside diameters and nominal pressures - Part 2 :
Inch series.
2971971 Pipes and fittings of plastic materials — Socket fittings ~ 'SOTC 138
for pipes under pressure — Basic dimensions - Metric
series.
3071971 Pipes and fittings of plastic materials — Socket fitting for 'S0TC 138
domestic purposes and for industrial waste pipes —
Basic dimensions - Metric series.
3171971 Paints and varnishes - Zinc oxide for paints. AIDMOTC 13
32/1986 Paints and varnishes - Lithopone pigments for paints — ADPMOTC 13
Specifications anf methods of test
33/1986  Paints and varnishes - Paints and varnishes — Red lead APMOTC 13
for paints
3471986  Paints and varnishes - White lead pigments for paints ADMOTC 13
35/1986 Paints and varnishes — Titanium dioxide AIDMOTC 13
36/1986 Paints and varnishes - Ultramarine pigments for paints ADMOTC 13
3771986 Paints and varnishes - Linseed stand oils for paints and ADMOTC 13
varnishes — specifications and methods of test
38/1971  Fresh fruits and vegetables - sampling. AIDMOTC 4
39/1982  Hermetically sealed metal cans for food and drinks—  ADMOTC 19
Specifications.
40 /1971 Safety colours. ADMO TC 17
4171986  Petroleum products - Petroleum measurement tables,  ADMOTC 18
43/1971  Hyperdermic needles. ADMOTC 7
4411987  Medical syringes (with glass barrels) ADMOTC 7
4571971 Manometers for instruments for measuring ADMOTC 7

Ag



Numerical index

Code Title Technical Commitee

46 /1985 Clinical thermometers(mercury -glass, with maximum AIDMO TC 7
tempreturedevice)

4712000 Alternating current meters — methods of sampling and APMOTC 7

testing

4811985 Cylindrical weights from 1g to 50 kg (medium accuracy AIDMO TC 7
or M2 class).

49 /1971 Parallele-piped weights from 5 to 50 kg(medium AIDMO TC 7

accuracy class).

50/1982 Weights of accuracy classes B1, B2, F1, F2, %1 from ADMOTC 7

50 kg to 1 mg
51/1972 Edible olive oil. ADMOTC 4
52/1986 Edible cottonseed oil. AIDMOTC 4
53/1987 Hydrogenated vegetable oils (vegetable ghee) AIDMO TC 4
54 /1972 Standard methods for testing vegetable cils. ADMO TC 4
55/1972 Honey ADMOTC 3
56 /1972 Macaroni ADMOTC 4
57 /1972 Tomato products. ADMOTC 3
58 /1972 (Canned fish. AIDMOTC 3
59/1972 Canned shrimps ADMOTC 3

60/1972 Oleaginous seeds — Reduction of contract samples to AIDMOTC 4
samples for analysis

61/1985 Labels of prepackaged and canned food ADMOTC 3
62 /1972 Gauze medical bandage. AIDMO TC 23
63/1972 Light and heavy absorbent ribbon cotton gauze ADMOTC 23
64 /1972 Unbleached calico bandage. ADMO TC 23
65/1972 Light and heavy absorbent gauze AIDMOTC 23
66 /1972 White absorbent lint AIDMOTC 23

67/1972 Standard methods for testing medical cotton dressing.  A°VC TCc 3

68/1972 Sizes of knitted underwear products. AIDMOTC 23
69/1972 Hand-made carpets of all wool pile. ‘ AIDMO TC 23
7011972 Wool and blended blankets. AIDMOTC 23




Numerical index

Code Title Technical Commitee

7171985 Petroleum Products — Kerosine. ADMOTC 18

7311994  Petroleum Products — Determination of flash and fire ~ AIPMOTC 18
points by Cleveland open cup.

74 /1972 Petroleum Products — Determination of pour point AIDMOTC 18
7511972 Petroleum Products — Viscosity by Redwood method ~ ABDMOTC 18

76 /1972 Petroleum Products — Determination - colour by AIDMOTC 18
Lovibond tintometer.

7711972 Petroleum Products — Determination of sybolt colour by APMOTC 18
sybolt chromometer method.

7811972  Commercial bolts. IsOTC 2
7911972  Screw threads , and nuts. 8O TC 1
80/1972 Commercial nuts IsoTC 2
81/1972 Machine screws. ISOTC 2
82/1972 Grub screws ISO TC 2
83/1972 High tensile bolts and nuts. ISOTC 2
84 /1972 Tensile testing of steel. AIDMOTC 15
85/1972 Bend test for steel. AIDMOTC 15
86/1985 Charpy impact test for steel (U-notch) ADMOTC 15
87 /1972 |mpact test for steel [Izod method)]. AIDMOTC 15
88/1987 Metallic materials —Hardness test- Brinell Method. AIDMOTC 15
89/1985 Rockwell hardness test for steel (B and C scales) . AIDMO TC 15
90 /1972 Vickers hardness test for steel . AIDMOTC 15
9171972 Verification and standardization of Brinell hardness AIDMO TC 7

reference blocks for the calibration of brinell hardness
testing machines.

92/1972  Verification and standardization of Vickers hardness =~ APMOTC 7
reference blocks for the calibration of vickers hardness
testing machines.

93/1988 Verification and standardization of “Rockwell (B)” AIDMO TC 7
hardness, reference blocks for the calibration of
“Rockwel (B)” hardness testing machines.




Numerical index

Code Title Technical Commitee

94 /1988 Verification and standardization of “Rockwell (C)” AIDHOTC 7
hardness reference blocks for the calibration of
“Rockwell (C)” hardness testing machines.

95/1972 Structural steel. AIDMOTC 15

96 /1972 Part 1: Structural steel sections Dimensions and AIDMO TC 15
properties of hot-rolled steel sections of equale sides.

97 /1972 Part 2 : Structural steel sections dimensions and AIDMOTC 15

properties of hot-rolled steel sections of unequal sides
98 /1972 Cast iron pipes special castings and cast iron parts for AIDMO TC 15

pressure mainlines.

99/1972 Cast iron sanitary pipes and fittings for waste waterand APMOTC 15

ventilation.
100 /1972  Types of electrolytic copper . AIDMO TC 22
101/1972 Asbestos-cement sheets for roofing and cladding. AIDMOTC 12
102 /1972 Asbestos-cement corrugated sheets for roofing and ADMOTC 12
cladding.
103/1972 Asbestoc-cement flat sheets. ADMOTC 12
104 /1972 Asbestos-cement. Pipes for building and sanitary AIDMO TC 12
purposes.

105/1972  Asbestos-cement pipe fittings for buildings and sanitary APMOTC 12
purposes.

106/ 1972  |dentification colours for pipes conveying fluide inliquid 'S0T¢ 8
or gaseous condition in land installations or on board
ships.

107 /1972 Swithces for domestic purpose AIDMOTC 29

108/1972 Safety requirements for electric heaters. AIDMO TC 26

109/1972 Performance requirements of household refrigerators.  S07¢

110/1972 Special low temperature compartments for the storage IsoTC 86
of frozen foodstuffs. In Household refrigerators.
111/1972 Design criteria and execution conditions for electric AIDMOTC 30
wiring and installations in buildings.
ISO TC 92

112/1972  Fire resistance tests of sturctures

113/1988 Indicating manometers, vacum-meters, mano-vacum-  APMOTC 7
meters — ordinary tools. ’




Numerical index

Code Title Technical Commitee

114 /1988 Registering manometers, vacum-meters, mano-vacum- ADMOTC 7
meters — ordinary tools.

11571985 Optical pyrometers of the disappearing filament type ~ APMOTC 7

116 /1985 Gas cylinders for medical use —Marking for IsOTC 58
identification of content
117 /1982 Paper and board — Sizes of folders and files. ADMOTC 21
11871972  Standard machine drawing practice — lines and AIDMO TC 20
projections.
119/1973 Wheat flour 72%. ADMO TC 4
120/1986 Edible groundnut (arachis) oil AIDMOTC 4
121/1973  Milk and milk products ADMOTC 3
122 /1973 Cardamoms. AIDMO TC 4
12371985 Black pepper and white pepper, whole and ground. AIDMOTC 4
124 /1986 Edible sesame seed oil. ADMOTC 4
125/1986 Edible soya bean oil. ADMOTC 4
126 /1973 Canned pineapples ADMOTC 3
127 /1998  Ammonium sulphate fertilizer ADMOTC 1
128 /1973 Razor blades ADMOTC 15

129/1973  Cylinder for commercial liquified butane of 26.2 litres ~ 'SOTC 58

130/1973 Burettes ADMOTC 7

131-1/1985 Laboratory glassware-GraduatedPipettes — General AIDMOTC 7
requirements

131-4/1985 | aboratory glassware —Graduated pipettes - Blow-out ~ ADMOTC 7
pipettes.

131-3/1985 Laboratory glassware —Graduated pipettes- Pipettes for ADMOTC 7
which a waitting time of 15 s is specified.

131-2/1985 Laboratory glassware — GradualedPipettes — Pipettes ~ ADMOTC 7
for which no waiting time is specified

132/1985 Laboratory glassware —one-mark pipettes el S

133-1/1986 Laboratory glassware —Density hydrometers for general APMOTC 7
purposes- Part 1 : conditions.




Numerical index

Code Title Technical Commitee

133-2/1986 Laboratory glassware —Density hydrometers for general AIPMOTC 7
purposes —Part 2: Test methods and use.

134/1973 Interchageable spherical ground glass joints. ADMOTC 7
135/1973 Conical glass joints ADMOTC 7

136 /1985 Test sieves ~Woven metal wire cloth, perforated plate 'S°T¢ 24
and electroformed sheet —Nominal sizes of openings.

13771973  Pictorial markings for handling of goods (General AIDMOTC 19
symbols).

138/1973 Dimentions andratings of freight Containers. AIDMOTC 19

13971973  Pictorial marking of transit packages containing AIDMOTC 19

photographic materials sensitive to radiant energy.
140 /1973 Marking of freight containers - series 1. ADMOTC 19

141/1973 Crude vegetable oils and fats — Preparation of contract ADPMOTC 4
samples for analysis.

142/1973 Crude vegetable oils and fats —Determination of acidity APMOTC 4

143/1973 Crude vegetable oils and fats —Determination of AIDMOTC 4
moisture and volatile matter.

144 /1973 Crude vegetable oils and fats —Determination of ADMOTC 4
insoluble impurities.

14571973 Oleaginous seeds —Determination of moisture and AIDMOTC 4
volatile matter.

146 /1973 QOleaginous seeds —Determination of acidity of oils. ADMOTC 4

147 /1973  Qil seed residues —Determination of oil content. AIDMOTC 4

148/1973  Qil seed residues —Determination of diethyl ether extract APMOTC 4
149/1973  Qil seed residues — Determination of total ash. ADMOTC 4

150/1973  Qil seed residues — Determination of ash insoluble in ~ ADMOTC 4
hydrochloric acid.

15171973  QOil seed residues —Determination of moisture and ADMOTC 4
volatile matter.

152/1973  Fruit and vegetable poducts —Determination of mineral APMOTC 3
impurities.

153/1973  Fruits and vegerable products —Determination of AIDMOTC 3
titratable acidity
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Numerical index

Title Technical Commitee

Code

154 /1973  Fruit and and vegetable products — Determination of AIDMOTC 3
water-insoluble solids.

1565/1973 Cereals and cereal products —Determination of AIDMOTC 4
moisture content (Routine method.)

156/1973  Animal fats — Determination of moisture and volatile AIBHIONEC
matter.

157 /1973  Animal fats — Determination of insoluble impurities. ADMOTC 4

158 /1973  Animal fats —Determination of water- Entrainment ADMOTC 4
—distillation method.

15971973 Determination of flexural properties of rigid plastics. AIDMOTC 6

160 /1973 Determination of charpy-impact resistance of rigid AIDMOTC 6
plastics.

161/1973  Sampling of raw materials for paints and varnishes. AIDMOTC 13

162/1982  Liquid chemical products for industrial use — AIDMOTC 22
Determination of density at 20 degress C.

163/1987 Motor gasoline. AIDMO TC 18

165/1985 Petroleum products — Fuel oil ADMOTC 18

166 /1973 Petroleum Products ~Determination of sulphur in AIDMO TC 18
petroleum products by bomb method.

167 /1973  Petroleum products — Determination of tetraethyl lead ~ AIPMOTC 18
in gasoline by chlorate oxidation method.

168/1973 Petroleum products — Doctor’s test. ADMOTC 18

16971973 Petroleum Products —Determination of olefinic and AIDMO TC 18
aromatic hydrocarbons in petroleum distillates.

170/ 1987 Petroleum Products —Determination of existant gum in AIDMOTC 18
fuels by jet evaporation

17171994  Petroleum Products — Test methods of gasoline- AIDMOTC 18
Determination of oxidation stability of gasoline by
induction period method.

17211973  Petroleum products — Determination of flash point by =~ AbPMOTC 18
closed cup method Pensky-Marten’s .

17371973  Petroleum Products — Determination - Diesel index AIDMO TC 18

17411973 Water and sediments in crude oils and AIDMOTC 18




Numerical index

Code Title Technical Commitee

175/1987 Petroleum products —Determination of distillation AIDMO TC 18
characteristics of petroleum products.

176 1 1987 Petroleum products —Detection of copper corrosion AIDMO TC 18
from petroleum products.

47711987 Technical drawings — Dimensioning- General principles, AIPMOTC 20
definitions, methods of execution and special

indications.
178 /1974 Writing paper. ADMO TC 21
17971974 Essential oils- Determination of the acid value. AIDMO TC 22
180 /1987 Taximeter ADMOTC 7
18171988 Liquid meters (except water) with measuring chambers. APMOTC 7
182 /1987 Standard current ratings ADMO TC 27
183 /1987 Standard voltages ADMO TC 27
184 / 1974 Unbleached calico ADMOTC 23
185/ 1974 Bleached calico AIDMOTC 23
186 /1974 Sizes of ready-made blouses for girls and women ADMOTC 23
187 /1974 Textile machinery and accessories — Combed and AIDMO TC 23

carded woolen cards [working width].
188/1985 Straignt bevel gears- Information to be given to the IS0TC 60

manufacturer by the purchaser in order to obtain the

gear required.

AIDMO TC 12

189 /1974 Concrete tests — Dimensions, tolerances and
applicability of test samples.

19071974 Determination of density of crude petroleum and liquid ADMOTC 18
petroleum products (hydrometer method)

191/1974 Testing of petroleum products - Determination of acidity APMOTC 18

and alkalinity

192 /1974 Testing of petroleum products - Determination of ash ~ APMOTC 18
from petroleum products containing mineral matters.

193/1974 Testing of petroleum products - Determination of ashin ADMOTC 18
grease.

194 /1974 Testing of petroleum products - Determination of AIDMOTC 18
bitumen solubility in carbon disulphide.



Numerical index

Code

Title Technical Commitee

195/1974  Testing of petroleum products - Determination of Zinc ~ ADMOTC 18
in lubricating oils.

196 /1987 Determination of phosphorous in lubricating oil and AIDMOTC 18
petroleum additives.

19771974  Simple bend testing of steel sheet and strip less than3 AIPMOTC 15
mm thickness.

198 /1974 Bend test of steel tubes. AIDMO TC 15

199/1992  Paper-Holes for general filing purposes.[technical AIDMOTC 21
specification]

200/1983 Road vehicles — Braking of automotive vehicles and AIBMOTC 31
their trailers —Vocabulary.

201/1974 Vocabulary of terms relating to solid mineral fuels — IsoTC 277
[Terms relating to coke].

202/1985 Surface treatment and metallic coatings — General IS0TC 107
classification of terms.

20371974  Writing of calendar-dates in numeric forms. ISOTC 154

204 /1974 Continuous mechanical handling equipment—General 'SOT¢ 101
rules for safety requirements.

20571985 Continuous mechanical handing equipment— Light duty '$0T¢ 101

belt converyors for loose bulk materials.

206 /1985 Continuous mechanical handling equipment for loose ~ 'SOTC 101

bulk materials — Apron conveyors.

207 /1975  Continuous mechanical handling equipment for unit IsoTC 101

loads — safety require;ents for overhead twin rail chain
conveyors (power and free movement).

208/1975 Continuous mechanical handling equipment for unit IsoTe 10

loads — Safety require;ents for overhead monorail chain
conveyors.

209/1975 Continuous mechanical handing equipment for loose  'SOTC 101
bulk materials — Safety requiree;nts for vibrating
feeders and conveyors shaking or reciprocating feeders
and oscillating conveyors.

210/1985 Continuous mechanical handling equipment for loose  'SOTC 101
bulk materials —Oscillating and shaking conveyors or
reciprocating conveyors with tubular trough.

21171975 Onions. ADMOTC 4

11



Numerical index

Code Title Technical Commitee
212 /1975 Pears. AIDMO TC 4
21371975 (Grapes ADMOTC 4
214 /1975 Cucumbers. AIDMO TC 4
21571975 Fresh tomatoes. ADMO TC 4
216 /1975 Potatoes. AIDMOTC 4
217 /1975 Aubergines. ADMO TC 4
218/1975 Vegetable marrow ADMOTC 4
219/1975 | actose. ADMOTC 4
220/1975 Edible safflower seed oil. ADMOTC 4
221/1985 Canned pacific salmon AIDMOTC 3
22211975 Methods of analysis for processed fruits and AIDMOTC 3

vegetables.
223/1975 Code of hygienic practice for dried fruits. AIDMOTC 4
224 /1975 Carpets — Determination of number of tufts and/or AIDMO TC 23
loops per unit length and per unit area.
225/1975 Carpets — Determination of the ratio of measured AIBMOITC s

surface pile density and measured pile fibre volume.

226 /1975 Carpets — Determination of mass of effective pile per ~ ADMOTC 23
unit area that can be shorn away from the backing.

22711975 Textile fibres — determination of linear density — AIDMO TC 23
Gravimetric method.

228/1975 Textiles Binary fibre mixtures — Quantitative chemical ~ APMOTC 13

analysis.
229/1975 Rapid hardening porttand cement AIDMO TC 12
230/1985 Split pins. ISO TC 2
231/1985 Assembly tools for screws and nuts — Tubular socket ~ SOTC 29
wrenches .
23271975 Light metals and their alloys — Brinell hardness test ADMOTC 2

233/1975 Wire screens and plate screens for industrial purpose— 'S0TC 24
Nominal sizes of apertures.

23471975 Light metals and their alloys — Vickers hardness test ADMOTC 2
(test loads) from 1 to 100 kg.F.)

12



Numerical index

Title Technical Commitee

Code

235/1975 Plain welded or seamless steel tubes — General table ~ AIPMOTC 15
of dimensions and masses per unit length

236/1985 Cylindrical gears - Information to be given to the ISOTC 60
manufacturer by the purchaser in order to obtain the
required gear.

23771998  Aluminium utensils. ADMOTC 2

238/1975 Casting of grey cast iron AIDMOTC 15

239/1975 Ballasts for fluorescent lamps. AIDMO TC 29

240 /1975 Tests on insulators of ceramic material or glass for AIDMOTC 10
overhead lines with a nominal voltage greater than
1000 v.

241/1975 Direct acting indicating electrical measuring instruments '=¢7¢ 13
and their accessories.

24271975 Tubular fluorescent lamps for general lighting service =~ AIDMOTC 29

243 /1975 Carbon dioxide AIDMO TC 22

24411975 Determination of sulphur in petroleum products by AIDMOTC 18
quartz tube methods.

245/1975 Determination of bromine number of petroleum AIDMOTC 18
products by colour indicator method.

246 /1975 Determination of smoke point for Petroleum products ~ APMOTC 18

247 /11975 Determination of aniline point for petroleum products. ~ AIPMOTC 18

24811987 Determination of carbon residue by Contradson AIDMOTC 18

249/1975 Determination of lead content of gasoline by volumetric APMOTC 18
chromate method.

250 /1975 Sampling of petroleum products for quantitatives AIDMOTC 18

251/1975 Determination of acid (inorganic) of petroleum products APPMOTC 18
(colour indicator titration method).

252/1985 Petroleum products — determination of softening point ~ADMOTC 18
of bituminous materials .

253/1975 Determination of salt content in crude petroleum andits APMOTC 18
products.

25411987 Petroleum waxes- Determination of congealing point ~ APMOTC 18

255/1975 Burning test — 24 hours for kerosine. AIDMOTC 18

13



Numerical index

Title Technical Commitee

Code

256 /1985 Petroleum products — Determination of penetration for  APMO TC 18
bituminous materials.

057 /1987 Vocabulary of Solid mineral fuel — Part 1:Terms IsoTC 27
relating to coal preparation.

25811975 Vocabulary of solid mineral fuels — Part 2 : Terms isoTCc 27
relating to coal sampling and analysis.

259/1985 Petroleum industry — Vocabulary — Part 1. AIDMO TC 18

260 /1975 Electrotechnical vocabulary — Group (20) Scientific and APMOTC 10
industrial measuring instruments.

261/1975 Electrotechnical vocabulary — Group (37) Automatic ADMO TC 10
controlling and regulating systems.

262 /1975 Gypsum rock for the manufacture of binders. AIDMO TC 12

263/1975 General conditions for fresh fruits and vegetables. AIDMO TC 4

26411975 General conditions for cases for fresh fruits and ADMO TC 4
vegetables quantitative purposes.

265/1975 Apples AIDMO TC 4

266 /1975 Citrus fruit. ADMOTC 4

267 11975 Wheat flour. ADMOTC 4

268 /1992 Tyre pressure gauges for motor vehicules. AIDMOTC 7

269 /1976 Signalling terms and safety devices - For railways AIDMO TC 15
Group (31)

270/1985 Analysis of Soap — Determination of chloride content— APMOTC 25
Titrimetric method.

271/1985 Analysis of Soap — Determination of moisture and AIDMO TC 25
volatile matter content— Oven method.

27211985 Analysis of Surface active agents — Analysis of soaps — AIDMO TC 25
Determinations of free caustic alkali.

27311985 Analysis of soap — Determination of total alkali content APMOTC 25
and total fatty matter content

274 /11976 Anlysis of soap — Determination of total Crude fatty AIDMO TC 25
acids.

275/ 1985 Analysis of soap — Determination of unsaponifiable, AIDMOTC 25
unsaponified and unsaponified saponifiable matters

276 /1985 Analysis of soap — Determination of glycerol. AIDMO TC 25

14



Numerical index

Code Title Technical Commitee

27711986 Formaldehyde solutions for industrial use — AIDMOTC 22
Determination of formaldehyde content

278 /1987 Lining leather. ADMO TC 24

27911987 Mineral (chrome) or vegetable tanned upper leather. ~ ADMOTC 24

280/1987 | eather for gloves and clothes AIDMO TC 24
281/1976 Blood transfusion equipment for medical use. AIDMOTC 7
28211976 Edible starch AIDMOTC 4
283/1986 Edible maize (corn) oil. AIDMOTC 4

28411976  Apricot, peach and pear nectarsPreserved exclusively AIPMOTC 3
by physical means.

285/1976 Orange juice preserved exclusively by physical means. ADPMOTC 3

28611976  Grapefruit juice preserved exclusively by physical AIDEIGNIE NS
means

287 /1976 Lemon juice preserved exclusively by physical means. APMOTC 3
28811976 Apple juice preserved exclusively by physical means  APMOTC 3
289/2000 Rice AIDMOTC 4
29071976  Types of Steel for general engineering purposes. AIDMOTC 15

291/1984  Freight containers, Series 1- Classification — external ~ ADMOTC 19
dimensions and ratings.

292/1986 Hot-rolled steel bars — part 1 : Dimensions of round AIDMOTC 15
bars.

293/1986 Hot-rolled steel bars — Part 2: Dimensions of square AIDMOTE 15

bars
294 /1976 Water heaters. AIDMOTC 28
295/1976 Evaporative air coolers. ISOTC 86
296/1982  Freight containers — Vocabulary. ADMOTC 19
297 /1976  Test guide for agricultural tractors. IsoTC 23

298/1976 Railway — part 1 - Technical specification for supply of AIDMOTC 15
fishplates for railway rails made from steel.

299/1976 Railway — part 2 - Special wear resistant flat-bottom  AIDMOTC 15
railway rails.

15
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Code Title Technical Commitee

30071976 Railway — part 3 - Flat-bottom railway rails — Part 3. AIDMOTC 15

30171987 Assembly tools for screws and nuts — Nomenclature ISOTC 29

302/1976 Quick and hydrated lime. AIDMO TC 12

303/1976 Thermal insulating asbestos boards. AIDMOTC 12

304 /1976 Rubber sealing rings for joints in asbestos-cement AIDMOTC 12
water pipes.

305/1976 Rubber — Vocabulary and technical definitions. ISoTC 45

306 /2000 Spices and condiments-Ginger, whole, in pieces or AIDMOTC 4
ground

307 /1987  Spices and condiments — Sampling. AIBKOTC 4

308/1977 Spices and condiments — Determination of extraneous AIPMOTC 4
matter.

309/1987 Spices and condiments — Determination of total ash AIDMO TC 4

310/1977  Spices and condiments — Determination of water- ADMOTC 4

insoluble ash.

311/1977  Spices and condiments — Determination of acid- AIDMOTC 4
insoluble ash.

312/1977  Spices and condiments — Determination of moisture AIBMONIC NS
content (Entrainment method).

31371977 Spices and condiments — Determination of alcohok AIDMO TC
soluble extract.

31471977  Spices and condiments — Determination of cold water- ADMOTC 4
soluble extract.

315/1977 Canned green beans and canned waxy beans. AIDEIOHE S
316/1977 Canned green peas. ADMOTC 3
317/1977 Canned green okra ADMOTC 3
318/1977 Canned artichoke ADMOTC 3
319/1977  Table salt (Sodium chloride) AIDMO TC 3
320/1977  Vinegar. AIDMOTC 3
32171977 Pickles. ADMOTC 3
322/1977 Methods of test for pickles AIDMOTC 3
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Title Technical Commitee

Code

323/1977 Cocoa and its products and methods of testing. AIDMOTC 3

324 /1977 Chemical analysis of cement — Main constituenets of ~ APMOTC 12
portland cement.

32571977 Sandlime-bricks. ADMO TC 12

326 /1977 Steel bars for concerete reinforcement AIDMOTC 15

327/1977 Pressure regulators for household appliances using IsoTC 58
liquefied butane propane gases.

328/1977 Guide to the use of preferred numbers and their series. APMOTC 7

329/1977 Guide to the choice of series of preferred numbers and APMOTC 7
series containing more rounded values of preferred
numbers.

33071977 Preferred numbers and their Series. AIDMO TC 7

331/1985 Plain bearings made from sintered material - IsoTC 123
Dimensions and tolerances

332/1998 Fork lift trucks — Arm of fork of hook-on type for arms- ~ AIDMOTC 31
Vocabulary

333/1977 Assembly tools for bolts and screws-Hexagon drive IsoTC 29
ends for power tools.

334 /1977  Drill chuck tapers IsOTC 29

335/1977 T-slot cutters with plain or flatted parallel shanks having 'S0T¢ 2
tapped hole- Metric series.

336/1977 Rolling bearings- Locknuts - wide series and isoTCc 4
lockwashers with bent inner tab.

337/1986 Road vehicles — Passenger car wheels- Test methods. APMOTC 31

338/1977 Continuous mechanical handling equipment— Transfer 'S0T¢ 101
points — Safety code.

339/1983 Graduated standard pipettes for verification officers. ADMOTC 7

340/1983 Standard burettes for verification officers. AIDMOTC 7

341/1977 OQOrdinary water taps. ISOTC 153

342/1977 Turining tools with carbide tips — internal tools. isoTC 29

343/1998 Series 1 of freight containers — specification and testing APMOTC 19
— Part 1 : General cargo containers.

344 /1977 Cold-reduced tin sheet and cold reduced black sheet ~ AIDMOTC 15
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Code Title Technical Commitee

34571977  Moldboard plows. ISO TC 23
346 /1977  Portable fire extinguishers of the water type (gas AIDMOTC 17
pressure)

347711977 Portable fire extinguishers of the foam type (Chemical) AMOTC 17

34871977  Sizes of ready-made shirts for men and boys. AIDMOTC 23
34971977  Sizes of ready-made pyjamas for men and boys AIDMO TC 23
35071977 Socks ADMO TC 23

35171977 Sizes of ready-made coats with ordinary sleeves for AIDMOTC 23
girls and ladies

352/1977 Toothpaste. ISO TC 106
353/1977 Dental mercury ISO TC 106
35411985  Analysis of soap — Determination of total free alkali. AIDMO TC 25

35571985  Analysis of soap — Determination of content of ethnok ~ ADMOTC 25
insoluble matters.

356/1977  Coal and coke - Determination of carbon and hydrogen 'S07C 27
—High temperature combustion method.

35771977 Coal and coke — determination of carbon and hydrogen 'SOTC 27
— Liebig method.

35871987 Mineral (chrome) or Vegetable tanned leather for soles APMOTC 24
35971977 Commercial liquefied butane gas. ADMO TC 22

360 /1977  Textiles — Standard atmospheres for conditioning and ADMOTC 23
testing.

36171977  Sampling of textile fibres for testing. AIDMOTC 23

36271977 Method of test for resistance of fabrics to penetration ~ APMOTC 23
by water - Hydrostatic head test.

363/1977  Asbestos-cement pressure pipes. AIDMOTC 12
364 /1977  Sanitary ware made from cast iron [cermai glazed)] ADMOTC 15
365/1977  Glazed ceramic tiles. AIDMO TC 12
366/1986 Meat and meat products — Determination of ash AIDMOTC 3

(Reference method).

367/1985 Meat and meat products- Determination of nitrogen AIDMOTC 3
content (reference method).
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Code Title Technical Commitee

368/1978 Animal fats — Determination of solidification point of ADMO TC 3
fatty acids (Titre. N°).

369/1978 |egumes — Sampling ADMO TC 4

370/1978 Oleaginous seeds — Determination of oil content AIDMOTC 4

371/1978 Dried glucose syrup AIDMO TC 3

372/1978 Canned peaches AIDMOTC 3

37371985 Glucose syrup. AIDMOTC 3

37411978 Meat and meat products — Determination of free fat AIDMOTC 3
content

37511978 Qleaginous seeds — Determination of impurities AIDMOTC 4

376 /1978 Edible sunflower seed oil AIDMOTC 4

377 /1978  Fruits and vegetable products — Determination of total ~APMOTC 3

solids.
37811978 Spices and condiments — Nomenclature- First list. ADMO TC 4
37971978 List of food additives evaluated according to their AIDMOTC 3

safety-in-use.

380/1978 First supplement to the list of additives evaiuated for ~ ABMOTC 3
their safety-in-use in food.

381/1978 Aromatic oils — Sampling. AIDMO TC 22
382/1978 Halawa tehinia AIDMOTC 3
383/1978 Tehena and halawa tehinia — Test methods. AIDMOTC 3
384 /1978 Textiles — Tests for colour fastness — First series AIDMOTC 23
385/1978 Textiles — Tests for colour fastness — Second series AIDMOTC 23
386 /1978 Textiles — Tests for colour fastness — Third series. AIDMOTC 23
387 /1978 Textiles — Tests for colour fastness — Fourth series. AIDMO TC 23
388/1978 Textiles — Tests for colour fastness — Fifth series. AIDMO TC 23

389/2000 Technical terms and definitions in the field of cement ~ ADMOTC 12

390/1988 Asbestos-cement products — Sampling and inspection. APMOTC

391/1977 Fundamental characteristics of a system of shoe sizing '$07¢ 137

to be known as mondopoint.
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Code Title Technical Commitee

392/1978  Textile machinery — Dyeing and finishing machinery —  ADMOTC 23
Classification and nomenclature.

393/1978 Building gypsum. ADMO TC 12

39471978 Textiles — Woven fabrics — Measurement of width of AIDMOTC 23
pieces.

39571978 Sheet or plate glass ADMOTC 16

396 /1985 Soap AIDMO TC 25

397 /1987 Plastics — Symbols ADMOTC 6

39871978 Bleached lac —Specification. AIDMOTC 13

39971978 Bleached lac. ADMO TC 13

400 /1987  Aviation turbine fuel . AIDMOTC 18

40171978  Sampling of petroleum gases including AIDMOTC 18

402/1978  Copper in aviation turbine fuels and light petroleum ADMOTC 18
distillates.

40371978 Method for assessing the oxidation stability of AIDKIO TC 18
insulating oils.

404 /1978  Determination of density and relative density by AIBKGIC IS

capillary stoppered pyknometer

405/1978  Building drawing — Determination of production AIDMOTC 20
drawings — Representation of sizes manufacturing and
work. Drawings.

406 /1983  Architectural and building drawings — vocabulary. AIDMOTC 20

407 /1986  Technical drawings — Methods of indicating surface AIDMOTC 20
texture on drawings.

408 /1982 Architectural and building drawings — Presentation of =~ ADMOTC 20
drawings — Scales.

40971978  Air-conditioning units IsoTC 86

41071978  Agricultural tractors and machines- Preparation of IsoTe 23
Operation manual and technical publications
presentation and maintenance.

41271978  Power take-off and draw-bar for agricultural tractors. ~ '$07C 23
41371978 Disc harrows. ISO TC 23
41471978  Mounted beatroot raisers — Technical requirements. IsoTC 23
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Code Title Technical Commitee

415/1978 Tractors mounted hoes — Type and basic parameters. 'S0T¢ 23

416 /1978  Agricultural implements discs. IsoTc 23
417 /11978 Hook chains of rings produced by stamping IsoTC 23
418 /1978 Fertilizer spreader. IsoTC 23

41971978 Safety clutches of chain and belt driver of agricultural lsoTe 23
machines — Types, main parameters and dimensions.

420 /1978  Agricultural machines and implements — vocabulary — |soTC 23
Part V : Equipment for crop protection including insects,
fungus and weeds control.

421/1978 Agricultural machinery — feet and tines of cultivators. IsoTC 23

42211978 Transmission roller and bush chains (copper)- Types ~ '$07¢ 2
and dimensions — Basic parameters.

42371978 Agricultural machines and implements — Circular teeth IsoTCc 23
of transverse racks for tractors.

42411978 Agricultural machines and implements — Vocabulary — IsoTC 23
Part 2 : Power units.

425/1978  Agricultural machines and implements — Subsoiling IsoTc 23
attachment to the Plough.

426 /1978  Agricultural machines and implements spike harrows IsoTC 23

42711978  Agricultural machines and implements — Control IsoTC 23
symbols on agricultural equipment.

428 /1978 Voltage transformers lEcTC 38

429/1978 Current transformers IECTC 38

430/1978 Electric fans. AIDMOTC 26

431/1982 Standard weights for verification officers AIDMO TC 7

43271982 Metal stamps for verification officers. AIDMOTC 7

433/1983 Hexagonal weights — Ordinary accuracy class from 100 APMOTC 7
g to 50 kg.

434 /1982 Material measures of length for general use. AIDMO TC
435/1983 Standard graduated glass flasks for verification officers. APMO e 7

436 /1983 Standard one-meter bar for verification officers AIDMO TC
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Title Technical Commitee

Code

43711982 Hermetically sealed metal cans for food and drink AIDMO TC 19
—Internal diameters of round cans.

43811982 Hermetically sealed metal food containers — Capacities AOMOTC 19
and diameters of round open-top and vent hole cans
for milk

439/1982 Hermetically sealed metal containers for food and AIDMOTC 19
drinks —Part 1 : Round open-top cans for general
purposes.

44071982 Hermetically sealed metal containers for food and ADMOTC 19
drinks — part 2 : Food cans for meat and products
containing meat for human consumption.

441171982 Household refrigerators — Methods of test for the ISoTC 86
information of the consumer.

44211982 Gas cylinders for industrial use — Marking for IsoTC 58
identification of content.

443/1982  General purpose, freight containers series 1 — Minimum APMOTC 19
internal dimensions.

44411982 Symbols for indications appearing on operating AIDMOTC 20
machine.

445/1982 Bilingual teleprinter (Arabic/Latin) AIDMOTC 8

446 /1982 Building drawings — Projection methods. AIDMOTC 20

44711982 Technical drawings — Representation of springs. ADMOTC 20

448 /1982  Technical drawings — Conventional presentation of AIDMOTC 20
gears.

449/1985 Data processing — 7 bit coded Arabic character set for ADMOTC 8
information interchange.

450 /1998  Freight containers — Coding, identification and marking. APMOTC 19

45172000  Designation of screw and nut parts with accessories ~ ADMOTC 2

452/1983 Meat and meat products — Canned corned beef and AIDMOTC 3
mutton meat.

45371983  Fish and fish products — Canned sardines. AIDMOTC 3

454 /1983  Fish and fish products — Canned tuna. ADMOTC 3

455/1983  Fish and fish products — Canned mackerel AIDMOTC 3
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Title Technical Commitee

Code

456 /1983  Light metals and their alloys - Classification and AIDMO TC 2
composition of unalloyed aluminium ingots forremelting

457 11983  Light metals and their alloys — Code of designation AIDMO TC 2
based on chemical symbols.

458 /1985 Alluminium, magnesium and their alloys — Temper AIDMOTC 2
designation

45971983 Light metals and their alloys — Terms and definitions — AIDMO TC 2
Part 1 : Materials.

460 /1983 Light metals and their alloys — Terms and definitions- AIDMOTC 2
Part 2 : Unwrought products.

46171983 Light metals and their alloys — Terms and definitions- AIDMOTC 2
Part 3 : Wrought products

46211983 Light metals and their alloys — Terms and definitions AIDMOTC 2
—Part 4 : Castings.

463 /1983  Aluminum and aluminum alloys — Determination of AlbMOTC 2
titanium — Spectrophotometric chromotropic acid
method.

464 /1983 Aluminium and aluminium alloys — Determination of AIDMOTC =2
chromium — Spectrophotometric method using dipheny!
carbaside, after extraction.

465/ 1983 Chemical analysis of aluminium and aluminium alloys— AIPMOTC 2
Complexometric determination of magnesium.

466 /1983  Aluminium and aluminium alloys — Determination of AIDIICIE 2
iron — Orthophenanthroline photometric method.

467 /1983  Aluminium and aluminium alloys- Determination of AIDMOTC 2
silicon — Gravimetric method.

468 /1983 Aluminium and aluminium alloys — Determination of AIDMOTC 2
nickel — Atomic absorption spectrophotometric method

469 /1983 Aluminium and aluminium alloys — Determination of AIDMO TC 2
magnesium — Atomic absorption spectrophotometric
method.

470 /1983 Aluminium and aluminium alloys — Determination of AIDMOTC =2
manganese — photometric method (manganese content
between 0.005 and 1.5 %)

471/1983  Aluminium alloys — Determination of copper — AIDMOTC 2

Electrolytic method.
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Code

Title Technical Commitee

47271983

47371983

47471983

475 /1983

476 /1983

477 /1985

478 / 1985

47971985

480 /1985

481 /1985

482 /1983

483 /1983

484 /1983

485 /1983

486 /1983

Aluminium and aluminium alloys- Determination of
copper — Atomic absorption spectrophotometric method

Composition of wrought products of aluminium and
aluminium alloys — Chemical composition (per cent).

Aluminium and aluminium alloys — Determination of
copper content —Oxalyldihydrazide photometric method.

Aluminium alloys — Determination of zinc — EDTA
titrimetric method.

Aluminium and aluminium alloys — Determination of
silicon — Spectrophotometirc method with the reduced
silicomolybdic complex.

Anodization (anodic oxidation) of aluminium and
aluminium alloys — Insulation check by measurement of
current potential.

Anodization of aluminium and aluminium alloys—
Assessment of sealing quality by measurement of the
loss of mass after immersion in acid solution.

Anodization of aluminium and aluminium alloys—
Assessment of quality of sealed anodic oxide coatings
by measurement of the loss of mass after immersion in
phosphoric-chromic acid solution.

Surface treatment of metals — Anodic oxidation of
aluminium — Specular reflectance at 45 degrees — Total
reflectance — Image clarity.

Cast aluminium alloys — Chemical composition and
mechanical properties.

Wrought aluminium and aluminium alloys— Drawn
tubes — Mechanical properties.

Mechanical property limits for aluminium alloy forgings.

Wrought aluminium and aluminium alloys — Rolled
products — Mechanical properties.

Aluminium machining alloys — Chemical composition
and mechanical properties of alloy AFCu6 Bi Pb and
alloy Al-Cu4 Pb Mg.

Mechanical property limits for extruded products of
aluminium and aluminium alloys.

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

2
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Numerical index

Code Title Technical Commitee

487 /1983  Aluminium products — Standard dimensions of AIDMOTC 2
windows’ openings.

488 /1983 Aluminium products — Standard dimensions of doors’ AIDMOTC 2

openings.
489/1998 Meat and meat products — Sampling. AIDMO TC 3
490 /1983 Milk and milk products — Raw milk. AIDMO TC 3
491/1983 Milk and milk products — Pasteurized milk. ADMOTC 3
492 /1983 Milk and milk products — Sterilized milk. ADMOTC 3
493 /1983 Milk and milk products — Evaporated milk. AIDMOTC 3

494 /1983 Milk and milk products — Sweetened condensed milk. ~ APMOTC 3

495/1983 Milk and milk products — Milk powder. AIDMO TC 3
496 /1983 Cocoa and cocoa products — Cocoa beans. AIDMOTC 3
497 /1983 Cocoa and cocoa products — Cocoa powder AIDMOTC 3
498 /1983 Cocoa and cocoa products — Cocoa butter. AIDMO TC 3
499 /1983 Cocoa and cocoa products — Chocolate. AIDMOTC 3
500/1983 Tomato paste. ADMOTC 3
50171983 Kamar al-din. ADMOTC 3
502 /1983 Dates ADMOTC 4
503 /1983 Spices and condiments — Curry powder AIDMOTC 4
504 /2000 Spices and condiments: whole, ground chillies AIDMOTC 4
505 /1983  Spices and condiments — Pimento (all spice) whole and AIDKETC %
ground
506 /1983 General principales concerning quantities, units and ~ APMOTC 7
symbols.
507 /1983 Quantities and units of space and time. AIDMOTC 7

508/1983 Quantities and units of periodic and related phenomena APMOTC 7

509 /1983 Quantities and units of mechanics. ADMOTC 7
510/1983 Quantities and units of heat ADMOTC 7
511/1983 Quantities and units of electricity and magnetism. AIDMOTC 7

25



Numerical index

Code Title

Technical Commitee

51271983  Conductor wires made of aluminium alloy — magnesium ADMOTC 10
— silicon.

513/1983 electrical conductor wires made of commercial ADMOTC 10
annealed aluminium

51471983 |nternational standard of resistance for annealed AIDMOTC 10
copper.
51771983 Conveyor belts — width and lengths. isoTC 41

518/1983  Textiles — Weaves — Definitions of general terms and ~ ADMOTC 23
basic weaves.

519/1983  Textiles — Woven fabrics — Measurement of length of ~ APMOTC 23

pieces.

520/1984  Documentation — Presentation of scientific and ISOTC 46
technical reports.

521/1998 Documentation — International Standards Book ISOTC 46
Numbering (ISBN)

52211984 Documentation — Title-leaves of a book. ISOTC 46

52371984 Documentation — Index of a publication ISOTC 48

52412000 Documentation -Bibliographic references- content, form 'S0TC 46
and structure

525/1984  Documentation — Abstracts for publications and ISOTC 46
documentation.

52671984  Documentation — Contents list of periodicals. IsoTC 46

527/1984  Documentation — Presentation of periodicals. ISOTC 46

5281984 Documentation ~ International code for the ISOTC 46

abbreviations of titles of periodicals.

529/1984 Presentation of contributions to periodicals. ISOTC 46
530/1984  Bibliographic strips. ISOTC 46
531/1984 Numbring of weeks. ISOTC 154
532/1983 ISO general purpose screw threads — Basic profile isoTe 2

53371983 |SO general purpose metric screw threads — General ~ 1SOTC 2
plan

53471983 |SO genral purpuse metric screw threads — Selected  1SOTC 2
sizes for screws, bolts and nuts.
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Title Technical Commitee

Code

535/1983 |SO metric screw threads — Basic dimensions. IsoTC 2

536 /1984 |SO inch screw threads — Basic dimensions IsoTC 2

537 /1984 Dimensions of rigid rectangular packages- Transport ~ AIDMOTC 19
packages.

539/1984 Building and civil engineering drawings — Symbols for ~ APMOTC 20
concrete reinforcement.

540 /1983 Building and civil engineering drawings — Bar scheduling APMo T¢ 20

541/1983 Technical drawings — scales. AIDMO TC 20

542 /1983 Standard atmospheres for conditioning and/or testing. ~ APMOTC 7

543 /1983 Preferred test temperatures AIDMO TC 7

544 /1983 Standard reference temperature for industrial length ~ APMOTC 7
measurements.

545/1983 Dial gauges reading in 0.01 mm ADMOTC 7

546 /1983 Vernier callipers reading to 0.1 and 0.05 mm AIDMO TC 7

547 /1983 Determination of kinematic viscosity and calculation of APMOTC 7
dynamic viscosity of transparent and opaque liquids.

548 /1985 Bolts, screws and studs — Nominal lengths, and thread 'S¢ 2
lengths for general purpose bolts.

549 /1985 Textiles — Designation of yarns AIDMO TC 23

550/ 1985 Textiles — Determination of twist in yarns — Direct AIDMO TC 23
counting method.

551/1985 Road vehicles — Vocabulary and definitions. AIDMOTC 31

552 /1985 Triple super phosphate fertilizer. AIDMOTC 1

553 /1998 Urea fertilizer. ADMOTC 1

554 /1984 Dairy products — Cream. ADMOTC 3

555/1985 Milk products — Ice cream and ice milk. AIDMOTC 3

556 /1985 Milk products — Butter. ADMOTC 3

55711985 Meat and meat products — Detection of polyphosphates APMOTC 3

558 /1985 Meat products — Determination of starch content AIDMOTC 3
(Reference method)

559/1985 Fish and fish products — Frozen fish. ADMOTC 3
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Code Title Technical Commitee

560 /1985 Dextrose, powder. ADMOTC 3

563 /1985 Infants and children food products based on cereals. AIDMOTC 3

564 /1985 Methods of sampling for solid fertilizers AIDMO TC 1
565/ 1985 Muriate of potash fertilizer. ADMOTC 1
566 / 1985 Sulphate of potash fertilizer AIDMO TC 1
567 /1985 Basic slag fertilizer ADMO TC 1

568 /1985 |nformation and documentation — Vocabulary — Section 1S°T¢ 46
3a : Acquisition, identification, and analysis of
documents and data.

569 /1984 Directories of libraries, information and documentation 'S0TC¢ 46

centers.
570 /1984 Documentation — Numbering of divisions and IsoTC 46
subdivisions in written documents.
571/1985 Documentation and information — Vocabulary Part6:  S0TC 46
Documentary languages.
572 /1984 |nternational library statistics. ISOTC 48
57411984 Test code for machine tools. IsOTC 39
575/1985 Stranded wire conductors made of (Aluminium — AIDKOTC 10

magnesium — silicon type).

576 / 1984 Resistivity of commercial hard-drawn aluminium AIDMOTC 10
electrical wires.

577 /1985 Aluminium stranded conductors. AIDMO TC 10

578/1988 Documentation — Guidelines for the establishment and 'S0T¢ 46
development of monolingual thesauri— Second edition.

579/1985 Electrotechnical vocabulary — Group 25 : Generation, ~ APMOTC 10
transmission and distribution of electrical energy.

680 /1985 Electrotechnical vocabulary — Group 826 : Electrical AIDMOTC 10
installations of building.

581/1998 Documentation — International Standard Serial for ISOTC 46
technical reports.

582 /1984 Documentation — Presentation of translation. IsOTC 46

583 /1985 Electrotechnical vocabulary — Group 131 : Electric and APMOTC 10
magnetic circuits.
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Code Title Technical Commitee

584 /1985 Conversion between the 7-bit coded Arabic character APMOTC 8
set (ASMO 449) and the 5-bit coded Arabic character
set used in bilingual teleprinter (ASMO 445).

586 /1985 Documentation — Abstract sheets in serial publications. 'SOTC 46

587 /1985 Chicken dried eggs (egg powder) ADMOTC 4
58871985 Chicken whole-shell eggs. ADMOTC 4
589/1986 Light metals and their alloys — Vocabulary and AIDMO TC 2
definitions — Part 5 : Methods of processing and
treatment.

590/ 1985 Documentation and information — Vocabulary — Part 11 1S0TC 46
- Audio visual documents.

591/1985 Documentation and information — Vocabulary —Part 1: 1S0TC 46
Basic concepts.

592/1985 Documentation and information — Vocabulary —Part 2 : 'SOTC 46
Traditional documents.

593 /1987 Equipment for harvesting — combine harvester — sickle 'S0TC 23
guards of fingers - Dimensions.

594 /1985 General method for the determination of arsenic— AIDMOTC 2
Silver diethyldithiocarbamate photometric method.

59571985  Wrought aluminium and aluminium alloys— Sheet — AIDHOTC =2
Tolerances on shape and dimensions.

596 /1985 Aluminium and aluminium alloys — Determination of AIDMOTC 2
lead content — Flame atomic absorption spectrometric
method.

597 /1985 Wrought aluminium, magnesium and their alloys— ADMOTC 2
Selection of specimens and test pieces for mechanical
testing

599/1985 Electrotechnical vocabulary - Group 691 :Tariffs for ~ ADMOTC 10
electricity

600/1985 General method for the determination of arsenic— AIDMO TC 22
Measuring photometric intensity using Silver
diethyldithiocarbamate.

601/1985 Sulphuric acid and oleums for industrial use — AIDMO TC - 22

Determination of ammoniacal nitrogen content— Silver
Photometric method.
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Code Title Technical Commitee

602 /1985 Sulphuric acid and oleums for industrial use — AIDMO TC 22
Determination of sulphur dioxide content— lodometric
method.

603 /1985 Sulphuric acd and oleum for industrial use — ADMOTC 22

Determination of lead content — Measuring photometric
intensity using Dithizone.

604 /1985 Sulphuric acid for industrial use — Determination of AIDMOTC 22
arsenic content —Measuring photometric intensity using
Silver.

605/1985 Sulphuric acid and oleum for industrial use — AIDMO TC 22

Determination of total acidity, and calculation of free
sulphur trioxide content of oleum — Titrimetric method.

606 /1985 Sulphuric acid and oleum for industrial use — ADMOTC 22
Determination of ash — Gravimetric method.

607 /1985 Sulphuric acid for industrial use — Evaluation of AIDMO TC 22
sulphuric acid concentration by measurement of
density.

608 /1985 Sulphuric acid and oleums for industrial use — ADMO TC 22

Determination of oxides of nitrogen — 2.4 — xylenol
spectrophotometric method.

609 /1986 Principles for arabisation of names and symbols of S| APMOTC 7
units and of certain other units.

610/1985 Quantities and units of light and related AIDMO TC 7
electromagnetic radiations.

611/1985 Quantities and units of atomic and nuclear physics. AIDMO TC 7

612/1985 Dimensionless parameters. ADMOTC 7

613/1985 Conventional value of the result of weighing in air AIDMO TC 7

614 /1985 Conditioning and testing — Standard atmospheres — AIDMOTC 7
Definitions.

615/1985 Green coffee beans. ADMOTC 4

616/1986 Coffee and its products — Vocabulary. AIDMOTC 4

618/1985 Building drawings — Dimensioning of production and ~ APMOTC 20
civil engineering drawings — Representation of
manufacturing and work sizes.

619/1985 Building and civil engineering — Representation of AIDMOTC 20
areas on sections and views.
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Code Title Technical Commitee

620 /1985 Building drawing — Part 1 : Designation of buildings and APMOTC 20

their parts.

621/1985 Building and civil engineering drawings — Reference AIDMO TC 20
lines.

622 /1985 Building construction — Modular coordination — ADMOTC 20

Multimodules for horizontal coordinating dimensions
623/1986 Building construction — Stairs — Vocabulary Part :1 AIDMO TC 20

624 /1986 Building construction — Modular co-ordinating — Stairs ~ APMOTC 20
and stair openings — co-ordinating dimensions.

625/1985 Spices . ADMOTC 4

626 /1985 Petroleum products — asphalt AIDMOTC 18

627 /1985 Petroleum products —Determination of vapour pressure APMOTC 18
for petroleum products — Reid method.

628 /1986 Determination of total sulphur content in petroleum AIDMOTC 18
products (Lamp method)

629/1985 Petroleum products — Asphaltenes precipatation with ~ AIPMOTC 18
normal heptane.

630/1985 Petroleum products — distillation of crude petroleum AIDMOTC 18
under air pressure.

631/1987 Petroleum products — Gas oil and diesel fuel for diesel APMOTC 18
engine.

63271985 Vacuum technology — Graphical symbols. AIDMOTC 20

633/1985 Technical drawings — Linear and angular tolerancing— AIPMOTC 20
Indications on drawings.

634 /1985 Technical drawings- Conventional representation of AIDMOTC 20
threaded parts.

635/1985 Building and civil engineering drawings — Installations — APMOTC 20

Part 2 : Simplified representation of sanitary
appliances..

636 /1985 Building and civil engineering drawings — Drawings for ~APMOTC 20
the assembly of prefabricated structures.

637 /1985 Technical drawings — Sizes and layout of drawing AIDMOTC 20

sheets.

638 /1985 Technical drawings for structural metal work. AIDMOTC 20
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639/1985 Kinematic diagrams — Graphical symbols — Part 1 AIDMOTC 20
640/1985 Kinematic diagrams - Graphical symbols — Part 2 AIDMOTC 20
641/1985 Kinematic diagrams — Graphical symbols — Part 3 AIDMOTC 20

642/2000 Codes for the representation of names of countries and 'S0TC 46

languages
643 /2000 Information technology -vocabulary- part 1: Is0TC 46
fundamental terms(updating of Arab standard: 643-
1985)
64471985 Standard weights for testing of high capacity weighing ADMOTC 7
machines.
645/1986  Aluminium alloy chill castings — Reference test bar ADMOTC 2
646/1986  Aluminium alloy sand castings — Reference test bar. ADMOTC 2
647 /1986  Anodizing of aluminium and aluminium alloys - ADMOTC 2

Estimation of loxx of absorptive power of anodic oxide
coatings after sealing — Dye spot test with prior acid
treatment.

648/1986  Wrough aluminium and aluminium alloys— Drawn AlDMOTC 2
round bars — Tolerances on shape and dimensions
(symmetric plus and minus tolerances on diameter).

649/1986  Aluminium and aluminium alloys — Foil and thin strip — ADMOTC 2
Dimentional tolerances.

650/1986 Wrought aluminium and aluminium alloys— Extruded = ADMOTC 2
round bars — Tolerances on shape and dimensions.

65171986  Wrought aluminium and aluminium alloys— Drawn AIDMO TC
round bars — Tolerances on shape and dimensions (All
minus tolerances on diameter)

652/1986  Anodizing of aluminium and aluminium alloys— Check AIDMOTC
of continuity of thin anodic oxide coatings - Copper
sulphate test.

653/1986  Anodizing of aluminium and aluminium alloys — AIDMO TC
Accelerated test of light fastness of coloured anodic
axide coatings using artificial light.

65471986 Anodizing of aluminium and aluminium alloys — AIDMO TC
Determination of mass per unit area (surface density)
of anodic oxide coatings — Gravimetric method.
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655/1986  Anodizing of aluminium and aluminium alloys — AIDMOTC 2
Determination of thickness of anodic oxide coatings —
Non-destructive measurement by split beam
microscope.

656 / 1986 Anodizing of aluminium and aluminium alloys - ADMOTC 2
Assessment of quality of sealed anodic oxide coatings
by megsurement of admittance of impedance.

657 /1986 Anodizing of aluminium and aluminium alloys— ADMOTC 2
Assessement of resistanc of anodic oxide coatings to
cracking by deformation.

658 /1985 Thermal flat plate solar collector— Part 1 : Terms, AIDMOTC 9
definitions, units and symbols.

659/ 1985 Thermal flat plate solar collector — Part 3 : Construction APMOTC 9
requirements.

660 /1986 Flat plate solar collector — Part (4+5) : Testing methods APMOTC @
and performance.

661/1985 Thermal flat plate solar collector — Part 6 : Name plate. APMOTC 9

662/1985 Data processing — 8-bit coded Arabic character set for APMOTC 8
information interchange.

663 /1987 Arabic terminal keyboard layout. AIDMOTC 8

664 /1985 Conversion of toleranced dimensions — from inches into APMOTC 20
millimeters and vice versa.

665/1985 Technical drawings — Dimensioning and tolerancing of ~APMOTC 20
profiles.

666 / 1985 Flags of the Arab League and its Organizations AIDMOTC 23

667 /1985 Selection of tolerance zones for genral purpuses AIDMO TC 20

668 /2000 Information and documentation-structure for exchange 'S0T¢ 4
of information (updating of Arab standard: 668: 1985)

669 /1985 Quantities and units of physical chemistry and AIDMOTC 7
molecular physics.

670 /2000 Micrographics -vocabulary- part 1: General terms ISoTC 46

671/1985 Washing powders — Determination of total phosphorus APMOTC 25
(V) oxide centent — Quinoline phosphomolybdate
gravimetric method.

672/1985 Surface active agents — Determination of PH of AIDMO TC 25

aqueous solutions — Ptentiometric method.
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673 /1985 Surface active agents and soaps — Determination of AIDMOTC 25
water content — Azeotropic distillation method.

674 /1985 Washing powders — Determination of active oxygen AIDMO TC 25
content — Titrimetric method.

675/1985 Surface active agents and detergents — Methods of AIDMO TC 25
sample division.

676 /1985 Surface active agents — Detergents — Determination of APMOTC 29
anionic-active matter (direct two-phse titration

procedure)
677 /11985 Household scouring powder. AIDMO TC 25
6781985 Household synthetic detergent powder. AIDMOTC 25
679 /1985 Cleaning compound, toilet bowl. AIDMO TC 25
680 /1985 Liquid detergent. AIDMO TC 25
681/1985 Bay soap AIDMO TC 25
682/1985 Shampoo AIDMO TC 25
683/1986 Ammonium nitrate fertilizer AIDMOTC 1
684 /1985 Ammonical calcium nitrate fertilizer AIDMO TC 1
685/ 1986 Fertilizers — Determination of bulk density (Loose). AIDESTE
686 /1986 Fertilizers — Determination of bulk density (Tapped) AIDMO TC 1
687 /1986 Diamonium phosphate fertilizer AIDMOTC 1
688 /1986 Potassium nitrate fertilizer. AIDMOTC 1
689 /1986 Potassium fertilizer — Determination of the water AIDMOTC 1

soluble potassium content.

690 /1986 Fertilizers — Determination of chlorides in the absence ~ APMOTC
of organic material.

691/1986 Fertilizers — Determination of nitrate nitrogen content— APMOTC
Nitron gravimetric method.

692/1986 Fertilizers — Determination of ammoniacal nitrogen AIDMOTC 1
content — Titrimetric method after distillation

693/1987 Fasteners — Bolts, screws, suds and nuts- Symbols and 'S°7¢ 2
designation of dimensions.

694 /1985 Simple bend test for light metal and light metal alloy AIDMOTC 2
sheet and strip of thickness between 0.2 mm and 7mm
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69571985 Aluminium and aluminium alloys- Determination of AIDMOTC 2
titanium content- Diantipyryl — methane photometric
method.
696 /1985 Catering containers dimensions. AIDMOTC 2
697 /1985 Extruded solid profiles of aluminium — zinc — AIDMOTC 2

magnesium alloy Chemical composition and
mechanical properties.

698 /1985 Wrought aluminium and aluminium alloy products— ADMOTC 2
General conditions for inspection and delivery.

699/1986 Tobacco and tobacco products — Cigarettes — AIDMO TC 11
Determination of rate of free combustions.

700/1986 Tobacco and tobacco products — Atmospheres for AIDMOTC 11
conditioning and testing

701/1986 Tobacco and tobacco products — Determination of AIDMOTC 11
alkaloids in tobacco — spectrophotometric method.

702/1986 Tobacco and tobacco products — Determination of AIDMO TC 11
alkaloids in cigarette smoke condenstes —
Spectrophotometric method.

703/1986 Tobacco and tobacco products — Determination of ADMOTC 11
silica content (silicon dioxide).

704 /1986 Material used as cigarette paper — Determination of air APMOTC 11
permeability

705/1986 Tobacco and tobacco products — Cigarettes — AIDMOTC 11
Determination of loss of tobacco from the ends.

706 /1986 Tobacco and tobacco products — Determination of AIDMOTC 11
retention of coloured part of smoke condensate by
cigarette filters — Direct spectrophotometric method

707 /1985 General principales of food hygiene. AIDMOTC 3

708 /1988 Data processing — 8- bit coded Arabic/Latin character ~ APMOTC 8
set for information interchange.

709/1986 Data processing — Vocabulary- Part 09 : Data ISoTC 46
communication.

710/1986 Data processing — Vocabulary — Section 05 : ISOTC 46
Presentation of data.

71171987 Determination of crystallization point— General method. APMOTC 22
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71211987 Determination of water —Karl Fischer method (General ADMOTC 22
method).

713 /1987 Volatile organic liquids for industrial use — AIDMO TC 22

Determination of dry residue after evaporation on water
bath (General method).

71471986 Methods of test for fluorocarbons for industrial use — AIDMO TC 22
Visual inspection and determination of colour and
density.

715/1987 Methods of test for fluorocarbons for industrial use — AIDMO TC - 22

Determination of the degree of purity.

716 /1986 Methods of test for fluorocarbons for industrial use — AIDMO TC - 22
Determination of water content.

717/1986 Sodium carbonate for industrial use — Determination of ADOMOTC 22
total soluble alkalinity — Titrimetric method.

718/1986 Sodium carbonate for industrial use — Preparation and AOMOTC 22
storage of test samples.

719/1986 Sodium carbonate for industrial use- Determination of ~ AIPMOTC 22
chloride content — Mercurimetric method.

720/1986 Sodium carbonate for industrial use — Determination of APMOTC 22
sodium hydrogen carbonate content — Titrimetric
method.

721/1987 Propanol -2- for industrial use — Methods of test —Part 1 ADMOTC 22
: General.

722/1987 Formic acid for industrial use — Methods of test — Part 1 APMOTC 22

: General.

723 /1987 Potassium hydroxide for industrial use — Method of AIDMO TC 22
analysis.

724 /11987 Acetone for industrial use — Methods of test Part 5 : AIDMO TC 22

Control test with Agulhon’s reagent.

725/1987 Butanol -1- for industrial use — Methods of test —Part 3 ; ADMOTC 22
Sulphuric acid colour test.

726 /1987 Potassium hydroxide for industrial use — Determination APPMOTC 22
of sodium content — Flame emission
spectrophotometric method.

727 /1987 Phthalate esters for industrial use — Methods of test—  APMOTC 22
Part 1 : General.
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728/1987 Potassium hydroxide for industrial use — Determination AIDMOTC 22
of carbonate content — Gas volumetric method.

729/1987 Alcohols of hight molecular weight for industrial use AIDMOTC 22
Methods of test — Part 1 : General.

730/ 1987 Paraformaldehyde for industrial use — Methods of test — APMOTC 22
Part 1 : General.

731/1986 Formaldehyde solutions for industrial use — AIDMO TC 22
Determination of ash.

732/1986 Formaldehyde solutions for industrial use — Detection ~ AIDMOTC 22
test for inorganic chlorides.

733/1986 Formaldehyde solutions for industrial use — Detection ~ ADMOTC 22
test for inorganic sulphate.

734 /1986 Formaldehyde solutions for industrial use — Detection ~ ADMOTC 22
test for heavy metals (Excluding iron).

735/1986 Formaldehyde solutions for industrial use — AIDMO TC 22

Determination of methanol content

736 /1987 Petroleum products — Determination of flash point by =~ APMOTC 18
the Abel apparatus.

737/1986 Formaldehyde solutions for industrial use — AIDKIOTC 22
Determination of iron content —2-2-dibipyridyl-
photometric method.

738/1986 Formaldehyde solutions for industrial use — ADMOTC 22
Determination of acidity

739/1986 Paints and varnishes — vocabulary and definitions ADMOTC 13

740/1986 Paints and varnishes — Extenders for paints and ADMOTC 13

varnishes.
741/1986 Paints and varnishes — Driers for paints and varnishes APMOTC 13

742/1986 Mineral solvents for paints, white spirits and related AIDMO TC 13
hydrocarbon solvents.

74371986 Paints and varnishes — Gloss air drying alkyd paint for AIPMOTC 13
interior and exterior use.

744 /1986 Paints and varnishes — Red lead based paint for AIDMO TC 13
structural steel.

746 /1986 Paints and varnishes — Resistance of coatings to the =~ AIPMOTC 13
effects of Impacts standard test method.
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74711986 Determination of abrasion resistance of coatings by the AIPMOTC 13
falling sand method ~ Standard test method.

748 /1986 Paints and varnishes — Aluminium paint. AIDMOTC 13
74971986  Paints and varnishes - Iron oxide pigments for paints.  AIPMOTC 13

75071986 Paints and varnishes - Raw tung oils for paints and AIDMOTC 13
varnishes — Specifications and methods of test

75171986  Paints and varnishes — Hot-applied thermoplastic road ADMOTC 13
marking materials

75271986 Road marking paints AIDMO TC 13

75371986  Paints and varnishes — Determination of flashpoint AIDMO TC 13
(Closed cup method).

75411986  Paints and varnishes — Determination of the danger AIDMOTC 13
classification by flash point (Closed cup method).

755/1986  Paints and varnishes - Priming paints — Calcium ADMOTC 13
plumbate primer

75611986  Paints and varnishes — Determination of hard drying ~ ADMOTC 13
time.

757/1986  Paints and varnishes — Determination of surface-drying ADMOTC 13
time (Ballotini method).

758 /1986 Paints and varnishes — Cupping test. AIDMOTC 13
759/1986  Paints and varnishes — Bend test (Cylindrical mandrel) AOMOTC 13
760 /1986 Paints and varnishes — Scratch test. AIDMO TC 13
761/1986 Paints and varnishes — Determination of film thickness ADPMOTC 13
76211986 Paints and varnishes — Sampling. ADMOTC 13

763/1986 Paints and varnishes — Examination and preparation of ADPMOTC 13
samples for testing.

764 /1986 Paints and varnishes — Determination of volatile and AIDMOTC 13
non-volatile matter.

765/1986 Paints and varnishes — Standard panels for testing AIDMOTC 13

766/1986 Paints and varnishes — Determination of resistance to  APMOTC 13
water — water immersion method.

76711986  Specification for lacquer, cellulose pigmented, finishing, ADMOTC 13
glossy.
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768 /1986 Sysem of cone tolerances for conical workpieces from ~ APMOTC 20
C=1:3to1:500 and length from 6 to 630 mm.

769/1986 Limits and fits — Series of angles and slopes on wedges APMOTC 20
and prisms.

770/1986 Fire classification and degree of hazards for buildings. APMOTC 17

77111986 Portable fire extinguishers. Requirement for testing, AIDMO TC 17
fixing and maintenance

77211987 Safety footwear fitted with steel toe caps. AIDMOTC 17

77311987 Methods of testing safety footwear fitted with steel toe  APMOTC 17
caps.

77411986 Code of safety requirements for children’s toys and AIDMOTC 17
playtings.

775/1986 Steel and steel products — General technical delivery ~ APMOTC 15
requirements

776 /11986 Steel tubes — Wall thicknesses AIDMO TC 15
77711986 Re-rolling steel billets. AIDMO TC 15

77811987 Selection and preparation of samples and test pieces ~ APMOTC 15
for wrought steel.

779/1986 Quantities and units of nuclear reactions and ionizing ~ APMOTC 7

radiations.
780/1986 Quantities and units of solid state physics. AIDMOTC 7
781/1986 Glass volumetric flasks (One mark). ADMOTC 7
782/1986 Gauge blocks. ADMO TC 7
78371986 Micrometer callipers for external measurement AIDMOTC 7

784 /1986 Paper, board, pulp — Vocabulary. AIDMO TC 21

785/1987 Paper and board — Determination of stiffness — Static ~ APMOTC 21
bending method.

788/1986 Envelopes, postcards and similar articles — AIDMOTC 21
Cancellation area.

790 /1987  Solid fibreboard — Determination of grammage of single APMOTC 21

layers.
791/1987 Kraft paper ADMO TC 21
792/1987 Paper and board — Conditioning of samples. AIDMOTC 21
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including 450/750 — Part 3 : Heat resistant silicone
insulated cables.

Code Title
793/1986 Paper — Determination of tearing resistance. AIDMOTC 21
794 /1987 Paper and board — Determination of tensile properties — APMOTC 21
Part 1 : Constant rate of loading method.
795/1986 Documentation — Guidelines for the establishment and 'SOTC 46
development of muiltilingual thesauri.
796 /1986  Aluminium conductors steel — Reinforced. AIDMOTC 10
797 /1986 Hard-drawn doper or copper alloy wires and cables for ADMOTC 10
overhead lines.
798-1/1998 Polyvinyl chioride insulated cables of rated voltages up APMOTC 10
to and including 450/750 VVPart 1 : General
requirements.
798-2/1998  Polyvinyl chloride insulated cables of rated voltages up AIPMOTC 10
to and including 450/750 V.Part 2 : Test methods.
798-3/1998 Polyvinyl chloride insulated cables of rated voltages up APMOTC 10
to and including 450/750 V.Part 3 : Non sheathed
cables for fixed wiring.
798-4 /2000  Polyvinyl chloride insulated cables (PVC) with regulated APMOTC 10
voltage up to and including 450 and 750 volts-part IV:
coated cables for fixed conductors
798-5/2000 Polyvinyl chloride insulated cables (PVC) with regulated APMOTC 10
voltage between 450 and 750 volts-part V: flexible
cables
798-6 /2000  Polyvinyl chloride insulated cables (PVC) with regulated APMO TC 10
voltage between 450 and 750 volts-part VI: lift cables
and cables for flexible conductors
799/1986 Conductors of insulated cables AIDMO TC 10
800-5/1987 Rubber insulated cables for rated voltages up to and ~ APMOTC 10
including 450/750 — Part 5 : Lift cables
800-6 /1987 Rubber insulated cables for rated voltages up to and ~ APMOTC 10
including 450/750 — Part 6 : Arc welding electrode
cables
800-4 /1987 Rubber insulated cables for rated voltages up toand =~ ADMOTC 10
including 450/750 — Part 4 : Cords and flexible cables.
800-3/1987 Rubber insulated cables for rated voltages up toand ~ APMOTC 10
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800-2/1987 Rubber insulated cables for rated voltages up to and ~ AIPMOTC 10
including 450/750 — Part 2 : Test methods.

800-1/1987 Rubber insulated cables for rated voltages up to and ~ APMOTC 10
including 450/750 — Part 1 : General requirements

801-2/2000 Testing of electrical cables under fire conditions : AIDMOTC 10
chapter 1 : testing of isolated vertical single copper wire
or cable
801-1/2000 Testing of electrical cables under fire conditions : AIDOTC 10
insulated vertical single wire or cable
802/1986 Aluminium alloy conductors steel reinforced. AIDMOTC 10
803 /1987 Colours of the cores of flexible cables. AIDMO TC 10
804 /1986 Fire-resisting characteristics of electric cables AIDMO TC 10
805/1987 Extruded solid dielectric insulated power cables for AIDMO TC 10

rated voltages from 1 Kv up to 30 Kv.
806 /1987 Canned food for infants and children, fruitbased. AIDMO TC 3
807 /1987 Canned food for infants and children, vegetable-based APMOTC 3

809/1987 Code for the hygienic practice for the exploitation of AIDMOTC 3
natural mineral wter.

810/1987 Fish and shell fish and their products — Methods for AIDMOTC 3
physical tests.

811/1986 Documentation — Bibliographic filing principles ISOTC 48
812/1987 Tomato juice ADMOTC 3
AIDMOTC 3

813/1987 Honey — determination of acidity
814 /1987 Honey — Determination of apparent sucrose content Al

815/1987 Meat and meat products — Detection and enumeration APMOTC 3
of presump*tive coliform bacteria and presumptive
escherchia coli (Reference method).

816/1986 Meat and meat products — Detection of salmonellae ADMOTC 3
(Reference method)

818/1987 Milk and milk products — Yoghurt. AIDMOTC 3

819/1987 Milk and milk products- Processed cheese. ADMOTC 3

822/1987 Flat plate solar collector — Part 2 : Materials ADMOTC 9

823 /1987 Sampling of wheat. AIDMOTC 4
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824 /1987 Cereals and pulses — Mechanical determination of the APMOTC 4
wet gluten content of wheat flour (Glutomatic).

82571987 Determination of the “falling number” in grain and flour ADMOTC 4
according to “Hagberg — Perten”.

826 /1987 Fruits — Nomenclature — First list. AIDMO TC 4
82711987 Vegetables — Nomenclature — First list. AIDMOTC 4

828 /1987  Fruits and Vegetables — Morphological and structural ~ APMOTC 4
terminology — part 1.

829/1987 Fruits — strawberries. AIDMO TC 4
830/1987 Fruits — Cherries. ADMOTC 4
831/1987 Fruits — Peaches. ADMOTC 4
832/1987 Fruits — Apricots. AIDMO TC 4
833/1987 Fruits — Cauliflowers ADMOTC 4
834 /1987 Vegetables — Cabbages. AIDMOTC 4
835/1987 Vegetables — Spinach ADMOTC 4
836/1987 Vegetables — Shelling peas AIDMOTC 4
837 /1987 Vegetables — Carrots. AIDMO TC 4
838/1987 Dry fruits and dried fruits — Definitions and ADMOTC 4
nomenclature
839/1986 Tea — Determination of loss in mass at 103 C°. AIDMOTC 4
840/1986 Tea — Determination of total ash AIDMOTC 4
841/1986 Tea- Determination of water-soluble ash and water- AIDMOTC 4
insoluble ash

842/1986 Tea — Determination of alkalinity of water soluble ash ~ APMOTC 4
843/1987 Tea — Determination of caffeine (Gravimetric method) ~ APMOTC 4
844 /1986 Packaging — Unit load sizez — dimensions ADMOTC 19

84571987  Spices and condiments — Determination of crude fibres APMOTC

846 /1986 Hermetically sealed metal containers for food and ADMOTC 19
drinks — Part 4 : Cans for edible oil.

84711987 Methods of sampling eggs and egg products. AIDMOTC 4

848 /1987 Frozen chicken eggs AIDMOTC 4
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849 /1987 Testing methods for eggs and egg products — AIDMOTC 4
Enumeration of yeasts and moulds.

850 /1987 Testing methods for eggs and egg products- ADMOTC 4
Enumeration of mesophilic aerobic bacteria.

851/1986 Moisture meters for cereal — Grains and oilseeds ADMOTC 7

852/1986 Hermetically sealed metal containers for food and AIDMOTC 19
drinks — Part 3 : Cans for drinks.

853/1986 Complete, filled transport packages — Distribution trials, AIDMO TC 19
— Information to be recorded.

854 /1986 Complete, filled transport packages — General rules for APMOTC 19
the compilation of performance test schedultsPart 1 :
General principles.

855/1986 Packaging — sacks — Conditioning for testing Part 1: ~ AIDMOTC 19
Paper sacks.

856 /1986 Packaging — Sacks — Method of sampling empty sacks ADPMOTC 19
for testing.

859 /1987 Pallets for materials handing — Vocabulary. AIDMOTC 19

866 / 1987 Documentation — spine titles on books and other IS0TC 46
publications.

867 /1986 Documentation- Presentation of title information of IsoTC 46
series.

868 /1986 Layout key for trade documents. ISOTC 46

869 /1987 Vocabulary relating to iron and steel — Part 1 : General ADMOTC 15
metallurgical, heat treatment and testing terms.

870/1988 Vocabulary relating to Iron and Steel — Part 2 : Terms ~ APMOTC 15
related to steel production

871/1987 Vocabulary relating to iron and steel — Part 3 : Hot AIDMOTC 15
rolled steel products.

872/1987 Vocabulary relating to iron and steel — Part 4 : Steel AIDMOTC 15
sheets and strips.

873/1987 Vocabulary relating to iron and steel — Part 5 :Bright AIDMOTC 15
steel bars and wires.

874 /1987 AIDMO TC 15

Vocabulary relating to iron and steel — Part 6 :Forgings
and drop forgings. ’
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875/1987 Vocabulary relating to iron and steel — Part 7 : Wrought ADPMOTC 15
iron

876 /1987 Vocabulary relating to iron and steel — Part 8 :Steel AIDMOTC 15
pipes

87711988 Vocabulary relating to iron and steel — Part 9 : Iron and APMOTC 15
steel casting.

878 /1986 Documentation — Methods for examining documents,  'S0TC 46
determining their subjects, and selecting indexing terms.

879/1986 Microfilming of press cuttings — Part 1 : 16 mm silver-  'SOTC 46
gelatin type roll microfilm.

880 /1987 Microfilming of press cuttings — Part 2 : A6 size ISOTC 46
microfiche
881/1987 Documentation — Headers for microfiche of ISOTC 46

monographs and serials.
88271987 Micrographics — vocabulary — Part 03 : Film processing. 'S0T¢ 46

883 /2000 Micrographics -vocabulary- part 2: image positions and 'SCTC 46
methods of recording (updating of Arab standard:

883:1987)

884 /1987 |nformation processing — Guidelines for the IsoTC 46
documentation of computer— based application
systems

885/1987 Methods of testing of gasoline — Determination of AIDMOTC 18

octane number- Research method.

886 /1987 Methods of testing of gasoline — Determination of lead APMOTC 18
content in gasoline — lodine monochloride method

887 /1987  Silver corrosion by aviation turbine fuels AIDMOTC 18

888-14 /1987 Safety of household and similar electrical appliances— APMOTC 26
part 14 : Particular requirements for electric kitchen
machines.

888-7/1987 Safety of household and similar electrical appliances— APMOTC 26
Part 7 : Particular requirements for washing machines.

888-2/1987 Safety of household and similar electrical appliances— ADMOTC 26
Part 2 : Particular requirements for vaccuum cleaners
and water suction cleaning appliances

888-24 /1987  Satety of household and similar electrical appliances— ADMOTC 26
Part 24 : Particular requirements for refrigerators and
food freezers.
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889/1988 Determination of buriate in Urca. AIDMO TC 1
890 /1988 Determination of cyanamidic nitrogen in fertilizers. AIDMGCTC =1
891/1987 Water reaction in aviation fuels. AIDMOTC 18
893/1987 Petroleum products — Standard method of test for AIDMOTC 18

ductility of bituminous materials
894 /1987 Reference standard conditions for measurements AIBMOTC 16
crude petroleum and its liquids and gases products.
895-1/1987 Diagrams, charts, tables, - Part 1 : Definitions and AIDMO TC 27
classifications.
896 /1987 |tem designation in electrotechnology. ADMOTC 27

897 /1987 Standard frequencies for centralized network control ~ APMOTC 27

installation.
898 /1987 Symbols of alternating — current electricity meters AIDMOTC 27
899/1987 Standard frequencies AIDMO TC 27
900-1/2000 Quality management and quality assurance: Part1: IsoTC 178
guidelines for selection and use
900-9/1987 Graphical symbols for diagrams — Part 9 : AIDMOTC 27
Telecommunications : switching and peripheral
equipments.

900-3/1987 Graphical symbols for diagrams — Part 3 : Conductors ~ APMOTC 27
and connecting devices.

903 /1987 Determination of nitric and ammoniacal nitrogen AIDMOTC 1
according to Devarda method

904 /1987 Determination of nitric and ammoniacal nitrogen AIDMOTC 1

AIDMO TC 1

906 / 1987 Fertilizers — Determination of total nitrogen in calcium
cyanamide, nitrate free.

907 /1987  Fertilizers — Determination of total nitrogen in calcium ~ ADMOTC
cyanamide, containing nitrates.

908 /1987 Determination of free phosphoric acid in triple AIDMOTC 1
superphosphate

909 /1987 Determination of free water in solid fertilizers, oven ADMOTC 1
method.

910/1988 Determination of moisure in solid fertilizers - vacuum AIDMO TC
drying method
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911/1988 Determination of Particle size of solid fertilizers - AIDMO TC 1
sieving method.

912/1988 Fertilizers - Concentrated super phosphate. ADMOTC 1

913/1988 Fertilizers - Extraction of phosphorous soluble in cetric APMOTC 1
acid (2% concentration).

914/1988 Fertilizers - Extraction of phosphorous soluble in ADMOTC 1
mineral acids.

915/1988 Fertilizers - Extraction of phosphorous soluble in formic AIPMOTC 1
acid (2% concentration).

916 /1988 Fertilizers - Extraction of phosphorous soluble in neutral AMOTC 1
ammonium citrata solution.

917 /1992  Fertilizers - Extraction of phosphorous soluble in AIDMOTC 1
alkaline ammonium citrate - peterman method at 65 c°

918/1992 Fertilizers - Extraction of phosphorous soluble in AIDMOTC
alkaline ammonium citrate - peterman method at room
temperature

919/1992 Fertilizers - Extraction of phosphorous soluble in AIDMOTC 1

alkaline ammonium citrate - Jouli method.

920/1992 Fertilizers - Extraction of phosphorous Content - AIBHIOITE S
Quinoline phosphomolybdate gravimetric method.

92171992  Fertilizers - Extraction of phosphorous soluble in water. APMOTC 1
92271987 Check of the calibration of moisture meters for cereals. APMOTC 7

923/1987 Volume meters for liquids (other than water) — auxiliary APMOTC 7

equipment.
924 /1987 Plastics — Vocabulary. AIDMOTC 6
925/1988 Data processing - Vocabulary - Part 04 AIDMOTC 8
926 /1987 Plastics — List of equivalent terms. AIDMOTC 6

931/1988 (Classification of row sheep and goats skins according ADMOTC 24
to selection.

93271988 Classification of row sheep skins according to weight ~ ADMOTC 24
933/1988 Leather - Determination of apparent density. ADMOTC 24
934 /1988 |Leather - Determination of absorption of water. ADMOTC 24

936/1987 Leather — Physical testing — Measurement of thickness. APMOTC 24
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937 /1987 Leather — Determination of distension and strength of ~ APMOTC 24
grain — Ball burst test.

938/1987 Leather — Determination of tearing load. AIDMOTC 24

939/1987 Sampling and preparation of samples for chemical AIDMO TC 24
analysis for vegetabel tanned and chrome tanned
leathers.

940 /1987 Calculation of degree of tannage for vegetable tanned ~APMOTC 24
leathers.

941/1987 Determination of water soluble magnesium salts AIDMO TC 24
(Epsom salt)

942 /1987 Determination of sugars in vegetable tanned leathers. ~ ADMOTC 24

943/1992 Mathematical signs and symbols for use in physical AIDMOTC 7
sciences and technology.

944 /1987 Shoe sizez ADMO TC 24

945/1988 Tengstine lamps used for Calibration of optical ADMOTC 7
pyrometers.

946 /1987 technical specifications for shoes. AIDMO TC 24

947 /1988 Solid - stem general purpose thermometers. AIDMOTC 7

948 /1988 Enclosed - scale general purpose thermometers. ABEIGIE S

949 /1987 Quantities and units of acoustics. ADMO TC 7

950 /1987 Laboratory glassware — Graduated measuring cylinders APMOTC 7

95171987 Cold water meters ADMOTC 7

952/1988 Technical drawings-Tolerancing of form and location -~ APMOTC 20
Maximum material principle

953/1988 Technical drawings - Dimensioning and tolerancing of ~ AIDMOTC 20
cones

956 /1988 Technical drawings - Building drawings - Designation of ADMOTC 20
buildings and their parts - part 2 : Designation of rooms
and other areas.

957 /1988 Technical drawings - Simplified representation of center AIPMOTC 20
holes

958 /1988 Technical drawings for glassware AIDMOTC 20

959/1988 Technical drawings - Requirement for micor -copying ~ APMOTC 20
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Code Title Technical Commitee

960 /1988 Technical drawings - Item references AIDMOTC 20
96171988 Technical drawings - symbols for geometrical AIDMOTC 20

tolerances - Proportions and dimensions

962/1988 Technical drawings - construction drawings - Simplified AIDMOTC 20
representation of demolition and rebuilding

963/1988 Technical drawings - Item lists AIDMO TC 20
964 /1988 Series of conical tapers and teper angles AIDMOTC 20

965/1988 Machining allowances for dimension without individual APMOTC 20
tolerance indications

966 /1988 Blanks for plug gauges and handles (taper lock and ABMOTC 20
trilock) and ring gauges - design and general
dimensions.

967/1988 Technical drawings - Geometrical tolerancing on AIDMOTC 20

drawings - Tolerancing of form, orientation, location an
run-out - General principle, definitions, symbols and
indications

968/1988 Conversion between the 8 bit coded Arabic character ~ ADMOTC 8
set (ASMO 662) and the 5 bit coded Arabic character
set used in bilingual teleprinter (ASMO445)

969/1992 Visual and printed Arabic character set. ADMOTC 8

970 /1988 Domestic water solar heating systems - Vocabulary, AIDMOTC 9
definitions, symboles and measurement units.

97171988 Documentation - International Standard Recording ISoTC 46
Code (ISRC)

97271988 Documentation - Présentation of theses and similar ISoTC 46
documents

974 /1988 Requirements of aggregates of cellular concrete AIDMO TC 12
(thermostone)

97571988 Asbestos - Cement pipes, accessories and joints for ~ AIDMOTC 12
waste water and sewage

97671988 Gypsum - Technical vocabulary and definitions AIDMOTC 12

977-7/1988 Textiles - Tests for colour fastness - Measuring colour APMOTC 23
and colour differences

977-6/1988 Textiles - Tests for colour fastness - Colour fastness to APMOTC 23
ozone in air
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Title Technical Commitee

Code

977-3/1988 Textiles - Tests for colour fastness - Grey scale for AIDMOTC 23
determination of smut

977-5/1988 Textiles - Tests for colour fastness - Colour fastness to APMOTC 23
vapours of burned gas

977-4 /1988 Textiles - Tests for colour fastness - Colour fastness to  APMOTC 23
nitrous oxides

977-1/1988 Textiles - Tests for colour fastness - General principles APMOTC 23

977-2/1988 Textiles - Tests for colour fastness - Grey scale for AIDMOTC 23
determination of change in colour

978 /1988 Textiles - Description of women fabrics ADMOTC 23

979/1988 Format for exchange of magnetic tapes for AIDMOTC 5
bibliographic records (Mater)

980 /1988 Soap and detergents - Standar definitions for AIDMOTC 25
vocabulary of soap and other detergents

981/1988 Soap and detergents - Non - ionic surface active AIDMOTC 25
agents - Determination of sulphated ash Gravimetric
method.

982/1988 Soap and detergents - Surface active agents- AIDMOTC 25
Evaluation of certain effects of laundering - Methods of
preparation and use of unsoiled cotton control cloth

983/1988 Soap and detergents - Surface active agents- Water ~ ADMOTC 25
dispersing power in dry cleaning solvents.

984 /1988 soap and detergents - Surface active agents - Powders APMOTC 25
and granules - Measurement of the angle of repose.

986 /1988 Soap and detergents - Surface active agents - AIDMOTC 25
Determination of free alkalinity or free acidity -

Titrimetric method.

989/1988 Soap and detergents - Sampling AIDMOTC 25

990/1988 Soap and detergents - Surface active agents - AIDMOTC 25
Determination of cationic active matter - Direct two-
phase titration procedure.

991/1988 Soap and detergents - Surface active agents - Analysis APMOTC 25
of technical alkane sulfonates - Determination of alkane
monosulfonates content.

992/1988 Soap and detergents - Surface active agents - AIDMOTC 25

Determination of water content - Karl Fisher method.
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Code Title Technical Commitee

993/1988 Soap and detergents - Surface active agents - Washing APMOTC 25
powders - Determination of apparent density -
Gravimetric.

994 /1988 Soap and detergents - Surface active agents - ADMOTC 25
Determination of alkalinity - Titrimetric method.

995/1988 Soap and detergents - Surface active agents - ADMOTC 25
Analyses of soap - Determination of low contents of
free glycerol - Molecular absorption spectrometry

method.
996 /1992 Personal eye protectors - Vocabulary. AIDMOTC 17
997 /1992  Personal eye protectors for welding and related AlbMOTC 17

techniques - Filters - Utilization and transmittance
requirements.

998 /1992 Personal eye protectors - Technical specification ADMOTC 17

999/1988 Micrographies - Vocabulary - Part 05 : Quality of ISOTC 46
images, legibility and inspection

1000 /1988  Documentation - Bibliographic description of ISOTC 46
contributes to periodicals and books.

1001 /1988 Vocabulary for information processing systems - Part ~ 'S0TC 46
18 : Distributed data processing.

1002 /1988 Vocabulary for information processing systems - Part ~ 1SOTC 46
06 : Preparation and handing of data.

100371992 Industrial safety helmets. AIDMOTC 17

1004 /1992 Clothing for limited protection against hazardous liquid ADMOTC 17
chemicals - Resistance to penetration - Marking.

1007 /1892 Tobacco and tobacco products - Cigarettes and filters ~ APMOTC 11
rods - Determination of nominal diameter.

1008 /1992 Tobacco and tobacco products - Expression of ADMOTC 11
analytical test results

1009 /1992 Tobacco and tobacce products - Determination of ADMOTC 11
maleic hydrazide residues.

101271992 Metrological systems for no-automatic weighing AIDMO TC 7
instruments.

1013 /1992 Classification of steel to alloyed and unalloyed steel AIDMOTC 15

according to the chemical composition.
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Code Technical Commitee

Title

1014 /1992

1015-4 / 1988

1015-2 / 1988

1015-3 / 1988

1016 / 1988

1017-2 /1988

1017-1/1988

1018 / 1992

1020 / 1992

1021 /1992

1022 7 1992

1023 / 1992

1024 / 1992

1025 /1992

1026 / 1992

1027-0/ 1992

1027-1 /1992

Anodizing of aluminium and its alloys - Determination of APMOTC 2

the fastness to ultra-violet light of coloured anodic oxide
coatings.

Domestic water solar heating systems - Heat energy
storage tanks - Part 4 : Data plate.

Domestic water solar heating systems - Heat energy
storage tanks - Part 2 : Manufacturing requirements

Domestic water solar heating systems - Heat energy
storage tanks - Part 3 : Performance and test methods.

Domestic water solar heating systems - Supplementary
elements - Materials and manufacturing requirements.

Domestic water solar heating systems - Systems - Part
2 : Performance and test methods.

Domestic water solar heating systems - Systems - Part
1 : Installation requirements.

Data elements and interchange formats - Information
interchange - Representation of dates and times.

Paper and board - Determination of moisture content -
Oven-drying method.

Conversion between the Arabic / Latin 8-bit coded
character set (ASMO 708) and the Arabic/Latin 5-bit
coded character set (ASMO 445) used in bilingual
teleprinter.

Paper and board - Determination of grammage.
Paper and board - Determination of ash

Distribution aluminium bars made of commercial pure
aluminium

Distribution aluminium bars made of heat treated
aluminium alloy of aluminium-magnesium-silica type.

Tests of electrical pulse on cables and their
accessories.

Lubricants, industrial oils and related products (class
L) - Classification - Part 0 : General

Lubricants, industrial oils and related products (class
L) - Classification - Part 1 : Family (A) - (Total loss
systems).

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

21

21

21

21

10

10

10

18

18
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Code

Title

Technical Commitee

1027-2 /1992

1028 /1992

1029 / 1992

1030 / 1992

1033 /1992

1034 / 1992

1035 /1992

1036 / 1992

1037 / 1992

1038 /1992

1039 / 1992

1040 / 1992

1100 / 1996

1101/ 1996

1102 / 1996

1103 / 1996

1104 / 1996

1105 / 1996

Lubricants, industrial oils and related products (class
L) - Classification - Part 4 : Family (H) - (Hydraulic
systems).

Water quality - Determination of total arsenic - silver
diethyldithiocarbamate spectrophotometric method.

Quality of liquid water coming from petroleum
refineries - Determination of suspended organic
matters extracted by hexane.

Aluminium and aluminium alloys - Aluminium castings
of T shape.

Meat and meat products - Determination of total fat
content.

Meat and meat products - Determination of Chloride
content (potentiometric method).

animal and vegetable fats and oils - Determination of
water content - Entrainment method.

Black tea - Determination of water extract.
Black tea - Determination of acid-insoluble ash.

Glass- Resistance to attack by a boiling aqueous
solution of mixed alkali - Method of test.

Glass Containers - Thermal shock resistance and
thermal shock endurance - Test methods.

Glass containers - Determination of capacity by
gravimetric method - Test methods.

Plastics - Polyalkylene terephthalate - Sampling and
determination of properties.

Packaging - Determination of the filled volume using
the flat dimensions - Part 1 : Paper sacks

Series 1 freight containers - Classification, dimensions
and ratings.

Paper and board - Determination of moisture content -
Oven-drying method.

Tableware made of melamine.

Cigarettes - Sampling.

AIDMO TC 18

AIDMO TC 18

AIDMO TC 32

AIDMO TC 32

AIDMOTC 3

ADMOTC 3

ADMO TC 4

AIDMOTC 4

ADMO TC 4

AIDMO TC 16

AIDMO TC 16

AIDMO TC 16

AIDMOTC 6

AIDMO TC 19

AIDMO TC 19

ADMOTC 21

ADMO TC &

AIDMO TC 11
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Technical Commitee

for garden watering.

Code Title

1106 /1996  Tobacco - Sampling of batches of raw material - AIDMOTC 11
General principales

1107 /1996 Cigarettes - Determination of carbon monoxide in AIDMOTC 11
vapour phase of cigarette smoke - Non dispersed infra-
red (NDIR) method.

1108 /1996  Tobacco and tobacco products - Determination of AIDMOTC 11
organochlorine pesticide residues - Reference method.

1109 /1996 Safety - personal eye protectors - Requirements. AIDMOTC 17

1110 /1996 Safety - Personal eye protectors - Definitions. AIDMOTC 17

1111/1996  Gypsum- Types of gypsum - Testing techniques. ADMOTC 12

1112/1996 Fertilizers - Determination of potassium content by ADMOTC 1
tetraphenylborate - Gravimetric method

1113/1996 Road vehicles - Safety requirements for transport AIDMO TC 31
vehicles of flammable liquids and fuels.

1114 /1996 Road vehicles - General requirements. AIDMO TC 31

1115 /1996 Carbon tetrachlorides fro industrial use - Method of test. APMOTC 22

1116 /1996 Surface active agents - washing powders - AIDMO TC 25
Determination of inorganic sulfates - Gravimetric
method.

1117 11996  Surface active agents - washing powders - AIDMO TC 25
Determination of total silica cotent by gravimetric
method.

1118 /1996 Feeds for cattle and poultry. AIDMOTC 4

1119/1996 Paints - Flat alkyd based paints for interior use. AIDMOTC 13

1120 /1996 Emulsion paints for interior and exterior use. AIDMO TC 13

1121/1996 Test methods for emulsion paints for interior and ADMOTC 13
exterior use.

1122 /1996  Qil paints - Priming oil paints. AIDMOTC 13

1123 /1996  Qil paints - Alkyd based under-coating paints for AIDMOTC 13
general purposes.

1124 /1996  P.V.C (Polyvinyl chloride ) used in production of pipes ~APMOTC 6
for potable water

1125/1996  P.V.C (Polyvinyl chioride ) used in production of thoses APMOTC 6
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Code Title Technical Commitee

1126 /1996  P.V.C (Polyvinyl chloride ) used in production of AIDMOTC 6
window blinds.

1127 /1996  Protective current transformers - Part 1 : Additional AIDMOTC 27
requirements for current transformers for use with
protective devices.

1128 /1996  Protective current transformers - Part 2 : Test AIDMOTC 27
performed on current transformers for use with
protective devices.

1129/1996  Protective current transformers - Part 3 : Determination ADMOTC 27
of composite errors in current transformers for use with
protective devices.

1130 /1196  Measurement of fluid flow in closed conduits - ADMOTC 7
quantities, units, symbols, vocabulary and markings -
Part 1 : Quantities, units and symbols.

113171996  Measurement of fluid flow in closed conduits - AIDMOTC 7
quantities, units, symbols, vocabulary and markings -
Part 2 : Vocabulary and general definittions (fluid
mechanics).

1132/1996 Measurement of fluid flow in closed conduits - AIDMOTC 7
Quantities, units, symbols, vocabulary and marking -
Part 3 : Vocabulary and general definitions
(uncertainty).

1133/1996 continuous totalizing weighing instruments - Part 1 : ADMOTC 7
General.

1134 /1996 Continuous totalizing weighing instruments - Part 2 : ADMOTC 7
Metrological and technical conditions.

1135/1996 Continuous totalizing weighing instruments - Part 3 : AIDMOTC 7
Measurement controls.

1136 /1996 Labeling - Labeling of industrial products. AIDMOTC 19

1137/1996  Labeling - Labeling of chemical products. AIDMOTC 19

1138 /1996 Ethylene for industrial purposes. AIDMOTC 22

1139 /1996  Sterile bypodermic insulin syringes and needles for ISOTC B84

single use.

1140 /1996  Test methods of sterile hypodermic insulin syringes and 'S0T¢ 84
needles for single use.
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Code Title Technical Commitee
1141/1996 Conical fittings with 6% (Luer) taper for syringes, IsoTC 84
needles and certain other medical equipment- Part 1 :

General requirement and test methods.
1142 /1996 OQutwear ready-made garments - Garments and ready- APMOTC 23
made bed covers made from woven fabrics - Quality
determination.
1143 /1996 Metal furniture for office work IsoTC 136
1144 /1996  Manufactured for office work AIDMO TC 12
1145/1996 Physical tests for manufactured gypsum AIDMOTC 12
1146 /1996 Chemical tests for manufactured gypsum AIDMO TC 24
1147 /1996 Heavy duty leather shoes with soles made of polyvinyl APMOTC 24
chloride (PVC)
1148 /1996 Shoes heels and soles made of rubber ISOTC 45
1149 /1996 Shoes soles made of plastic for light uses. AIDMOTC 6
1150 /1996  General conditions for inspection and supply of ADMOTC 2
aluminium alloy castings produced by gravity, sand or
chill casting, or by similar processes.
1151 /1996 Mineral wool - Metal-mesh covered mats for thermal ~ AIDMOTC 22
insulation (industrial type)
1152/1996 Smoking tobacco and tobacco products machines - AIBKOIE
Non-routine testing methods.
1153 /1996  Glycerol used for industrial purposes- Sampling AIDMOIC S22
methods.
1154 /1996 Determination of temperature of deflection under load ~ APMOTC 6
for plastics.
1155 /1996 Iron alloys - Sampling and sample preparation - IsoTC 102
General rules.
1156 /1998 Soap and detergents - Techniques of sampling during ~ APMOTC 25
manufacture
1157 /1998  Sulphuric acid AIDMO TC 22
1158 /1998 Terminology - Vocabulary. AIDMOTC 5
1159 /1998 Determination of free sulfur in fertilizers. AIDMO TC 1
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Code Title Technical Commitee

1160 /1998 Tobacco- Preparation and constitution of identical AIDMO TC 11
samples from the same lot (code of practice fro
collaborative studies for evaluating testing methods).

1161/1998 Tobacco and tobacco products - Determination of AIDME TC 11
dithiocarbamate pesticides residues - Molecular
absorption spectrometric method.

1162/1998  Tobacco - Water content determination (reference AIDMOTC 11
method).

1163 /1998  Cigarettes - Determination of alkaloids seized by filter ~ADMOTC 11
rods - Spectrometric method

1164 /1998 Phenol, ortho-cresol (o-cresol), meta-cresol (m-cresol), ADMOTC 22
para-cresol (p-cresol), cresylic acid and xylenols for
industrial use - Testing methods - Part 1 : General.

1165/1998  Motor vehicles - Wheels/rims - Designation, AIDMO TC 31
identification, labelling and measuring units.

1166 /1998  Determination of mean diameter of wool fibers by air ~ ADMOTC 23
permeability method.

1167 /1998  Domestic cooking appliances. AIDMO TC 26
1168 /1998  Caustic soda (sodium hydroxide) ADMOTC 22
116971998  Methanol (methanol for general purpose). AIDMO TC 22
1170 /1998  Power transformers fo dry type. IECTC 38
1171 /1998 (Cloaks for men. ADMO TC 23
117271998 Petticoats for women. ADMOTC 23
1173 /1998 Safari suits. AIDMO TC 23
1174 /1998  Protectors - personal eye protectors - Optical test AIDMOTC 17
methods.

117571998  Protectors - personal eye protectors - Non-Optical test APMOTC 17

methods.
1176 /1998  Compound fertilizers. AIDMO TC 1
117771998 | egumes packaged in bags - Sampling. AIDMOTC 4
1178 /1998  Cereals and legumes - Storage of cereals and AIBKICITC 4

legumes - Part 2 : Basic requirements.

117971998  Textiles - Determination of breaking force and AIDMOTC 23
elongation at break of individual fibers.
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Technical Commitee

methods.

Code Title

1180 /1998  Aluminium utensils - Testing methods. ADMOTC 2

118171998 General technical and hygienic requirements for AIDMOTC 3
handing of fresh fish (in sea).

1182/1998 Information and documentation - Paper for documents - '$0T¢ 46
Requirements for permanence

1183 /1998 Washing bleaching powder. AIDMO TC 25

1184 /1998  Electrical installations in buildings - Part 1 : Definitions. APMOTC 30

1185 /1998 Electrical installations in buildings - Part 2 : Basic AIDMO TC 30
principles.

1186 /1998 Electrical installations in buildings - Part 3 : Evaluation ~ AIPMOTC 30
of general properties.

1187 /1998  Electrical installations in buildings - Part 4 : Protection ~ APMOTC 30
for safety.

1188 /1998 Electrical installations in buildings - Part 5 : Selection ~ APMOTC 30
and installation for electrical fittings.

1189 /1998 Electrical installations in buildings - Part 6 : Verification APMOTC 30

1190 /1998 Electrical installations in buildings - part 7 : AIDMO TC 30
Requirements for special installations or special sites.

1191/1998 Commercial refrigrated cabinets - Technical IsoTC 86
specifications - General requierments.

1192/1998 Commercial refrigrated cabinets - Technical IsoTC 86
specifications - Particular requirements..

1193 /1998 Commercial refrigrated cabinets - Testing methods IS0TC 86

1194 /1998 Commercial refrigrated cabinets - Testing methods- ISOTC 86
Calculation of linear dimension, areas and volumes.

1195 /1998 Refrugerating units - Safety requirements. IsoTC 86

1196 /1998 Testing of refrigerating systems. IsoTC 86

1197 /1998 Household dishwashers - Performance requirements. ~ AIPMOTC 26

1198 /1998 Adhesive tapes for electrical purposes - General AIDMOTC 6
requirements.

1199 /1998  Adhesive tapes for electrical purposes - Testing ADMOTC 6
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1200 /1998 Adhesive tapes for electrical purposes - Requirements AOMOTC 6
for polyester (PETP) film tapes with non-thermosetting
adhesive.

1201 /1998 Adhesive tapes for electrical purposes - requirements ~ APMOTC 5
for polyester (PETP) film tapes with thermosetting
adhesive.

1202 /1998  Adhesive tapes for electrical purposes - requirements ~ AIPMOTC 6
for polycarbonate film tapes with non-thermosetting
adhesive.

1203 /1998 Adhesive tapes for electrical purposes - Requirements ADPMOTC 6
for cellulosic paper, creped, with thermosetting
adhesive.

1204 /1998  Adhesive tapes for electrical purposes - Requirements ADPMOTC &
for cellulosic paper with thermosetting adhesive.

120571998 Adhesive tapes for electrical purposes - Requirements ADMOTC &
for polyimide film tapes with thermosetting adhesive.

1206 /1998  Adhesive tapes for electrical purposes - Requirements APMOTC 6
for glass fabric tapes with thermosetting adhesive.

1207 /1998  Adhesive tapes for electrical purposes - Requirements ADPMOTC 6
for plasticized polyvinyl chloride tapes with
thermosetting adhesive.

1208 /1998  Flat lath made from steel. AIDMO TC 15
1209 /1998 Hot-rolled steel bars for concrete reinforcement AIDMOTC 15
1210 /1998 Hot-rolled steel bars for steel sectors. AIDMO TC 15
121171998  Pure aluminium and pure aluminium products. AIDMOTC 2
1212/1998  Steel pipes for pipelines of petroleum products. ADMOTC 15

121371998  Vertical storage tanks for petroleum products made of ADMOTC 15

welded steel.

1214 /1998 Non-destructive test by using the penetrant dye - Part 1 APMOTC 15
: General principles.

121571998 Non-destructive test by using the penetrant dye - Part 2 APMOTC 15
: Penetrant test on steel castings..

1216 /1998  Direct Measurement systems of mass flow of liquids. ~ APMOTC 7
1217 /1998  Accuracy in measuring instruments AIDMO TC

1218 /1998  Guide for power loading of dry transformers IECTC 38
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1219/2000 Hygienic paper-wet wipes AIDMOTC 21
1220 /2000 Textile-Sanitary unwoven disposable fabrics AIDMO TC - 23
1221 /2000 Wooden doors ISOTC 89
1222 /2000 Wooden windows ISOTC 89
1223 /2000 Tanned goat and sheep hides AIDMOTC 24
1224 /2000 Tanned of cows hides AIDMOTC 24
1225/2000 Standard Frequency and voitages used in the AIDMO TC 27

transmission and distribution of alternating currents

1226 /2000 Alternating current meters—single phase meter- double APMOTC 27
wires meter with a whole current and control grade.(2)

1227 /2000  Alternating current meters—three phase meter- whole ~ APMOTC 27
current and control grade meter

1228 /2000 Ropes and rope products-Vocabulary AIDMOTC 5

1229 /2000 Determination of Mass-Vocabulary ADMOTC 5

1230 /2000 Nonmetallic/Plastic conduits and fittings for electrical ~ APMOTC 10
installations

1231/2000 Nonmetallic/Plastic conduits and fittings for electrical ~ APMOTC 10
installations : Testing Methods

1232 /2000 Terminology of measurement transformers — voltage ~ '€¢7¢ 38
transformers, current transformers

1233 /2000 Classification of electrical and electronic devices for AIDMO TC 27

protection against electrical shock

1234 /2000 Methods of testing the performance of electrical AIDMOTC 26
ordinary mixers

1235 /2000 Emulsified Asphalt for use in pavement works AIDMO TC 18

1236 /2000 Emulsified Asphalt-solidity testing AIDMOTC 18

1237 /2000 Testing Bituminous materials-Floating test RS I

1238 /2000 Emulsified Asphalt: test for composition AIDMO TC 18

1239 /2000 Testing Bituminous materials: Determination of flash ~ AIPMOTC 18
and fire points by Clevelend open cup Apparatus

1240 /2000 Testing Bituminous materials- representative sampling AIPMOTC 18
method

59



Numerical index

Code Title Technical Commitee

124172000  Testing Bituminous materials-Determination of water ~ ADMOTC 18
percentage in the Asphaltic materials and petroleum
products by distillation

1242 12000  Testing Bituminous materials- spot testing AIDMOTC 18

1243 /2000  Testing Bituminous materials: testing the effect of heat ADMOTC 18
and air on Asphalt products

1244 /2000 Viscosity-graded Asphaltic materials for use in AIDMOTC 18
pavement works

124572000 Testing Emulsified Asphalt: Determination of mass per ADMOTC 18

gallon
1246 /2000  Testing of Bituminous materials-Penetration testing AIDMOTC 18
1247 /2000 Testing elongation of Bituminous materials AIDMOTC 18
1248 /2000 Solidity testing of emulsified Asphalt with positive AIDMOTC 18
charge

124972000  Testing emulsified Asphalt- Determination of viscosity =~ ADMOTC 18
(saibolt pherol method)

1250 /2000  Testing emulsified Asphalt : Asphalt with positive charge APMOTC 18
125172000 Testing emulsified Asphalt-lab coating test AIDMOTC 18

1252 /2000  Penetration-Graded Bituminous materials for use in AIDMOTC 18
pavement works

1253 /2000  Testing solubility point of Bituminous materials in ADMOTC 18
ethylene tri-chloride

1254 /2000 Testing emulsified Asphalt-Field coating test AIDMOTC 18

1255 /2000  Testing emulsified Asphalt-testing the residue AIDMOTC 18

1256 /2000  Testing Bituminous materials-Determination of specific ADMOTC 18
gravity of semi-solid Bituminous materials

1257 /2000  Technical terms for normal or reinforced concrete AIDMOTC 15
1258 /2000  Sacks of Agricultural products: polypropylene sacks ADMOTC 19
1259 /2000  Sacks of Agricultural products-polypropylene sacks- AIDMOTC 19

testing methods

1260 /2000  Safety requirements of electrical household appliances- APMOTC 26
electrical heaters- special safety requirements

1261/2000 Performance testing of electrical ironing machines by =~ ADMOTC 26
their effect on certain textiles
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Technical Commitee

accelerating water reducing admixtures

Code Title
1262 /2000 Bleaching solution “sodium hypochlorite” AIDMOTC 22
1263 /2000 Bleaching solution “sodium hypochlorite’- test methods APMOTC 22
1264 /2000 Capacitors: safety requirements AIDMOTC 26
1265-1/2000 High-voltage fusion: current defining fusions-part 1: ADMOTC 27
General
1265-2/2000 High-voltage fusion: fusions defining the current-part 3: APMOTC 27
tests
1265-3/2000 High-voltage fusion: fusions defining the current - part ~ APMOTC 27
3: characteristics and regulators
1265-4 / 2000  High-voltage fusion: fusions defining the current-part ~ APMOTC 7
4:annexes
1266 /2000 Preferred sizes for thread screws, bolts and nuts isoTe 2
1267 /2000  Size designation of clothes-definitions and body AIDMO TC - 23
measurement procedure
1268 /2000 Passenger cars -test methods for road wheels AIDMOTC 31
1269 /2000 Performance data of refrigerating compressors ISOTC 86
1270 /2000  Electrical switches for household use — electrical fixed ~APMOTC 27
components : General requirements
1271/2000 Capacity testing of refrigerating systems ISOTC 86
1272 /2000 Paper and carton: methods of test for carbon paper AIDMOTC 21
1273 /2000 Paper and Carton: Ribbon for typewriters LR
1274 /12000 Paper and Carton: carbon paper for handwriting AIDMOTC =21
12752000 Electrical fans and accessories: performance and IsoTC 86
composition
1276 /2000 Plastic coating AIDMOTC 6
1277 /2000 Polyethylene pipes for lateral irrigation ADMOTC 6
1278 /2000 Polyethylene pipes-designation of polyethylene based ~APMOTC 6
on the nominal density and on the flow index of
1279 /2000 Polyethylene pipes- determination of disparity in AIDMOTC 6
outside diameters and wall thickness
1280 /2000 Concrete admixtures- Part1: Retarding and AIDMOTC 15
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1281/2000 Sanitaryware: Part1: Wall hung WC pan with close AIDMOTC 12
coupled cistern - connecting dimension

1282 /2000 Sanitaryware: Part1: Wall hung WC pan with AIDMOTC 12
independent water supply

1283 /2000  Information processing systems-Vocabulary-Part3: ISOTC 46
Equipment technology

1284 /2000  Information processing systems-Vocabulary-Part5 : ISoTC 48
Representation of data

1285/2000  Information processing systems-Vocabulary-Part 11;  'SOTC 48
Processing units

1286 /2000  Ergonomic requirement for office work with visual ISOTC = b
display terminals (VDTS)-Part 1: General introduction

1287 /2000  Ergonomic requirement for office work with visual ISOTC 46
display terminals (VDTS)-Part 2: Guidance on task
requirements

1288 /2000  Information technology-Software life cycle processes  'SOTC 46

1289 /2000 Information technology-Specification and ISOTC 46
standardization of data elements- Part 5: Designation
and identification principles for data elements

1290 /2000  Information technology- Vocabulary: Part 7: computer  'S0TC 46
programming

1291/2000 Codes for the representation of currencies and funds  1S0TC 46

1292/2000  Principles and methods of terminology ADMOTC 5

1293 /2000 Industrial process measurement control functions and SOTC 46
instrumentation —symbolic representation- Part 1: Basic
requirements

1294 /2000 Technical drawings- Coding and referencing systems ~ 'SOTC 46
for building and civil engineering drawings and
associated documents

129572000 industrial process measurement control functions and 'SOTC 46
instrumentation —symbolic representation- Part 4: Basic
symbols for process computer

1296 /2000 Natural marble Tile ADMOTC 8

1297 /2000 ~ Cotton tissues: towels, bedclothes and cushion covers ADMOTC 23

1298 /2000  Fluting paper for making corrugated carton ADMOTC 21
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Numerical index

Code Title Technical Commitee

1299 /2000 Test liner Paper for use in two sides of corrugated AIDMO TC 21
carton box

1300 /2000 Kraft liner paper for use in two sides of corrugated AIDMOTC 21
carton box

1301 /2000 Kraft paper for making paper bags AIDMO TC 21

1302 /2000 Blood transfusion equipment for single medical use ADMOTC 7

1303 /2000 Formalin (Formaldehyde solution Grade 1 and 2) AIDMO TC - 22

1304 /2000 Normative classification and standards for car service ~APMOTC 31
greases

1305 /2000 Determination of the rate of mass flow and bulk density APMOTC 6
of thermoplastic materials

1306 /2000 Polyester tanks reinforced with glass fibers ADMOTC 6
1307 /2000 Nitrogen: Gas-Liquide ADMOTC 22
1308 /2000 Rubber separators between concrete walls ISOTC 45
1309 /2000 Testing dimensional stability of cellular plastic AIDMOTC 6
1310 /2000 Cellular Plastic : Determination of water vapor AIDMOTC 6

transmission and infiltration ratio

9000 /1994  Quality management and quality assurance standards- 'S07¢ 176
Guidelines for selection and use

9001 /1994 Quality systems - Model for quality assurance in IsoTC 176
design, development, production, installation and
servicing.

9002 /1994 Quality systems - Model for quality assurance in IsoTe 176

production, installation and servicing.

9003 /1994 Quality systems - Model for quality assurance in final ~ S0T¢ 176
inspection and test.

9004 /1994 Quality management and quality systems elements- ~ 1S0TC¢ 176
Guidelines.
9005 /1994 Quality - Vocabulary. ISO TC 176
14001/1998  Environmental management systems - Guidance for ~ 'S0T¢ 207
use.
14004 / 1998 Environmental management systems - General IsoTC 207

guidelines on principles, systems and supporting
techniques (1ISO 14004).
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Code Title Technical Commitee

1401171998 Guidelines for environmental auditing - Audit IsoTC 207
procedures - Auditing of environmental management
systems (ISO 14011)

14012/1998  Guidelines for environmental auditing - Qualification IsoTe 207
criteria for environmental auditors (ISO 14012)
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Index of Technical Commitees

Technical Commitee

Code

1 AIDMO TC Fertilizers and soil conditioners

1 ISOTC Screw threads

2 AIDMO TC Aluminium products

2 ISO TC Fasteners

3 AIDMO TC Processed food products

4 AIDMO TC Non-Processed food products

4 ISOTC Rolling bearings

5 AIDMO TC Terminology

6 AIDMO TC Plastics

7 AIDMO TC Metrology

8 AIDMO TC Application of arabic language in informatiques
8 ISOTC Ships and marine technology

9 AIDMO TC Solar Energy and its application

10 AIDMO TC Electric and telephone wires and cables
1 AIDMO TC Tobacco and tobacco products

12 AIDMO TC Cement, lime and gypsum

13 AIDMO TC Paints and varnishes

13 IECTC

15 AIDMO TC Steel

16 AIDMO TC Glass

17 AIDMO TC Safety

18 AIDMO TC Petroleum products and lubricants
19 AIDMO TC Packaging

20 AIDMO TC Technical drawing and limits and fits
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Index of Technical Commitees

Code Technical Commitee

21 AIDMO TC Paper and cardboard

22 AIDMO TC Chemistry

23 AIDMO TC Textiles

23 [SOTC Tractors and machinery for agriculture and forestry
24 AIDMO TC Leather

24 ISO TC Sieves, sieving and other sizing methods
25 AIDMO TC Soap and synthetic detergents

26 AIDMO TC Electrotechnical safety requirements

27 AIDMO TC Electrotechnical symbols and ratings

27 ISOTC Solid mineral fuels

28 AIDMO TC Steam boilers and pressure vessels

29 AIDMO TC Electrical accessories

29 ISOTC Small tools

30 AIDMO TC Building code

31 AIDMO TC Cars, vehicles and their accessories

32 AIDMO TC Environment protection from pollution

33 AIDMO TC Roads and axial loads

38 IECTC

39 ISOTC Machine tools

41 ISOTC Pulleys and belts (including veebelts)
45 ISOTC Rubber and rubber products

46 ISOTC Information and documentation

58 ISOTC Gas cylinders

60 ISOTC Gears
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Index of Technical Commitees

Code Technical Commitee

84 ISOTC Medical devices for injections

86 ISOTC Refrigeration and air-conditioning

89 ISOTC

92 ISOTC Fire safety

101 ISO TC Continous mechanical handing equipment

102 ISOTC fron ores and direct reduced iron

106 ISOTC Art dentaire

107 ISO TC Metallic and other inorganic coatings

123 SO TC Paliers lisses

136 ISO TC Furniture

137 ISOTC Sizing system, designations and marking for boots and
shoes - STAND-BY

138 ISOTC Plastics pipes, fittings and valves for the transport of fluids

153 ISO TC Valves

154 ISO TC Processes, data elements and documents in commerce,
industry and administration

176 ISO TC Quality management and quality assurance

207 I1SOTC Environmental management
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AIDMO Standards arranged according to Technical Commitees

Code

Title

AIDMO TC 7 Fertilizers and soil conditioners

571985

6/1986
127 /1998
5562 /1985
553 /1998
564 /1985
565 / 1985
566 / 1985
567 / 1985
683 / 1986
684 /1985
685 / 1986
686 / 1986
687 / 1986
688 / 1986

689 / 1986
690 / 1986
691/ 1986
692 / 1986

889 /1988
890/ 1988

903 /1987

74

mono superphosphate fertilizer.

Calcium ammonium nitrate (CAN) fertilizer
Ammonium sulphate fertilizer

Triple super phosphate fertilizer.

Urea fertilizer.

Methods of sampling for solid fertilizers

Muriate of potash fertilizer.

Sulphate of potash fertilizer

Basic slag fertilizer

Ammonium nitrate fertilizer

Ammonical calcium nitrate fertilizer

Fertilizers — Determination of bulk density (Loose).
Fertilizers — Determination of bulk density (Tapped)
Diamonium phosphate fertilizer

Potassium nitrate fertilizer.

Potassium fertilizer — Determination of the water soluble
potassium content.

Fertilizers — Determination of chiorides in the absence of organic
material.

Fertilizers — Determination of nitrate nitrogen content — Nitron
gravimetric method.

Fertilizers — Determination of ammoniacal nitrogen content —
Titrimetric method after distillation

Determination of buriate in Urca.
Determination of cyanamidic nitrogen in fertilizers.

Determination of nitric and ammoniacal nitrogen according to
Devarda method




AIDMO Standards arranged according to Technical Commitees

Code Title
004 /1987 Determination of nitric and ammoniacal nitrogen
906 /1987 Fertilizers — Determination of total nitrogen in calcium cyanamide,
nitrate free.
007 /1987 Fertilizers — Determination of total nitrogen in calcium cyanamide,
containing nitrates.
908 /1987 Determination of free phosphoric acid in triple superphosphate
009 /1987 Determination of free water in solid fertilizers, oven method.
910 /1988 Determination of moisure in solid fertilizers - vacuum drying method
911 /1988 Determination of Particle size of solid fertilizers - sieving method.
912 /1988 Fertilizers - Concentrated super phosphate.
013 /1988 Fertilizers - Extraction of phosphorous soluble in cetric acid (2%
concentration).
014 /1988 Fertilizers - Extraction of phosphorous soluble in mineral acids.
915/ 1988 Fertilizers - Extraction of phosphorous soluble in formic acid (2%
concentration).
016 /1988 Fertilizers - Extraction of phosphorous soluble in neutral
ammonium citrata solution.
017 /1992 Fertilizers - Extraction of phosphorous soluble in alkaline
ammonium citrate - peterman method at 65 c°
018 /1992 Fertilizers - Extraction of phosphorous soluble in alkaline
ammonium citrate - peterman method at room temperature
019 /1992 Fertilizers - Extraction of phosphorous soluble in alkaline
ammonium citrate - Jouli method.
920/1992 Fertilizers - Extraction of phosphorous Content - Quinoline
phosphomolybdate gravimetric method.
921/1992 Fertilizers - Extraction of phosphorous soluble in water.
1112 /1996 Fertilizers - Determination of potassium content by
tetraphenylborate - Gravimetric method
1159 /1998 Determination of free sulfur in fertilizers.
1176 /1998 Compound fertilizers.
ISOTC 71 Screw threads
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AIDMO Standards arranged according to Technical Commitees

Code Title

79/1972 Screw threads , and nuts.

AIDMO TC 2 Aluminium products J

232/1975 Light metals and their alloys — Brinell hardness test

234 /1975 Light metals and their alloys — Vickers hardness test (test loads)
from 1 to 100 kg.F.)

237 /1998  Aluminium utensils.
451/2000 Designation of screw and nut parts with accessories

456 /1983  Light metals and their alloys - Classification and composition of
unalloyed aluminium ingots for remeiting

457 /1983  Light metals and their alloys — Code of designation based on
chemical symbols.

458 /1985  Alluminium, magnesium and their alloys — Temper designation

459 /1983 Light metals and their alloys — Terms and definitions — Part 1 :
Materials. -

46071983 Light metals and their alloys — Terms and definitions- Part 2 :
Unwrought products. -

461/1983 Light metals and their alloys — Terms and definitions- Part 3 :
Wrought products

462 /1983 Light metals and their alloys — Terms and definitions —Part 4 -
Castings.

463 /1983 Aluminum and aluminum alloys — Determination of titanium —
Spectrophotometric chromotropic acid method.

464 /1983  Aluminium and aluminium alloys — Determination of chromium —
Spectrophotometric method using diphenyl carbaside, after
extraction.

46571983  Chemical analysis of aluminium and aluminium alloys —
Complexometric determination of magnesium.

466 /1983  Aluminium and aluminium alloys — Determination of iron —
Orthophenanthroline photometric method.

467 /1983  Aluminium and aluminium alloys- Determination of silicon —
Gravimetric method.

468 /1983  Aluminium and aluminium alloys — Determination of nickel —
Atomic absorption spectrophotometric method
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AIDMO Standards arranged according to Technical Commitees

Code Title

469 /1983  Aluminium and aluminium alloys — Determination of magnesium —
Atomic absorption spectrophotometric method.

470/1983 Aluminium and aluminium alloys — Determination of manganese —
photometric method (manganese content between 0.005 and 1.5
%)

471 /1983 Aluminium alloys — Determination of copper — Electrolytic method.

472 /1983 Aluminium and aluminium alloys- Determination of copper —
Atomic absorption spectrophotometric method

473 /1983 Composition of wrought products of aluminium and aluminium
alloys — Chemical composition (per cent).

474 /1983 Aluminium and aluminium alloys — Determination of copper
content —Oxalyldihydrazide photometric method.

47571983 Aluminium alloys — Determination of zinc — EDTA titrimetric
method.

476 /1983  Aluminium and aluminium alloys — Determination of silicon —
Spectrophotometirc method with the reduced silicomolybdic
complex.

477 /1985 Anodization (anodic oxidation) of aluminium and aluminium alloys
— Insulation check by measurement of current potential.

478 /1985 Anodization of aluminium and aluminium alloys — Assessment of
sealing quality by measurement of the loss of mass after
immersion in acid solution.

479 /1985 Anodization of aluminium and aluminium alloys — Assessment of
quality of sealed anodic oxide coatings by measurement of the
loss of mass after immersion in phosphoric-chromic acid solution.

48071985 Surface treatment of metals — Anodic oxidation of aluminium -
Specular reflectance at 45 degrees — Total reflectance — Image
clarity.

481/1985 Cast aluminium alloys — Chemical composition and mechanical
properties.

482 /1983 Wrought aluminium and aluminium alloys — Drawn tubes -
Mechanical properties.

483 /1983 Mechanical property limits for aluminium alloy forgings.

484 /1983 Wrought aluminium and aluminium alloys — Rolled products —
Mechanical properties.

485 /1983 Aluminium machining alloys — Chemical composition and

mechanical properties of alloy AFCu6 Bi Pb and alloy Al-Cu4 Pb
Mg.
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AIDMO Standards arranged according to Technical Commitees

Code

Title

486 /1983

487 /1983

488 /1983

589 / 1986

594 /1985

595 /1985

596 / 1985

597 /1 1985

645 / 1986

646 / 1986

647 / 1986

648 / 1986

649 / 1986

650 / 1986

651 /1986

652 / 1986

653 / 1986

654 / 1986

Mechanical property limits for extruded products of aluminium and
aluminium alloys.

Aluminium products — Standard dimensions of windows’ openings.
Aluminium products — Standard dimensions of doors’ openings.

Light metals and their alloys — Vocabulary and definitions — Part 5
: Methods of processing and treatment.

General method for the determination of arsenic— Silver
diethyldithiocarbamate photometric method.

Wrought aluminium and aluminium alloys— Sheet — Tolerances on
shape and dimensions.

Aluminium and aluminium alloys — Determination of lead content —
Flame atomic absorption spectrometric method.

Wrought aluminium, magnesium and their alloys — Selection of
specimens and test pieces for mechanical testing

Aluminium alloy chill castings — Reference test bar
Aluminium alloy sand castings — Reference test bar.

Anodizing of aluminium and aluminium alloys- Estimation of loxx
of absorptive power of anodic oxide coatings after sealing — Dye
spot test with prior acid treatment.

Wrough aluminium and aluminium alloys— Drawn round bars —
Tolerances on shape and dimensions (symmetric plus and minus
tolerances on diameter).

Aluminium and aluminium alloys — Foil and thin strip — Dimentional
tolerances.

Wrought aluminium and aluminium alloys — Extruded round bars —
Tolerances on shape and dimensions.

Wrought aluminium and aluminium alloys — Drawn round bars —
Tolerances on shape and dimensions (All minus tolerances on
diameter)

Anodizing of aluminium and aluminium alloys — Check of continuity
of thin anodic oxide coatings — Copper sulphate test.

Anodizing of aluminium and aluminium alloys — Accelerated test of
light fastness of coloured anodic axide coatings using artificial light.

Anodizing of aluminium and aluminium alloys — Determination of
mass per unit area (surface density) of anodic oxide coatings —
Gravimetric method.
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AIDMO Standards arranged according to Technical Commitees

Code Title

655/ 1986 Anodizing of aluminium and aluminium alloys — Determination of
thickness of anodic oxide coatings — Non-destructive
measurement by split beam microscope.

656 /1986 Anodizing of aluminium and aluminium alloys — Assessment of
quality of sealed anodic oxide coatings by megsurement of
admittance of impedance.

657 /1986 Anodizing of aluminium and aluminium alloys — Assessement of
resistanc of anodic oxide coatings to cracking by deformation.

694 /1985 Simple bend test for light metal and light metal alloy sheet and
strip of thickness between 0.2 mm and 7mm

695 /1985 Aluminium and aluminium alloys- Determination of titanium
content- Diantipyryl — methane photometric method.

696 /1985 Catering containers dimensions.

697 /11985 Extruded solid profiles of aluminium — zinc — magnesium alloy
Chemical composition and mechanical properties.

698 /1985 Wrought aluminium and aluminium alloy products— General
conditions for inspection and delivery.

1014 /1992  Anodizing of aluminium and its alloys - Determination of the
fastness to ultra-violet light of coloured anodic oxide coatings.
1150 /1996  General conditions for inspection and supply of aluminium alloy
castings produced by gravity, sand or chill casting, or by similar
processes.
1180 / 1998  Aluminium utensils - Testing methods.
1211 /1998  Pure aluminium and pure aluminium products.
ISOTC 2 Fasteners
78 /1972 Commercial bolts.
80/1972 Commercial nuts
81/1972 Machine screws.
8271972 Grub screws
83/1972 High tensile bolts and nuts.
230/1985 Split pins.
532 /1983 ISO general purpose screw threads — Basic profile
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AIDMO Standards arranged according to Technical Commitees

Code Title

53371983 SO general purpose metric screw threads — General plan

534 /1983 ISO genral purpuse metric screw threads — Selected sizes for
screws, bolts and nuts.

535/1983 1SO metric screw threads — Basic dimensions.

536 /1984 1SO inch screw threads — Basic dimensions

54811985 Bolts, screws and studs — Nominal lengths, and thread lengths for
general purpose bolts.

693 /1987 Fasteners — Bolts, screws, suds and nuts- Symbols and
designation of dimensions.

1266 /2000 Preferred sizes for thread screws, bolts and nuts

AIDMO TC 3 Processed food products

11/1985

1211971

55/1972

5711972

58/1972

59/1972

61/1985

121/1973

126 /1973

152 /1973

163 /1973

154 /1973

221/1985

222 /1975

284 /1976

White sugar

Non-alcoholic carbonated beverages

Honey

Tomato products.

Canned fish .

Canned shrimps

Labels of prepackaged and canned food.

Milk and milk products

Canned pineapples

Fruit and vegetable poducts —Determination of mineral impurities.
Fruits and vegerable products —Determination of titratable acidity

Fruit and and vegetable products — Determination of water-
insoluble solids.

Canned pacific salmon
Methods of analysis for processed fruits and vegetables.

Apricot, peach and pear nectarsPreserved exclusively by physical
means.
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Code Title

285/1976 QOrange juice preserved exclusively by physical means.

286 /1976  Grapefruit juice preserved exclusively by physical means

287 /1976 Lemon juice preserved exclusively by physical means.

288 /1976 Apple juice preserved exclusively by physical means

315/1977 Canned green beans and canned waxy beans.

316 /1977 Canned green peas.

317 /1977 Canned green okra

318 /1977 Canned artichoke

319 /1977 Table salt (Sodium chloride)

320/1977 Vinegar.

321/1977 Pickles.

32271977 Methods of test for pickles

32371977 Cocoa and its products and methods of testing.

366 /1986 Meat and meat products — Determination of ash (Reference
method).

367 /1985 Meat and meat products- Determination of nitrogen content
(reference method).

368 /1978 Animal fats — Determination of solidification point of fatty acids
(Titre. N°).

371 /1978 Dried glucose syrup

372 /1978 Canned peaches

373 /1985 Glucose syrup.

37471978 Meat and meat products — Determination of free fat content

37771978 Fruits and vegetable products — Determination of total solids.

379 /1978 List of food additives evaluated according to their safety-in-use.

380/1978 First supplement to the list of additives evaluated for their safety-in-
use in food.

382 /1978 Halawa tehinia

383/1978 Tehena and halawa tehinia — Test methods.
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AIDMO Standards arranged according to Technical Commitees

Code Title
452/1983 Meat and meat products — Canned corned beef and mutton meat.
453 /1983 Fish and fish products — Canned sardines.
454 11983  Fish and fish products — Canned tuna.
45571983 Fish and fish products — Canned mackerel
489/1998 Meat and meat products — Sampling.
490/1983 Milk and milk products — Raw milk.
491 /1983 Milk and milk products — Pasteurized milk.
492 /1983 Milk and milk products — Sterilized milk.
493/1983 Milk and milk products — Evaporated milk.
494 /1983  Milk and milk products — Sweetened condensed milk.
49571983 Milk and milk products — Milk powder.
496 /1983 Cocoa and cocoa products — Cocoa beans.
497 /1983 Cocoa and cocoa products — Cocoa powder
498 /1983 Cocoa and cocoa products — Cocoa butter.
499 /1983 Cocoa and cocoa products — Chocolate.
500 /1983 Tomato paste.
50171983 Kamar al-din.
554 1 1984 Dairy products — Cream.
555/1985 Milk products — Ice cream and ice milk.
556 /1985 Milk products — Butter.
557 /1985 Meat and meat products — Detection of polyphosphates
558 /1985 Meat products — Determination of starch content (Reference
method)
559 /1985 Fish and fish products — Frozen fish.
560 /1985 Dextrose, powder.
563 /1985 Infants and children food products based on cereals
707 /1985 General principales of food hygiene.
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Code Title

806 /1987 Canned food for infants and children, fruitbased.
807 /1987 Canned food for infants and children, vegetable-based

809 /1987 Code for the hygienic practice for the exploitation of natural
mineral wter.

810/1987 Fish and shell fish and their products — Methods for physical tests.
812 /1987 Tomato juice

81371987 Honey — determination of acidity

814 /1987 Honey — Determination of apparent sucrose content

815/1987 Meat and meat products — Detection and enumeration of
presumpAtive coliform bacteria and presumptive escherchia coli
(Reference method).

816 /1986 Meat and meat products — Detection of salmonellae (Reference
method)

818 /1987 Milk and milk products — Yoghurt.
81971987 Milk and milk products- Processed cheese.
1033 /1992 Meat and meat products - Determination of total fat content

1034 /1992 Meat and meat products - Determination of Chloride content
(potentiometric method).

1181 /1998 General technical and hygienic requirements for handing of fresh
fish (in sea).

AIDMO TC 4 Non-Processed food products

271971 Drinking water and the standard methods for testing and analysis
38/1971 Fresh fruits and vegetables - sampling.
51/1972 Edible olive oil.
52 /1986 Edible cottonseed oil.
5371987 Hydrogenated vegetable oils (vegetable ghee)
54 /1972 Standard methods for testing vegetable cils.

56 /1972 Macaroni
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Code Title
60/1972 Oleaginous seeds — Reduction of contract samples to samples for

analysis

11971973  Wheat flour 72%.

120/1986 Edible groundnut (arachis) oil

122 /1973 Cardamoms.

12371985 Black pepper and white pepper, whole and ground .

124 /1986 Edible sesame seed oil.

125 /1986 Edible soya bean oil.

141 /1973 Crude vegetable oils and fats — Preparation of contract samples
for analysis.

142 /1973 Crude vegetable oils and fats —Determination of acidity

143 /1973 Crude vegetable oils and fats —Determination of moisture and
volatile matter.

144 11973 Crude vegetable oils and fats —Determination of insoluble
impurities.

145 /1973 Oleaginous seeds —Determination of moisture and volatile matter.

146 /11973 Oleaginous seeds —Determination of acidity of oils.

147 11973  Oil seed residues —Determination of oil content.

148 /1973  Oil seed residues —Determination of diethyl ether extract

14971973 Oil seed residues — Determination of total ash.

150 /1973 Qil seed residues — Determination of ash insoluble in hydrochloric
acid.

151 /1973 Oil seed residues —Determination of moisture and volatile matter.

155 /1973 Cereals and cereal products —Determination of moisture content
(Routine method.)

156 /1973  Animal fats — Determination of moisture and volatile matter.

157 /1973  Animal fats — Determination of insoluble impurities.

158 /1973 Animal fats —Determination of water- Entrainment —distillation
method.

21171975 Onions.
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Code Title

21271975 Pears.

21371975 Grapes

214 /1975 Cucumbers.

215/1975 Fresh tomatoes.

216 /1975 Potatoes.

217 /1975 Aubergines.

218 /1975 Vegetable marrow

219/1975 Lactose.

220/1975 Edible safflower seed oil.

22371975 Code of hygienic practice for dried fruits.
263 /1975 General conditions for fresh fruits and vegetables.

264 /1975 General conditions for cases for fresh fruits and vegetables
quantitative purposes.

265/1975 Apples

266 /1975  Citrus fruit.

267 /1975 Wheat flour.

282 /1976 Edible starch

283 /1986 Edible maize (corn) oil.

289/2000 Rice

306 /2000 Spices and condiments-Ginger, whole, in pieces or ground
307 /1987 Spices and condiments — Sampling.

308 /1977 Spices and condiments — Determination of extraneous matter.
309 /1987 Spices and condiments — Determination of total ash

310/ 1977 Spices and condiments — Determination of water-insoluble ash.
311/1977 Spices and condiments — Determination of acid-insoluble ash.

312 /1977 Spices and condiments — Determination of moisture content
(Entrainment method).
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Code Title

313/1977 Spices and condiments — Determination of alcohol-soluble extract.

314 /1977 Spices and condiments — Determination of cold water-soluble
extract.

369 /1978 Legumes — Sampling

370/1978 Oleaginous seeds — Determination of oil content

375/1978 Oleaginous seeds — Determination of impurities

376 /1978 Edible sunflower seed oil

378 /1978 Spices and condiments — Nomenclature- First list.

502 /1983 Dates

503 /1983 Spices and condiments — Curry powder

504 /2000 Spices and condiments: whole, ground chillies

505 /1983 Spices and condiments — Pimento (all spice) whole and ground

587 /1985 Chicken dried eggs (egg powder)

588 /1985 Chicken whole-shell eggs.

615/1985 Green coffee beans.

616 /1986 Coffee and its products — Vocabulary.

625/1985 Spices .

823 /1987 Sampling of wheat.

824 /1987 Cereals and pulses — Mechanical determination of the wet gluten
content of wheat flour (Glutomatic).

825/1987 Determination of the “falling number” in grain and flour according
to “Hagberg — Perten”.

826 /1987 Fruits — Nomenciature — First list.

827 /1987 Vegetables — Nomenclature — First list.

828 /1987 Fruits and Vegetables — Morphological and structural terminology
— part 1.

829 /1987 Fruits — strawberries.

830 /1987 Fruits — Cherries.

831 /1987 -Fruits — Peaches.
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Code Title
832 /1987 Fruits — Apricots.
833 /1987 Fruits — Cauliflowers
834 /1987 Vegetables — Cabbages.
835/1987 Vegetables — Spinach
836 /1987 Vegetables — Shelling peas
837 /1987 Vegetables — Carrots.
838 /1987  Dry fruits and dried fruits — Definitions and nomenclature
839/1986 Tea — Determination of loss in mass at 103 C°.
840/1986 Tea — Determination of total ash
841/1986 Tea- Determination of water-soluble ash and water-insoluble ash
842 /1986 Tea — Determination of alkalinity of water soluble ash
843 / 1087 Tea — Determination of caffeine (Gravimetric method)
845/1987 Spices and condiments — Determination of crude fibres
847 /1987 Methods of sampling eggs and egg products.
848 /1987 Frozen chicken eggs
849 /1987 Testing methods for eggs and egg products — Enumeration of
yeasts and moulds.
850 /1987 Testing methods for eggs and egg products- Enumeration of
mesophilic aerobic bacteria.
1035/ 1992 animal and vegetable fats and oils - Determination of water
content - Entrainment method.
1036 / 1992 Black tea - Determination of water extract.
1037 /1992 Black tea - Determination of acid-insoluble ash.
1118 /1996 Feeds for cattle and poultry.
1177 /11998 Legumes packaged in bags - Sampling.
1178 /1998 Cereals and legumes - Storage of cereals and legumes - Part 2 :
Basic requirements.
ISOTC 4 Rolling bearings
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Code

Title

336 /1977

Rolling bearings- Locknuts - wide series and lockwashers with
bent inner tab.

AIDMO TC 5 Terminology

97971988

1158 / 1998

1201 / 1998

1228 /2000

1229 / 2000

1292 / 2000

Format for exchange of magnetic tapes for bibliographic records
(Mater)

Terminology - Vocabulary.

Adhesive tapes for electrical purposes - requirements for polyester
(PETP) film tapes with thermosetting adhesive.

Ropes and rope products-Vocabulary
Determination of Mass-Vocabulary

Principles and methods of terminology

AIDMO TC 6 Plastics

159 /1973

160 /1973

397 /1 1987

924 /1987

926 / 1987

1100 / 1996

1104 / 1996

1124 / 1996

1125/ 1996

1126 7/ 1996

1149 / 1996

1154 /1996

1198 / 1998

Determination of flexural properties of rigid plastics.
Determination of charpy impact resistance of rigid plastics.
Plastics — Symbols

Plastics — Vocabulary.

Plastics — List of equivalent terms.

Plastics - Polyalkylene terephthalate - Sampling and determination
of properties.

Tableware made of melamine.

P.V.C (Polyvinyl chloride ) used in production of pipes for potable
water

P.V.C (Polyvinyl chloride ) used in production of thoses for garden
watering.

P.V.C (Polyvinyl chloride ) used in production of window blinds.
Shoes soles made of plastic for light uses.
Determination of temperature of deflection under load for plastics

Adhesive tapes for electrical purposes - General requirements.
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Code Title

1199 /1998 Adhesive tapes for electrical purposes - Testing methods.

1200 /1998 Adhesive tapes for electrical purposes - Requirements for
polyester (PETP) film tapes with non-thermosetting adhesive.

1202 /1998 Adhesive tapes for electrical purposes - requirements for
polycarbonate film tapes with non-thermosetting adhesive.

1203 /1998 Adhesive tapes for electrical purposes - Requirements for
cellulosic paper, creped, with thermosetting adhesive.

1204 /1 1998 Adhesive tapes for electrical purposes - Requirements for
cellulosic paper with thermosetting adhesive.

1205 /1998 Adhesive tapes for electrical purposes - Requirements for
polyimide film tapes with thermosetting adhesive.

1206 / 1998 Adhesive tapes for electrical purposes - Requirements for glass
fabric tapes with thermosetting adhesive.

1207 /1998 Adhesive tapes for electrical purposes - Requirements for
plasticized polyvinyl chloride tapes with thermosetting adhesive.

1276 /2000 Plastic coating

1277 /2000 Polyethylene pipes for lateral irrigation

1278 12000 Polyethylene pipes-designation of polyethylene based on the
nominal density and on the flow index of

1279 /2000 Polyethylene pipes- determination of disparity in outside diameters
and wall thickness

1305 /2000 Determination of the rate of mass flow and bulk density of
thermoplastic materials

1306 /2000 Polyester tanks reinforced with glass fibers

1309 /2000 Testing dimensional stability of cellular plastic

1310 /2000 Cellular Plastic : Determination of water vapor transmission and

infiltration ratio

AIDMO TC 7 Metrology

1/1986

43 /1971

44 /1987

45 /1971

Sl units and recommendations for the use of theirmultiples and of
the multiples certain other units

Hyperdermic needles.
Medical syringes (with glass barrels)

Manometers for instruments for measuring
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AIDMO Standards arranged according to Technical Commitees

Code Title

46 /1985 Clinical thermometers(mercury -glass, with maximum
tempreturedevice)

47 /2000 Alternating current meters — methods of sampling and testing

48 /1985 Cylindrical weights from 1g to 50 kg (medium accuracy or M2
class).

4971971 Parallele-piped weights from 5 to 50 kg(medium accuracy class).

50/1982 Weights of accuracy classes B1, B2, F1, F2, %1 from 50 kg to 1
mg

91/1972 Verification and standardization of Brinell hardness reference
blocks for the calibration of brinell hardness testing machines.

92 /1972 Verification and standardization of Vickers hardness reference
blocks for the calibration of vickers hardness testing machines.

93/1988 Verification and standardization of “Rockwell (B)” hardness,
reference blocks for the calibration of “Rockwel (B)” hardness
testing machines.

94 /11988 Verification and standardization of “Rockwell (C)” hardness
reference blocks for the calibration of “Rockwell (C)” hardness
testing machines.

113 /1988 Indicating manometers, vacum-meters, mano-vacum-meters —
ordinary tools.
114 /1988 Registering manometers, vacum-meters, mano-vacum-meters —
ordinary tools.
11571985 Optical pyrometers of the disappearing filament type
130/1973 Burettes
131-2/1985 Laboratory glassware — GradualedPipettes — Pipettes for which
no waiting time is specified
131-3/1985 Laboratory glassware —Graduated pipettes- Pipettes for which a
waitting time of 15 s is specified.
131-1/1985 Laboratory glassware-GraduatedPipettes — General requirements
131-4 /1985 Laboratory glassware —Graduated pipettes - Blow-out pipettes.
132/1985 Laboratory glassware —one-mark pipettes
133-2/1986 Laboratory glassware —Density hydrometers for general purposes
—Part 2: Test methods and use.
133-1/1986 Laboratory glassware —Density hydrometers for general purposes-

Part 1 : conditions.
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AIDMO Standards arranged according to Technical Commitees

Code Title

134 /1973 Interchageable spherical ground glass joints.

13571973 Conical glass joints

180 /1987 Taximeter

181 /1988 Liquid meters (except water) with measuring chambers.
268 /1992 Tyre pressure gauges for motor vehicules.

281 /1976 Blood transfusion equipment for medical use.

328 /1977 Guide to the use of preferred numbers and their series

32971977 Guide to the choice of series of preferred numbers and series
containing more rounded values of preferred numbers.

330/1977 Preferred numbers and their Series.

33971983 Graduated standard pipettes for verification officers.

34071983 Standard burettes for verification officers.

431 /1982 Standard weights for verification officers

432 /1982 Metal stamps for verification officers.

43371983 Hexagonal weights — Ordinary accuracy class from 100 g to 50 kg.
434 /11982 Material measures of length for general use.

43571983 Standard graduated glass flasks for verification officers.

436 /1983 Standard one-meter bar for verification officers

506 /1983 General principales concerning quantities, units and symbols.
507 /1983 Quantities and units of space and time.

508 /1983 Quantities and units of periodic and related phenomena

509 /1983 Quantities and units of mechanics.

51071983 Quantities and units of heat

511/1983 Quantities and units of electricity and magnetism.

542 /1983 Standard atmospheres for conditioning and/or testing.

543 /1983 Preferred test temperatures
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Code Title

544 /1983 Standard reference temperature for industrial length
measurements.

545 /1983 Dial gauges reading in 0.01 mm

546 /1983 Vernier callipers reading to 0.1 and 0.05 mm

547 /1983 Determination of kinematic viscosity and calculation of dynamic
viscosity of transparent and opaque liquids.

609 /1986 Principles for arabisation of names and symbols of Slunits and of
certain other units.

610/1985 Quantities and units of light and related electromagnetic radiations.

61171985 Quantities and units of atomic and nuclear physics.

612/1985 Dimensionless parameters.

61371985 Conventional value of the result of weighing in air

614 /1985 Conditioning and testing — Standard atmospheres — Definitions.

644 /1985 Standard weights for testing of high capacity weighing machines.

669 /1985 Quantities and units of physical chemistry and molecular physics.

779/1986 Quantities and units of nuclear reactions and ionizing radiations.

780/1986 Quantities and units of solid state physics.

781/1986 Glass volumetric flasks (One mark).

782 /1986 Gauge blocks.

783/1986 Micrometer callipers for external measurement.

851/1986 Moisture meters for cereal — Grains and oilseeds

922 /1987 Check of the calibration of moisture meters for cereals.

923/1987 Volume meters for liquids (other than water) — auxiliary equipment.

943 /1992 Mathematical signs and symbols for use in physical sciences and
technology.

945/1988 Tengstine lamps used for Calibration of optical pyrometers.

947 /1988 Solid - stem general purpose thermometers.

948 /1988 Enclosed - scale general purpose thermometers.

949/1987 Quantities and units of acoustics.
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AIDMO Standards arranged according to Technical Commitees

Code Title
950 /1987 Laboratory glassware — Graduated measuring cylinders
951 /1987 Cold water meters

1012 /1992 Metrological systems for no-automatic weighing instruments.

1130 /1196 Measurement of fluid flow in closed conduits - quantities, units,
symbols, vocabulary and markings - Part 1 : Quantities, units and
symbols.

1131 /1996 Measurement of fluid flow in closed conduits - quantities, units,
symbols, vocabulary and markings - Part 2 : Vocabulary and
general definittions (fluid mechanics).

1132 /1996 Measurement of fluid flow in closed conduits - Quantities, units,
symbols, vocabulary and marking - Part 3 : Vocabulary and
general definitions (uncertainty).

1133 /1996 continuous totalizing weighing instruments - Part 1 : General.

1134 /1996 Continuous totalizing weighing instruments - Part 2 : Metrological
and technical conditions.

1135 /1996 Continuous totalizing weighing instruments - Part 3 : Measurement
controls.

1216 /1998  Direct Measurement systems of mass flow of liquids.

1217 /1998 Accuracy in measuring instruments

1302 /2000 Blood transfusion equipment for single medical use

AIDMO TC 8 Application of arabic language in informatiques

44511982

44971985

584 / 1985

662 / 1985

663 / 1987

708 / 1988

925 /1988
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Bilingual teleprinter (Arabic/Latin)

Data processing — 7 bit coded Arabic character set for information
interchange.

Conversion between the 7-bit coded Arabic character set (ASMO
449) and the 5-bit coded Arabic character set used in bilingual
teleprinter (ASMO 445).

Data processing — 8-bit coded Arabic character set for information
interchange.

Arabic terminal keyboard layout.

Data processing — 8- bit coded Arabic/Latin character set for
information interchange.

Data processing - Vocabulary - Part 04




AIDMO Standards arranged according to Technical Commitees

Code Title
968 /1988 Conversion between the 8 bit coded Arabic character set (ASMO
‘ 662) and the 5 bit coded Arabic character set used in bilingual
teleprinter (ASMO445)
969 /1992 Visual and printed Arabic character set.
1018 /1992 Data elements and interchange formats - Information
interchange - Representation of dates and times.
1296 / 2000 Natural marble Tile
' ISOTC 8  Ships and marine technology
106 /1972 Identification colours for pipes conveying fluide in liquid or gaseous

condition in land installations or on board ships.

AIDMO TC 9 Solar Energy and its application

658 / 1985

659 / 1985

¥ 660 / 1986

% 661 /1985

822 /1987

970/ 1988

1015-3 /1988

1015-2/ 1988

1015-4 / 1988

1016 / 1988

1017-2/ 1988

1017-1/1988

Thermal flat plate solar collector — Part 1 : Terms, definitions, units
and symbols.

Thermal flat plate solar collector — Part 3 : Construction
requirements.

Flat plate solar collector — Part (4+5) : Testing methods and
performance.

Thermal flat plate solar collector — Part 6 : Name plate.
Flat plate solar collector — Part 2 : Materials

Domestic water solar heating systems - Vocabulary, definitions,
symboles and measurement units.

Domestic water solar heating systems - Heat energy storage
tanks - Part 3 : Performance and test methods.

Domestic water solar heating systems - Heat energy storage
tanks - Part 2 : Manufacturing requirements

Domestic water solar heating systems - Heat energy storage
tanks - Part 4 : Data plate.

Domestic water solar heating systems - Supplementary elements -
Materials and manufacturing requirements.

Domestic water solar heating systems - Systems - Part 2 :
Performance and test methods.

Domestic water solar heating systems - Systems - Part 1 :
Installation requirements.
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AIDMO Standards arranged according to Technical Commitees

Code Title

AIDMO TC 1t Electric and telephone wires and cables

9/1971 International Electrotechnical vocabulary (Group
5,10,15,20,35,40,45)

240 /1975 Tests on insulators of ceramic material or glass for overhead lines
with a nominal voltage greater than 1000 v.

26071975 Electrotechnical vocabulary — Group (20) Scientific and industrial
measuring instruments.

261 /1975 Electrotechnical vocabulary — Group (37) Automatic controlling
and regulating systems.

512 /1983 Conductor wires made of aluminium alloy — magnesium — silicon.
513 /1983 electrical conductor wires made of commercial annealed aluminium
514 /1983 International standard of resistance for annealed copper.

57571985 Stranded wire conductors made of (Aluminium — magnesium —
silicon type).

576 /1984 Resistivity of commercial hard-drawn aluminium electrical wires.
577 /1985 Aluminium stranded conductors.

57971985 Electrotechnical vocabulary — Group 25 : Generation, transmission
and distribution of electrical energy.

580 /1985 Electrotechnical vocabulary — Group 826 : Electrical installations of
building.

583 /1985 Electrotechnical vocabulary — Group 131 : Electric and magnetic
circuits.

509 /1985 Electrotechnical vocabulary - Group 691 :Tariffs for electricity
796 /1986 Aluminium conductors steel — Reinforced.

797 /1986 Hard-drawn doper or copper alloy wires and cables for overhead
lines.

798-2/ 1998  Polyvinyl chloride insulated cables of rated voltages up to and
including 450/750 V.Part 2 : Test methods.

798-1/1998 Polyvinyl chloride insulated cables of rated voltages up to and
including 450/750 VPart 1 : General requirements.

798-6 /2000 Polyvinyl chioride insulated cables (PVC) with regulated voltage
between 450 and 750 volts-part VI: lift cables and cables for
flexible conductors
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AIDMO Standards arranged according to Technical Commitees

Code Title
798-5/2000 Polyvinyl chloride insulated cables (PVC) with regulated voltage
between 450 and 750 volts-part V: flexible cables
798-3/1998  Polyvinyl chloride insulated cables of rated voltages up to and
including 450/750 V.Part 3 : Non sheathed cables for fixed wiring.
798-4 /2000 Polyvinyl chloride insulated cables (PVC) with regulated voltage up
to and including 450 and 750 volts-part IV: coated cables for fixed
conductors
799/1986 Conductors of insulated cables
800-1/1987 Rubber insulated cables for rated voltages up to and including
450/750 — Part 1 : General requirements
800-2/1987 Rubber insulated cables for rated voltages up to and including
450/750 — Part 2 : Test methods.
800-4 /1987  Rubber insulated cables for rated voltages up to and including
450/750 — Part 4 : Cords and flexible cables.
800-6 /1987  Rubber insulated cables for rated voltages up to and including
450/750 — Part 6 : Arc welding electrode cables
800-3/1987 Rubber insulated cables for rated voltages up to and including
450/750 — Part 3 : Heat resistant silicone insulated cables.
800-5/1987 Rubber insulated cables for rated voltages up to and including
450/750 — Part 5 : Lift cables
801-1/2000 Testing of electrical cables under fire conditions : insulated vertical
single wire or cable
801-2/2000 Testing of electrical cables under fire conditions : chapter 1 :
testing of isolated vertical single copper wire or cable
802 /1986 Aluminium alloy conductors steel reinforced.
803/1987 Colours of the cores of flexible cables.
804 /1986 Fire-resisting characteristics of electric cables
805/1987 Extruded solid dielectric insulated power cables for rated voltages
from 1 Kv up to 30 Kv.
1024 /1992  Distribution aluminium bars made of commercial pure aluminium
1025 /1992  Distribution aluminium bars made of heat treated aluminium alloy
of aluminium-magnesium-silica type.
1026 / 1992  Tests of electrical pulse on cables and their accessories.
1230 /2000 Nonmetallic/Plastic conduits and fittings for electrical installations
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AIDMO Standards arranged according to Technical Commitees

Code Title

1231 /2000 Nonmetallic/Plastic conduits and fittings for electrical installations :
Testing Methods

AIDMO TC 1 Tobacco and tobacco products

699 /1986 Tobacco and tobacco products — Cigarettes — Determination of
rate of free combustions.

700/1986 Tobacco and tobacco products — Atmospheres for conditioning
and testing

701 /1986 Tobacco and tobacco products — Determination of alkaloids in
tobacco -~ spectrophotometric method.

702 /1986 Tobacco and tobacco products — Determination of alkaloids in
cigarette smoke condenstes — Spectrophotometric method.

703/1986 Tobacco and tobacco products — Determination of silica content
(silicon dioxide).

704 /1986 Material used as cigarette paper — Determination of air
permeability

70571986 Tobacco and tobacco products — Cigarettes — Determination of
loss of tobacco from the ends.

706/ 1986 Tobacco and tobacco products — Determination of retention of
coloured part of smoke condensate by cigarette filters — Direct
spectrophotometric method

1007 / 1992 Tobacco and tobacco products - Cigarettes and filters rods -
Determination of nominal diameter.

1008 /1992 Tobacco and tobacco products - Expression of analytical test
results

1009 /1992 Tobacco and tobacco products - Determination of maleic
hydrazide residues.

1105 /1996 Cigarettes - Sampling.

1106 / 1996 Tobacco - Sampling of batches of raw material - General
principales

1107 /1996 Cigarettes - Determination of carbon monoxide in vapour phase of
cigarette smoke - Non dispersed infra-red (NDIR) method.

1108 /1996  Tobacco and tobacco products - Determination of organochlorine
pesticide residues - Reference method.

1152 /1996 Smoking tobacco and tobacco products machines - Non-routine
testing methods.
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AIDMO Standards arranged according to Technical Commitees

Code Title

1160 / 1998  Tobacco- Preparation and constitution of identical samples from
the same lot (code of practice fro collaborative studies for
evaluating testing methods).

1161 /1998 Tobacco and tobacco products - Determination of dithiocarbamate
pesticides residues - Molecular absorption spectrometric method.

1162 /1998  Tobacco - Water content determination (reference method).

1163 / 1998  Cigarettes - Determination of alkaloids seized by filter rods -

Spectrometric method

AIDMO TC 1. Cement, lime and gypsum

14 /1971

15 /1971

101 /1972

102 /1972

103 /1972

104 /1972

105 /1972

189/ 1974

229 /1975

262 /1975

302 /1976

303 /1976

304 /1976

324 /11977

325 /1977

363 /1977

365 /1977

389 /2000

Ordinary portland cement 160/240

White portland cement

Asbestos-cement sheets for roofing and cladding.
Asbestos-cement corrugated sheets for roofing and cladding.
Asbestoc-cement flat sheets.

Asbestos-cement. Pipes for building and sanitary purposes.
Asbestos-cement pipe fittings for buildings and sanitary purposes.

Concrete tests — Dimensions, tolerances and applicability of test
samples.

Rapid hardening portland cement.

Gypsum rock for the manufacture of binders.

Quick and hydrated lime.

Thermal insulating asbestos boards.

Rubber sealing rings for joints in asbestos-cement water pipes.

Chemical analysis of cement — Main constituenets of portland
cement.

Sandlime-bricks.
Asbestos-cement pressure pipes.
Glazed ceramic tiles.

Technical terms and definitions in the field of cement
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AIDMO Standards arranged according to Technical Commitees

Code Title
390 /1988 Asbestos-cement products — Sampling and inspection.
393/1978 Building gypsum.
974 /1988 Requirements of aggregates of cellular concrete (thermostone)
975/1988 Asbestos - Cement pipes, accessories and joints for waste water
and sewage
976 /1988 Gypsum - Technical vocabulary and definitions
111171996 Gypsum- Types of gypsum - Testing techniques.
1144 1 1996 Manufactured for office work
1145 /1996 Physical tests for manufactured gypsum
1281 /2000 Sanitaryware: Part1: Wall hung WC pan with close coupled
cistern - connecting dimension
1282 /2000 Sanitaryware: Part1: Wall hung WC pan with independent water

supply

AIDMO TC 7. Paints and varnishes

31/1971

32 /1986

33 /1986

34 /1986

35/1986

3671986

37 /1986

161 /1973

228 /1975

398 /1978

399 /1978

739 /1986

Paints and varnishes - Zinc oxide for paints.

Paints and varnishes - Lithopone pigments for paints —
Specifications anf methods of test

Paints and varnishes - Paints and varnishes — Red lead for paints
Paints and varnishes - White lead pigments for paints

Paints and varnishes — Titanium dioxide

Paints and varnishes - Ultramarine pigments for paints

Paints and varnishes - Linseed stand oils for paints and varnishes
— specifications and methods of test

Sampling of raw materials for paints and varnishes.

Textiles Binary fibre mixtures — Quantitative chemical analysis.
Bleached lac —Specification.

Bleached lac.

Paints and varnishes — vocabulary and definitions
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Code Title

740 /1986 Paints and varnishes — Extenders for paints and varnishes.

741 /1986 Paints and varnishes — Driers for paints and varnishes

742 /1986 Mineral solvents for paints, white spirits and related hydrocarbon
solvents.

743 /1986 Paints and varnishes — Gloss air drying alkyd paint for interior and
exterior use.

744 /1986 Paints and varnishes — Red lead based paint for structural steel.

746 /1986 Paints and varnishes — Resistance of coatings to the effects of
Impacts standard test method.

747 /1986 Determination of abrasion resistance of coatings by the falling
sand method — Standard test method.

748 /1986 Paints and varnishes — Aluminium paint.

749 /1986 Paints and varnishes - Iron oxide pigments for paints.

750 /1986 Paints and varnishes - Raw tung oils for paints and varnishes —
Specifications and methods of test

75171986 Paints and varnishes — Hot-applied thermoplastic road marking
materials

752 /1986 Road marking paints

753/1986 Paints and varnishes — Determination of flashpoint (Closed cup
method).

754 /1986 Paints and varnishes — Determination of the danger classification
by flash point (Closed cup method).

755/1986 Paints and varnishes - Priming paints — Calcium plumbate primer

756 /1986  Paints and varnishes — Determination of hard drying time.

757 /1986 Paints and varnishes — Determination of surface-drying time
(Ballotini method).

758 /1986  Paints and varnishes — Cupping test.

759 /1986 Paints and varnishes — Bend test (Cylindrical mandrel)

760/1986 Paints and varnishes — Scratch test.

761/1986 Paints and varnishes — Determination of film thickness

762 /1986 Paints and varnishes — Sampling.
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Code Title
763 /1986 Paints and varnishes — Examination and preparation of samples
for testing.
764 /1986 Paints and varnishes — Determination of volatile and non-volatile
matter.
765 /1986 Paints and varnishes — Standard panels for testing
766 /1986 Paints and varnishes — Determination of resistance to water —
water immersion method.
767 /11986 Specification for lacquer, cellulose pigmented, finishing, glossy.
111971996 Paints - Flat alkyd based paints for interior use.
1120 /1996 Emulsion paints for interior and exterior use.
1121 /1996 Test methods for emulsion paints for interior and exterior use.
1122 /1996 Qil paints - Priming oil paints.
112371996 Qil paints - Alkyd based under-coating paints for general purposes.
IECTC 713
241 /1975 Direct acting indicating electrical measuring instruments and their

accessories.

AIDMO TC 7: Steel

1071971

2371971

24 /1971

2571971

26 /1971

84 /1972

85/1972

86 /1985

87 /1972

88 /1987

Vocabulary and technical definitions for iron— Part | : Steel
making.

Copper tubes of circular section-dimensions in Metric system.
welded and seamless Steel pipes for gas, water and sewage
Steel tubes — Outside diameters

Steel tubes- (thickness).

Tensile testing of steel.

Bend test for steel.

Charpy impact test for steel (U-notch)

Impact test for steel [Izod method].

Metallic materials —Hardness test- Brinell Method.
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AIDMO Standards arranged according to Technical Commitees

Code Title
89/1985 Rockwell hardness test for steel (B and C scales) .
90/1972 Vickers hardness test for steel .
95/1972  Structural steel.
96 /1972 Part 1: Structural steel sections Dimensions and properties of hot-
rolled steel sections of equale sides.
97 /1972 Part 2 : Structural steel sections dimensions and properties of hot-
rolled steel sections of unequal sides
98/1972 Castiron pipes special castings and cast iron parts for pressure
mainlines.
99/1972 Cast iron sanitary pipes and fittings for waste water and ventilation.
128 /1973 Razor blades
197 /1974  Simple bend testing of steel sheet and strip less than3 mm
thickness.
198 /1974 Bend test of steel tubes.
235/1975 Plain welded or seamless steel tubes — General table of
dimensions and masses per unit length
238 /1975 Casting of grey cast iron
269/1976 Signalling terms and safety devices - For railways Group (31)
290/1976  Types of Steel for general engineering purposes.
29271986 Hot-rolled steel bars — part 1 : Dimensions of round bars.
293/1986 Hot-rolled steel bars — Part 2: Dimensions of square bars
298 /1976  Railway — part 1 - Technical specification for supply of fishplates
for railway rails made from steel.
299/1976 Railway — part 2 - Special wear resistant flat-bottom railway rails.
300/1976 Railway — part 3 - Flat-bottom railway rails — Part 3.
326 /1977  Steel bars for concerete reinforcement
344 /1977 Cold-reduced tin sheet and cold reduced black sheet
364 /1977  Sanitary ware made from cast iron [cermai glazed]
77511986 Steel and steel products — General technical delivery requirements
776 /1986  Steel tubes — Wall thicknesses
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AIDMO Standards arranged according to Technical Commitees

Code Title
777 /11986 Re-rolling steel billets.
77811987 Selection and preparation of samples and test pieces for wrought
steel.
869 /1987 \Vocabulary relating to iron and steel — Part 1 : General
metallurgical, heat treatment and testing terms.
870/ 1988 Vocabulary relating to Iron and Steel — Part 2 : Terms related to
steel production
871/1987 Vocabulary relating to iron and steel — Part 3 : Hot rolled steel
products.
872 /1987 Vocabulary relating to iron and steel — Part 4 : Steel sheets and
strips.
87371987 Vocabulary relating to iron and steel — Part 5 :Bright steel bars and
wires.
874 /1987 Vocabulary relating to iron and steel — Part 6 :Forgings and drop
forgings.
87571987 Vocabulary relating to iron and steel — Part 7 : Wrought iron
876 /1987 Vocabulary relating to iron and steel — Part 8 :Steel pipes
g77/1988 Vocabulary relating to iron and steel — Part 9 : Iron and steel
casting.
1013 /1992 Classification of steel to alloyed and unalloyed steel according to
the chemical composition.
1208 /1998  Flat lath made from steel.
1200 /1998 Hot-rolled steel bars for concrete reinforcement
1210 /1998  Hot-rolled steel bars for steel sectors.
1212 /1998  Steel pipes for pipelines of petroleum products.
1213 /1998 Vertical storage tanks for petroleum products made of welded
steel.
1214 11998 Non-destructive test by using the penetrant dye - Part 1 : General
principles.
121571998 Non-destructive test by using the penetrant dye - Part 2 :
Penetrant test on steel castings..
1257 /12000 Technical terms for normal or reinforced concrete
1280 /2000 Concrete admixtures- Part1: Retarding and accelerating water

reducing admixtures

103

o



AIDMO Standards arranged according to Technical Commitees

Code

Title

AIDMO TC 7¢ Glass

395/1978

1038 / 1992

1039 / 1992

1040 /7 1992

Sheet or plate glass

Glass- Resistance to attack by a boiling aqueous solution of mixed
alkali - Method of test.

Glass Containers - Thermal shock resistance and thermal shock
endurance - Test methods.

Glass containers - Determination of capacity by gravimetric
method - Test methods.

AIDMO TC 1, Safety

471971

40 /1971

346 /1 1977

347 /1977

770/ 1986

771/ 1986

772 /1987

773 /1987

774 1 1986

996 / 1992

997 /1992

998 / 1992

1003 / 1992

1004 /7 1992

1109 / 1996

1110 / 1996

Portabel carbon dioxide fire extinguishers

Safety colours.

Portable fire extinguishers of the water type (gas pressure)
Portable fire extinguishers of the foam type (Chemical)
Fire classification and degree of hazards for buildings.

Portable fire extinguishers. Requirement for testing, fixing and
maintenance

Safety footwear fitted with steel toe caps.

Methods of testing safety footwear fitted with steel toe caps.
Code of safety requirements for children’s toys and playtings.
Personal eye protectors - Vocabulary.

Personal eye protectors for welding and related techniques -
Filters - Utilization and transmittance requirements.

Personal eye protectors - Technical specification
Industrial safety helmets.

Clothing for limited protection against hazardous liquid chemicals -
Resistance to penetration - Marking.

Safety - personal eye protectors - Requirements.

Safety - Personal eye protectors - Definitions.
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Code Title
1174 1 1998  Protectors - personal eye protectors - Optical test methods.
117571998 Protectors - personal eye protectors - Non-Optical test methods.

AIDMO TC 1¢ Petroleum products and lubricants

41 /1986

7171985

73 /1994

7411972

75711972

76 /11972

7711972

163 /1987

165/ 1985

166 /1973

167 /1973

168 /1973

169 /1973

170 /1987

17171994

17271973

173 /1973

174 /11973

Petroleum products - Petroleum measurement tables.
Petroleum Products — Kerosine.

Petroleum Products — Determination of flash and fire points by
Cleveland open cup.

Petroleum Products — Determination of pour point
Petroleum Products — Viscosity by Redwood method

Petroleum Products — Determination - colour by Lovibond
tintometer.

Petroleum Products — Determination of sybolt colour by sybolt
chromometer method.

Motor gasoline.
Petroleum products — Fuel oil

Petroleum Products —Determination of sulphur in petroleum
products by bomb method.

Petroleum products — Determination of tetraethyl lead in gasoline
by chlorate oxidation method.

Petroleum products — Doctor’s test.

Petroleum Products —Determination of olefinic and aromatic
hydrocarbons in petroleum distillates.

Petroleum Products —Determination of existant gum in fuels by jet
evaporation

Petroleum Products — Test methods of gasoline-Determination of
oxidation stability of gasoline by induction period method.

Petroleum products — Determination of flash point by closed cup
method Pensky-Marten'’s .

Petroleum Products — Determination - Diesel index

Water and sediments in crude oils and
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Code Title

17511987  Petroleum products —Determination of distillation characteristics of
petroleum products.

176 /1987  Petroleum products —Detection of copper corrosion from
petroleum products.

190/1974  Determination of density of crude petroleum and liquid petroleum
products (hydrometer method)

191 /1974  Testing of petroleum products - Determination of acidity and
alkalinity

19271974  Testing of petroleum products - Determination of ash from
petroleum products containing mineral matters.

193 /1974 Testing of petroleum products - Determination of ash in grease.

194 /1974  Testing of petroleum products - Determination of bitumen solubility
in carbon disulphide.

195 /1974  Testing of petroleum products - Determination of Zinc in lubricating
oils.

196 /1987  Determination of phosphorous in lubricating oil and petroleum
additives.

244 /1975 Determination of sulphur in petroleum products by quartz tube
methods.

245/1975 Determination of bromine number of petroleum products by colour
indicator method.

246/1975 Determination of smoke point for Petroleum products

247 /1975 Determination of aniline point for petroleum products.

24811987 Determination of carbon residue by Contradson

249/1975 Determination of lead content of gasoline by volumetric chromate
method.

250 /1975 Sampling of petroleum products for quantitatives

251/1975 Determination of acid (inorganic) of petroleum products (colour
indicator titration method).

252/1985 Petroleum products — determination of softening point of
bituminous materials .

25371975  Determination of salt content in crude petroleum andits products.

254 /1987  Petroleum waxes- Determination of congealing point

255/ 1975

Burning test — 24 hours for kerosine.




AIDMO Standards arranged according to Technical Commitees

Code Title

256 /1985 Petroleum products — Determination of penetration for bituminous B
materials.

259 /1985 Petroleum industry — Vocabulary — Part 1. -

400/ 1987 Aviation turbine fuel .

401 /1978 Sampling of petroleum gases including

402 /1978 Copper in aviation turbine fuels and light petroleum distillates.

403 /1978 Method for assessing the oxidation stability of insulating oils.

404 /1978 Determination of density and relative density by capillary "
stoppered pyknometer

626 /1985 Petroleum products — asphalt

627 /1985 Petroleum products —Determination of vapour pressure for
petroleum products — Reid method.

628 /1986 Determination of total sulphur content in petroleum products
(Lamp method)

629 /1985 Petroleum products — Asphaltenes precipatation with normal
heptane.

630 /1985 Petroleum products — distillation of crude petroleum under air :
pressure.

631/1987 Petroleum products — Gas oil and diesel fuel for diesel engine. $

736 /1987 Petroleum products — Determination of flash point by the Abel
apparatus.

885/1987 Methods of testing of gasoline — Determination of octane number-
Research method.

886 /1987 Methods of testing of gasoline — Determination of lead content in
gasoline — lodine monochloride method

887 /1987 Silver corrosion by aviation turbine fuels

891 /1987 Water reaction in aviation fuels.

893 /1987 Petroleum products — Standard method of test for ductility of :
bituminous materials

894 /1987 Reference standard conditions for measurements crude petroleum ‘

1027-2 /1992

and its liquids and gases products.

Lubricants, industrial oils and related products (class L) -
Classification - Part 4 : Family (H) - (Hydraulic systems).

- A
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AIDMO Standards arranged according to Technical Commitees

Code

Title

1027-0 /1992

1027-1/ 1992

1028 / 1992

1235 /2000

1236 / 2000

1237 /2000

1238 / 2000

1239 /2000

1240 /2000

1241 / 2000

1242 / 2000

1243 /2000

1244 / 2000

1245 / 2000

1246 / 2000

1247 / 2000

1248 / 2000

1249 / 2000

1250 / 2000

1251 /2000

1252 / 2000

1253 / 2000

1254 / 2000

Lubricants, industrial oils and related products (class L) -
Classification - Part 0 : General

Lubricants, industrial oils and related products (class L) -
Classification - Part 1 : Family (A) - (Total loss systems).

Water quality - Determination of total arsenic - silver
diethyldithiocarbamate spectrophotometric method

Emulsified Asphalt for use in pavement works
Emulsified Asphalt-solidity testing

Testing Bituminous materials-Floating test
Emulsified Asphalt: test for composition

Testing Bituminous materials: Determination of flash and fire
points by Clevelend open cup Apparatus

Testing Bituminous materials- representative sampling method

Testing Bituminous materials-Determination of water percentage
in the Asphaltic materials and petroleum products by distillation

Testing Bituminous materials- spot testing

Testing Bituminous materials: testing the effect of heat and air on
Asphalt products

Viscosity-graded Asphaltic materials for use in pavement works
Testing Emulsified Asphalt: Determination of mass per gallon
Testing of Bituminous materials-Penetration testing

Testing elongation of Bituminous materials

Solidity testing of emulsified Asphalt with positive charge

Testing emulsified Asphalt- Determination of viscosity (saibolt
pherol method)

Testing emulsified Asphalt : Asphalt with positive charge
Testing emulsified Asphalt-lab coating test

Penetration-Graded Bituminous materials for use in pavement
works

Testing solubility point of Bituminous materials in ethylene tri-
chloride

Testing emulsified Asphalt-Field coating test
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AIDMO Standards arranged according to Technical Commitees

Code Title

1255 12000 Testing emulsified Asphalt-testing the residue

1256 /2000 Testing Bituminous materials-Determination of specific gravity of
semi-solid Bituminous materials

AIDMO TC 17¢ Packaging

39/1982 Hermetically sealed metal cans for food and drinks —
Specifications.

13771973 Pictorial markings for handling of goods (General symbols).
138 /1973 Dimentions andratings of freight Containers.

13971973 Pictorial marking of transit packages containing photographic
materials sensitive to radiant energy.

140 /1973 Marking of freight containers - series 1.

291 /1984 Freight containers, Series 1- Classification — external dimensions
and ratings.

206 /1982 Freight containers — Vocabulary.

34371998 Series 1 of freight containers — specification and testing — Part 1 :
General cargo containers.

437 /1982 Hermetically sealed metal cans for food and drink —Internal
diameters of round cans.

438 /1982 Hermetically sealed metal food containers — Capacities and
diameters of round open-top and vent hole cans for milk

439 /1982 Hermetically sealed metal containers for food and drinks —~Part 1 :
Round open-top cans for general purposes.

440 /1982 Hermetically sealed metal containers for food and drinks — part 2 :
Food cans for meat and products containing meat for human
consumption.

443 /1982 General purpose, freight containers series 1 — Minimum internal
dimensions.

450 /1998 Freight containers — Coding, identification and marking.
537 /1984 Dimensions of rigid rectangular packages- Transport packages.
844 /1986 Packaging — Unit load sizez — dimensions

846 /1986 Hermetically sealed metal containers for food and drinks — Part 4 :
Cans for edible oil.
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AIDMO Standards arranged according to Technical Commitees

Code Title

852 /1986 Hermetically sealed metal containers for food and drinks — Part 3 :
Cans for drinks.

85371986 Complete, filled transport packages — Distribution trials —
Information to be recorded.

854 /1986 Complete, filled transport packages — General rules for the
compilation of performance test schedults.Part 1 : General
principles.

855/1986 Packaging — sacks — Conditioning for testing Part 1 : Paper sacks.
856 /1986 Packaging — Sacks — Method of sampling empty sacks for testing.
859 /1987 Pallets for materials handing — Vocabulary.

1101 /1996 Packaging - Determination of the filled volume using the fiat
dimensions - Part 1 : Paper sacks

1102 /1996 Series 1 freight containers - Classification, dimensions and ratings.
1136 /1996  Labeling - Labeling of industrial products.

1137 /1996 Labeling - Labeling of chemical products.

1258 /2000 Sacks of Agricultural products: polypropylene sacks

1259 /2000 Sacks of Agricultural products-polypropylene sacks-testing
methods

AIDMO TC 2t Technical drawing and limits and fits

118 /1972 Standard machine drawing practice — lines and projections.

177 /1987  Technical drawings — Dimensioning- General principles,
definitions, methods of execution and special indications.

405 /1978 Building drawing — Determination of production drawings —
Representation of sizes manufacturing and work. Drawings.

406 / 1983  Architectural and building drawings — vocabulary.

407 /1986 Technical drawings — Methods of indicating surface texture on
drawings.

408 /1982  Architectural and building drawings — Presentation of drawings —
Scales.

444 /11982 Symbols for indications appearing on operating machine.

446 /1982 Building drawings — Projection methods.

rd
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AIDMO Standards arranged according to Technical Commitees

Code Title

447 11982 Technical drawings — Representation of springs.
448 /1982 Technical drawings — Conventional presentation of gears.

539 /1984 Building and civil engineering drawings — Symbols for concrete
reinforcement.

540 /1983 Building and civil engineering drawings — Bar scheduling
541 /1983 Technical drawings — scales.

618 /1985 Building drawings — Dimensioning of production and civil
engineering drawings — Representation of manufacturing and work
sizes.

619/1985 Building and civil engineering — Representation of areas on
sections and views.

620/1985 Building drawing — Part 1 : Designation of buildings and their parts.
62171985 Building and civil engineering drawings — Reference lines.

622 /1985 Building construction — Modular coordination — Multimodules for
horizontal coordinating dimensions

623/1986 Building construction — Stairs — Vocabulary Part :1

624 /1986 Building construction — Modular co-ordinating — Stairs and stair
openings — co-ordinating dimensions.

632 /1985 Vacuum technology — Graphical symbols.

633 /1985 Technical drawings — Linear and angular tolerancing — Indications
on drawings.

634 /1985 Technical drawings- Conventional representation of threaded parts.

635/1985 Building and civil engineering drawings — Installations — Part 2 :
Simplified representation of sanitary appliances..

636 /1985 Building and civil engineering drawings — Drawings for the
assembly of prefabricated structures.

637 /1985 Technical drawings — Sizes and layout of drawing sheets.
638 /1985 Technical drawings for structural metal work.

639/1985 Kinematic diagrams — Graphical symbols — Part 1
640/1985 Kinematic diagrams — Graphical symbols — Part 2

641 /1985 Kinematic diagrams — Graphical symbols — Part 3
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AIDMO Standards arranged according to Technical Commitees

Code Title

664 /1985 Conversion of toleranced dimensions — from inches into
millimeters and vice versa.

665/1985 Technical drawings — Dimensioning and tolerancing of profiles.

667 /1985 Selection of tolerance zones for genral purpuses

768 /1986  Sysem of cone tolerances for conical workpieces fromC =1 : 3 to
1:500 and length from 6 to 630 mm.

769 /1986  Limits and fits — Series of angles and slopes on wedges and
prisms.

952 /1988  Technical drawings-Tolerancing of form and location - Maximum
material principle

953 /1988 Technical drawings - Dimensioning and tolerancing of cones

956 /1988  Technical drawings - Building drawings - Designation of buildings
and their parts - part 2 : Designation of rooms and other areas.

957 /1988  Technical drawings - Simplified representation of center holes

958 /1988 Technical drawings for glassware

959/1988 Technical drawings - Requirement for micor -copying

960 /1988 Technical drawings - Item references

961/1988 Technical drawings - symbols for geometrical tolerances -
Proportions and dimensions

962 /1988 Technical drawings - construction drawings - Simplified
representation of demolition and rebuilding

963 /1988 Technical drawings - Item lists

964 / 1988  Series of conical tapers and teper angles

965/1988 Machining allowances for dimension without individual tolerance
indications

966 /1988  Blanks for plug gauges and handles (taper lock and trilock) and
ring gauges - design and general dimensions.

967 /1988  Technical drawings - Geometrical tolerancing on drawings -

Tolerancing of form, orientation, location an run-out - General
principle, definitions, symbols and indications

AIDMO TC 2 Paper and cardboard

16 /1996

Sizes and Standard dimensions for writing paper
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AIDMO Standards arranged according to Technical Commitees

Code Title
117 /1982 Paper and board — Sizes of folders and files.
178 11974  Writing paper.
199/ 1992 Paper-Holes for general filing purposes.[technical specification]
784 /1986 Paper, board, pulp — Vocabulary.
785/1987 Paper and board — Determination of stiffness — Static bending
method.
78871986 Envelopes, postcards and similar articles — Cancellation area.
790 /1987 Solid fibreboard — Determination of grammage of single layers.
791 /1987 Kraft paper
792 /1987 Paper and board — Conditioning of samples.
793 /1986 Paper — Determination of tearing resistance.
794 /1987 Paper and board — Determination of tensile properties — Part 1 :
Constant rate of loading method.
1020 /1992 Paper and board - Determination of moisture content - Oven-
drying method.
1021 /1992 Conversion between the Arabic / Latin 8-bit coded character set
(ASMO 708) and the Arabic/Latin 5-bit coded character set
(ASMO 445) used in bilingual teleprinter.
1022 /1992 Paper and board - Determination of grammage.
1023 /1992 Paper and board - Determination of ash
1103 /1996 Paper and board - Determination of moisture content - Oven-
drying method.
1219 /2000 Hygienic paper-wet wipes
1272 12000 Paper and carton: methods of test for carbon paper
127312000 Paper and Carton: Ribbon for typewriters
1274 12000 Paper and Carton: carbon paper for handwriting
1208 /2000 Fluting paper for making corrugated carton
1209 /2000 Test liner Paper for use in two sides of corrugated carton box
1300 /2000 Kraft liner paper for use in two sides of corrugated carton box
1301 /2000 Kraft paper for making paper bags
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AIDMO Standards arranged according to Technical Commitees

Code

Title

AIDMO TC 2. Chemistry

3/1971

17 11971

1871971

19/1971

20/ 1971

2171971

22 /1971

100 /1972

162 /1982

17971974

24371975

277 11986

359 /1977

381/1978

600 / 1985

601 /1985

602 / 1985

603 /1985

604 / 1985

605 / 1985

Safety matches
Classification of copper.

Classification of Brasse, [leaded brasse, special brasse, and high
tensile brasse).

Classification of bronzeltin bronze and special tin bronze]
Classification of aluminium bronze and special aluminium bronze.
Classification of copper-[nickel alloys].

Classification of copper-[nickel —zink alloys].

Types of electrolytic copper .

Liquid chemical products for industrial use — Determination of
density at 20 degress C.

Essential oils- Determination of the acid value.
Carbon dioxide

Formaldehyde solutions for industrial use — Determination of
formaldehyde content.

Commercial liquefied butane gas.
Aromatic oils — Sampling.

General method for the determination of arsenic— Measuring
photometric intensity using Silver diethyldithiocarbamate.

Sulphuric acid and oleums for industrial use — Determination of
ammoniacal nitrogen content — Silver Photometric method.

Sulphuric acid and oleums for industrial use — Determination of
sulphur dioxide content — lodometric method.

Sulphuric acd and oleum for industrial use — Determination of lead
content — Measuring photometric intensity using Dithizone.

Sulphuric acid for industrial use — Determination of arsenic content
—Measuring photometric intensity using Silver.

Sulphuric acid and oleum for industrial use — Determination of total
acidity, and calculation of free sulphur trioxide content of oleum —
Titrimetric method.
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AIDMO Standards arranged according to Technical Commitees

Code Title

606 /1985 Sulphuric acid and oleum for industrial use - Determination of ash
— Gravimetric method.

607 /1985 Sulphuric acid for industrial use — Evaluation of sulphuric acid
concentration by measurement of density.

608 /1985 Sulphuric acid and oleums for industrial use — Determination of
oxides of nitrogen — 2.4 — xylenol spectrophotometric method.

711 /1987 Determination of crystallization point — General method.

712 /1987 Determination of water —Karl Fischer method (General method).

71371987 Volatile organic liquids for industrial use — Determination of dry
residue after evaporation on water bath (General method).

714 /1986 Methods of test for fluorocarbons for industrial use — Visual
inspection and determination of colour and density.

71571987 Methods of test for fluorocarbons for industrial use —
Determination of the degree of purity.

71671986 Methods of test for fluorocarbons for industrial use -
Determination of water content.

717 /1986 Sodium carbonate for industrial use — Determination of total
soluble alkalinity — Titrimetric method.

71871986 Sodium carbonate for industrial use — Preparation and storage of
test samples.

71971986 Sodium carbonate for industrial use- Determination of chloride
content — Mercurimetric method.

72071986 Sodium carbonate for industrial use — Determination of sodium
hydrogen carbonate content — Titrimetric method.

72171987 Propanol -2- for industrial use — Methods of test —Part 1 : General.

72271987 Formic acid for industrial use — Methods of test — Part 1 : General.

72371987 Potassium hydroxide for industrial use — Method of analysis.

724 11987 Acetone for industrial use — Methods of test Part 5 : Control test
with Agulhon’s reagent.

72571987 Butanol -1- for industrial use — Methods of test —Part 3 : Sulphuric
acid colour test.

726 /1987 Potassium hydroxide for industrial use — Determination of sodium
content — Flame emission spectrophotometric method.

72771987 Phthalate esters for industrial use — Methods of test— Part 1 :

General.
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AIDMO Standards arranged according to Technical Commitees

Code Title
728 /1987 Potassium hydroxide for industrial use — Determination of
carbonate content — Gas volumetric method.
729/1987 Alcohols of hight molecular weight for industrial use Methods of
test — Part 1 : General.
73071987 Paraformaldehyde for industrial use — Methods of test — Part 1 :
General.
731 /1986 Formaldehyde solutions for industrial use — Determination of ash.
732/1986 Formaldehyde solutions for industrial use — Detection test for
inorganic chlorides.
733/1986 Formaldehyde solutions for industrial use — Detection test for
inorganic sulphate.
73411986 Formaldehyde solutions for industrial use — Detection test for
heavy metals (Exciuding iron).
735/1986 Formaldehyde solutions for industrial use — Determination of
methanol content.
73771986 Formaldehyde solutions for industrial use — Determination of iron
content —2-2-dibipyridyl-photometric method.
738/1986 Formaldehyde solutions for industrial use — Determination of acidity
111571996  Carbon tetrachlorides fro industrial use - Method of test.
1138 /1996  Ethylene for industrial purposes.
1151 /1996 Mineral wool - Metal-mesh covered mats for thermal insulation
(industrial type)
1153 /1996  Glycerol used for industrial purposes- Sampling methods.
1157 /1998 Sulphuric acid
1164 /1998  Phenol, ortho-cresol (o-cresol), meta-cresol (m-cresol), para-cresol
(p-cresol), cresylic acid and xylenols for industrial use - Testing
methods - Part 1 : General.
1168 /1998  Caustic soda (sodium hydroxide)
1169 /1998 Methanol (methanol for general purpose).
1262 /2000 Bleaching solution “sodium hypochlorite”
1263 /2000 Bleaching solution “sodium hypochlorite”- test methods
1303 /2000 Formalin (Formaldehyde solution Grade 1 and 2)
1307 /2000 Nitrogen: Gas-Liquide
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AIDMO Standards arranged according to Technical Commitees

Code Title

AIDMO TC 2. Textiles

771971  Grey cotton yarns — Combed and carded.
1371971 White absorbent cotton for medical use
62/1972 Gauze medical bandage.
63/1972 Light and heavy absorbent ribbon cotton gauze
64 /1972 Unbleached calico bandage.
65/1972 Light and heavy absorbent gauze
66 /1972 White absorbent lint.
67 /1972 Standard methods for testing medical cotton dressing.
68 /1972 Sizes of knitted underwear products.
6971972 Hand-made carpets of all wool pile.
70/1972 Wool and blended blankets.
184 /1974 Unbleached calico
185/1974 Bleached calico
186 /1974 Sizes of ready-made blouses for girls and women

187 /1974 Textile machinery and accessories — Combed and carded woolen
cards [working width].

224 11975 Carpets — Determination of number of tufts and/or loops per unit
length and per unit area.

22571975 Carpets — Determination of the ratio of measured surface pile
density and measured pile fibre volume.

226 /1975 Carpets — Determination of mass of effective pile perunit area that
can be shorn away from the backing.

22771975 Textile fibres — determination of linear density — Gravimetric
method.

348 /11977 Sizes of ready-made shirts for men and boys.
349 /1977 Sizes of ready-made pyjamas for men and boys

350 /1977 Socks
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AIDMO Standards arranged according to Technical Commitees

Code Title
351/1977  Sizes of ready-made coats with ordinary sleeves for girls and ladies
360/1977 Textiles — Standard atmospheres for conditioning and testing.
36171977  Sampling of textile fibres for testing.
362/1977 Method of test for resistance of fabrics to penetration by water -
Hydrostatic head test.
384 /1978 Textiles — Tests for colour fastness — First series
385/1978 Textiles — Tests for colour fastness — Second series
386 /1978 Textiles — Tests for colour fastness — Third series.
38771978 Textiles — Tests for colour fastness — Fourth series.
38871978 Textiles — Tests for colour fastness — Fifth series.
392/1978  Textile machinery — Dyeing and finishing machinery —
Classification and nomenclature.
394 /1978 Textiles — Woven fabrics — Measurement of width of pieces.
518/1983 Textiles — Weaves — Definitions of general terms and basic
weaves.
519/1983 Textiles — Woven fabrics — Measurement of length of pieces.
549 /1985 Textiles — Designation of yarns
550 /1985 Textiles — Determination of twist in yarns — Direct counting method.
666 /1985 Flags of the Arab League and its Organizations
977-2/1988 Textiles - Tests for colour fastness - Grey scale for determination
of change in colour
977-5/ 1988 Textiles - Tests for colour fastness - Colour fastness to vapours of
burned gas
977-1/1988 Textiles - Tests for colour fastness - General principles
977-3/1988  Textiles - Tests for colour fastness - Grey scale for determination
of smut
977-4/1988 Textiles - Tests for colour fastness - Colour fastness to nitrous
oxides
977-7/1988 Textiles - Tests for colour fastness - Measuring colour and colour
differences
977-6/1988  Textiles - Tests for colour fastness - Colour fastness to ozone in air
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AIDMO Standards arranged according to Technical Commitees

Code Title
g78 /1988 Textiles - Description of women fabrics
1142 11996 Outwear ready-made garments - Garments and ready-made bed
covers made from woven fabrics - Quality determination.
1166 /19908 Determination of mean diameter of wool fibers by air permeability
method.
1171 /1998  Cloaks for men.
1172 /11998  Petticoats for women.
1173 /1998  Safari suits.
1179 /1998 Textiles - Determination of breaking force and elongation at break
of individual fibers.
1220 /2000 Textile-Sanitary unwoven disposable fabrics
1267 12000 Size designation of clothes-definitions and body measurement
procedure
1297 12000 Cotton tissues: towels, bedclothes and cushion covers
ISO TC 23  Tractors and machinery for agriculture and forestry
297 /1976  Test guide for agricultural tractors.
345 /1977 Moldboard plows.
410/1978 Agricultural tractors and machines- Preparation of Operation
manual and technical publications presentation and maintenance.
412 /1978 Power take-off and draw-bar for agricultural tractors.
413 /1978 Disc harrows.
414 /1978 Mounted beatroot raisers — Technical requirements.
415/1978 Tractors mounted hoes — Type and basic parameters.
416 /1978 Agricultural implements discs.
417 /1978 Hook chains of rings produced by stamping
418 /1978 Fertilizer spreader.
41971978 Safety clutches of chain and belt driver of agricultural machines —

Types, main parameters and dimensions.
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AIDMO Standards arranged according to Technical Commitees

Code Title

420/1978  Agricultural machines and implements — vocabulary — Part V :
Equipment for crop protection including insects, fungus and weeds
control.

421/1978 Agricultural machinery — feet and tines of cultivators.

422 /1978 Transmission roller and bush chains (copper)- Types and
dimensions — Basic parameters.

423 /1978  Agricultural machines and implements — Circular teeth of
transverse racks for tractors.

424 /1978  Agricultural machines and implements — Vocabulary — Part 2 :
Power units.

425/1978  Agricultural machines and implements — Subsoiling attachment to
the Plough.

426 /1978  Agricultural machines and implements spike harrows

427 /1978  Agricultural machines and implements — Control symbols on
agricultural equipment.

593 /1987 Equipment for harvesting — combine harvester — sickle guards of

fingers - Dimensions.

AIDMO TC 2: Leather

278 /1987

279 /1987

280 / 1987

358 /1987

931 /1988

932 /1988

933 /1988

934 / 1988

936 / 1987

937 /1987

938 /1987

Lining leather.

Mineral (chrome) or vegetable tanned upper leather.

Leather for gloves and clothes

Mineral (chrome) or Vegetable tanned leather for soles
Classification of row sheep and goats skins according to selection
Classification of row sheep skins according to weight

Leather - Determination of apparent density.

Leather - Determination of absorption of water.

Leather — Physical testing — Measurement of thickness.

Leather — Determination of distension and strength of grain — Ball
burst test.

Leather — Determination of tearing load.
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AIDMO Standards arranged according to Technical Commitees

Code Title
93971987 Sampling and preparation of samples for chemical analysis for
vegetabel tanned and chrome tanned leathers.
940 /1987 Calculation of degree of tannage for vegetable tanned leathers.
941 /1987 Determination of water soluble magnesium salts (Epsom sait)
042 /1987 Determination of sugars in vegetable tanned leathers.
944 /1987 Shoe sizez
946 /1987 technical specifications for shoes.
1146 /1996 Chemical tests for manufactured gypsum
1147 /1996 Heavy duty leather shoes with soles made of polyvinyl chloride
(PVC)
1223 /2000 Tanned goat and sheep hides
1224 /12000 Tanned of cows hides
ISOTC 24 Sieves, sieving and other sizing methods
136 /1985 Test sieves —-Woven metal wire cloth, perforated plate and
electroformed sheet —-Nominal sizes of openings.
233 /1975 Wire screens and plate screens for industrial purpose— Nominal

sizes of apertures.

AIDMO TC 2: Soap and synthetic detergents

27071985

271 /1985

27211985

27371985

274 /1976

275171985

276/ 1985

Analysis of Soap — Determination of chloride content— Titrimetric
method.

Analysis of Soap — Determination of moisture and volatile matter
content — Oven method.

Analysis of Surface active agents — Analysis of soaps —
Determinations of free caustic alkali.

Analysis of soap — Determination of total alkali content and total
fatty matter content.

Anlysis of soap — Determination of total Crude fatty acids.

Analysis of soap — Determination of unsaponifiable, unsaponified
and unsdponified saponifiable matters

Analysis of soap — Determination of glycerol.
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Code Title

354 /11985 Analysis of soap — Determination of total free alkali.

355/1985 Analysis of soap — Determination of content of ethnokinsoluble
matters.

396 /1985 Soap

671/1985 Washing powders — Determination of total phosphorus (V) oxide
centent — Quinoline phosphomolybdate gravimetric method.

672 /1985 Surface active agents — Determination of PH of aqueous solutions
— Ptentiometric method.

673 /1985 Surface active agents and soaps — Determination of water content
— Azeotropic distillation method.

674 /1985 Washing powders — Determination of active oxygen content —
Titrimetric method.

675/1985 Surface active agents and detergents — Methods of sample
division.

676 /1985 Surface active agents — Detergents — Determination of anionic-
active matter (direct two-phse titration procedure)

677 /1985 Household scouring powder.

678 /1985 Household synthetic detergent powder.

679 /1985 Cleaning compound, toilet bowl.

680/ 1985 Liquid detergent.

681/1985 Bay soap

682 /1985 Shampoo

980/1988 Soap and detergents - Standar definitions for vocabulary of soap
and other detergents

981/1988 Soap and detergents - Non - ionic surface active agents -
Determination of sulphated ash Gravimetric method.

982 /1988 Soap and detergents - Surface active agents- Evaluation of certain
effects of laundering - Methods of preparation and use of unsoiled
cotton control cloth

983 /1988 Soap and detergents - Surface active agents- Water dispersing
power in dry cleaning solvents.

984 /1988 soap and detergents - Surface active agents - Powders and
granules - Measurement of the angle of repose.

986 /1988 Soap and detergents - Surface active agents - Determination of

free alkalinity or free acidity - Titrimetric method.
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Code Title

989 /1988 Soap and detergents - Sampling

990 /1988 Soap and detergents - Surface active agents - Determination of
cationic active matter - Direct two-phase titration procedure.

991 /1988 Soap and detergents - Surface active agents - Analysis of
technical alkane sulfonates - Determination of alkane
monosulfonates content.

992 /1988 Soap and detergents - Surface active agents - Determination of
water content - Karl Fisher method.

993 /1988 Soap and detergents - Surface active agents - Washing powders -
Determination of apparent density - Gravimetric.

994 /1988 Soap and detergents - Surface active agents - Determination of
alkalinity - Titrimetric method.

995 /1988 Soap and detergents - Surface active agents - Analyses of soap -
Determination of low contents of free glycerol - Molecular
absorption spectrometry method.

1116 /1996 Surface active agents - washing powders - Determination of
inorganic sulfates - Gravimetric method.

1117 /1996 Surface active agents - washing powders - Determination of total
silica cotent by gravimetric method.

1156 /1998 Soap and detergents - Techniques of sampling during manufacture

1183 /1998 Washing bleaching powder.

AIDMO TC 2¢ Electrotechnical safety requirements

108 /1972

430 /1978

888-14 /1987

888-24 / 1987

888-7 /1987

888-2 / 1987

1167 / 1998

Safety requirements for electric heaters.
Electric fans.

Safety of household and similar electrical appliances— part 14 :
Particular requirements for electric kitchen machines.

Satety of household and similar electrical appliances— Part 24 :
Particular requirements for refrigerators and food freezers.

Safety of household and similar electrical appliances— Part 7 :
Particular requirements for washing machines.

Safety of household and similar electrical appliances— Part 2 :
Particular requirements for vaccuum cleaners and water suction
cleaning appliances

Domestic cooking appliances.
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AIDMO Standards arranged according to Technical Commitees

Code Title
1197 /1998 Household dishwashers - Performance requirements.
1234 /12000 Methods of testing the performance of electrical ordinary mixers
. 1260 /2000 Safety requirements of electrical household appliances- electrical

heaters- special safety requirements

1261 /2000 Performance testing of electrical ironing machines by their effect
on certain textiles

1264 /2000 Capacitors: safety requirements

AIDMO TC 2, Electrotechnical symbols and ratings

182 /1987

183 /1987

895-1 /1987

896 / 1987

897 /1987

898 / 1987

899 / 1987

- 900-9/ 1987

900-3 / 1987

1127 /1996

1128 / 1996

1129 /1 1996

1225 /2000

1226 / 2000

1227 /2000

Standard current ratings

Standard voltages

Diagrams, charts, tables, - Part 1 : Definitions and classifications.
Item designation in electrotechnology.

Standard frequencies for centralized network control installation.
Symbols of alternating — current electricity meters

Standard frequencies

Graphical symbols for diagrams — Part 9 : Telecommunications :
switching and peripheral equipments.

Graphical symbols for diagrams — Part 3 : Conductors and
connecting devices.

Protective current transformers - Part 1 : Additional requirements
for current transformers for use with protective devices.

Protective current transformers - Part 2 : Test performed on
current transformers for use with protective devices.

Protective current transformers - Part 3 : Determination of
composite errors in current transformers for use with protective
devices.

Standard Frequency and voltages used in the transmission and
distribution of alternating currents

Alternating current meters—single phase meter- double wires meter
with a whole current and control grade.(2)

Alternating current meters—three phase meter- whole current and
control grade meter

124




AIDMO Standards arranged according to Technical Commitees

Code Title

1233 /2000 Classification of electrical and electronic devices for protection
against electrical shock

1265-4 1 2000 High-voltage fusion: fusions defining the current-part 4:annexes

1265-3/2000 High-voltage fusion: fusions defining the current - part 3:
characteristics and regulators

1265-2 /2000 High-voltage fusion: fusions defining the current-part 3: tests
1265-1/2000 High-voltage fusion: current defining fusions-part 1: General

1270 /2000 Electrical switches for household use — electrical fixed
components : General requirements

ISOTC 27  Solid mineral fuels

201 /1974 Vocabulary of terms relating to solid mineral fuels — [Terms
relating to coke].

257 /1987 Vocabulary of Solid mineral fuel— Part 1 : Terms relating to coal
preparation.

258 /1975 Vocabulary of solid mineral fuels — Part 2 : Terms relating to coal
sampling and analysis.

356 /1977 Coal and coke - Determination of carbon and hydrogen —High
temperature combustion method.

357 /1977 Coal and coke — determination of carbon and hydrogen - Liebig
method.

AIDMO TC 2¢ Steam boilers and pressure vessels

871971 Kerosine stoves working under pressure and their parts

294 /1976 Water heaters.

AIDMO TC 2¢ Electrical accessories

107 /1972 Swithces for domestic purpose
239 /1975 Ballasts for fluorescent lamps.

242 /1975 Tubular fluorescent lamps for general lighting service

ISOTC 29  Small tools
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AIDMO Standards arranged according to Technical Commitees

Code Title
231/1985 Assembly tools for screws and nuts — Tubular socket wrenches .
h. 30171987 Assembly tools for screws and nuts — Nomenclature
. 33371977 Assembly tools for bolts and screws-Hexagon drive ends for power
tools.
334 /1977 Drill chuck tapers
33571977  T-slot cutters with plain or flatted parallel shanks having tapped
) hole- Metric series.
342 /1977 Turining tools with carbide tips — internal tools.

AIDMO TC 3¢ Building code

11171972

1184 /1998

1185 /1998

1186 / 1998

1187 / 1998

1188 / 1998

1189/ 1998

1190 / 1998

Design criteria and execution conditions for electric wiring and
installations in buildings.

Electrical installations in buildings - Part 1 : Definitions.
Electrical installations in buildings - Part 2 : Basic principle’s.

Electrical installations in buildings - Part 3 : Evaluation of general
properties.

Electrical installations in buildings - Part 4 : Protection for safety.

Electrical installations in buildings - Part 5 : Selection and
installation for electrical fittings.

Electrical installations in buildings - Part 6 : Verification

Electrical installations in buildings - part 7 : Requirements for
special installations or special sites.

AIDMO TC 3 Cars, vehicles and their accessories

200 /1983

33271998

337 /1986

551/1985

1113 /1996

Road vehicles — Braking of automotive vehicles and their trailers
—Vocabulary.

Fork lift trucks — Arm of fork of hook-on type for arms- Vocabulary
Road vehicles — Passenger car wheels- Test methods.
Road vehicles — Vocabulary and definitions.

Road vehicles - Safety requirements for transport vehicles of
flammable liquids and fuels.
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AIDMO Standards arranged according to Technical Commitees

Code Title

1114 /1996 Road vehicles - General requirements.

116571998 Motor vehicles - Wheels/rims - Designation, identification, labelling
and measuring units.

1268 /2000 Passenger cars -test methods for road wheels

1304 /12000 Normative classification and standards for car service greases

AIDMO TC 3. Environment protection from pollution

1029 /1992  Quality of liquid water coming from petroleum refineries -
Determination of suspended organic matters extracted by hexane.

1030 /1992 Aluminium and aluminium alloys - Aluminium castings of T shape.

IEC TC 38

428 /1978 Voltage transformers

429 /1978 Current transformers

1170 / 1998 Power transformers fo dry type.

1218 11998  Guide for power loading of dry transformers

1232 /2000 Terminology of measurement transformers — voltage transformers,
current transformers

ISOTC 39 Machine tools

574 /1984 Test code for machine tools.

ISO TC 471  Pulleys and belts (including veebelts)

517 /1983 Conveyor belts — width and lengths.

ISO TC 45  Rubber and rubber products

305/1976 Rubber — Vocabulary and technical definitions.
1148 /1996 Shoes heels and soles made of rubber

1308 /2000 Rubber separators between concrete walls




AIDMO Standards arranged according to Technical Commitees

Code Title
ISO TC 46  Information and documentation

520/1984 Documentation — Presentation of scientific and technical reports.

521/1998 Documentation ~ International Standards Book Numbering (ISBN)

52271984 Documentation — Title-leaves of a book.

523 /1984 Documentation — Index of a publication

524 /2000 Documentation -Bibliographic references- content, form and
structure

525/1984 Documentation — Abstracts for publications and documentation.

526 /1984 Documentation — Contents list of periodicals.

527 /1984 Documentation — Presentation of periodicals.

528 /1984 Documentation — International code for the abbreviations of titles
of periodicals.

529/1984  Presentation of contributions to periodicals.

530/1984  Bibliographic strips.

568 /1985 Information and documentation — Vocabulary — Section 3a :
Acquisition, identification, and analysis of documents and data.

569/1984 Directories of libraries, information and documentation centers.

57071984 Documentation — Numbering of divisions and subdivisions in
written documents.

57171985 Documentation and information — Vocabulary Part 6
Documentary languages.

57271984 International library statistics.

578 /1988 Documentation — Guidelines for the establishment and
development of monolingual thesauri— Second edition.

581/1998 Documentation — International Standard Serial for technical
reports.

582/1984 Documentation — Presentation of translation.

586 /1985 Documentation — Abstract sheets in serial publications.

590/1985 Documentation and information — Vocabulary — Part 11 : Audio
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AIDMO Standards arranged according to Technical Commitees

.Code Title

591/1985 Documentation and information — Vocabulary —Part 1 : Basic
concepts.

592 /1985 Documentation and information — Vocabulary —Part 2 : Traditional
documents.

642 /2000 Codes for the representation of names of countries and languages

643 /2000 Information technology -vocabulary- part 1: fundamental
terms(updating of Arab standard: 643-1985)

668 /2000 Information and documentation-structure for exchange of
information (updating of Arab standard: 668: 1985)

670 /2000 Micrographics -vocabulary- part 1: General terms

70971986 Data processing — Vocabulary- Part 09 : Data communication.

710/1986 Data processing — Vocabulary — Section 05 : Presentation of data.

795/1986 Documentation — Guidelines for the establishment and
development of multilingual thesauri.

811/1986 Documentation — Bibliographic filing principles

866 /1987 - Documentation — spine titles on books and other publications.

867 /1986 Documentation- Presentation of title information of series.

868 /1986 Layout key for trade documents.

878 /1986 Documentation — Methods for examining documents, determining
their subjects, and selecting indexing terms.

879/1986 Microfilming of press cuttings — Part 1 : 16 mm silver-gelatin type
roll microfilm.

880 /1987 Microfilming of press cuttings — Part 2 : A6 size microfiche

881/1987 Documentation — Headers for microfiche of monographs and
serials.

882 /1987 Micrographics — vocabulary — Part 03 : Film processing.

883/2000 Micrographics -vocabulary- part 2: image positions and methods of
recording (updating of Arab standard: 883:1987)

884 /1987 Information processing — Guidelines for the documentation of
computer — based application systems

971/1988 Documentation - International Standard Recording Code (ISRC)

072 /1988 Documentation - Présentation of theses and similar documents
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AIDMO Standards arranged according to Technical Commitees

Code Title

999 /1988 Micrographies - Vocabulary - Part 05 : Quality of images, legibility
and inspection

1000 /1988  Documentation - Bibliographic description of contributes to
periodicals and books.

1001 /1988  Vocabulary for information processing systems - Part 18 :
Distributed data processing.

1002 /1988  Vocabulary for information processing systems - Part 06 -
Preparation and handing of data.

1182 /1998 Information and documentation - Paper for documents -
Requirements for permanence

1283 /2000 Information processing systems-Vocabulary-Part3: Equipment
technology

1284 /2000  Information processing systems-Vocabulary-Part5 :
Representation of data

1285/2000 Information processing systems-Vocabulary-Part 11: Processing
units

1286 /2000 Ergonomic requirement for office work with visual display terminals
(VDTS)-Part 1: General introduction

1287 /2000 Ergonomic requirement for office work with visual display terminals
(VDTS)-Part 2: Guidance on task requirements

1288 /2000 Information technology-Software life cycle processes

1289 /2000 Information technology-Specification and standardization of data
elements- Part 5: Designation and identification principles for data
elements

1290 /2000 Information technology- Vocabulary: Part 7: computer
programming

1291 /2000 Codes for the representation of currencies and funds

1293 /2000 Industrial process measurement control functions and
instrumentation —symbolic representation- Part 1: Basic
requirements

1294 /2000  Technical drawings- Coding and referencing systems for building
and civil engineering drawings and associated documents

1295 /2000 Industrial process measurement control functions and
instrumentation —symbolic representation- Part 4: Basic symbols
for process computer

ISOTC 58  Gas cylinders
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AIDMO Standards arranged according to Technical Commitees

Code Title

116 /1985 Gas cylinders for medical use —Marking for identification of content.
12971973 Cylinder for commercial liquified butane of 26.2 litres

32711977 Pressure regulators for household appliances using liquefied
butane propane gases.

44211982 Gas cylinders for industrial use — Marking for identification of
content.

ISO TC 60 Gears

188 /1985 Straignt bevel gears- Information to be given to the manufacturer
by the purchaser in order to obtain the gear required.

236/1985 Cylindrical gears - Information to be given to the manufacturer by
the purchaser in order to obtain the required gear.

ISO TC 84  Medical devices for injections

1139 /1996 Sterile bypodermic insulin syringes and needles for single use.

1140 /1996  Test methods of sterile hypodermic insulin syringes and needles
for single use.

1141 /1996  Conical fittings with 6% (Luer) taper for syringes, needles and
certain other medical equipment - Part 1 : General requirement
and test methods.

ISOTC 86  Refrigeration and air-conditioning

109 /1972 Performance requirements of household refrigerators.

110/1972 Special low temperature compartments for the storage of frozen
foodstuffs. In Household refrigerators.

205 /1976 Evaporative air coolers.
409 /1978  Air-conditioning units

44171982 Household refrigerators — Methods of test for the information of
the consumer.

1191 /1998 Commercial refrigrated cabinets - Technical specifications -
General requierments.

1192 /1998 Commercial refrigrated cabinets - Technical specifications -
Particular requirements..
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AIDMO Standards arranged according to Technical Commitees

Code Title

1193 /1998 Commercial refrigrated cabinets - Testing methods

1194 / 1998 Commercial refrigrated cabinets - Testing methods-Calculation of
linear dimension, areas and volumes.

1195 /1998  Refrugerating units - Safety requirements.

1196 /1998 Testing of refrigerating systems.

1269 /2000 Performance data of refrigerating compressors
1271 /2000 Capacity testing of refrigerating systems

1275 /2000 Electrical fans and accessories: performance and composition

ISO TC 89

1221 /2000 Wooden doors

1222 12000 Wooden windows

ISO TC 92  Fire safety

11271972 Fire resistance tests of sturctures

ISO TC 707 Continous mechanical handing equipment

204 /1974 Continuous mechanical handling equipment—General rules for
safety requirements.

205/1985 Continuous mechanical handing equipment— Light duty belt
converyors for loose bulk materials.

206 /1985 Continuous mechanical handling equipment for loose bulk
materials — Apron conveyors.

207 /1975 Continuous mechanical handling equipment for unitloads — safety
require;ents for overhead twin rail chain conveyors (power and
free movement).

208 /1975 Continuous mechanical handling equipment for unitloads — Safety
require;ents for overhead monorail chain conveyors.

209 /1975 Continuous mechanical handing equipment for loose bulk
materials — Safety requiree;nts for vibrating feeders and conveyors
shaking or reciprocating feeders and oscillating conveyors.
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AIDMO Standards arranged according to Technical Commitees

Code Title

21071985 Continuous mechanical handling equipment for loose bulk
materials —Oscillating and shaking conveyors or reciprocating
conveyors with tubular trough.

338 /1977 Continuous mechanical handling equipment— Transfer points —
Safety code.

ISO TC 702 Iron ores and direct reduced iron

1155 /1996 Iron alloys - Sampling and sample preparation - General rules.

ISOTC 706 Artdentaire

352 /1977 Toothpaste.

353 /1977 Dental mercury

[ISO TC 707 Metallic and other inorganic coatings

202 /1985 Surface treatment and metallic coatings — General classification of
terms.

ISO TC 7123 Paliers lisses

331/1985 Plain bearings made from sintered material - Dimensions and
tolerances

ISO TC 136 Furniture

1143 /1996 Metal furniture for office work

ISO TC 137 Sizing system, designations and marking for boots
and shoes - STAND-BY

391 /1977 Fundamental characteristics of a system of shoe sizing to be
known as mondopoint.

ISO TC 138 Plastics pipes, fittings and valves for the transport of
fluids

2711971 Pipes of plastic materials for the transport of fluids —Outside
diameters and nominal pressures —Part 1 : Metric series.
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AIDMO Standards arranged according to Technical Commitees

Code Title

28/1971 Pipes of plastic materials for the transport of fluids —Qutside
diameters and nominal pressures — Part 2 : Inch series.

29/1971  Pipes and fittings of plastic materials — Socket fittings for pipes
under pressure — Basic dimensions - Metric series.

30/1971 Pipes and fittings of plastic materials — Socket fitting for domestic
purposes and for industrial waste pipes — Basic dimensions -
Metric series.

ISOTC 71563 Valves

341 /1977 Ordinary water taps.

ISO TC 154 Processes, data elements and documents in
commerce, industry and administration

203 /1974 Writing of calendar-dates in numeric forms.

531/1984 Numbring of weeks.

ISO TC 776 Quality management and quality assurance

900-1/2000 Quality management and quality assurance: Part1: guidelines for
selection and use

9000 / 1994  Quality management and quality assurance standards - Guidelines
for selection and use

9001 /1994  Quality systems - Model for quality assurance in design,
development, production, installation and servicing.

9002 /1994 Quality systems - Model for quality assurance in production,
installation and servicing.

9003 /1994  Quality systems - Model for quality assurance in final inspection
and test.

9004 / 1994  Quality management and quality systems elements - Guidelines.

9005 /1994  Quality - Vocabulary.

ISO TC 207 Environmental management

14001 /1998 Environmental management systems - Guidance for use.

14004 /1998  Environmental management systems - General guidelines on
principles, systems and supporting techniques (ISO 14004).
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AIDMO Standards arranged according to Technical Commitees

Code Title

14011 /1998  Guidelines for environmental auditing - Audit procedures - Auditing
of environmental management systems (ISO 14011)

14012 /1998  Guidelines for environmental auditing - Qualification criteria for
environmental auditors (ISO 14012)

135



KRR SAA LS SOt b A ARG c e s i B AR YT VPR PN

SEN e .




£



ICS Index

01

01.020
01.040
01.060
01.070
01.075
01.080
01.100
01.110
01.120

01.140 .

03

03.020
03.040
03.060
03.080
03.100
03.120
03.140
03.160
03.180
03.200

138

GENERALITIES. TERMINOLOGY. STANDARDIZATION.
DOCUMENTATION

Terminology (principles and coordination)
Vocabularies
Quantities and units

Color coding

Graphical symbols

Technical drawings

Technical product documentation
Standardization. General rules
Information sciences. Publishing

SOCIOLOGY. SERVICES. COMPANY ORGANIZATION AND
MANAGEMENT. ADMINISTRATION. TRANSPORT

Sociology. Demography

Labour. Employment

Finances. Banking. Monetary systems. Insurance
Services

Company organization and management

Quality

Patents. Intellectual property

Law. Adminstration

Education

Leisure. Tourism



ICS Index
03.220
03.240
07
07.020
07.030
07.040
07.060
07.080
07.100
11
11.020
11.040
11.060
11.080
11.100
11.120
11.140
11.160
11.180
11.200
11.220
13

139

Transport +
Postal services

MATHEMATICS. NATURAL SCIENCES
Mathematics

Physics. Chemistry

Astronomy. Geodesy

Geology. Meteorology. Hydrology

Biology. Botany. Zoology

Microbiology

HEALTH CARE TECHNOLOGY

Medical sciences and health care facilities in general
Medical equipment

Dentistry

Sterilization and disinfection

Laboratory medicine

Pharmaceutics

Hospital equipment

First aid

Aids for disabled or handicapped persons

Birth control. Mechanical contraceptives .
Veterinary medecine

ENVIRONMENT. HEALTH PROTECTION. SAFETY



ICS Index
13.020
13.030
13.040
13.060
13.080
13.100
13.110
13.120
13.140
13.160
13.180
13.200
13.220
13.230
13.240
13.260
13.280
13.300
13.310
13.320
13.340
17

140

Environment protection
Solid Wastes

Air quality

Water quality

Soil quality. Pedology

Occupational safety. Industrial hygiene
Safety of machinery

Domestic safety

Noise with respect to human beings
Vibration and shock with respect to human beings
Ergonomics

Accident and disaster

Protection against fire

Explosion protection

Protection against excessive pressure
Protection against electric shock
Radiation protection

Protection against dangerous goods
Protection against crime

Alarm and warning systems
Protection equipment

METROLOGY AND MEASUREMENT. PHYSICAL PHENOMENA



ICS Index
17.020
17.040
17.060
17.080
17.100
17.120
17.140
17.160
17.180
17.200
17.220
17.240
19

19.020
19.040
19.060
19.080
19.100
19.120
21

21.020
21.040

Metrology and measurement in general

Linear and angular measurements

Measurement of volume, mass, density, viscosity
Measurement of time, velocity, acceleration, angular velocity
Measurement of force, weight and pressure

Measurement of fluid flow

Acoustics and acoustic measurements

Vibration, shock and vibration measurements

Optics and optical measurements

Thermodynamics and temperature measurements
Electricity. Magnetism. Electrical and magnetic measurements
Radiation measurements

TESTING

Test conditions and procedures in general

Environemental testing

Mechanical testing

Electrical and electronic test and measuring equipment
Non-destructive testing

Particle size analysis. Sieving

MECHANICAL SYSTEMS AND COMPONENTS FOR GENERAL
USE

Characteristics and design of machines, apparatus, equipment

Screw threads

(,L



ICS Index
21.060
21.080
21.100
21.120
21.140
21.160
21.180
21.200
21.220
21.240
21.260
23

23.020
23.040
23.060
23.080
23.100
23.120
23.140
23.160
25

25.020

142

Fasteners
Hinges, eyelets and other articulated joints
Bearings

Shafts and couplings

Seals, glands

Springs

Housings, enclosures, other machine parts
Gears

Flexible drives and transmissions
Rotary-reciprocating mechanisms and their parts
Lubrivation systems

FLUID SYSTEMS AND COMPONENTS FOR GENERAL USE
Fluid storage devices

Pipeline components and pipelines

Valves

Pumps

Fluid power systems

Ventilators. Fans, Air-conditioners

Compressors and pneumatic machines

Vacuum technology

MANUFACTURING ENGINEERING

Manufacturing forming processes



ICS Index
25.040
25.060
25.080
25.100
25.120
25.140
25.160
25.180
25.200
25.220
27
27.010
27.020
27.040
27.060
27.080
27.100
27.120
27.140
27.160
27.180
27.200

143

Industrial automation systems

Machine tool systems

Machine tools

Cutting tools

Chipless working equipment

Hand-held tools

Welding, brazing and soldering

Industrial furnaces

Heat treatment

Surface treatment and coating

ENERGY AND HEAT TRANSFER ENGINEERING
Energy and heat transfer engineering in general
Internal combustion engines

Gas and steam turbines. Steam engines
Burners. Boilers

Heat pumps

Power stations in general

Nuclear energy engineering

Hydraulic energy engineering

Solar energy engineering

Wind turbines and other alternative sources of energie

Refrigerating technology

b 4



ICS Index
27.220
29
29.020
29.030
29.035
29.045
29.050
29.060
29.080
29.100
29.120
29.140
29.160
29.180
29.200
29.220
29.240
29.260
29.280
29.300
31
31.020

Heat recovery. Thermal insulation
ELECTRICAL ENGINEERING

Electrical engineering in general

Insulation materials

Electrical wires and cables
Insulation

Components for electrical equipment

Electrical accessories

Lamps and related equipment

Rotating machinery

Transformers. Reactors

Rectifiers. Converters. Stabilized power supply
Galvanic cells and batteries

Power distribution networks

Electrical equipment for working in special conditions
Electric traction equipment

Electric oscillation

ELECTRONICS

Electronic components in general



ICS Index
31.040
31.060
31.080
31.100
31.120
31.140
31.160
31.180
31.200
31.220

31.240
31.260
33

33.020
33.040
33.060
33.080
33.100
33.120
33.140
33.160

33.180

145

Resistors ¥
Capacitors

Semi-conductor devices

Electronic tubes

Electronic display devices
Piezoelectric devices

Electric filters

Printed circuits and boards
Integrated circuits. Microelectronics

Electromechannical components for electronic and
telecommunications equipment

Mechanical structure for electronic equipment

Optoelectronics. Laser equipment A
TELECOMMUNICATIONS. AUDIO AND VIDEO ENGINEERING
Telecommunications in general

Telecommunications systems

Radiocommunications

Integrated Services Digital Network (ISDN)

Electromagnetic compatibility (EMC)

Components ans accessories for telecommunication equipment

Special measuring equipment for use in telecommunications

Equipment and systems in the field of audio oran video .
engineering

Fibre optic communications



ICS Index
33.200
35
35.020
35.040
35.060
35.080
35.100
35.110
35.140
35.160
35.180
35.200
35.220
35.240
35.260
37
37.020
37.040
37.060
37.080
37.100
39

146

telecontrol. Telemetering
INFORMATION TECHNOLOGY. OFFICE MACHINES
Information technology (IT) in general
Character sets and information technology
Languages used in information technology
Software development and system documentation
Open systems interconnection (OsSlI)
Networking

Computer graphics

Microprocessor systems

IT terminal and other peripheral equipment
Interface and interconnection equipment
Data storage devices

Applications of information technology
Office machines

IMAGE TECHNOLOGY

Optical equipment

Photography

Cinematography

Document imaging applications

Graphic technology

PRECISION MECHANICS. JEWELLERY



ICS Index

39.020 Precision mechanics

39.040 Horology

39.060 Jewellery

43 ROAD VEHICLE ENGINEERING

43.020 Road vehicle in general

43.040 Road vehicle systems

43.060 Internal combustion engines for road vehicles
43.080 Commercial vehicles

43.100 Passenger cars. Caravans and light trailers
43.120 Electric road vehicles and their components
43.140 Motorcycles and mopeds

43.150 Cycles

43.160 Special purpose vehicles

43.180 Diagnostic, maintenance and test equipment
45 RAILWAY ENGINEERING

45.020 Railway engineering in general

45040 Materials and components for railway engineering
45 060 Railway rolling stock

45.080 Rails and railway components

45.100 Cableway equipment

45120 Equipment for railway / cableway construction and maintenance
47 SHIPBUILDING AND MARINE STRUCTURES

147



ICS Index
47.020
47.040
47.060
47.080
49
49.020
49.025
49.030
49.035
49.040
49.045
49.050
49.060
49.080
49.090
49.100
49.120
49.140
53
53.020
53.040
53.060

148

Shipbuilding and marine structures in general
Seagoing vessels

Inland navigation vessels

Small craft

AIRCRAFT AND SPACE VEHICLE ENGINEERING
Aircraft and space vehicles in general
Materials for aerospace construction
Fasteners for aerospace construction
Components for aerospace construction
Coating and related processes used in aerospace industry
Structure and structure elements

Aerospace engines and propulsion systems
Aerospace electric equipment and systems
Aerospace fluid systems and components
On-board equipment and instruments
Ground service and maintenance equipment
Cargo equipment

Space systems and operations

MATERIALS HANDLING EQUIPMENT
Lifting equipment

Continuous handling equipment

Industrial trucks



ICS Index

53.080 Storage equipment

53.100 Earth-moving machinery

53.120 Equipment for manual handling

55 PACKAGING AND DISTRIBUTION OF GOODS
55.020 Packaging and distribution of goods in general
55.040 Packaging materials ans accessories
55.060 Spools. Bobbins

55.080 Sacks. Bags

55.100 Bottles. Pots. Jars

55.120 Cans. Tins. Tubes

55.130 Aerosol containers

55.140 Barrels. Drums. Canisters

55.160 Cases. Boxes. Crates

55.180 Freight distribution of goods

55.200 Packaging machinery

55.220 Storing. Warehousing

55.230

59 TEXTILE AND LEATHER TECHNOLOGY
59.020 Processes of the textile industry

59.040 Textile auxilary materials

59.060 Textile fibres

59.080 Products of the textile industry

149
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Forward

Standardization is considered as one of the most 1mportant
indicators for development. Its new_scopes reflects the scientific
development and enhances the process of technology transfer.
Standardization has many advantages, but in general, it protects the
consumer and the national economic interests and ensures compatibility
between producers on the national, regional and international levels.

Standardization plays a vital role in the different aspects of
development activities and enhances the development of all aspects of
science, technology, industry and trade. Also standardization facilitates
the exchange of goods at regional and international levels and also it
helps in the industrial integration and coordination. Therefore,
harmonization of standards at all levels is essential.

Hence a center of standardization and metrology was established
within the framework of the Arab Industrial Development and Mining
Organization (AIDMO) to promote coordination in the field of
standardization in the Arab countries. The objectives of this center
include the following:

a) Standardization of codes, symbols, technical terms, definitions,
technical classifications, methods of examination, analysis and
measurement.

b) Issuing unified Arab standard specifications for materials, raw
materials, products, equipment and codes of practice, all in the
Jight of international specifications while taking into consideration
Arab circumstances.

¢) Training and qualifying Arab cadres in the field of specifications,
measurements, quality control, and analysis and test methods.

d) Issuing approving and registering of marks and symbols which
indicate the conformity of materials, commodities, raw materials,
products, machinery and equipment, to the Arab standards
specifications, as well as issuing the systems related to the
conditions for the use of the signs of conformity.

e) Helping the Arab countries to establish their own national
standardization bodies and to promote the development of these
bodies for the protection of the consumer and improvement of

quality.



The high consultative committee for standardization was established
to help AIDMO Center of Standardization. This committee which is
composed of the general directors of the Arab National Standards Bodies
meets twice a year. The main duties of this committee are the
establishment, amalgamation or cancellation of Arab regional Technical
Committees, the adoption of their working programs, and the adoption of
the Final Drafts of AIDMO Standards which will be adopted by the
Ministerial Council as unified Arab Standards (AIDMO) / Standards).

This catalogue contains all AIDMO Standards issued up to the year
2000, and we hope that it will be a useful tool for all parties concerned in
industry, trade and for all the workers in the field of standardization and
metrology.

The catalogue includes a number of indexes, namely, numerical
index of AIDMO standards, technical committee index, international
classification system (ICS) index, subject index and alphabetical index.

We believe that this Catalogue will serve the interests of different
economic aspects of all parties concerned in the Arab region.

Director General

Talat Aldafer
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Numerical index

Title Technical Commitee

Cdde
171986 S| units and recommendations for the use of their ADMO TC 7
multiples and of the multiples certain other units
2/1971 Drinking water and the standard methods for testing ~ APMOTC 4
and analysis
3/1971 Safety matches AIDMO TC 22
471971 Portabel carbon dioxide fire extinguishers AIDMO TC 17
5/1985 mono superphosphate fertilizer. AIDMO TC 1
6/1986 Calcium ammonium nitrate (CAN) fertilizer AIDMO TC 1
711971  Grey cotton yarns — Combed and carded. AIDMO TC 23
871971 Kerosine stoves working under pressure and their parts ADMOTC 28
9/1971 International Electrotechnical vocabulary (Group AIDMO TC 10
5,10,15,20,35,40,45)
1071971 Vocabulary and technical definitions foriron—Part|: ADMOTC 15
Steel making.
11/1985 White sugar ADMOTC 3
1271971 Non-alcoholic carbonated beverages ADMOTC 3
13/1971 White absorbent cotton for medical use AIDMO TC 23
14 /1971 Ordinary portiand cement 160/240 AIDMO TC 12
15/1971 White portland cement AIDMO TC 12
1671996 Sizes and Standard dimensions for writing paper AIDMOTC 21
17 /1971  Classification of copper. AIDMO TC 22
18/1971 Classification of Brasse, [leaded brasse, special ADMO TC 22
brasse, and high tensile brasse].
1971971 Classification of bronzeftin bronze and special tin AIDMO TC 22
bronze]
20/1971 Classification of aluminium bronze and special AIDMO TC 22
aluminium bronze.
2171971 Classification of copper-[nickel alloys]. AIDMO TC 22
2271971 Classification of copper-[nickel -zink alloys]. AIDMO TC 22
23/1971 Copper tubes of circular section-dimensions in Metric ~ APY° TC 15

system.



Numerical index

Title Technical Commitee

Code
2471971 welded and seamless Steel pipes for gas, water and ~ APMOTC 15
sewage
2571971 Steel tubes ~ Outside diameters AIDMOTC 15
2671971 Steel tubes- (thickness). AIDMO TC 15
2771971 Pipes of plastic materials for the transport of fluids ISOTC 138
—Outside diameters and nominal pressures —Part 1 :
Metric series.
2811971 Pipes of plastic materials for the transport of fluids ISoTC 138
—Outside diameters and nominal pressures - Part 2 :
Inch series.
2971971 Pipes and fittings of plastic materials — Socket fittings ~ 'SOTC 138
for pipes under pressure — Basic dimensions - Metric
series.
3071971 Pipes and fittings of plastic materials — Socket fitting for 'S0TC 138
domestic purposes and for industrial waste pipes —
Basic dimensions - Metric series.
3171971 Paints and varnishes - Zinc oxide for paints. AIDMOTC 13
32/1986 Paints and varnishes - Lithopone pigments for paints — ADPMOTC 13
Specifications anf methods of test
33/1986  Paints and varnishes - Paints and varnishes — Red lead APMOTC 13
for paints
3471986  Paints and varnishes - White lead pigments for paints ADMOTC 13
35/1986 Paints and varnishes — Titanium dioxide AIDMOTC 13
36/1986 Paints and varnishes - Ultramarine pigments for paints ADMOTC 13
3771986 Paints and varnishes - Linseed stand oils for paints and ADMOTC 13
varnishes — specifications and methods of test
38/1971  Fresh fruits and vegetables - sampling. AIDMOTC 4
39/1982  Hermetically sealed metal cans for food and drinks—  ADMOTC 19
Specifications.
40 /1971 Safety colours. ADMO TC 17
4171986  Petroleum products - Petroleum measurement tables,  ADMOTC 18
43/1971  Hyperdermic needles. ADMOTC 7
4411987  Medical syringes (with glass barrels) ADMOTC 7
4571971 Manometers for instruments for measuring ADMOTC 7

Ag
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46 /1985 Clinical thermometers(mercury -glass, with maximum AIDMO TC 7
tempreturedevice)

4712000 Alternating current meters — methods of sampling and APMOTC 7

testing

4811985 Cylindrical weights from 1g to 50 kg (medium accuracy AIDMO TC 7
or M2 class).

49 /1971 Parallele-piped weights from 5 to 50 kg(medium AIDMO TC 7

accuracy class).

50/1982 Weights of accuracy classes B1, B2, F1, F2, %1 from ADMOTC 7

50 kg to 1 mg
51/1972 Edible olive oil. ADMOTC 4
52/1986 Edible cottonseed oil. AIDMOTC 4
53/1987 Hydrogenated vegetable oils (vegetable ghee) AIDMO TC 4
54 /1972 Standard methods for testing vegetable cils. ADMO TC 4
55/1972 Honey ADMOTC 3
56 /1972 Macaroni ADMOTC 4
57 /1972 Tomato products. ADMOTC 3
58 /1972 (Canned fish. AIDMOTC 3
59/1972 Canned shrimps ADMOTC 3

60/1972 Oleaginous seeds — Reduction of contract samples to AIDMOTC 4
samples for analysis

61/1985 Labels of prepackaged and canned food ADMOTC 3
62 /1972 Gauze medical bandage. AIDMO TC 23
63/1972 Light and heavy absorbent ribbon cotton gauze ADMOTC 23
64 /1972 Unbleached calico bandage. ADMO TC 23
65/1972 Light and heavy absorbent gauze AIDMOTC 23
66 /1972 White absorbent lint AIDMOTC 23

67/1972 Standard methods for testing medical cotton dressing.  A°VC TCc 3

68/1972 Sizes of knitted underwear products. AIDMOTC 23
69/1972 Hand-made carpets of all wool pile. ‘ AIDMO TC 23
7011972 Wool and blended blankets. AIDMOTC 23
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7171985 Petroleum Products — Kerosine. ADMOTC 18

7311994  Petroleum Products — Determination of flash and fire ~ AIPMOTC 18
points by Cleveland open cup.

74 /1972 Petroleum Products — Determination of pour point AIDMOTC 18
7511972 Petroleum Products — Viscosity by Redwood method ~ ABDMOTC 18

76 /1972 Petroleum Products — Determination - colour by AIDMOTC 18
Lovibond tintometer.

7711972 Petroleum Products — Determination of sybolt colour by APMOTC 18
sybolt chromometer method.

7811972  Commercial bolts. IsOTC 2
7911972  Screw threads , and nuts. 8O TC 1
80/1972 Commercial nuts IsoTC 2
81/1972 Machine screws. ISOTC 2
82/1972 Grub screws ISO TC 2
83/1972 High tensile bolts and nuts. ISOTC 2
84 /1972 Tensile testing of steel. AIDMOTC 15
85/1972 Bend test for steel. AIDMOTC 15
86/1985 Charpy impact test for steel (U-notch) ADMOTC 15
87 /1972 |mpact test for steel [Izod method)]. AIDMOTC 15
88/1987 Metallic materials —Hardness test- Brinell Method. AIDMOTC 15
89/1985 Rockwell hardness test for steel (B and C scales) . AIDMO TC 15
90 /1972 Vickers hardness test for steel . AIDMOTC 15
9171972 Verification and standardization of Brinell hardness AIDMO TC 7

reference blocks for the calibration of brinell hardness
testing machines.

92/1972  Verification and standardization of Vickers hardness =~ APMOTC 7
reference blocks for the calibration of vickers hardness
testing machines.

93/1988 Verification and standardization of “Rockwell (B)” AIDMO TC 7
hardness, reference blocks for the calibration of
“Rockwel (B)” hardness testing machines.
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94 /1988 Verification and standardization of “Rockwell (C)” AIDHOTC 7
hardness reference blocks for the calibration of
“Rockwell (C)” hardness testing machines.

95/1972 Structural steel. AIDMOTC 15

96 /1972 Part 1: Structural steel sections Dimensions and AIDMO TC 15
properties of hot-rolled steel sections of equale sides.

97 /1972 Part 2 : Structural steel sections dimensions and AIDMOTC 15

properties of hot-rolled steel sections of unequal sides
98 /1972 Cast iron pipes special castings and cast iron parts for AIDMO TC 15

pressure mainlines.

99/1972 Cast iron sanitary pipes and fittings for waste waterand APMOTC 15

ventilation.
100 /1972  Types of electrolytic copper . AIDMO TC 22
101/1972 Asbestos-cement sheets for roofing and cladding. AIDMOTC 12
102 /1972 Asbestos-cement corrugated sheets for roofing and ADMOTC 12
cladding.
103/1972 Asbestoc-cement flat sheets. ADMOTC 12
104 /1972 Asbestos-cement. Pipes for building and sanitary AIDMO TC 12
purposes.

105/1972  Asbestos-cement pipe fittings for buildings and sanitary APMOTC 12
purposes.

106/ 1972  |dentification colours for pipes conveying fluide inliquid 'S0T¢ 8
or gaseous condition in land installations or on board
ships.

107 /1972 Swithces for domestic purpose AIDMOTC 29

108/1972 Safety requirements for electric heaters. AIDMO TC 26

109/1972 Performance requirements of household refrigerators.  S07¢

110/1972 Special low temperature compartments for the storage IsoTC 86
of frozen foodstuffs. In Household refrigerators.
111/1972 Design criteria and execution conditions for electric AIDMOTC 30
wiring and installations in buildings.
ISO TC 92

112/1972  Fire resistance tests of sturctures

113/1988 Indicating manometers, vacum-meters, mano-vacum-  APMOTC 7
meters — ordinary tools. ’
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114 /1988 Registering manometers, vacum-meters, mano-vacum- ADMOTC 7
meters — ordinary tools.

11571985 Optical pyrometers of the disappearing filament type ~ APMOTC 7

116 /1985 Gas cylinders for medical use —Marking for IsOTC 58
identification of content
117 /1982 Paper and board — Sizes of folders and files. ADMOTC 21
11871972  Standard machine drawing practice — lines and AIDMO TC 20
projections.
119/1973 Wheat flour 72%. ADMO TC 4
120/1986 Edible groundnut (arachis) oil AIDMOTC 4
121/1973  Milk and milk products ADMOTC 3
122 /1973 Cardamoms. AIDMO TC 4
12371985 Black pepper and white pepper, whole and ground. AIDMOTC 4
124 /1986 Edible sesame seed oil. ADMOTC 4
125/1986 Edible soya bean oil. ADMOTC 4
126 /1973 Canned pineapples ADMOTC 3
127 /1998  Ammonium sulphate fertilizer ADMOTC 1
128 /1973 Razor blades ADMOTC 15

129/1973  Cylinder for commercial liquified butane of 26.2 litres ~ 'SOTC 58

130/1973 Burettes ADMOTC 7

131-1/1985 Laboratory glassware-GraduatedPipettes — General AIDMOTC 7
requirements

131-4/1985 | aboratory glassware —Graduated pipettes - Blow-out ~ ADMOTC 7
pipettes.

131-3/1985 Laboratory glassware —Graduated pipettes- Pipettes for ADMOTC 7
which a waitting time of 15 s is specified.

131-2/1985 Laboratory glassware — GradualedPipettes — Pipettes ~ ADMOTC 7
for which no waiting time is specified

132/1985 Laboratory glassware —one-mark pipettes el S

133-1/1986 Laboratory glassware —Density hydrometers for general APMOTC 7
purposes- Part 1 : conditions.
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133-2/1986 Laboratory glassware —Density hydrometers for general AIPMOTC 7
purposes —Part 2: Test methods and use.

134/1973 Interchageable spherical ground glass joints. ADMOTC 7
135/1973 Conical glass joints ADMOTC 7

136 /1985 Test sieves ~Woven metal wire cloth, perforated plate 'S°T¢ 24
and electroformed sheet —Nominal sizes of openings.

13771973  Pictorial markings for handling of goods (General AIDMOTC 19
symbols).

138/1973 Dimentions andratings of freight Containers. AIDMOTC 19

13971973  Pictorial marking of transit packages containing AIDMOTC 19

photographic materials sensitive to radiant energy.
140 /1973 Marking of freight containers - series 1. ADMOTC 19

141/1973 Crude vegetable oils and fats — Preparation of contract ADPMOTC 4
samples for analysis.

142/1973 Crude vegetable oils and fats —Determination of acidity APMOTC 4

143/1973 Crude vegetable oils and fats —Determination of AIDMOTC 4
moisture and volatile matter.

144 /1973 Crude vegetable oils and fats —Determination of ADMOTC 4
insoluble impurities.

14571973 Oleaginous seeds —Determination of moisture and AIDMOTC 4
volatile matter.

146 /1973 QOleaginous seeds —Determination of acidity of oils. ADMOTC 4

147 /1973  Qil seed residues —Determination of oil content. AIDMOTC 4

148/1973  Qil seed residues —Determination of diethyl ether extract APMOTC 4
149/1973  Qil seed residues — Determination of total ash. ADMOTC 4

150/1973  Qil seed residues — Determination of ash insoluble in ~ ADMOTC 4
hydrochloric acid.

15171973  QOil seed residues —Determination of moisture and ADMOTC 4
volatile matter.

152/1973  Fruit and vegetable poducts —Determination of mineral APMOTC 3
impurities.

153/1973  Fruits and vegerable products —Determination of AIDMOTC 3
titratable acidity




P VS

Numerical index

Title Technical Commitee

Code

154 /1973  Fruit and and vegetable products — Determination of AIDMOTC 3
water-insoluble solids.

1565/1973 Cereals and cereal products —Determination of AIDMOTC 4
moisture content (Routine method.)

156/1973  Animal fats — Determination of moisture and volatile AIBHIONEC
matter.

157 /1973  Animal fats — Determination of insoluble impurities. ADMOTC 4

158 /1973  Animal fats —Determination of water- Entrainment ADMOTC 4
—distillation method.

15971973 Determination of flexural properties of rigid plastics. AIDMOTC 6

160 /1973 Determination of charpy-impact resistance of rigid AIDMOTC 6
plastics.

161/1973  Sampling of raw materials for paints and varnishes. AIDMOTC 13

162/1982  Liquid chemical products for industrial use — AIDMOTC 22
Determination of density at 20 degress C.

163/1987 Motor gasoline. AIDMO TC 18

165/1985 Petroleum products — Fuel oil ADMOTC 18

166 /1973 Petroleum Products ~Determination of sulphur in AIDMO TC 18
petroleum products by bomb method.

167 /1973  Petroleum products — Determination of tetraethyl lead ~ AIPMOTC 18
in gasoline by chlorate oxidation method.

168/1973 Petroleum products — Doctor’s test. ADMOTC 18

16971973 Petroleum Products —Determination of olefinic and AIDMO TC 18
aromatic hydrocarbons in petroleum distillates.

170/ 1987 Petroleum Products —Determination of existant gum in AIDMOTC 18
fuels by jet evaporation

17171994  Petroleum Products — Test methods of gasoline- AIDMOTC 18
Determination of oxidation stability of gasoline by
induction period method.

17211973  Petroleum products — Determination of flash point by =~ AbPMOTC 18
closed cup method Pensky-Marten’s .

17371973  Petroleum Products — Determination - Diesel index AIDMO TC 18

17411973 Water and sediments in crude oils and AIDMOTC 18
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175/1987 Petroleum products —Determination of distillation AIDMO TC 18
characteristics of petroleum products.

176 1 1987 Petroleum products —Detection of copper corrosion AIDMO TC 18
from petroleum products.

47711987 Technical drawings — Dimensioning- General principles, AIPMOTC 20
definitions, methods of execution and special

indications.
178 /1974 Writing paper. ADMO TC 21
17971974 Essential oils- Determination of the acid value. AIDMO TC 22
180 /1987 Taximeter ADMOTC 7
18171988 Liquid meters (except water) with measuring chambers. APMOTC 7
182 /1987 Standard current ratings ADMO TC 27
183 /1987 Standard voltages ADMO TC 27
184 / 1974 Unbleached calico ADMOTC 23
185/ 1974 Bleached calico AIDMOTC 23
186 /1974 Sizes of ready-made blouses for girls and women ADMOTC 23
187 /1974 Textile machinery and accessories — Combed and AIDMO TC 23

carded woolen cards [working width].
188/1985 Straignt bevel gears- Information to be given to the IS0TC 60

manufacturer by the purchaser in order to obtain the

gear required.

AIDMO TC 12

189 /1974 Concrete tests — Dimensions, tolerances and
applicability of test samples.

19071974 Determination of density of crude petroleum and liquid ADMOTC 18
petroleum products (hydrometer method)

191/1974 Testing of petroleum products - Determination of acidity APMOTC 18

and alkalinity

192 /1974 Testing of petroleum products - Determination of ash ~ APMOTC 18
from petroleum products containing mineral matters.

193/1974 Testing of petroleum products - Determination of ashin ADMOTC 18
grease.

194 /1974 Testing of petroleum products - Determination of AIDMOTC 18
bitumen solubility in carbon disulphide.
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Code

Title Technical Commitee

195/1974  Testing of petroleum products - Determination of Zinc ~ ADMOTC 18
in lubricating oils.

196 /1987 Determination of phosphorous in lubricating oil and AIDMOTC 18
petroleum additives.

19771974  Simple bend testing of steel sheet and strip less than3 AIPMOTC 15
mm thickness.

198 /1974 Bend test of steel tubes. AIDMO TC 15

199/1992  Paper-Holes for general filing purposes.[technical AIDMOTC 21
specification]

200/1983 Road vehicles — Braking of automotive vehicles and AIBMOTC 31
their trailers —Vocabulary.

201/1974 Vocabulary of terms relating to solid mineral fuels — IsoTC 277
[Terms relating to coke].

202/1985 Surface treatment and metallic coatings — General IS0TC 107
classification of terms.

20371974  Writing of calendar-dates in numeric forms. ISOTC 154

204 /1974 Continuous mechanical handling equipment—General 'SOT¢ 101
rules for safety requirements.

20571985 Continuous mechanical handing equipment— Light duty '$0T¢ 101

belt converyors for loose bulk materials.

206 /1985 Continuous mechanical handling equipment for loose ~ 'SOTC 101

bulk materials — Apron conveyors.

207 /1975  Continuous mechanical handling equipment for unit IsoTC 101

loads — safety require;ents for overhead twin rail chain
conveyors (power and free movement).

208/1975 Continuous mechanical handling equipment for unit IsoTe 10

loads — Safety require;ents for overhead monorail chain
conveyors.

209/1975 Continuous mechanical handing equipment for loose  'SOTC 101
bulk materials — Safety requiree;nts for vibrating
feeders and conveyors shaking or reciprocating feeders
and oscillating conveyors.

210/1985 Continuous mechanical handling equipment for loose  'SOTC 101
bulk materials —Oscillating and shaking conveyors or
reciprocating conveyors with tubular trough.

21171975 Onions. ADMOTC 4

11
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212 /1975 Pears. AIDMO TC 4
21371975 (Grapes ADMOTC 4
214 /1975 Cucumbers. AIDMO TC 4
21571975 Fresh tomatoes. ADMO TC 4
216 /1975 Potatoes. AIDMOTC 4
217 /1975 Aubergines. ADMO TC 4
218/1975 Vegetable marrow ADMOTC 4
219/1975 | actose. ADMOTC 4
220/1975 Edible safflower seed oil. ADMOTC 4
221/1985 Canned pacific salmon AIDMOTC 3
22211975 Methods of analysis for processed fruits and AIDMOTC 3

vegetables.
223/1975 Code of hygienic practice for dried fruits. AIDMOTC 4
224 /1975 Carpets — Determination of number of tufts and/or AIDMO TC 23
loops per unit length and per unit area.
225/1975 Carpets — Determination of the ratio of measured AIBMOITC s

surface pile density and measured pile fibre volume.

226 /1975 Carpets — Determination of mass of effective pile per ~ ADMOTC 23
unit area that can be shorn away from the backing.

22711975 Textile fibres — determination of linear density — AIDMO TC 23
Gravimetric method.

228/1975 Textiles Binary fibre mixtures — Quantitative chemical ~ APMOTC 13

analysis.
229/1975 Rapid hardening porttand cement AIDMO TC 12
230/1985 Split pins. ISO TC 2
231/1985 Assembly tools for screws and nuts — Tubular socket ~ SOTC 29
wrenches .
23271975 Light metals and their alloys — Brinell hardness test ADMOTC 2

233/1975 Wire screens and plate screens for industrial purpose— 'S0TC 24
Nominal sizes of apertures.

23471975 Light metals and their alloys — Vickers hardness test ADMOTC 2
(test loads) from 1 to 100 kg.F.)

12
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235/1975 Plain welded or seamless steel tubes — General table ~ AIPMOTC 15
of dimensions and masses per unit length

236/1985 Cylindrical gears - Information to be given to the ISOTC 60
manufacturer by the purchaser in order to obtain the
required gear.

23771998  Aluminium utensils. ADMOTC 2

238/1975 Casting of grey cast iron AIDMOTC 15

239/1975 Ballasts for fluorescent lamps. AIDMO TC 29

240 /1975 Tests on insulators of ceramic material or glass for AIDMOTC 10
overhead lines with a nominal voltage greater than
1000 v.

241/1975 Direct acting indicating electrical measuring instruments '=¢7¢ 13
and their accessories.

24271975 Tubular fluorescent lamps for general lighting service =~ AIDMOTC 29

243 /1975 Carbon dioxide AIDMO TC 22

24411975 Determination of sulphur in petroleum products by AIDMOTC 18
quartz tube methods.

245/1975 Determination of bromine number of petroleum AIDMOTC 18
products by colour indicator method.

246 /1975 Determination of smoke point for Petroleum products ~ APMOTC 18

247 /11975 Determination of aniline point for petroleum products. ~ AIPMOTC 18

24811987 Determination of carbon residue by Contradson AIDMOTC 18

249/1975 Determination of lead content of gasoline by volumetric APMOTC 18
chromate method.

250 /1975 Sampling of petroleum products for quantitatives AIDMOTC 18

251/1975 Determination of acid (inorganic) of petroleum products APPMOTC 18
(colour indicator titration method).

252/1985 Petroleum products — determination of softening point ~ADMOTC 18
of bituminous materials .

253/1975 Determination of salt content in crude petroleum andits APMOTC 18
products.

25411987 Petroleum waxes- Determination of congealing point ~ APMOTC 18

255/1975 Burning test — 24 hours for kerosine. AIDMOTC 18

13
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256 /1985 Petroleum products — Determination of penetration for  APMO TC 18
bituminous materials.

057 /1987 Vocabulary of Solid mineral fuel — Part 1:Terms IsoTC 27
relating to coal preparation.

25811975 Vocabulary of solid mineral fuels — Part 2 : Terms isoTCc 27
relating to coal sampling and analysis.

259/1985 Petroleum industry — Vocabulary — Part 1. AIDMO TC 18

260 /1975 Electrotechnical vocabulary — Group (20) Scientific and APMOTC 10
industrial measuring instruments.

261/1975 Electrotechnical vocabulary — Group (37) Automatic ADMO TC 10
controlling and regulating systems.

262 /1975 Gypsum rock for the manufacture of binders. AIDMO TC 12

263/1975 General conditions for fresh fruits and vegetables. AIDMO TC 4

26411975 General conditions for cases for fresh fruits and ADMO TC 4
vegetables quantitative purposes.

265/1975 Apples AIDMO TC 4

266 /1975 Citrus fruit. ADMOTC 4

267 11975 Wheat flour. ADMOTC 4

268 /1992 Tyre pressure gauges for motor vehicules. AIDMOTC 7

269 /1976 Signalling terms and safety devices - For railways AIDMO TC 15
Group (31)

270/1985 Analysis of Soap — Determination of chloride content— APMOTC 25
Titrimetric method.

271/1985 Analysis of Soap — Determination of moisture and AIDMO TC 25
volatile matter content— Oven method.

27211985 Analysis of Surface active agents — Analysis of soaps — AIDMO TC 25
Determinations of free caustic alkali.

27311985 Analysis of soap — Determination of total alkali content APMOTC 25
and total fatty matter content

274 /11976 Anlysis of soap — Determination of total Crude fatty AIDMO TC 25
acids.

275/ 1985 Analysis of soap — Determination of unsaponifiable, AIDMOTC 25
unsaponified and unsaponified saponifiable matters

276 /1985 Analysis of soap — Determination of glycerol. AIDMO TC 25

14



Numerical index

Code Title Technical Commitee

27711986 Formaldehyde solutions for industrial use — AIDMOTC 22
Determination of formaldehyde content

278 /1987 Lining leather. ADMO TC 24

27911987 Mineral (chrome) or vegetable tanned upper leather. ~ ADMOTC 24

280/1987 | eather for gloves and clothes AIDMO TC 24
281/1976 Blood transfusion equipment for medical use. AIDMOTC 7
28211976 Edible starch AIDMOTC 4
283/1986 Edible maize (corn) oil. AIDMOTC 4

28411976  Apricot, peach and pear nectarsPreserved exclusively AIPMOTC 3
by physical means.

285/1976 Orange juice preserved exclusively by physical means. ADPMOTC 3

28611976  Grapefruit juice preserved exclusively by physical AIDEIGNIE NS
means

287 /1976 Lemon juice preserved exclusively by physical means. APMOTC 3
28811976 Apple juice preserved exclusively by physical means  APMOTC 3
289/2000 Rice AIDMOTC 4
29071976  Types of Steel for general engineering purposes. AIDMOTC 15

291/1984  Freight containers, Series 1- Classification — external ~ ADMOTC 19
dimensions and ratings.

292/1986 Hot-rolled steel bars — part 1 : Dimensions of round AIDMOTC 15
bars.

293/1986 Hot-rolled steel bars — Part 2: Dimensions of square AIDMOTE 15

bars
294 /1976 Water heaters. AIDMOTC 28
295/1976 Evaporative air coolers. ISOTC 86
296/1982  Freight containers — Vocabulary. ADMOTC 19
297 /1976  Test guide for agricultural tractors. IsoTC 23

298/1976 Railway — part 1 - Technical specification for supply of AIDMOTC 15
fishplates for railway rails made from steel.

299/1976 Railway — part 2 - Special wear resistant flat-bottom  AIDMOTC 15
railway rails.

15
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30071976 Railway — part 3 - Flat-bottom railway rails — Part 3. AIDMOTC 15

30171987 Assembly tools for screws and nuts — Nomenclature ISOTC 29

302/1976 Quick and hydrated lime. AIDMO TC 12

303/1976 Thermal insulating asbestos boards. AIDMOTC 12

304 /1976 Rubber sealing rings for joints in asbestos-cement AIDMOTC 12
water pipes.

305/1976 Rubber — Vocabulary and technical definitions. ISoTC 45

306 /2000 Spices and condiments-Ginger, whole, in pieces or AIDMOTC 4
ground

307 /1987  Spices and condiments — Sampling. AIBKOTC 4

308/1977 Spices and condiments — Determination of extraneous AIPMOTC 4
matter.

309/1987 Spices and condiments — Determination of total ash AIDMO TC 4

310/1977  Spices and condiments — Determination of water- ADMOTC 4

insoluble ash.

311/1977  Spices and condiments — Determination of acid- AIDMOTC 4
insoluble ash.

312/1977  Spices and condiments — Determination of moisture AIBMONIC NS
content (Entrainment method).

31371977 Spices and condiments — Determination of alcohok AIDMO TC
soluble extract.

31471977  Spices and condiments — Determination of cold water- ADMOTC 4
soluble extract.

315/1977 Canned green beans and canned waxy beans. AIDEIOHE S
316/1977 Canned green peas. ADMOTC 3
317/1977 Canned green okra ADMOTC 3
318/1977 Canned artichoke ADMOTC 3
319/1977  Table salt (Sodium chloride) AIDMO TC 3
320/1977  Vinegar. AIDMOTC 3
32171977 Pickles. ADMOTC 3
322/1977 Methods of test for pickles AIDMOTC 3

16
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323/1977 Cocoa and its products and methods of testing. AIDMOTC 3

324 /1977 Chemical analysis of cement — Main constituenets of ~ APMOTC 12
portland cement.

32571977 Sandlime-bricks. ADMO TC 12

326 /1977 Steel bars for concerete reinforcement AIDMOTC 15

327/1977 Pressure regulators for household appliances using IsoTC 58
liquefied butane propane gases.

328/1977 Guide to the use of preferred numbers and their series. APMOTC 7

329/1977 Guide to the choice of series of preferred numbers and APMOTC 7
series containing more rounded values of preferred
numbers.

33071977 Preferred numbers and their Series. AIDMO TC 7

331/1985 Plain bearings made from sintered material - IsoTC 123
Dimensions and tolerances

332/1998 Fork lift trucks — Arm of fork of hook-on type for arms- ~ AIDMOTC 31
Vocabulary

333/1977 Assembly tools for bolts and screws-Hexagon drive IsoTC 29
ends for power tools.

334 /1977  Drill chuck tapers IsOTC 29

335/1977 T-slot cutters with plain or flatted parallel shanks having 'S0T¢ 2
tapped hole- Metric series.

336/1977 Rolling bearings- Locknuts - wide series and isoTCc 4
lockwashers with bent inner tab.

337/1986 Road vehicles — Passenger car wheels- Test methods. APMOTC 31

338/1977 Continuous mechanical handling equipment— Transfer 'S0T¢ 101
points — Safety code.

339/1983 Graduated standard pipettes for verification officers. ADMOTC 7

340/1983 Standard burettes for verification officers. AIDMOTC 7

341/1977 OQOrdinary water taps. ISOTC 153

342/1977 Turining tools with carbide tips — internal tools. isoTC 29

343/1998 Series 1 of freight containers — specification and testing APMOTC 19
— Part 1 : General cargo containers.

344 /1977 Cold-reduced tin sheet and cold reduced black sheet ~ AIDMOTC 15

17
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34571977  Moldboard plows. ISO TC 23
346 /1977  Portable fire extinguishers of the water type (gas AIDMOTC 17
pressure)

347711977 Portable fire extinguishers of the foam type (Chemical) AMOTC 17

34871977  Sizes of ready-made shirts for men and boys. AIDMOTC 23
34971977  Sizes of ready-made pyjamas for men and boys AIDMO TC 23
35071977 Socks ADMO TC 23

35171977 Sizes of ready-made coats with ordinary sleeves for AIDMOTC 23
girls and ladies

352/1977 Toothpaste. ISO TC 106
353/1977 Dental mercury ISO TC 106
35411985  Analysis of soap — Determination of total free alkali. AIDMO TC 25

35571985  Analysis of soap — Determination of content of ethnok ~ ADMOTC 25
insoluble matters.

356/1977  Coal and coke - Determination of carbon and hydrogen 'S07C 27
—High temperature combustion method.

35771977 Coal and coke — determination of carbon and hydrogen 'SOTC 27
— Liebig method.

35871987 Mineral (chrome) or Vegetable tanned leather for soles APMOTC 24
35971977 Commercial liquefied butane gas. ADMO TC 22

360 /1977  Textiles — Standard atmospheres for conditioning and ADMOTC 23
testing.

36171977  Sampling of textile fibres for testing. AIDMOTC 23

36271977 Method of test for resistance of fabrics to penetration ~ APMOTC 23
by water - Hydrostatic head test.

363/1977  Asbestos-cement pressure pipes. AIDMOTC 12
364 /1977  Sanitary ware made from cast iron [cermai glazed)] ADMOTC 15
365/1977  Glazed ceramic tiles. AIDMO TC 12
366/1986 Meat and meat products — Determination of ash AIDMOTC 3

(Reference method).

367/1985 Meat and meat products- Determination of nitrogen AIDMOTC 3
content (reference method).
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Code Title Technical Commitee

368/1978 Animal fats — Determination of solidification point of ADMO TC 3
fatty acids (Titre. N°).

369/1978 |egumes — Sampling ADMO TC 4

370/1978 Oleaginous seeds — Determination of oil content AIDMOTC 4

371/1978 Dried glucose syrup AIDMO TC 3

372/1978 Canned peaches AIDMOTC 3

37371985 Glucose syrup. AIDMOTC 3

37411978 Meat and meat products — Determination of free fat AIDMOTC 3
content

37511978 Qleaginous seeds — Determination of impurities AIDMOTC 4

376 /1978 Edible sunflower seed oil AIDMOTC 4

377 /1978  Fruits and vegetable products — Determination of total ~APMOTC 3

solids.
37811978 Spices and condiments — Nomenclature- First list. ADMO TC 4
37971978 List of food additives evaluated according to their AIDMOTC 3

safety-in-use.

380/1978 First supplement to the list of additives evaiuated for ~ ABMOTC 3
their safety-in-use in food.

381/1978 Aromatic oils — Sampling. AIDMO TC 22
382/1978 Halawa tehinia AIDMOTC 3
383/1978 Tehena and halawa tehinia — Test methods. AIDMOTC 3
384 /1978 Textiles — Tests for colour fastness — First series AIDMOTC 23
385/1978 Textiles — Tests for colour fastness — Second series AIDMOTC 23
386 /1978 Textiles — Tests for colour fastness — Third series. AIDMOTC 23
387 /1978 Textiles — Tests for colour fastness — Fourth series. AIDMO TC 23
388/1978 Textiles — Tests for colour fastness — Fifth series. AIDMO TC 23

389/2000 Technical terms and definitions in the field of cement ~ ADMOTC 12

390/1988 Asbestos-cement products — Sampling and inspection. APMOTC

391/1977 Fundamental characteristics of a system of shoe sizing '$07¢ 137

to be known as mondopoint.
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Code Title Technical Commitee

392/1978  Textile machinery — Dyeing and finishing machinery —  ADMOTC 23
Classification and nomenclature.

393/1978 Building gypsum. ADMO TC 12

39471978 Textiles — Woven fabrics — Measurement of width of AIDMOTC 23
pieces.

39571978 Sheet or plate glass ADMOTC 16

396 /1985 Soap AIDMO TC 25

397 /1987 Plastics — Symbols ADMOTC 6

39871978 Bleached lac —Specification. AIDMOTC 13

39971978 Bleached lac. ADMO TC 13

400 /1987  Aviation turbine fuel . AIDMOTC 18

40171978  Sampling of petroleum gases including AIDMOTC 18

402/1978  Copper in aviation turbine fuels and light petroleum ADMOTC 18
distillates.

40371978 Method for assessing the oxidation stability of AIDKIO TC 18
insulating oils.

404 /1978  Determination of density and relative density by AIBKGIC IS

capillary stoppered pyknometer

405/1978  Building drawing — Determination of production AIDMOTC 20
drawings — Representation of sizes manufacturing and
work. Drawings.

406 /1983  Architectural and building drawings — vocabulary. AIDMOTC 20

407 /1986  Technical drawings — Methods of indicating surface AIDMOTC 20
texture on drawings.

408 /1982 Architectural and building drawings — Presentation of =~ ADMOTC 20
drawings — Scales.

40971978  Air-conditioning units IsoTC 86

41071978  Agricultural tractors and machines- Preparation of IsoTe 23
Operation manual and technical publications
presentation and maintenance.

41271978  Power take-off and draw-bar for agricultural tractors. ~ '$07C 23
41371978 Disc harrows. ISO TC 23
41471978  Mounted beatroot raisers — Technical requirements. IsoTC 23
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Code Title Technical Commitee

415/1978 Tractors mounted hoes — Type and basic parameters. 'S0T¢ 23

416 /1978  Agricultural implements discs. IsoTc 23
417 /11978 Hook chains of rings produced by stamping IsoTC 23
418 /1978 Fertilizer spreader. IsoTC 23

41971978 Safety clutches of chain and belt driver of agricultural lsoTe 23
machines — Types, main parameters and dimensions.

420 /1978  Agricultural machines and implements — vocabulary — |soTC 23
Part V : Equipment for crop protection including insects,
fungus and weeds control.

421/1978 Agricultural machinery — feet and tines of cultivators. IsoTC 23

42211978 Transmission roller and bush chains (copper)- Types ~ '$07¢ 2
and dimensions — Basic parameters.

42371978 Agricultural machines and implements — Circular teeth IsoTCc 23
of transverse racks for tractors.

42411978 Agricultural machines and implements — Vocabulary — IsoTC 23
Part 2 : Power units.

425/1978  Agricultural machines and implements — Subsoiling IsoTc 23
attachment to the Plough.

426 /1978  Agricultural machines and implements spike harrows IsoTC 23

42711978  Agricultural machines and implements — Control IsoTC 23
symbols on agricultural equipment.

428 /1978 Voltage transformers lEcTC 38

429/1978 Current transformers IECTC 38

430/1978 Electric fans. AIDMOTC 26

431/1982 Standard weights for verification officers AIDMO TC 7

43271982 Metal stamps for verification officers. AIDMOTC 7

433/1983 Hexagonal weights — Ordinary accuracy class from 100 APMOTC 7
g to 50 kg.

434 /1982 Material measures of length for general use. AIDMO TC
435/1983 Standard graduated glass flasks for verification officers. APMO e 7

436 /1983 Standard one-meter bar for verification officers AIDMO TC
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Title Technical Commitee

Code

43711982 Hermetically sealed metal cans for food and drink AIDMO TC 19
—Internal diameters of round cans.

43811982 Hermetically sealed metal food containers — Capacities AOMOTC 19
and diameters of round open-top and vent hole cans
for milk

439/1982 Hermetically sealed metal containers for food and AIDMOTC 19
drinks —Part 1 : Round open-top cans for general
purposes.

44071982 Hermetically sealed metal containers for food and ADMOTC 19
drinks — part 2 : Food cans for meat and products
containing meat for human consumption.

441171982 Household refrigerators — Methods of test for the ISoTC 86
information of the consumer.

44211982 Gas cylinders for industrial use — Marking for IsoTC 58
identification of content.

443/1982  General purpose, freight containers series 1 — Minimum APMOTC 19
internal dimensions.

44411982 Symbols for indications appearing on operating AIDMOTC 20
machine.

445/1982 Bilingual teleprinter (Arabic/Latin) AIDMOTC 8

446 /1982 Building drawings — Projection methods. AIDMOTC 20

44711982 Technical drawings — Representation of springs. ADMOTC 20

448 /1982  Technical drawings — Conventional presentation of AIDMOTC 20
gears.

449/1985 Data processing — 7 bit coded Arabic character set for ADMOTC 8
information interchange.

450 /1998  Freight containers — Coding, identification and marking. APMOTC 19

45172000  Designation of screw and nut parts with accessories ~ ADMOTC 2

452/1983 Meat and meat products — Canned corned beef and AIDMOTC 3
mutton meat.

45371983  Fish and fish products — Canned sardines. AIDMOTC 3

454 /1983  Fish and fish products — Canned tuna. ADMOTC 3

455/1983  Fish and fish products — Canned mackerel AIDMOTC 3
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Title Technical Commitee

Code

456 /1983  Light metals and their alloys - Classification and AIDMO TC 2
composition of unalloyed aluminium ingots forremelting

457 11983  Light metals and their alloys — Code of designation AIDMO TC 2
based on chemical symbols.

458 /1985 Alluminium, magnesium and their alloys — Temper AIDMOTC 2
designation

45971983 Light metals and their alloys — Terms and definitions — AIDMO TC 2
Part 1 : Materials.

460 /1983 Light metals and their alloys — Terms and definitions- AIDMOTC 2
Part 2 : Unwrought products.

46171983 Light metals and their alloys — Terms and definitions- AIDMOTC 2
Part 3 : Wrought products

46211983 Light metals and their alloys — Terms and definitions AIDMOTC 2
—Part 4 : Castings.

463 /1983  Aluminum and aluminum alloys — Determination of AlbMOTC 2
titanium — Spectrophotometric chromotropic acid
method.

464 /1983 Aluminium and aluminium alloys — Determination of AIDMOTC =2
chromium — Spectrophotometric method using dipheny!
carbaside, after extraction.

465/ 1983 Chemical analysis of aluminium and aluminium alloys— AIPMOTC 2
Complexometric determination of magnesium.

466 /1983  Aluminium and aluminium alloys — Determination of AIDIICIE 2
iron — Orthophenanthroline photometric method.

467 /1983  Aluminium and aluminium alloys- Determination of AIDMOTC 2
silicon — Gravimetric method.

468 /1983 Aluminium and aluminium alloys — Determination of AIDMOTC 2
nickel — Atomic absorption spectrophotometric method

469 /1983 Aluminium and aluminium alloys — Determination of AIDMO TC 2
magnesium — Atomic absorption spectrophotometric
method.

470 /1983 Aluminium and aluminium alloys — Determination of AIDMOTC =2
manganese — photometric method (manganese content
between 0.005 and 1.5 %)

471/1983  Aluminium alloys — Determination of copper — AIDMOTC 2

Electrolytic method.
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Code

Title Technical Commitee

47271983

47371983

47471983

475 /1983

476 /1983

477 /1985

478 / 1985

47971985

480 /1985

481 /1985

482 /1983

483 /1983

484 /1983

485 /1983

486 /1983

Aluminium and aluminium alloys- Determination of
copper — Atomic absorption spectrophotometric method

Composition of wrought products of aluminium and
aluminium alloys — Chemical composition (per cent).

Aluminium and aluminium alloys — Determination of
copper content —Oxalyldihydrazide photometric method.

Aluminium alloys — Determination of zinc — EDTA
titrimetric method.

Aluminium and aluminium alloys — Determination of
silicon — Spectrophotometirc method with the reduced
silicomolybdic complex.

Anodization (anodic oxidation) of aluminium and
aluminium alloys — Insulation check by measurement of
current potential.

Anodization of aluminium and aluminium alloys—
Assessment of sealing quality by measurement of the
loss of mass after immersion in acid solution.

Anodization of aluminium and aluminium alloys—
Assessment of quality of sealed anodic oxide coatings
by measurement of the loss of mass after immersion in
phosphoric-chromic acid solution.

Surface treatment of metals — Anodic oxidation of
aluminium — Specular reflectance at 45 degrees — Total
reflectance — Image clarity.

Cast aluminium alloys — Chemical composition and
mechanical properties.

Wrought aluminium and aluminium alloys— Drawn
tubes — Mechanical properties.

Mechanical property limits for aluminium alloy forgings.

Wrought aluminium and aluminium alloys — Rolled
products — Mechanical properties.

Aluminium machining alloys — Chemical composition
and mechanical properties of alloy AFCu6 Bi Pb and
alloy Al-Cu4 Pb Mg.

Mechanical property limits for extruded products of
aluminium and aluminium alloys.

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

2
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Numerical index

Code Title Technical Commitee

487 /1983  Aluminium products — Standard dimensions of AIDMOTC 2
windows’ openings.

488 /1983 Aluminium products — Standard dimensions of doors’ AIDMOTC 2

openings.
489/1998 Meat and meat products — Sampling. AIDMO TC 3
490 /1983 Milk and milk products — Raw milk. AIDMO TC 3
491/1983 Milk and milk products — Pasteurized milk. ADMOTC 3
492 /1983 Milk and milk products — Sterilized milk. ADMOTC 3
493 /1983 Milk and milk products — Evaporated milk. AIDMOTC 3

494 /1983 Milk and milk products — Sweetened condensed milk. ~ APMOTC 3

495/1983 Milk and milk products — Milk powder. AIDMO TC 3
496 /1983 Cocoa and cocoa products — Cocoa beans. AIDMOTC 3
497 /1983 Cocoa and cocoa products — Cocoa powder AIDMOTC 3
498 /1983 Cocoa and cocoa products — Cocoa butter. AIDMO TC 3
499 /1983 Cocoa and cocoa products — Chocolate. AIDMOTC 3
500/1983 Tomato paste. ADMOTC 3
50171983 Kamar al-din. ADMOTC 3
502 /1983 Dates ADMOTC 4
503 /1983 Spices and condiments — Curry powder AIDMOTC 4
504 /2000 Spices and condiments: whole, ground chillies AIDMOTC 4
505 /1983  Spices and condiments — Pimento (all spice) whole and AIDKETC %
ground
506 /1983 General principales concerning quantities, units and ~ APMOTC 7
symbols.
507 /1983 Quantities and units of space and time. AIDMOTC 7

508/1983 Quantities and units of periodic and related phenomena APMOTC 7

509 /1983 Quantities and units of mechanics. ADMOTC 7
510/1983 Quantities and units of heat ADMOTC 7
511/1983 Quantities and units of electricity and magnetism. AIDMOTC 7
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Code Title

Technical Commitee

51271983  Conductor wires made of aluminium alloy — magnesium ADMOTC 10
— silicon.

513/1983 electrical conductor wires made of commercial ADMOTC 10
annealed aluminium

51471983 |nternational standard of resistance for annealed AIDMOTC 10
copper.
51771983 Conveyor belts — width and lengths. isoTC 41

518/1983  Textiles — Weaves — Definitions of general terms and ~ ADMOTC 23
basic weaves.

519/1983  Textiles — Woven fabrics — Measurement of length of ~ APMOTC 23

pieces.

520/1984  Documentation — Presentation of scientific and ISOTC 46
technical reports.

521/1998 Documentation — International Standards Book ISOTC 46
Numbering (ISBN)

52211984 Documentation — Title-leaves of a book. ISOTC 46

52371984 Documentation — Index of a publication ISOTC 48

52412000 Documentation -Bibliographic references- content, form 'S0TC 46
and structure

525/1984  Documentation — Abstracts for publications and ISOTC 46
documentation.

52671984  Documentation — Contents list of periodicals. IsoTC 46

527/1984  Documentation — Presentation of periodicals. ISOTC 46

5281984 Documentation ~ International code for the ISOTC 46

abbreviations of titles of periodicals.

529/1984 Presentation of contributions to periodicals. ISOTC 46
530/1984  Bibliographic strips. ISOTC 46
531/1984 Numbring of weeks. ISOTC 154
532/1983 ISO general purpose screw threads — Basic profile isoTe 2

53371983 |SO general purpose metric screw threads — General ~ 1SOTC 2
plan

53471983 |SO genral purpuse metric screw threads — Selected  1SOTC 2
sizes for screws, bolts and nuts.
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Title Technical Commitee

Code

535/1983 |SO metric screw threads — Basic dimensions. IsoTC 2

536 /1984 |SO inch screw threads — Basic dimensions IsoTC 2

537 /1984 Dimensions of rigid rectangular packages- Transport ~ AIDMOTC 19
packages.

539/1984 Building and civil engineering drawings — Symbols for ~ APMOTC 20
concrete reinforcement.

540 /1983 Building and civil engineering drawings — Bar scheduling APMo T¢ 20

541/1983 Technical drawings — scales. AIDMO TC 20

542 /1983 Standard atmospheres for conditioning and/or testing. ~ APMOTC 7

543 /1983 Preferred test temperatures AIDMO TC 7

544 /1983 Standard reference temperature for industrial length ~ APMOTC 7
measurements.

545/1983 Dial gauges reading in 0.01 mm ADMOTC 7

546 /1983 Vernier callipers reading to 0.1 and 0.05 mm AIDMO TC 7

547 /1983 Determination of kinematic viscosity and calculation of APMOTC 7
dynamic viscosity of transparent and opaque liquids.

548 /1985 Bolts, screws and studs — Nominal lengths, and thread 'S¢ 2
lengths for general purpose bolts.

549 /1985 Textiles — Designation of yarns AIDMO TC 23

550/ 1985 Textiles — Determination of twist in yarns — Direct AIDMO TC 23
counting method.

551/1985 Road vehicles — Vocabulary and definitions. AIDMOTC 31

552 /1985 Triple super phosphate fertilizer. AIDMOTC 1

553 /1998 Urea fertilizer. ADMOTC 1

554 /1984 Dairy products — Cream. ADMOTC 3

555/1985 Milk products — Ice cream and ice milk. AIDMOTC 3

556 /1985 Milk products — Butter. ADMOTC 3

55711985 Meat and meat products — Detection of polyphosphates APMOTC 3

558 /1985 Meat products — Determination of starch content AIDMOTC 3
(Reference method)

559/1985 Fish and fish products — Frozen fish. ADMOTC 3
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Code Title Technical Commitee

560 /1985 Dextrose, powder. ADMOTC 3

563 /1985 Infants and children food products based on cereals. AIDMOTC 3

564 /1985 Methods of sampling for solid fertilizers AIDMO TC 1
565/ 1985 Muriate of potash fertilizer. ADMOTC 1
566 / 1985 Sulphate of potash fertilizer AIDMO TC 1
567 /1985 Basic slag fertilizer ADMO TC 1

568 /1985 |nformation and documentation — Vocabulary — Section 1S°T¢ 46
3a : Acquisition, identification, and analysis of
documents and data.

569 /1984 Directories of libraries, information and documentation 'S0TC¢ 46

centers.
570 /1984 Documentation — Numbering of divisions and IsoTC 46
subdivisions in written documents.
571/1985 Documentation and information — Vocabulary Part6:  S0TC 46
Documentary languages.
572 /1984 |nternational library statistics. ISOTC 48
57411984 Test code for machine tools. IsOTC 39
575/1985 Stranded wire conductors made of (Aluminium — AIDKOTC 10

magnesium — silicon type).

576 / 1984 Resistivity of commercial hard-drawn aluminium AIDMOTC 10
electrical wires.

577 /1985 Aluminium stranded conductors. AIDMO TC 10

578/1988 Documentation — Guidelines for the establishment and 'S0T¢ 46
development of monolingual thesauri— Second edition.

579/1985 Electrotechnical vocabulary — Group 25 : Generation, ~ APMOTC 10
transmission and distribution of electrical energy.

680 /1985 Electrotechnical vocabulary — Group 826 : Electrical AIDMOTC 10
installations of building.

581/1998 Documentation — International Standard Serial for ISOTC 46
technical reports.

582 /1984 Documentation — Presentation of translation. IsOTC 46

583 /1985 Electrotechnical vocabulary — Group 131 : Electric and APMOTC 10
magnetic circuits.
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Code Title Technical Commitee

584 /1985 Conversion between the 7-bit coded Arabic character APMOTC 8
set (ASMO 449) and the 5-bit coded Arabic character
set used in bilingual teleprinter (ASMO 445).

586 /1985 Documentation — Abstract sheets in serial publications. 'SOTC 46

587 /1985 Chicken dried eggs (egg powder) ADMOTC 4
58871985 Chicken whole-shell eggs. ADMOTC 4
589/1986 Light metals and their alloys — Vocabulary and AIDMO TC 2
definitions — Part 5 : Methods of processing and
treatment.

590/ 1985 Documentation and information — Vocabulary — Part 11 1S0TC 46
- Audio visual documents.

591/1985 Documentation and information — Vocabulary —Part 1: 1S0TC 46
Basic concepts.

592/1985 Documentation and information — Vocabulary —Part 2 : 'SOTC 46
Traditional documents.

593 /1987 Equipment for harvesting — combine harvester — sickle 'S0TC 23
guards of fingers - Dimensions.

594 /1985 General method for the determination of arsenic— AIDMOTC 2
Silver diethyldithiocarbamate photometric method.

59571985  Wrought aluminium and aluminium alloys— Sheet — AIDHOTC =2
Tolerances on shape and dimensions.

596 /1985 Aluminium and aluminium alloys — Determination of AIDMOTC 2
lead content — Flame atomic absorption spectrometric
method.

597 /1985 Wrought aluminium, magnesium and their alloys— ADMOTC 2
Selection of specimens and test pieces for mechanical
testing

599/1985 Electrotechnical vocabulary - Group 691 :Tariffs for ~ ADMOTC 10
electricity

600/1985 General method for the determination of arsenic— AIDMO TC 22
Measuring photometric intensity using Silver
diethyldithiocarbamate.

601/1985 Sulphuric acid and oleums for industrial use — AIDMO TC - 22

Determination of ammoniacal nitrogen content— Silver
Photometric method.
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Code Title Technical Commitee

602 /1985 Sulphuric acid and oleums for industrial use — AIDMO TC 22
Determination of sulphur dioxide content— lodometric
method.

603 /1985 Sulphuric acd and oleum for industrial use — ADMOTC 22

Determination of lead content — Measuring photometric
intensity using Dithizone.

604 /1985 Sulphuric acid for industrial use — Determination of AIDMOTC 22
arsenic content —Measuring photometric intensity using
Silver.

605/1985 Sulphuric acid and oleum for industrial use — AIDMO TC 22

Determination of total acidity, and calculation of free
sulphur trioxide content of oleum — Titrimetric method.

606 /1985 Sulphuric acid and oleum for industrial use — ADMOTC 22
Determination of ash — Gravimetric method.

607 /1985 Sulphuric acid for industrial use — Evaluation of AIDMO TC 22
sulphuric acid concentration by measurement of
density.

608 /1985 Sulphuric acid and oleums for industrial use — ADMO TC 22

Determination of oxides of nitrogen — 2.4 — xylenol
spectrophotometric method.

609 /1986 Principles for arabisation of names and symbols of S| APMOTC 7
units and of certain other units.

610/1985 Quantities and units of light and related AIDMO TC 7
electromagnetic radiations.

611/1985 Quantities and units of atomic and nuclear physics. AIDMO TC 7

612/1985 Dimensionless parameters. ADMOTC 7

613/1985 Conventional value of the result of weighing in air AIDMO TC 7

614 /1985 Conditioning and testing — Standard atmospheres — AIDMOTC 7
Definitions.

615/1985 Green coffee beans. ADMOTC 4

616/1986 Coffee and its products — Vocabulary. AIDMOTC 4

618/1985 Building drawings — Dimensioning of production and ~ APMOTC 20
civil engineering drawings — Representation of
manufacturing and work sizes.

619/1985 Building and civil engineering — Representation of AIDMOTC 20
areas on sections and views.
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Code Title Technical Commitee

620 /1985 Building drawing — Part 1 : Designation of buildings and APMOTC 20

their parts.

621/1985 Building and civil engineering drawings — Reference AIDMO TC 20
lines.

622 /1985 Building construction — Modular coordination — ADMOTC 20

Multimodules for horizontal coordinating dimensions
623/1986 Building construction — Stairs — Vocabulary Part :1 AIDMO TC 20

624 /1986 Building construction — Modular co-ordinating — Stairs ~ APMOTC 20
and stair openings — co-ordinating dimensions.

625/1985 Spices . ADMOTC 4

626 /1985 Petroleum products — asphalt AIDMOTC 18

627 /1985 Petroleum products —Determination of vapour pressure APMOTC 18
for petroleum products — Reid method.

628 /1986 Determination of total sulphur content in petroleum AIDMOTC 18
products (Lamp method)

629/1985 Petroleum products — Asphaltenes precipatation with ~ AIPMOTC 18
normal heptane.

630/1985 Petroleum products — distillation of crude petroleum AIDMOTC 18
under air pressure.

631/1987 Petroleum products — Gas oil and diesel fuel for diesel APMOTC 18
engine.

63271985 Vacuum technology — Graphical symbols. AIDMOTC 20

633/1985 Technical drawings — Linear and angular tolerancing— AIPMOTC 20
Indications on drawings.

634 /1985 Technical drawings- Conventional representation of AIDMOTC 20
threaded parts.

635/1985 Building and civil engineering drawings — Installations — APMOTC 20

Part 2 : Simplified representation of sanitary
appliances..

636 /1985 Building and civil engineering drawings — Drawings for ~APMOTC 20
the assembly of prefabricated structures.

637 /1985 Technical drawings — Sizes and layout of drawing AIDMOTC 20

sheets.

638 /1985 Technical drawings for structural metal work. AIDMOTC 20
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Code Title Technical Commitee

639/1985 Kinematic diagrams — Graphical symbols — Part 1 AIDMOTC 20
640/1985 Kinematic diagrams - Graphical symbols — Part 2 AIDMOTC 20
641/1985 Kinematic diagrams — Graphical symbols — Part 3 AIDMOTC 20

642/2000 Codes for the representation of names of countries and 'S0TC 46

languages
643 /2000 Information technology -vocabulary- part 1: Is0TC 46
fundamental terms(updating of Arab standard: 643-
1985)
64471985 Standard weights for testing of high capacity weighing ADMOTC 7
machines.
645/1986  Aluminium alloy chill castings — Reference test bar ADMOTC 2
646/1986  Aluminium alloy sand castings — Reference test bar. ADMOTC 2
647 /1986  Anodizing of aluminium and aluminium alloys - ADMOTC 2

Estimation of loxx of absorptive power of anodic oxide
coatings after sealing — Dye spot test with prior acid
treatment.

648/1986  Wrough aluminium and aluminium alloys— Drawn AlDMOTC 2
round bars — Tolerances on shape and dimensions
(symmetric plus and minus tolerances on diameter).

649/1986  Aluminium and aluminium alloys — Foil and thin strip — ADMOTC 2
Dimentional tolerances.

650/1986 Wrought aluminium and aluminium alloys— Extruded = ADMOTC 2
round bars — Tolerances on shape and dimensions.

65171986  Wrought aluminium and aluminium alloys— Drawn AIDMO TC
round bars — Tolerances on shape and dimensions (All
minus tolerances on diameter)

652/1986  Anodizing of aluminium and aluminium alloys— Check AIDMOTC
of continuity of thin anodic oxide coatings - Copper
sulphate test.

653/1986  Anodizing of aluminium and aluminium alloys — AIDMO TC
Accelerated test of light fastness of coloured anodic
axide coatings using artificial light.

65471986 Anodizing of aluminium and aluminium alloys — AIDMO TC
Determination of mass per unit area (surface density)
of anodic oxide coatings — Gravimetric method.
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Title Technical Commitee

Code

655/1986  Anodizing of aluminium and aluminium alloys — AIDMOTC 2
Determination of thickness of anodic oxide coatings —
Non-destructive measurement by split beam
microscope.

656 / 1986 Anodizing of aluminium and aluminium alloys - ADMOTC 2
Assessment of quality of sealed anodic oxide coatings
by megsurement of admittance of impedance.

657 /1986 Anodizing of aluminium and aluminium alloys— ADMOTC 2
Assessement of resistanc of anodic oxide coatings to
cracking by deformation.

658 /1985 Thermal flat plate solar collector— Part 1 : Terms, AIDMOTC 9
definitions, units and symbols.

659/ 1985 Thermal flat plate solar collector — Part 3 : Construction APMOTC 9
requirements.

660 /1986 Flat plate solar collector — Part (4+5) : Testing methods APMOTC @
and performance.

661/1985 Thermal flat plate solar collector — Part 6 : Name plate. APMOTC 9

662/1985 Data processing — 8-bit coded Arabic character set for APMOTC 8
information interchange.

663 /1987 Arabic terminal keyboard layout. AIDMOTC 8

664 /1985 Conversion of toleranced dimensions — from inches into APMOTC 20
millimeters and vice versa.

665/1985 Technical drawings — Dimensioning and tolerancing of ~APMOTC 20
profiles.

666 / 1985 Flags of the Arab League and its Organizations AIDMOTC 23

667 /1985 Selection of tolerance zones for genral purpuses AIDMO TC 20

668 /2000 Information and documentation-structure for exchange 'S0T¢ 4
of information (updating of Arab standard: 668: 1985)

669 /1985 Quantities and units of physical chemistry and AIDMOTC 7
molecular physics.

670 /2000 Micrographics -vocabulary- part 1: General terms ISoTC 46

671/1985 Washing powders — Determination of total phosphorus APMOTC 25
(V) oxide centent — Quinoline phosphomolybdate
gravimetric method.

672/1985 Surface active agents — Determination of PH of AIDMO TC 25

aqueous solutions — Ptentiometric method.
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673 /1985 Surface active agents and soaps — Determination of AIDMOTC 25
water content — Azeotropic distillation method.

674 /1985 Washing powders — Determination of active oxygen AIDMO TC 25
content — Titrimetric method.

675/1985 Surface active agents and detergents — Methods of AIDMO TC 25
sample division.

676 /1985 Surface active agents — Detergents — Determination of APMOTC 29
anionic-active matter (direct two-phse titration

procedure)
677 /11985 Household scouring powder. AIDMO TC 25
6781985 Household synthetic detergent powder. AIDMOTC 25
679 /1985 Cleaning compound, toilet bowl. AIDMO TC 25
680 /1985 Liquid detergent. AIDMO TC 25
681/1985 Bay soap AIDMO TC 25
682/1985 Shampoo AIDMO TC 25
683/1986 Ammonium nitrate fertilizer AIDMOTC 1
684 /1985 Ammonical calcium nitrate fertilizer AIDMO TC 1
685/ 1986 Fertilizers — Determination of bulk density (Loose). AIDESTE
686 /1986 Fertilizers — Determination of bulk density (Tapped) AIDMO TC 1
687 /1986 Diamonium phosphate fertilizer AIDMOTC 1
688 /1986 Potassium nitrate fertilizer. AIDMOTC 1
689 /1986 Potassium fertilizer — Determination of the water AIDMOTC 1

soluble potassium content.

690 /1986 Fertilizers — Determination of chlorides in the absence ~ APMOTC
of organic material.

691/1986 Fertilizers — Determination of nitrate nitrogen content— APMOTC
Nitron gravimetric method.

692/1986 Fertilizers — Determination of ammoniacal nitrogen AIDMOTC 1
content — Titrimetric method after distillation

693/1987 Fasteners — Bolts, screws, suds and nuts- Symbols and 'S°7¢ 2
designation of dimensions.

694 /1985 Simple bend test for light metal and light metal alloy AIDMOTC 2
sheet and strip of thickness between 0.2 mm and 7mm
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69571985 Aluminium and aluminium alloys- Determination of AIDMOTC 2
titanium content- Diantipyryl — methane photometric
method.
696 /1985 Catering containers dimensions. AIDMOTC 2
697 /1985 Extruded solid profiles of aluminium — zinc — AIDMOTC 2

magnesium alloy Chemical composition and
mechanical properties.

698 /1985 Wrought aluminium and aluminium alloy products— ADMOTC 2
General conditions for inspection and delivery.

699/1986 Tobacco and tobacco products — Cigarettes — AIDMO TC 11
Determination of rate of free combustions.

700/1986 Tobacco and tobacco products — Atmospheres for AIDMOTC 11
conditioning and testing

701/1986 Tobacco and tobacco products — Determination of AIDMOTC 11
alkaloids in tobacco — spectrophotometric method.

702/1986 Tobacco and tobacco products — Determination of AIDMO TC 11
alkaloids in cigarette smoke condenstes —
Spectrophotometric method.

703/1986 Tobacco and tobacco products — Determination of ADMOTC 11
silica content (silicon dioxide).

704 /1986 Material used as cigarette paper — Determination of air APMOTC 11
permeability

705/1986 Tobacco and tobacco products — Cigarettes — AIDMOTC 11
Determination of loss of tobacco from the ends.

706 /1986 Tobacco and tobacco products — Determination of AIDMOTC 11
retention of coloured part of smoke condensate by
cigarette filters — Direct spectrophotometric method

707 /1985 General principales of food hygiene. AIDMOTC 3

708 /1988 Data processing — 8- bit coded Arabic/Latin character ~ APMOTC 8
set for information interchange.

709/1986 Data processing — Vocabulary- Part 09 : Data ISoTC 46
communication.

710/1986 Data processing — Vocabulary — Section 05 : ISOTC 46
Presentation of data.

71171987 Determination of crystallization point— General method. APMOTC 22
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71211987 Determination of water —Karl Fischer method (General ADMOTC 22
method).

713 /1987 Volatile organic liquids for industrial use — AIDMO TC 22

Determination of dry residue after evaporation on water
bath (General method).

71471986 Methods of test for fluorocarbons for industrial use — AIDMO TC 22
Visual inspection and determination of colour and
density.

715/1987 Methods of test for fluorocarbons for industrial use — AIDMO TC - 22

Determination of the degree of purity.

716 /1986 Methods of test for fluorocarbons for industrial use — AIDMO TC - 22
Determination of water content.

717/1986 Sodium carbonate for industrial use — Determination of ADOMOTC 22
total soluble alkalinity — Titrimetric method.

718/1986 Sodium carbonate for industrial use — Preparation and AOMOTC 22
storage of test samples.

719/1986 Sodium carbonate for industrial use- Determination of ~ AIPMOTC 22
chloride content — Mercurimetric method.

720/1986 Sodium carbonate for industrial use — Determination of APMOTC 22
sodium hydrogen carbonate content — Titrimetric
method.

721/1987 Propanol -2- for industrial use — Methods of test —Part 1 ADMOTC 22
: General.

722/1987 Formic acid for industrial use — Methods of test — Part 1 APMOTC 22

: General.

723 /1987 Potassium hydroxide for industrial use — Method of AIDMO TC 22
analysis.

724 /11987 Acetone for industrial use — Methods of test Part 5 : AIDMO TC 22

Control test with Agulhon’s reagent.

725/1987 Butanol -1- for industrial use — Methods of test —Part 3 ; ADMOTC 22
Sulphuric acid colour test.

726 /1987 Potassium hydroxide for industrial use — Determination APPMOTC 22
of sodium content — Flame emission
spectrophotometric method.

727 /1987 Phthalate esters for industrial use — Methods of test—  APMOTC 22
Part 1 : General.
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728/1987 Potassium hydroxide for industrial use — Determination AIDMOTC 22
of carbonate content — Gas volumetric method.

729/1987 Alcohols of hight molecular weight for industrial use AIDMOTC 22
Methods of test — Part 1 : General.

730/ 1987 Paraformaldehyde for industrial use — Methods of test — APMOTC 22
Part 1 : General.

731/1986 Formaldehyde solutions for industrial use — AIDMO TC 22
Determination of ash.

732/1986 Formaldehyde solutions for industrial use — Detection ~ AIDMOTC 22
test for inorganic chlorides.

733/1986 Formaldehyde solutions for industrial use — Detection ~ ADMOTC 22
test for inorganic sulphate.

734 /1986 Formaldehyde solutions for industrial use — Detection ~ ADMOTC 22
test for heavy metals (Excluding iron).

735/1986 Formaldehyde solutions for industrial use — AIDMO TC 22

Determination of methanol content

736 /1987 Petroleum products — Determination of flash point by =~ APMOTC 18
the Abel apparatus.

737/1986 Formaldehyde solutions for industrial use — AIDKIOTC 22
Determination of iron content —2-2-dibipyridyl-
photometric method.

738/1986 Formaldehyde solutions for industrial use — ADMOTC 22
Determination of acidity

739/1986 Paints and varnishes — vocabulary and definitions ADMOTC 13

740/1986 Paints and varnishes — Extenders for paints and ADMOTC 13

varnishes.
741/1986 Paints and varnishes — Driers for paints and varnishes APMOTC 13

742/1986 Mineral solvents for paints, white spirits and related AIDMO TC 13
hydrocarbon solvents.

74371986 Paints and varnishes — Gloss air drying alkyd paint for AIPMOTC 13
interior and exterior use.

744 /1986 Paints and varnishes — Red lead based paint for AIDMO TC 13
structural steel.

746 /1986 Paints and varnishes — Resistance of coatings to the =~ AIPMOTC 13
effects of Impacts standard test method.
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74711986 Determination of abrasion resistance of coatings by the AIPMOTC 13
falling sand method ~ Standard test method.

748 /1986 Paints and varnishes — Aluminium paint. AIDMOTC 13
74971986  Paints and varnishes - Iron oxide pigments for paints.  AIPMOTC 13

75071986 Paints and varnishes - Raw tung oils for paints and AIDMOTC 13
varnishes — Specifications and methods of test

75171986  Paints and varnishes — Hot-applied thermoplastic road ADMOTC 13
marking materials

75271986 Road marking paints AIDMO TC 13

75371986  Paints and varnishes — Determination of flashpoint AIDMO TC 13
(Closed cup method).

75411986  Paints and varnishes — Determination of the danger AIDMOTC 13
classification by flash point (Closed cup method).

755/1986  Paints and varnishes - Priming paints — Calcium ADMOTC 13
plumbate primer

75611986  Paints and varnishes — Determination of hard drying ~ ADMOTC 13
time.

757/1986  Paints and varnishes — Determination of surface-drying ADMOTC 13
time (Ballotini method).

758 /1986 Paints and varnishes — Cupping test. AIDMOTC 13
759/1986  Paints and varnishes — Bend test (Cylindrical mandrel) AOMOTC 13
760 /1986 Paints and varnishes — Scratch test. AIDMO TC 13
761/1986 Paints and varnishes — Determination of film thickness ADPMOTC 13
76211986 Paints and varnishes — Sampling. ADMOTC 13

763/1986 Paints and varnishes — Examination and preparation of ADPMOTC 13
samples for testing.

764 /1986 Paints and varnishes — Determination of volatile and AIDMOTC 13
non-volatile matter.

765/1986 Paints and varnishes — Standard panels for testing AIDMOTC 13

766/1986 Paints and varnishes — Determination of resistance to  APMOTC 13
water — water immersion method.

76711986  Specification for lacquer, cellulose pigmented, finishing, ADMOTC 13
glossy.
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768 /1986 Sysem of cone tolerances for conical workpieces from ~ APMOTC 20
C=1:3to1:500 and length from 6 to 630 mm.

769/1986 Limits and fits — Series of angles and slopes on wedges APMOTC 20
and prisms.

770/1986 Fire classification and degree of hazards for buildings. APMOTC 17

77111986 Portable fire extinguishers. Requirement for testing, AIDMO TC 17
fixing and maintenance

77211987 Safety footwear fitted with steel toe caps. AIDMOTC 17

77311987 Methods of testing safety footwear fitted with steel toe  APMOTC 17
caps.

77411986 Code of safety requirements for children’s toys and AIDMOTC 17
playtings.

775/1986 Steel and steel products — General technical delivery ~ APMOTC 15
requirements

776 /11986 Steel tubes — Wall thicknesses AIDMO TC 15
77711986 Re-rolling steel billets. AIDMO TC 15

77811987 Selection and preparation of samples and test pieces ~ APMOTC 15
for wrought steel.

779/1986 Quantities and units of nuclear reactions and ionizing ~ APMOTC 7

radiations.
780/1986 Quantities and units of solid state physics. AIDMOTC 7
781/1986 Glass volumetric flasks (One mark). ADMOTC 7
782/1986 Gauge blocks. ADMO TC 7
78371986 Micrometer callipers for external measurement AIDMOTC 7

784 /1986 Paper, board, pulp — Vocabulary. AIDMO TC 21

785/1987 Paper and board — Determination of stiffness — Static ~ APMOTC 21
bending method.

788/1986 Envelopes, postcards and similar articles — AIDMOTC 21
Cancellation area.

790 /1987  Solid fibreboard — Determination of grammage of single APMOTC 21

layers.
791/1987 Kraft paper ADMO TC 21
792/1987 Paper and board — Conditioning of samples. AIDMOTC 21
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including 450/750 — Part 3 : Heat resistant silicone
insulated cables.

Code Title
793/1986 Paper — Determination of tearing resistance. AIDMOTC 21
794 /1987 Paper and board — Determination of tensile properties — APMOTC 21
Part 1 : Constant rate of loading method.
795/1986 Documentation — Guidelines for the establishment and 'SOTC 46
development of muiltilingual thesauri.
796 /1986  Aluminium conductors steel — Reinforced. AIDMOTC 10
797 /1986 Hard-drawn doper or copper alloy wires and cables for ADMOTC 10
overhead lines.
798-1/1998 Polyvinyl chioride insulated cables of rated voltages up APMOTC 10
to and including 450/750 VVPart 1 : General
requirements.
798-2/1998  Polyvinyl chloride insulated cables of rated voltages up AIPMOTC 10
to and including 450/750 V.Part 2 : Test methods.
798-3/1998 Polyvinyl chloride insulated cables of rated voltages up APMOTC 10
to and including 450/750 V.Part 3 : Non sheathed
cables for fixed wiring.
798-4 /2000  Polyvinyl chloride insulated cables (PVC) with regulated APMOTC 10
voltage up to and including 450 and 750 volts-part IV:
coated cables for fixed conductors
798-5/2000 Polyvinyl chloride insulated cables (PVC) with regulated APMOTC 10
voltage between 450 and 750 volts-part V: flexible
cables
798-6 /2000  Polyvinyl chloride insulated cables (PVC) with regulated APMO TC 10
voltage between 450 and 750 volts-part VI: lift cables
and cables for flexible conductors
799/1986 Conductors of insulated cables AIDMO TC 10
800-5/1987 Rubber insulated cables for rated voltages up to and ~ APMOTC 10
including 450/750 — Part 5 : Lift cables
800-6 /1987 Rubber insulated cables for rated voltages up to and ~ APMOTC 10
including 450/750 — Part 6 : Arc welding electrode
cables
800-4 /1987 Rubber insulated cables for rated voltages up toand =~ ADMOTC 10
including 450/750 — Part 4 : Cords and flexible cables.
800-3/1987 Rubber insulated cables for rated voltages up toand ~ APMOTC 10
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800-2/1987 Rubber insulated cables for rated voltages up to and ~ AIPMOTC 10
including 450/750 — Part 2 : Test methods.

800-1/1987 Rubber insulated cables for rated voltages up to and ~ APMOTC 10
including 450/750 — Part 1 : General requirements

801-2/2000 Testing of electrical cables under fire conditions : AIDMOTC 10
chapter 1 : testing of isolated vertical single copper wire
or cable
801-1/2000 Testing of electrical cables under fire conditions : AIDOTC 10
insulated vertical single wire or cable
802/1986 Aluminium alloy conductors steel reinforced. AIDMOTC 10
803 /1987 Colours of the cores of flexible cables. AIDMO TC 10
804 /1986 Fire-resisting characteristics of electric cables AIDMO TC 10
805/1987 Extruded solid dielectric insulated power cables for AIDMO TC 10

rated voltages from 1 Kv up to 30 Kv.
806 /1987 Canned food for infants and children, fruitbased. AIDMO TC 3
807 /1987 Canned food for infants and children, vegetable-based APMOTC 3

809/1987 Code for the hygienic practice for the exploitation of AIDMOTC 3
natural mineral wter.

810/1987 Fish and shell fish and their products — Methods for AIDMOTC 3
physical tests.

811/1986 Documentation — Bibliographic filing principles ISOTC 48
812/1987 Tomato juice ADMOTC 3
AIDMOTC 3

813/1987 Honey — determination of acidity
814 /1987 Honey — Determination of apparent sucrose content Al

815/1987 Meat and meat products — Detection and enumeration APMOTC 3
of presump*tive coliform bacteria and presumptive
escherchia coli (Reference method).

816/1986 Meat and meat products — Detection of salmonellae ADMOTC 3
(Reference method)

818/1987 Milk and milk products — Yoghurt. AIDMOTC 3

819/1987 Milk and milk products- Processed cheese. ADMOTC 3

822/1987 Flat plate solar collector — Part 2 : Materials ADMOTC 9

823 /1987 Sampling of wheat. AIDMOTC 4
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824 /1987 Cereals and pulses — Mechanical determination of the APMOTC 4
wet gluten content of wheat flour (Glutomatic).

82571987 Determination of the “falling number” in grain and flour ADMOTC 4
according to “Hagberg — Perten”.

826 /1987 Fruits — Nomenclature — First list. AIDMO TC 4
82711987 Vegetables — Nomenclature — First list. AIDMOTC 4

828 /1987  Fruits and Vegetables — Morphological and structural ~ APMOTC 4
terminology — part 1.

829/1987 Fruits — strawberries. AIDMO TC 4
830/1987 Fruits — Cherries. ADMOTC 4
831/1987 Fruits — Peaches. ADMOTC 4
832/1987 Fruits — Apricots. AIDMO TC 4
833/1987 Fruits — Cauliflowers ADMOTC 4
834 /1987 Vegetables — Cabbages. AIDMOTC 4
835/1987 Vegetables — Spinach ADMOTC 4
836/1987 Vegetables — Shelling peas AIDMOTC 4
837 /1987 Vegetables — Carrots. AIDMO TC 4
838/1987 Dry fruits and dried fruits — Definitions and ADMOTC 4
nomenclature
839/1986 Tea — Determination of loss in mass at 103 C°. AIDMOTC 4
840/1986 Tea — Determination of total ash AIDMOTC 4
841/1986 Tea- Determination of water-soluble ash and water- AIDMOTC 4
insoluble ash

842/1986 Tea — Determination of alkalinity of water soluble ash ~ APMOTC 4
843/1987 Tea — Determination of caffeine (Gravimetric method) ~ APMOTC 4
844 /1986 Packaging — Unit load sizez — dimensions ADMOTC 19

84571987  Spices and condiments — Determination of crude fibres APMOTC

846 /1986 Hermetically sealed metal containers for food and ADMOTC 19
drinks — Part 4 : Cans for edible oil.

84711987 Methods of sampling eggs and egg products. AIDMOTC 4

848 /1987 Frozen chicken eggs AIDMOTC 4
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849 /1987 Testing methods for eggs and egg products — AIDMOTC 4
Enumeration of yeasts and moulds.

850 /1987 Testing methods for eggs and egg products- ADMOTC 4
Enumeration of mesophilic aerobic bacteria.

851/1986 Moisture meters for cereal — Grains and oilseeds ADMOTC 7

852/1986 Hermetically sealed metal containers for food and AIDMOTC 19
drinks — Part 3 : Cans for drinks.

853/1986 Complete, filled transport packages — Distribution trials, AIDMO TC 19
— Information to be recorded.

854 /1986 Complete, filled transport packages — General rules for APMOTC 19
the compilation of performance test schedultsPart 1 :
General principles.

855/1986 Packaging — sacks — Conditioning for testing Part 1: ~ AIDMOTC 19
Paper sacks.

856 /1986 Packaging — Sacks — Method of sampling empty sacks ADPMOTC 19
for testing.

859 /1987 Pallets for materials handing — Vocabulary. AIDMOTC 19

866 / 1987 Documentation — spine titles on books and other IS0TC 46
publications.

867 /1986 Documentation- Presentation of title information of IsoTC 46
series.

868 /1986 Layout key for trade documents. ISOTC 46

869 /1987 Vocabulary relating to iron and steel — Part 1 : General ADMOTC 15
metallurgical, heat treatment and testing terms.

870/1988 Vocabulary relating to Iron and Steel — Part 2 : Terms ~ APMOTC 15
related to steel production

871/1987 Vocabulary relating to iron and steel — Part 3 : Hot AIDMOTC 15
rolled steel products.

872/1987 Vocabulary relating to iron and steel — Part 4 : Steel AIDMOTC 15
sheets and strips.

873/1987 Vocabulary relating to iron and steel — Part 5 :Bright AIDMOTC 15
steel bars and wires.

874 /1987 AIDMO TC 15

Vocabulary relating to iron and steel — Part 6 :Forgings
and drop forgings. ’
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875/1987 Vocabulary relating to iron and steel — Part 7 : Wrought ADPMOTC 15
iron

876 /1987 Vocabulary relating to iron and steel — Part 8 :Steel AIDMOTC 15
pipes

87711988 Vocabulary relating to iron and steel — Part 9 : Iron and APMOTC 15
steel casting.

878 /1986 Documentation — Methods for examining documents,  'S0TC 46
determining their subjects, and selecting indexing terms.

879/1986 Microfilming of press cuttings — Part 1 : 16 mm silver-  'SOTC 46
gelatin type roll microfilm.

880 /1987 Microfilming of press cuttings — Part 2 : A6 size ISOTC 46
microfiche
881/1987 Documentation — Headers for microfiche of ISOTC 46

monographs and serials.
88271987 Micrographics — vocabulary — Part 03 : Film processing. 'S0T¢ 46

883 /2000 Micrographics -vocabulary- part 2: image positions and 'SCTC 46
methods of recording (updating of Arab standard:

883:1987)

884 /1987 |nformation processing — Guidelines for the IsoTC 46
documentation of computer— based application
systems

885/1987 Methods of testing of gasoline — Determination of AIDMOTC 18

octane number- Research method.

886 /1987 Methods of testing of gasoline — Determination of lead APMOTC 18
content in gasoline — lodine monochloride method

887 /1987  Silver corrosion by aviation turbine fuels AIDMOTC 18

888-14 /1987 Safety of household and similar electrical appliances— APMOTC 26
part 14 : Particular requirements for electric kitchen
machines.

888-7/1987 Safety of household and similar electrical appliances— APMOTC 26
Part 7 : Particular requirements for washing machines.

888-2/1987 Safety of household and similar electrical appliances— ADMOTC 26
Part 2 : Particular requirements for vaccuum cleaners
and water suction cleaning appliances

888-24 /1987  Satety of household and similar electrical appliances— ADMOTC 26
Part 24 : Particular requirements for refrigerators and
food freezers.
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889/1988 Determination of buriate in Urca. AIDMO TC 1
890 /1988 Determination of cyanamidic nitrogen in fertilizers. AIDMGCTC =1
891/1987 Water reaction in aviation fuels. AIDMOTC 18
893/1987 Petroleum products — Standard method of test for AIDMOTC 18

ductility of bituminous materials
894 /1987 Reference standard conditions for measurements AIBMOTC 16
crude petroleum and its liquids and gases products.
895-1/1987 Diagrams, charts, tables, - Part 1 : Definitions and AIDMO TC 27
classifications.
896 /1987 |tem designation in electrotechnology. ADMOTC 27

897 /1987 Standard frequencies for centralized network control ~ APMOTC 27

installation.
898 /1987 Symbols of alternating — current electricity meters AIDMOTC 27
899/1987 Standard frequencies AIDMO TC 27
900-1/2000 Quality management and quality assurance: Part1: IsoTC 178
guidelines for selection and use
900-9/1987 Graphical symbols for diagrams — Part 9 : AIDMOTC 27
Telecommunications : switching and peripheral
equipments.

900-3/1987 Graphical symbols for diagrams — Part 3 : Conductors ~ APMOTC 27
and connecting devices.

903 /1987 Determination of nitric and ammoniacal nitrogen AIDMOTC 1
according to Devarda method

904 /1987 Determination of nitric and ammoniacal nitrogen AIDMOTC 1

AIDMO TC 1

906 / 1987 Fertilizers — Determination of total nitrogen in calcium
cyanamide, nitrate free.

907 /1987  Fertilizers — Determination of total nitrogen in calcium ~ ADMOTC
cyanamide, containing nitrates.

908 /1987 Determination of free phosphoric acid in triple AIDMOTC 1
superphosphate

909 /1987 Determination of free water in solid fertilizers, oven ADMOTC 1
method.

910/1988 Determination of moisure in solid fertilizers - vacuum AIDMO TC
drying method
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911/1988 Determination of Particle size of solid fertilizers - AIDMO TC 1
sieving method.

912/1988 Fertilizers - Concentrated super phosphate. ADMOTC 1

913/1988 Fertilizers - Extraction of phosphorous soluble in cetric APMOTC 1
acid (2% concentration).

914/1988 Fertilizers - Extraction of phosphorous soluble in ADMOTC 1
mineral acids.

915/1988 Fertilizers - Extraction of phosphorous soluble in formic AIPMOTC 1
acid (2% concentration).

916 /1988 Fertilizers - Extraction of phosphorous soluble in neutral AMOTC 1
ammonium citrata solution.

917 /1992  Fertilizers - Extraction of phosphorous soluble in AIDMOTC 1
alkaline ammonium citrate - peterman method at 65 c°

918/1992 Fertilizers - Extraction of phosphorous soluble in AIDMOTC
alkaline ammonium citrate - peterman method at room
temperature

919/1992 Fertilizers - Extraction of phosphorous soluble in AIDMOTC 1

alkaline ammonium citrate - Jouli method.

920/1992 Fertilizers - Extraction of phosphorous Content - AIBHIOITE S
Quinoline phosphomolybdate gravimetric method.

92171992  Fertilizers - Extraction of phosphorous soluble in water. APMOTC 1
92271987 Check of the calibration of moisture meters for cereals. APMOTC 7

923/1987 Volume meters for liquids (other than water) — auxiliary APMOTC 7

equipment.
924 /1987 Plastics — Vocabulary. AIDMOTC 6
925/1988 Data processing - Vocabulary - Part 04 AIDMOTC 8
926 /1987 Plastics — List of equivalent terms. AIDMOTC 6

931/1988 (Classification of row sheep and goats skins according ADMOTC 24
to selection.

93271988 Classification of row sheep skins according to weight ~ ADMOTC 24
933/1988 Leather - Determination of apparent density. ADMOTC 24
934 /1988 |Leather - Determination of absorption of water. ADMOTC 24

936/1987 Leather — Physical testing — Measurement of thickness. APMOTC 24
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937 /1987 Leather — Determination of distension and strength of ~ APMOTC 24
grain — Ball burst test.

938/1987 Leather — Determination of tearing load. AIDMOTC 24

939/1987 Sampling and preparation of samples for chemical AIDMO TC 24
analysis for vegetabel tanned and chrome tanned
leathers.

940 /1987 Calculation of degree of tannage for vegetable tanned ~APMOTC 24
leathers.

941/1987 Determination of water soluble magnesium salts AIDMO TC 24
(Epsom salt)

942 /1987 Determination of sugars in vegetable tanned leathers. ~ ADMOTC 24

943/1992 Mathematical signs and symbols for use in physical AIDMOTC 7
sciences and technology.

944 /1987 Shoe sizez ADMO TC 24

945/1988 Tengstine lamps used for Calibration of optical ADMOTC 7
pyrometers.

946 /1987 technical specifications for shoes. AIDMO TC 24

947 /1988 Solid - stem general purpose thermometers. AIDMOTC 7

948 /1988 Enclosed - scale general purpose thermometers. ABEIGIE S

949 /1987 Quantities and units of acoustics. ADMO TC 7

950 /1987 Laboratory glassware — Graduated measuring cylinders APMOTC 7

95171987 Cold water meters ADMOTC 7

952/1988 Technical drawings-Tolerancing of form and location -~ APMOTC 20
Maximum material principle

953/1988 Technical drawings - Dimensioning and tolerancing of ~ AIDMOTC 20
cones

956 /1988 Technical drawings - Building drawings - Designation of ADMOTC 20
buildings and their parts - part 2 : Designation of rooms
and other areas.

957 /1988 Technical drawings - Simplified representation of center AIPMOTC 20
holes

958 /1988 Technical drawings for glassware AIDMOTC 20

959/1988 Technical drawings - Requirement for micor -copying ~ APMOTC 20
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960 /1988 Technical drawings - Item references AIDMOTC 20
96171988 Technical drawings - symbols for geometrical AIDMOTC 20

tolerances - Proportions and dimensions

962/1988 Technical drawings - construction drawings - Simplified AIDMOTC 20
representation of demolition and rebuilding

963/1988 Technical drawings - Item lists AIDMO TC 20
964 /1988 Series of conical tapers and teper angles AIDMOTC 20

965/1988 Machining allowances for dimension without individual APMOTC 20
tolerance indications

966 /1988 Blanks for plug gauges and handles (taper lock and ABMOTC 20
trilock) and ring gauges - design and general
dimensions.

967/1988 Technical drawings - Geometrical tolerancing on AIDMOTC 20

drawings - Tolerancing of form, orientation, location an
run-out - General principle, definitions, symbols and
indications

968/1988 Conversion between the 8 bit coded Arabic character ~ ADMOTC 8
set (ASMO 662) and the 5 bit coded Arabic character
set used in bilingual teleprinter (ASMO445)

969/1992 Visual and printed Arabic character set. ADMOTC 8

970 /1988 Domestic water solar heating systems - Vocabulary, AIDMOTC 9
definitions, symboles and measurement units.

97171988 Documentation - International Standard Recording ISoTC 46
Code (ISRC)

97271988 Documentation - Présentation of theses and similar ISoTC 46
documents

974 /1988 Requirements of aggregates of cellular concrete AIDMO TC 12
(thermostone)

97571988 Asbestos - Cement pipes, accessories and joints for ~ AIDMOTC 12
waste water and sewage

97671988 Gypsum - Technical vocabulary and definitions AIDMOTC 12

977-7/1988 Textiles - Tests for colour fastness - Measuring colour APMOTC 23
and colour differences

977-6/1988 Textiles - Tests for colour fastness - Colour fastness to APMOTC 23
ozone in air

48



Numerical index

Title Technical Commitee

Code

977-3/1988 Textiles - Tests for colour fastness - Grey scale for AIDMOTC 23
determination of smut

977-5/1988 Textiles - Tests for colour fastness - Colour fastness to APMOTC 23
vapours of burned gas

977-4 /1988 Textiles - Tests for colour fastness - Colour fastness to  APMOTC 23
nitrous oxides

977-1/1988 Textiles - Tests for colour fastness - General principles APMOTC 23

977-2/1988 Textiles - Tests for colour fastness - Grey scale for AIDMOTC 23
determination of change in colour

978 /1988 Textiles - Description of women fabrics ADMOTC 23

979/1988 Format for exchange of magnetic tapes for AIDMOTC 5
bibliographic records (Mater)

980 /1988 Soap and detergents - Standar definitions for AIDMOTC 25
vocabulary of soap and other detergents

981/1988 Soap and detergents - Non - ionic surface active AIDMOTC 25
agents - Determination of sulphated ash Gravimetric
method.

982/1988 Soap and detergents - Surface active agents- AIDMOTC 25
Evaluation of certain effects of laundering - Methods of
preparation and use of unsoiled cotton control cloth

983/1988 Soap and detergents - Surface active agents- Water ~ ADMOTC 25
dispersing power in dry cleaning solvents.

984 /1988 soap and detergents - Surface active agents - Powders APMOTC 25
and granules - Measurement of the angle of repose.

986 /1988 Soap and detergents - Surface active agents - AIDMOTC 25
Determination of free alkalinity or free acidity -

Titrimetric method.

989/1988 Soap and detergents - Sampling AIDMOTC 25

990/1988 Soap and detergents - Surface active agents - AIDMOTC 25
Determination of cationic active matter - Direct two-
phase titration procedure.

991/1988 Soap and detergents - Surface active agents - Analysis APMOTC 25
of technical alkane sulfonates - Determination of alkane
monosulfonates content.

992/1988 Soap and detergents - Surface active agents - AIDMOTC 25

Determination of water content - Karl Fisher method.
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Code Title Technical Commitee

993/1988 Soap and detergents - Surface active agents - Washing APMOTC 25
powders - Determination of apparent density -
Gravimetric.

994 /1988 Soap and detergents - Surface active agents - ADMOTC 25
Determination of alkalinity - Titrimetric method.

995/1988 Soap and detergents - Surface active agents - ADMOTC 25
Analyses of soap - Determination of low contents of
free glycerol - Molecular absorption spectrometry

method.
996 /1992 Personal eye protectors - Vocabulary. AIDMOTC 17
997 /1992  Personal eye protectors for welding and related AlbMOTC 17

techniques - Filters - Utilization and transmittance
requirements.

998 /1992 Personal eye protectors - Technical specification ADMOTC 17

999/1988 Micrographies - Vocabulary - Part 05 : Quality of ISOTC 46
images, legibility and inspection

1000 /1988  Documentation - Bibliographic description of ISOTC 46
contributes to periodicals and books.

1001 /1988 Vocabulary for information processing systems - Part ~ 'S0TC 46
18 : Distributed data processing.

1002 /1988 Vocabulary for information processing systems - Part ~ 1SOTC 46
06 : Preparation and handing of data.

100371992 Industrial safety helmets. AIDMOTC 17

1004 /1992 Clothing for limited protection against hazardous liquid ADMOTC 17
chemicals - Resistance to penetration - Marking.

1007 /1892 Tobacco and tobacco products - Cigarettes and filters ~ APMOTC 11
rods - Determination of nominal diameter.

1008 /1992 Tobacco and tobacco products - Expression of ADMOTC 11
analytical test results

1009 /1992 Tobacco and tobacce products - Determination of ADMOTC 11
maleic hydrazide residues.

101271992 Metrological systems for no-automatic weighing AIDMO TC 7
instruments.

1013 /1992 Classification of steel to alloyed and unalloyed steel AIDMOTC 15

according to the chemical composition.
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Code Technical Commitee

Title

1014 /1992

1015-4 / 1988

1015-2 / 1988

1015-3 / 1988

1016 / 1988

1017-2 /1988

1017-1/1988

1018 / 1992

1020 / 1992

1021 /1992

1022 7 1992

1023 / 1992

1024 / 1992

1025 /1992

1026 / 1992

1027-0/ 1992

1027-1 /1992

Anodizing of aluminium and its alloys - Determination of APMOTC 2

the fastness to ultra-violet light of coloured anodic oxide
coatings.

Domestic water solar heating systems - Heat energy
storage tanks - Part 4 : Data plate.

Domestic water solar heating systems - Heat energy
storage tanks - Part 2 : Manufacturing requirements

Domestic water solar heating systems - Heat energy
storage tanks - Part 3 : Performance and test methods.

Domestic water solar heating systems - Supplementary
elements - Materials and manufacturing requirements.

Domestic water solar heating systems - Systems - Part
2 : Performance and test methods.

Domestic water solar heating systems - Systems - Part
1 : Installation requirements.

Data elements and interchange formats - Information
interchange - Representation of dates and times.

Paper and board - Determination of moisture content -
Oven-drying method.

Conversion between the Arabic / Latin 8-bit coded
character set (ASMO 708) and the Arabic/Latin 5-bit
coded character set (ASMO 445) used in bilingual
teleprinter.

Paper and board - Determination of grammage.
Paper and board - Determination of ash

Distribution aluminium bars made of commercial pure
aluminium

Distribution aluminium bars made of heat treated
aluminium alloy of aluminium-magnesium-silica type.

Tests of electrical pulse on cables and their
accessories.

Lubricants, industrial oils and related products (class
L) - Classification - Part 0 : General

Lubricants, industrial oils and related products (class
L) - Classification - Part 1 : Family (A) - (Total loss
systems).

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

AIDMO TC

21

21

21

21

10

10

10

18

18
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Code

Title

Technical Commitee

1027-2 /1992

1028 /1992

1029 / 1992

1030 / 1992

1033 /1992

1034 / 1992

1035 /1992

1036 / 1992

1037 / 1992

1038 /1992

1039 / 1992

1040 / 1992

1100 / 1996

1101/ 1996

1102 / 1996

1103 / 1996

1104 / 1996

1105 / 1996

Lubricants, industrial oils and related products (class
L) - Classification - Part 4 : Family (H) - (Hydraulic
systems).

Water quality - Determination of total arsenic - silver
diethyldithiocarbamate spectrophotometric method.

Quality of liquid water coming from petroleum
refineries - Determination of suspended organic
matters extracted by hexane.

Aluminium and aluminium alloys - Aluminium castings
of T shape.

Meat and meat products - Determination of total fat
content.

Meat and meat products - Determination of Chloride
content (potentiometric method).

animal and vegetable fats and oils - Determination of
water content - Entrainment method.

Black tea - Determination of water extract.
Black tea - Determination of acid-insoluble ash.

Glass- Resistance to attack by a boiling aqueous
solution of mixed alkali - Method of test.

Glass Containers - Thermal shock resistance and
thermal shock endurance - Test methods.

Glass containers - Determination of capacity by
gravimetric method - Test methods.

Plastics - Polyalkylene terephthalate - Sampling and
determination of properties.

Packaging - Determination of the filled volume using
the flat dimensions - Part 1 : Paper sacks

Series 1 freight containers - Classification, dimensions
and ratings.

Paper and board - Determination of moisture content -
Oven-drying method.

Tableware made of melamine.

Cigarettes - Sampling.

AIDMO TC 18

AIDMO TC 18

AIDMO TC 32

AIDMO TC 32

AIDMOTC 3

ADMOTC 3

ADMO TC 4

AIDMOTC 4

ADMO TC 4

AIDMO TC 16

AIDMO TC 16

AIDMO TC 16

AIDMOTC 6

AIDMO TC 19

AIDMO TC 19

ADMOTC 21

ADMO TC &

AIDMO TC 11
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Technical Commitee

for garden watering.

Code Title

1106 /1996  Tobacco - Sampling of batches of raw material - AIDMOTC 11
General principales

1107 /1996 Cigarettes - Determination of carbon monoxide in AIDMOTC 11
vapour phase of cigarette smoke - Non dispersed infra-
red (NDIR) method.

1108 /1996  Tobacco and tobacco products - Determination of AIDMOTC 11
organochlorine pesticide residues - Reference method.

1109 /1996 Safety - personal eye protectors - Requirements. AIDMOTC 17

1110 /1996 Safety - Personal eye protectors - Definitions. AIDMOTC 17

1111/1996  Gypsum- Types of gypsum - Testing techniques. ADMOTC 12

1112/1996 Fertilizers - Determination of potassium content by ADMOTC 1
tetraphenylborate - Gravimetric method

1113/1996 Road vehicles - Safety requirements for transport AIDMO TC 31
vehicles of flammable liquids and fuels.

1114 /1996 Road vehicles - General requirements. AIDMO TC 31

1115 /1996 Carbon tetrachlorides fro industrial use - Method of test. APMOTC 22

1116 /1996 Surface active agents - washing powders - AIDMO TC 25
Determination of inorganic sulfates - Gravimetric
method.

1117 11996  Surface active agents - washing powders - AIDMO TC 25
Determination of total silica cotent by gravimetric
method.

1118 /1996 Feeds for cattle and poultry. AIDMOTC 4

1119/1996 Paints - Flat alkyd based paints for interior use. AIDMOTC 13

1120 /1996 Emulsion paints for interior and exterior use. AIDMO TC 13

1121/1996 Test methods for emulsion paints for interior and ADMOTC 13
exterior use.

1122 /1996  Qil paints - Priming oil paints. AIDMOTC 13

1123 /1996  Qil paints - Alkyd based under-coating paints for AIDMOTC 13
general purposes.

1124 /1996  P.V.C (Polyvinyl chloride ) used in production of pipes ~APMOTC 6
for potable water

1125/1996  P.V.C (Polyvinyl chioride ) used in production of thoses APMOTC 6
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Code Title Technical Commitee

1126 /1996  P.V.C (Polyvinyl chloride ) used in production of AIDMOTC 6
window blinds.

1127 /1996  Protective current transformers - Part 1 : Additional AIDMOTC 27
requirements for current transformers for use with
protective devices.

1128 /1996  Protective current transformers - Part 2 : Test AIDMOTC 27
performed on current transformers for use with
protective devices.

1129/1996  Protective current transformers - Part 3 : Determination ADMOTC 27
of composite errors in current transformers for use with
protective devices.

1130 /1196  Measurement of fluid flow in closed conduits - ADMOTC 7
quantities, units, symbols, vocabulary and markings -
Part 1 : Quantities, units and symbols.

113171996  Measurement of fluid flow in closed conduits - AIDMOTC 7
quantities, units, symbols, vocabulary and markings -
Part 2 : Vocabulary and general definittions (fluid
mechanics).

1132/1996 Measurement of fluid flow in closed conduits - AIDMOTC 7
Quantities, units, symbols, vocabulary and marking -
Part 3 : Vocabulary and general definitions
(uncertainty).

1133/1996 continuous totalizing weighing instruments - Part 1 : ADMOTC 7
General.

1134 /1996 Continuous totalizing weighing instruments - Part 2 : ADMOTC 7
Metrological and technical conditions.

1135/1996 Continuous totalizing weighing instruments - Part 3 : AIDMOTC 7
Measurement controls.

1136 /1996 Labeling - Labeling of industrial products. AIDMOTC 19

1137/1996  Labeling - Labeling of chemical products. AIDMOTC 19

1138 /1996 Ethylene for industrial purposes. AIDMOTC 22

1139 /1996  Sterile bypodermic insulin syringes and needles for ISOTC B84

single use.

1140 /1996  Test methods of sterile hypodermic insulin syringes and 'S0T¢ 84
needles for single use.
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Numerical index

Code Title Technical Commitee
1141/1996 Conical fittings with 6% (Luer) taper for syringes, IsoTC 84
needles and certain other medical equipment- Part 1 :

General requirement and test methods.
1142 /1996 OQutwear ready-made garments - Garments and ready- APMOTC 23
made bed covers made from woven fabrics - Quality
determination.
1143 /1996 Metal furniture for office work IsoTC 136
1144 /1996  Manufactured for office work AIDMO TC 12
1145/1996 Physical tests for manufactured gypsum AIDMOTC 12
1146 /1996 Chemical tests for manufactured gypsum AIDMO TC 24
1147 /1996 Heavy duty leather shoes with soles made of polyvinyl APMOTC 24
chloride (PVC)
1148 /1996 Shoes heels and soles made of rubber ISOTC 45
1149 /1996 Shoes soles made of plastic for light uses. AIDMOTC 6
1150 /1996  General conditions for inspection and supply of ADMOTC 2
aluminium alloy castings produced by gravity, sand or
chill casting, or by similar processes.
1151 /1996 Mineral wool - Metal-mesh covered mats for thermal ~ AIDMOTC 22
insulation (industrial type)
1152/1996 Smoking tobacco and tobacco products machines - AIBKOIE
Non-routine testing methods.
1153 /1996  Glycerol used for industrial purposes- Sampling AIDMOIC S22
methods.
1154 /1996 Determination of temperature of deflection under load ~ APMOTC 6
for plastics.
1155 /1996 Iron alloys - Sampling and sample preparation - IsoTC 102
General rules.
1156 /1998 Soap and detergents - Techniques of sampling during ~ APMOTC 25
manufacture
1157 /1998  Sulphuric acid AIDMO TC 22
1158 /1998 Terminology - Vocabulary. AIDMOTC 5
1159 /1998 Determination of free sulfur in fertilizers. AIDMO TC 1
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Code Title Technical Commitee

1160 /1998 Tobacco- Preparation and constitution of identical AIDMO TC 11
samples from the same lot (code of practice fro
collaborative studies for evaluating testing methods).

1161/1998 Tobacco and tobacco products - Determination of AIDME TC 11
dithiocarbamate pesticides residues - Molecular
absorption spectrometric method.

1162/1998  Tobacco - Water content determination (reference AIDMOTC 11
method).

1163 /1998  Cigarettes - Determination of alkaloids seized by filter ~ADMOTC 11
rods - Spectrometric method

1164 /1998 Phenol, ortho-cresol (o-cresol), meta-cresol (m-cresol), ADMOTC 22
para-cresol (p-cresol), cresylic acid and xylenols for
industrial use - Testing methods - Part 1 : General.

1165/1998  Motor vehicles - Wheels/rims - Designation, AIDMO TC 31
identification, labelling and measuring units.

1166 /1998  Determination of mean diameter of wool fibers by air ~ ADMOTC 23
permeability method.

1167 /1998  Domestic cooking appliances. AIDMO TC 26
1168 /1998  Caustic soda (sodium hydroxide) ADMOTC 22
116971998  Methanol (methanol for general purpose). AIDMO TC 22
1170 /1998  Power transformers fo dry type. IECTC 38
1171 /1998 (Cloaks for men. ADMO TC 23
117271998 Petticoats for women. ADMOTC 23
1173 /1998 Safari suits. AIDMO TC 23
1174 /1998  Protectors - personal eye protectors - Optical test AIDMOTC 17
methods.

117571998  Protectors - personal eye protectors - Non-Optical test APMOTC 17

methods.
1176 /1998  Compound fertilizers. AIDMO TC 1
117771998 | egumes packaged in bags - Sampling. AIDMOTC 4
1178 /1998  Cereals and legumes - Storage of cereals and AIBKICITC 4

legumes - Part 2 : Basic requirements.

117971998  Textiles - Determination of breaking force and AIDMOTC 23
elongation at break of individual fibers.
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Technical Commitee

methods.

Code Title

1180 /1998  Aluminium utensils - Testing methods. ADMOTC 2

118171998 General technical and hygienic requirements for AIDMOTC 3
handing of fresh fish (in sea).

1182/1998 Information and documentation - Paper for documents - '$0T¢ 46
Requirements for permanence

1183 /1998 Washing bleaching powder. AIDMO TC 25

1184 /1998  Electrical installations in buildings - Part 1 : Definitions. APMOTC 30

1185 /1998 Electrical installations in buildings - Part 2 : Basic AIDMO TC 30
principles.

1186 /1998 Electrical installations in buildings - Part 3 : Evaluation ~ AIPMOTC 30
of general properties.

1187 /1998  Electrical installations in buildings - Part 4 : Protection ~ APMOTC 30
for safety.

1188 /1998 Electrical installations in buildings - Part 5 : Selection ~ APMOTC 30
and installation for electrical fittings.

1189 /1998 Electrical installations in buildings - Part 6 : Verification APMOTC 30

1190 /1998 Electrical installations in buildings - part 7 : AIDMO TC 30
Requirements for special installations or special sites.

1191/1998 Commercial refrigrated cabinets - Technical IsoTC 86
specifications - General requierments.

1192/1998 Commercial refrigrated cabinets - Technical IsoTC 86
specifications - Particular requirements..

1193 /1998 Commercial refrigrated cabinets - Testing methods IS0TC 86

1194 /1998 Commercial refrigrated cabinets - Testing methods- ISOTC 86
Calculation of linear dimension, areas and volumes.

1195 /1998 Refrugerating units - Safety requirements. IsoTC 86

1196 /1998 Testing of refrigerating systems. IsoTC 86

1197 /1998 Household dishwashers - Performance requirements. ~ AIPMOTC 26

1198 /1998 Adhesive tapes for electrical purposes - General AIDMOTC 6
requirements.

1199 /1998  Adhesive tapes for electrical purposes - Testing ADMOTC 6
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Code Title Technical Commitee

1200 /1998 Adhesive tapes for electrical purposes - Requirements AOMOTC 6
for polyester (PETP) film tapes with non-thermosetting
adhesive.

1201 /1998 Adhesive tapes for electrical purposes - requirements ~ APMOTC 5
for polyester (PETP) film tapes with thermosetting
adhesive.

1202 /1998  Adhesive tapes for electrical purposes - requirements ~ AIPMOTC 6
for polycarbonate film tapes with non-thermosetting
adhesive.

1203 /1998 Adhesive tapes for electrical purposes - Requirements ADPMOTC 6
for cellulosic paper, creped, with thermosetting
adhesive.

1204 /1998  Adhesive tapes for electrical purposes - Requirements ADPMOTC &
for cellulosic paper with thermosetting adhesive.

120571998 Adhesive tapes for electrical purposes - Requirements ADMOTC &
for polyimide film tapes with thermosetting adhesive.

1206 /1998  Adhesive tapes for electrical purposes - Requirements APMOTC 6
for glass fabric tapes with thermosetting adhesive.

1207 /1998  Adhesive tapes for electrical purposes - Requirements ADPMOTC 6
for plasticized polyvinyl chloride tapes with
thermosetting adhesive.

1208 /1998  Flat lath made from steel. AIDMO TC 15
1209 /1998 Hot-rolled steel bars for concrete reinforcement AIDMOTC 15
1210 /1998 Hot-rolled steel bars for steel sectors. AIDMO TC 15
121171998  Pure aluminium and pure aluminium products. AIDMOTC 2
1212/1998  Steel pipes for pipelines of petroleum products. ADMOTC 15

121371998  Vertical storage tanks for petroleum products made of ADMOTC 15

welded steel.

1214 /1998 Non-destructive test by using the penetrant dye - Part 1 APMOTC 15
: General principles.

121571998 Non-destructive test by using the penetrant dye - Part 2 APMOTC 15
: Penetrant test on steel castings..

1216 /1998  Direct Measurement systems of mass flow of liquids. ~ APMOTC 7
1217 /1998  Accuracy in measuring instruments AIDMO TC

1218 /1998  Guide for power loading of dry transformers IECTC 38
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Technical Commitee

1219/2000 Hygienic paper-wet wipes AIDMOTC 21
1220 /2000 Textile-Sanitary unwoven disposable fabrics AIDMO TC - 23
1221 /2000 Wooden doors ISOTC 89
1222 /2000 Wooden windows ISOTC 89
1223 /2000 Tanned goat and sheep hides AIDMOTC 24
1224 /2000 Tanned of cows hides AIDMOTC 24
1225/2000 Standard Frequency and voitages used in the AIDMO TC 27

transmission and distribution of alternating currents

1226 /2000 Alternating current meters—single phase meter- double APMOTC 27
wires meter with a whole current and control grade.(2)

1227 /2000  Alternating current meters—three phase meter- whole ~ APMOTC 27
current and control grade meter

1228 /2000 Ropes and rope products-Vocabulary AIDMOTC 5

1229 /2000 Determination of Mass-Vocabulary ADMOTC 5

1230 /2000 Nonmetallic/Plastic conduits and fittings for electrical ~ APMOTC 10
installations

1231/2000 Nonmetallic/Plastic conduits and fittings for electrical ~ APMOTC 10
installations : Testing Methods

1232 /2000 Terminology of measurement transformers — voltage ~ '€¢7¢ 38
transformers, current transformers

1233 /2000 Classification of electrical and electronic devices for AIDMO TC 27

protection against electrical shock

1234 /2000 Methods of testing the performance of electrical AIDMOTC 26
ordinary mixers

1235 /2000 Emulsified Asphalt for use in pavement works AIDMO TC 18

1236 /2000 Emulsified Asphalt-solidity testing AIDMOTC 18

1237 /2000 Testing Bituminous materials-Floating test RS I

1238 /2000 Emulsified Asphalt: test for composition AIDMO TC 18

1239 /2000 Testing Bituminous materials: Determination of flash ~ AIPMOTC 18
and fire points by Clevelend open cup Apparatus

1240 /2000 Testing Bituminous materials- representative sampling AIPMOTC 18
method
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124172000  Testing Bituminous materials-Determination of water ~ ADMOTC 18
percentage in the Asphaltic materials and petroleum
products by distillation

1242 12000  Testing Bituminous materials- spot testing AIDMOTC 18

1243 /2000  Testing Bituminous materials: testing the effect of heat ADMOTC 18
and air on Asphalt products

1244 /2000 Viscosity-graded Asphaltic materials for use in AIDMOTC 18
pavement works

124572000 Testing Emulsified Asphalt: Determination of mass per ADMOTC 18

gallon
1246 /2000  Testing of Bituminous materials-Penetration testing AIDMOTC 18
1247 /2000 Testing elongation of Bituminous materials AIDMOTC 18
1248 /2000 Solidity testing of emulsified Asphalt with positive AIDMOTC 18
charge

124972000  Testing emulsified Asphalt- Determination of viscosity =~ ADMOTC 18
(saibolt pherol method)

1250 /2000  Testing emulsified Asphalt : Asphalt with positive charge APMOTC 18
125172000 Testing emulsified Asphalt-lab coating test AIDMOTC 18

1252 /2000  Penetration-Graded Bituminous materials for use in AIDMOTC 18
pavement works

1253 /2000  Testing solubility point of Bituminous materials in ADMOTC 18
ethylene tri-chloride

1254 /2000 Testing emulsified Asphalt-Field coating test AIDMOTC 18

1255 /2000  Testing emulsified Asphalt-testing the residue AIDMOTC 18

1256 /2000  Testing Bituminous materials-Determination of specific ADMOTC 18
gravity of semi-solid Bituminous materials

1257 /2000  Technical terms for normal or reinforced concrete AIDMOTC 15
1258 /2000  Sacks of Agricultural products: polypropylene sacks ADMOTC 19
1259 /2000  Sacks of Agricultural products-polypropylene sacks- AIDMOTC 19

testing methods

1260 /2000  Safety requirements of electrical household appliances- APMOTC 26
electrical heaters- special safety requirements

1261/2000 Performance testing of electrical ironing machines by =~ ADMOTC 26
their effect on certain textiles
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Technical Commitee

accelerating water reducing admixtures

Code Title
1262 /2000 Bleaching solution “sodium hypochlorite” AIDMOTC 22
1263 /2000 Bleaching solution “sodium hypochlorite’- test methods APMOTC 22
1264 /2000 Capacitors: safety requirements AIDMOTC 26
1265-1/2000 High-voltage fusion: current defining fusions-part 1: ADMOTC 27
General
1265-2/2000 High-voltage fusion: fusions defining the current-part 3: APMOTC 27
tests
1265-3/2000 High-voltage fusion: fusions defining the current - part ~ APMOTC 27
3: characteristics and regulators
1265-4 / 2000  High-voltage fusion: fusions defining the current-part ~ APMOTC 7
4:annexes
1266 /2000 Preferred sizes for thread screws, bolts and nuts isoTe 2
1267 /2000  Size designation of clothes-definitions and body AIDMO TC - 23
measurement procedure
1268 /2000 Passenger cars -test methods for road wheels AIDMOTC 31
1269 /2000 Performance data of refrigerating compressors ISOTC 86
1270 /2000  Electrical switches for household use — electrical fixed ~APMOTC 27
components : General requirements
1271/2000 Capacity testing of refrigerating systems ISOTC 86
1272 /2000 Paper and carton: methods of test for carbon paper AIDMOTC 21
1273 /2000 Paper and Carton: Ribbon for typewriters LR
1274 /12000 Paper and Carton: carbon paper for handwriting AIDMOTC =21
12752000 Electrical fans and accessories: performance and IsoTC 86
composition
1276 /2000 Plastic coating AIDMOTC 6
1277 /2000 Polyethylene pipes for lateral irrigation ADMOTC 6
1278 /2000 Polyethylene pipes-designation of polyethylene based ~APMOTC 6
on the nominal density and on the flow index of
1279 /2000 Polyethylene pipes- determination of disparity in AIDMOTC 6
outside diameters and wall thickness
1280 /2000 Concrete admixtures- Part1: Retarding and AIDMOTC 15
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Code Title Technical Commitee

1281/2000 Sanitaryware: Part1: Wall hung WC pan with close AIDMOTC 12
coupled cistern - connecting dimension

1282 /2000 Sanitaryware: Part1: Wall hung WC pan with AIDMOTC 12
independent water supply

1283 /2000  Information processing systems-Vocabulary-Part3: ISOTC 46
Equipment technology

1284 /2000  Information processing systems-Vocabulary-Part5 : ISoTC 48
Representation of data

1285/2000  Information processing systems-Vocabulary-Part 11;  'SOTC 48
Processing units

1286 /2000  Ergonomic requirement for office work with visual ISOTC = b
display terminals (VDTS)-Part 1: General introduction

1287 /2000  Ergonomic requirement for office work with visual ISOTC 46
display terminals (VDTS)-Part 2: Guidance on task
requirements

1288 /2000  Information technology-Software life cycle processes  'SOTC 46

1289 /2000 Information technology-Specification and ISOTC 46
standardization of data elements- Part 5: Designation
and identification principles for data elements

1290 /2000  Information technology- Vocabulary: Part 7: computer  'S0TC 46
programming

1291/2000 Codes for the representation of currencies and funds  1S0TC 46

1292/2000  Principles and methods of terminology ADMOTC 5

1293 /2000 Industrial process measurement control functions and SOTC 46
instrumentation —symbolic representation- Part 1: Basic
requirements

1294 /2000 Technical drawings- Coding and referencing systems ~ 'SOTC 46
for building and civil engineering drawings and
associated documents

129572000 industrial process measurement control functions and 'SOTC 46
instrumentation —symbolic representation- Part 4: Basic
symbols for process computer

1296 /2000 Natural marble Tile ADMOTC 8

1297 /2000 ~ Cotton tissues: towels, bedclothes and cushion covers ADMOTC 23

1298 /2000  Fluting paper for making corrugated carton ADMOTC 21
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1299 /2000 Test liner Paper for use in two sides of corrugated AIDMO TC 21
carton box

1300 /2000 Kraft liner paper for use in two sides of corrugated AIDMOTC 21
carton box

1301 /2000 Kraft paper for making paper bags AIDMO TC 21

1302 /2000 Blood transfusion equipment for single medical use ADMOTC 7

1303 /2000 Formalin (Formaldehyde solution Grade 1 and 2) AIDMO TC - 22

1304 /2000 Normative classification and standards for car service ~APMOTC 31
greases

1305 /2000 Determination of the rate of mass flow and bulk density APMOTC 6
of thermoplastic materials

1306 /2000 Polyester tanks reinforced with glass fibers ADMOTC 6
1307 /2000 Nitrogen: Gas-Liquide ADMOTC 22
1308 /2000 Rubber separators between concrete walls ISOTC 45
1309 /2000 Testing dimensional stability of cellular plastic AIDMOTC 6
1310 /2000 Cellular Plastic : Determination of water vapor AIDMOTC 6

transmission and infiltration ratio

9000 /1994  Quality management and quality assurance standards- 'S07¢ 176
Guidelines for selection and use

9001 /1994 Quality systems - Model for quality assurance in IsoTC 176
design, development, production, installation and
servicing.

9002 /1994 Quality systems - Model for quality assurance in IsoTe 176

production, installation and servicing.

9003 /1994 Quality systems - Model for quality assurance in final ~ S0T¢ 176
inspection and test.

9004 /1994 Quality management and quality systems elements- ~ 1S0TC¢ 176
Guidelines.
9005 /1994 Quality - Vocabulary. ISO TC 176
14001/1998  Environmental management systems - Guidance for ~ 'S0T¢ 207
use.
14004 / 1998 Environmental management systems - General IsoTC 207

guidelines on principles, systems and supporting
techniques (1ISO 14004).
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1401171998 Guidelines for environmental auditing - Audit IsoTC 207
procedures - Auditing of environmental management
systems (ISO 14011)

14012/1998  Guidelines for environmental auditing - Qualification IsoTe 207
criteria for environmental auditors (ISO 14012)
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Index of Technical Commitees

Technical Commitee

Code

1 AIDMO TC Fertilizers and soil conditioners

1 ISOTC Screw threads

2 AIDMO TC Aluminium products

2 ISO TC Fasteners

3 AIDMO TC Processed food products

4 AIDMO TC Non-Processed food products

4 ISOTC Rolling bearings

5 AIDMO TC Terminology

6 AIDMO TC Plastics

7 AIDMO TC Metrology

8 AIDMO TC Application of arabic language in informatiques
8 ISOTC Ships and marine technology

9 AIDMO TC Solar Energy and its application

10 AIDMO TC Electric and telephone wires and cables
1 AIDMO TC Tobacco and tobacco products

12 AIDMO TC Cement, lime and gypsum

13 AIDMO TC Paints and varnishes

13 IECTC

15 AIDMO TC Steel

16 AIDMO TC Glass

17 AIDMO TC Safety

18 AIDMO TC Petroleum products and lubricants
19 AIDMO TC Packaging

20 AIDMO TC Technical drawing and limits and fits
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Code Technical Commitee

21 AIDMO TC Paper and cardboard

22 AIDMO TC Chemistry

23 AIDMO TC Textiles

23 [SOTC Tractors and machinery for agriculture and forestry
24 AIDMO TC Leather

24 ISO TC Sieves, sieving and other sizing methods
25 AIDMO TC Soap and synthetic detergents

26 AIDMO TC Electrotechnical safety requirements

27 AIDMO TC Electrotechnical symbols and ratings

27 ISOTC Solid mineral fuels

28 AIDMO TC Steam boilers and pressure vessels

29 AIDMO TC Electrical accessories

29 ISOTC Small tools

30 AIDMO TC Building code

31 AIDMO TC Cars, vehicles and their accessories

32 AIDMO TC Environment protection from pollution

33 AIDMO TC Roads and axial loads

38 IECTC

39 ISOTC Machine tools

41 ISOTC Pulleys and belts (including veebelts)
45 ISOTC Rubber and rubber products

46 ISOTC Information and documentation

58 ISOTC Gas cylinders

60 ISOTC Gears
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Index of Technical Commitees

Code Technical Commitee

84 ISOTC Medical devices for injections

86 ISOTC Refrigeration and air-conditioning

89 ISOTC

92 ISOTC Fire safety

101 ISO TC Continous mechanical handing equipment

102 ISOTC fron ores and direct reduced iron

106 ISOTC Art dentaire

107 ISO TC Metallic and other inorganic coatings

123 SO TC Paliers lisses

136 ISO TC Furniture

137 ISOTC Sizing system, designations and marking for boots and
shoes - STAND-BY

138 ISOTC Plastics pipes, fittings and valves for the transport of fluids

153 ISO TC Valves

154 ISO TC Processes, data elements and documents in commerce,
industry and administration

176 ISO TC Quality management and quality assurance

207 I1SOTC Environmental management
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AIDMO Standards arranged according to Technical Commitees

Code

Title

AIDMO TC 7 Fertilizers and soil conditioners

571985

6/1986
127 /1998
5562 /1985
553 /1998
564 /1985
565 / 1985
566 / 1985
567 / 1985
683 / 1986
684 /1985
685 / 1986
686 / 1986
687 / 1986
688 / 1986

689 / 1986
690 / 1986
691/ 1986
692 / 1986

889 /1988
890/ 1988

903 /1987

74

mono superphosphate fertilizer.

Calcium ammonium nitrate (CAN) fertilizer
Ammonium sulphate fertilizer

Triple super phosphate fertilizer.

Urea fertilizer.

Methods of sampling for solid fertilizers

Muriate of potash fertilizer.

Sulphate of potash fertilizer

Basic slag fertilizer

Ammonium nitrate fertilizer

Ammonical calcium nitrate fertilizer

Fertilizers — Determination of bulk density (Loose).
Fertilizers — Determination of bulk density (Tapped)
Diamonium phosphate fertilizer

Potassium nitrate fertilizer.

Potassium fertilizer — Determination of the water soluble
potassium content.

Fertilizers — Determination of chiorides in the absence of organic
material.

Fertilizers — Determination of nitrate nitrogen content — Nitron
gravimetric method.

Fertilizers — Determination of ammoniacal nitrogen content —
Titrimetric method after distillation

Determination of buriate in Urca.
Determination of cyanamidic nitrogen in fertilizers.

Determination of nitric and ammoniacal nitrogen according to
Devarda method




AIDMO Standards arranged according to Technical Commitees

Code Title
004 /1987 Determination of nitric and ammoniacal nitrogen
906 /1987 Fertilizers — Determination of total nitrogen in calcium cyanamide,
nitrate free.
007 /1987 Fertilizers — Determination of total nitrogen in calcium cyanamide,
containing nitrates.
908 /1987 Determination of free phosphoric acid in triple superphosphate
009 /1987 Determination of free water in solid fertilizers, oven method.
910 /1988 Determination of moisure in solid fertilizers - vacuum drying method
911 /1988 Determination of Particle size of solid fertilizers - sieving method.
912 /1988 Fertilizers - Concentrated super phosphate.
013 /1988 Fertilizers - Extraction of phosphorous soluble in cetric acid (2%
concentration).
014 /1988 Fertilizers - Extraction of phosphorous soluble in mineral acids.
915/ 1988 Fertilizers - Extraction of phosphorous soluble in formic acid (2%
concentration).
016 /1988 Fertilizers - Extraction of phosphorous soluble in neutral
ammonium citrata solution.
017 /1992 Fertilizers - Extraction of phosphorous soluble in alkaline
ammonium citrate - peterman method at 65 c°
018 /1992 Fertilizers - Extraction of phosphorous soluble in alkaline
ammonium citrate - peterman method at room temperature
019 /1992 Fertilizers - Extraction of phosphorous soluble in alkaline
ammonium citrate - Jouli method.
920/1992 Fertilizers - Extraction of phosphorous Content - Quinoline
phosphomolybdate gravimetric method.
921/1992 Fertilizers - Extraction of phosphorous soluble in water.
1112 /1996 Fertilizers - Determination of potassium content by
tetraphenylborate - Gravimetric method
1159 /1998 Determination of free sulfur in fertilizers.
1176 /1998 Compound fertilizers.
ISOTC 71 Screw threads
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Code Title

79/1972 Screw threads , and nuts.

AIDMO TC 2 Aluminium products J

232/1975 Light metals and their alloys — Brinell hardness test

234 /1975 Light metals and their alloys — Vickers hardness test (test loads)
from 1 to 100 kg.F.)

237 /1998  Aluminium utensils.
451/2000 Designation of screw and nut parts with accessories

456 /1983  Light metals and their alloys - Classification and composition of
unalloyed aluminium ingots for remeiting

457 /1983  Light metals and their alloys — Code of designation based on
chemical symbols.

458 /1985  Alluminium, magnesium and their alloys — Temper designation

459 /1983 Light metals and their alloys — Terms and definitions — Part 1 :
Materials. -

46071983 Light metals and their alloys — Terms and definitions- Part 2 :
Unwrought products. -

461/1983 Light metals and their alloys — Terms and definitions- Part 3 :
Wrought products

462 /1983 Light metals and their alloys — Terms and definitions —Part 4 -
Castings.

463 /1983 Aluminum and aluminum alloys — Determination of titanium —
Spectrophotometric chromotropic acid method.

464 /1983  Aluminium and aluminium alloys — Determination of chromium —
Spectrophotometric method using diphenyl carbaside, after
extraction.

46571983  Chemical analysis of aluminium and aluminium alloys —
Complexometric determination of magnesium.

466 /1983  Aluminium and aluminium alloys — Determination of iron —
Orthophenanthroline photometric method.

467 /1983  Aluminium and aluminium alloys- Determination of silicon —
Gravimetric method.

468 /1983  Aluminium and aluminium alloys — Determination of nickel —
Atomic absorption spectrophotometric method
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Code Title

469 /1983  Aluminium and aluminium alloys — Determination of magnesium —
Atomic absorption spectrophotometric method.

470/1983 Aluminium and aluminium alloys — Determination of manganese —
photometric method (manganese content between 0.005 and 1.5
%)

471 /1983 Aluminium alloys — Determination of copper — Electrolytic method.

472 /1983 Aluminium and aluminium alloys- Determination of copper —
Atomic absorption spectrophotometric method

473 /1983 Composition of wrought products of aluminium and aluminium
alloys — Chemical composition (per cent).

474 /1983 Aluminium and aluminium alloys — Determination of copper
content —Oxalyldihydrazide photometric method.

47571983 Aluminium alloys — Determination of zinc — EDTA titrimetric
method.

476 /1983  Aluminium and aluminium alloys — Determination of silicon —
Spectrophotometirc method with the reduced silicomolybdic
complex.

477 /1985 Anodization (anodic oxidation) of aluminium and aluminium alloys
— Insulation check by measurement of current potential.

478 /1985 Anodization of aluminium and aluminium alloys — Assessment of
sealing quality by measurement of the loss of mass after
immersion in acid solution.

479 /1985 Anodization of aluminium and aluminium alloys — Assessment of
quality of sealed anodic oxide coatings by measurement of the
loss of mass after immersion in phosphoric-chromic acid solution.

48071985 Surface treatment of metals — Anodic oxidation of aluminium -
Specular reflectance at 45 degrees — Total reflectance — Image
clarity.

481/1985 Cast aluminium alloys — Chemical composition and mechanical
properties.

482 /1983 Wrought aluminium and aluminium alloys — Drawn tubes -
Mechanical properties.

483 /1983 Mechanical property limits for aluminium alloy forgings.

484 /1983 Wrought aluminium and aluminium alloys — Rolled products —
Mechanical properties.

485 /1983 Aluminium machining alloys — Chemical composition and

mechanical properties of alloy AFCu6 Bi Pb and alloy Al-Cu4 Pb
Mg.
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Code

Title

486 /1983

487 /1983

488 /1983

589 / 1986

594 /1985

595 /1985

596 / 1985

597 /1 1985

645 / 1986

646 / 1986

647 / 1986

648 / 1986

649 / 1986

650 / 1986

651 /1986

652 / 1986

653 / 1986

654 / 1986

Mechanical property limits for extruded products of aluminium and
aluminium alloys.

Aluminium products — Standard dimensions of windows’ openings.
Aluminium products — Standard dimensions of doors’ openings.

Light metals and their alloys — Vocabulary and definitions — Part 5
: Methods of processing and treatment.

General method for the determination of arsenic— Silver
diethyldithiocarbamate photometric method.

Wrought aluminium and aluminium alloys— Sheet — Tolerances on
shape and dimensions.

Aluminium and aluminium alloys — Determination of lead content —
Flame atomic absorption spectrometric method.

Wrought aluminium, magnesium and their alloys — Selection of
specimens and test pieces for mechanical testing

Aluminium alloy chill castings — Reference test bar
Aluminium alloy sand castings — Reference test bar.

Anodizing of aluminium and aluminium alloys- Estimation of loxx
of absorptive power of anodic oxide coatings after sealing — Dye
spot test with prior acid treatment.

Wrough aluminium and aluminium alloys— Drawn round bars —
Tolerances on shape and dimensions (symmetric plus and minus
tolerances on diameter).

Aluminium and aluminium alloys — Foil and thin strip — Dimentional
tolerances.

Wrought aluminium and aluminium alloys — Extruded round bars —
Tolerances on shape and dimensions.

Wrought aluminium and aluminium alloys — Drawn round bars —
Tolerances on shape and dimensions (All minus tolerances on
diameter)

Anodizing of aluminium and aluminium alloys — Check of continuity
of thin anodic oxide coatings — Copper sulphate test.

Anodizing of aluminium and aluminium alloys — Accelerated test of
light fastness of coloured anodic axide coatings using artificial light.

Anodizing of aluminium and aluminium alloys — Determination of
mass per unit area (surface density) of anodic oxide coatings —
Gravimetric method.
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Code Title

655/ 1986 Anodizing of aluminium and aluminium alloys — Determination of
thickness of anodic oxide coatings — Non-destructive
measurement by split beam microscope.

656 /1986 Anodizing of aluminium and aluminium alloys — Assessment of
quality of sealed anodic oxide coatings by megsurement of
admittance of impedance.

657 /1986 Anodizing of aluminium and aluminium alloys — Assessement of
resistanc of anodic oxide coatings to cracking by deformation.

694 /1985 Simple bend test for light metal and light metal alloy sheet and
strip of thickness between 0.2 mm and 7mm

695 /1985 Aluminium and aluminium alloys- Determination of titanium
content- Diantipyryl — methane photometric method.

696 /1985 Catering containers dimensions.

697 /11985 Extruded solid profiles of aluminium — zinc — magnesium alloy
Chemical composition and mechanical properties.

698 /1985 Wrought aluminium and aluminium alloy products— General
conditions for inspection and delivery.

1014 /1992  Anodizing of aluminium and its alloys - Determination of the
fastness to ultra-violet light of coloured anodic oxide coatings.
1150 /1996  General conditions for inspection and supply of aluminium alloy
castings produced by gravity, sand or chill casting, or by similar
processes.
1180 / 1998  Aluminium utensils - Testing methods.
1211 /1998  Pure aluminium and pure aluminium products.
ISOTC 2 Fasteners
78 /1972 Commercial bolts.
80/1972 Commercial nuts
81/1972 Machine screws.
8271972 Grub screws
83/1972 High tensile bolts and nuts.
230/1985 Split pins.
532 /1983 ISO general purpose screw threads — Basic profile
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Code Title

53371983 SO general purpose metric screw threads — General plan

534 /1983 ISO genral purpuse metric screw threads — Selected sizes for
screws, bolts and nuts.

535/1983 1SO metric screw threads — Basic dimensions.

536 /1984 1SO inch screw threads — Basic dimensions

54811985 Bolts, screws and studs — Nominal lengths, and thread lengths for
general purpose bolts.

693 /1987 Fasteners — Bolts, screws, suds and nuts- Symbols and
designation of dimensions.

1266 /2000 Preferred sizes for thread screws, bolts and nuts

AIDMO TC 3 Processed food products

11/1985

1211971

55/1972

5711972

58/1972

59/1972

61/1985

121/1973

126 /1973

152 /1973

163 /1973

154 /1973

221/1985

222 /1975

284 /1976

White sugar

Non-alcoholic carbonated beverages

Honey

Tomato products.

Canned fish .

Canned shrimps

Labels of prepackaged and canned food.

Milk and milk products

Canned pineapples

Fruit and vegetable poducts —Determination of mineral impurities.
Fruits and vegerable products —Determination of titratable acidity

Fruit and and vegetable products — Determination of water-
insoluble solids.

Canned pacific salmon
Methods of analysis for processed fruits and vegetables.

Apricot, peach and pear nectarsPreserved exclusively by physical
means.
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Code Title

285/1976 QOrange juice preserved exclusively by physical means.

286 /1976  Grapefruit juice preserved exclusively by physical means

287 /1976 Lemon juice preserved exclusively by physical means.

288 /1976 Apple juice preserved exclusively by physical means

315/1977 Canned green beans and canned waxy beans.

316 /1977 Canned green peas.

317 /1977 Canned green okra

318 /1977 Canned artichoke

319 /1977 Table salt (Sodium chloride)

320/1977 Vinegar.

321/1977 Pickles.

32271977 Methods of test for pickles

32371977 Cocoa and its products and methods of testing.

366 /1986 Meat and meat products — Determination of ash (Reference
method).

367 /1985 Meat and meat products- Determination of nitrogen content
(reference method).

368 /1978 Animal fats — Determination of solidification point of fatty acids
(Titre. N°).

371 /1978 Dried glucose syrup

372 /1978 Canned peaches

373 /1985 Glucose syrup.

37471978 Meat and meat products — Determination of free fat content

37771978 Fruits and vegetable products — Determination of total solids.

379 /1978 List of food additives evaluated according to their safety-in-use.

380/1978 First supplement to the list of additives evaluated for their safety-in-
use in food.

382 /1978 Halawa tehinia

383/1978 Tehena and halawa tehinia — Test methods.
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Code Title
452/1983 Meat and meat products — Canned corned beef and mutton meat.
453 /1983 Fish and fish products — Canned sardines.
454 11983  Fish and fish products — Canned tuna.
45571983 Fish and fish products — Canned mackerel
489/1998 Meat and meat products — Sampling.
490/1983 Milk and milk products — Raw milk.
491 /1983 Milk and milk products — Pasteurized milk.
492 /1983 Milk and milk products — Sterilized milk.
493/1983 Milk and milk products — Evaporated milk.
494 /1983  Milk and milk products — Sweetened condensed milk.
49571983 Milk and milk products — Milk powder.
496 /1983 Cocoa and cocoa products — Cocoa beans.
497 /1983 Cocoa and cocoa products — Cocoa powder
498 /1983 Cocoa and cocoa products — Cocoa butter.
499 /1983 Cocoa and cocoa products — Chocolate.
500 /1983 Tomato paste.
50171983 Kamar al-din.
554 1 1984 Dairy products — Cream.
555/1985 Milk products — Ice cream and ice milk.
556 /1985 Milk products — Butter.
557 /1985 Meat and meat products — Detection of polyphosphates
558 /1985 Meat products — Determination of starch content (Reference
method)
559 /1985 Fish and fish products — Frozen fish.
560 /1985 Dextrose, powder.
563 /1985 Infants and children food products based on cereals
707 /1985 General principales of food hygiene.
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Code Title

806 /1987 Canned food for infants and children, fruitbased.
807 /1987 Canned food for infants and children, vegetable-based

809 /1987 Code for the hygienic practice for the exploitation of natural
mineral wter.

810/1987 Fish and shell fish and their products — Methods for physical tests.
812 /1987 Tomato juice

81371987 Honey — determination of acidity

814 /1987 Honey — Determination of apparent sucrose content

815/1987 Meat and meat products — Detection and enumeration of
presumpAtive coliform bacteria and presumptive escherchia coli
(Reference method).

816 /1986 Meat and meat products — Detection of salmonellae (Reference
method)

818 /1987 Milk and milk products — Yoghurt.
81971987 Milk and milk products- Processed cheese.
1033 /1992 Meat and meat products - Determination of total fat content

1034 /1992 Meat and meat products - Determination of Chloride content
(potentiometric method).

1181 /1998 General technical and hygienic requirements for handing of fresh
fish (in sea).

AIDMO TC 4 Non-Processed food products

271971 Drinking water and the standard methods for testing and analysis
38/1971 Fresh fruits and vegetables - sampling.
51/1972 Edible olive oil.
52 /1986 Edible cottonseed oil.
5371987 Hydrogenated vegetable oils (vegetable ghee)
54 /1972 Standard methods for testing vegetable cils.

56 /1972 Macaroni
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Code Title
60/1972 Oleaginous seeds — Reduction of contract samples to samples for

analysis

11971973  Wheat flour 72%.

120/1986 Edible groundnut (arachis) oil

122 /1973 Cardamoms.

12371985 Black pepper and white pepper, whole and ground .

124 /1986 Edible sesame seed oil.

125 /1986 Edible soya bean oil.

141 /1973 Crude vegetable oils and fats — Preparation of contract samples
for analysis.

142 /1973 Crude vegetable oils and fats —Determination of acidity

143 /1973 Crude vegetable oils and fats —Determination of moisture and
volatile matter.

144 11973 Crude vegetable oils and fats —Determination of insoluble
impurities.

145 /1973 Oleaginous seeds —Determination of moisture and volatile matter.

146 /11973 Oleaginous seeds —Determination of acidity of oils.

147 11973  Oil seed residues —Determination of oil content.

148 /1973  Oil seed residues —Determination of diethyl ether extract

14971973 Oil seed residues — Determination of total ash.

150 /1973 Qil seed residues — Determination of ash insoluble in hydrochloric
acid.

151 /1973 Oil seed residues —Determination of moisture and volatile matter.

155 /1973 Cereals and cereal products —Determination of moisture content
(Routine method.)

156 /1973  Animal fats — Determination of moisture and volatile matter.

157 /1973  Animal fats — Determination of insoluble impurities.

158 /1973 Animal fats —Determination of water- Entrainment —distillation
method.

21171975 Onions.
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Code Title

21271975 Pears.

21371975 Grapes

214 /1975 Cucumbers.

215/1975 Fresh tomatoes.

216 /1975 Potatoes.

217 /1975 Aubergines.

218 /1975 Vegetable marrow

219/1975 Lactose.

220/1975 Edible safflower seed oil.

22371975 Code of hygienic practice for dried fruits.
263 /1975 General conditions for fresh fruits and vegetables.

264 /1975 General conditions for cases for fresh fruits and vegetables
quantitative purposes.

265/1975 Apples

266 /1975  Citrus fruit.

267 /1975 Wheat flour.

282 /1976 Edible starch

283 /1986 Edible maize (corn) oil.

289/2000 Rice

306 /2000 Spices and condiments-Ginger, whole, in pieces or ground
307 /1987 Spices and condiments — Sampling.

308 /1977 Spices and condiments — Determination of extraneous matter.
309 /1987 Spices and condiments — Determination of total ash

310/ 1977 Spices and condiments — Determination of water-insoluble ash.
311/1977 Spices and condiments — Determination of acid-insoluble ash.

312 /1977 Spices and condiments — Determination of moisture content
(Entrainment method).
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Code Title

313/1977 Spices and condiments — Determination of alcohol-soluble extract.

314 /1977 Spices and condiments — Determination of cold water-soluble
extract.

369 /1978 Legumes — Sampling

370/1978 Oleaginous seeds — Determination of oil content

375/1978 Oleaginous seeds — Determination of impurities

376 /1978 Edible sunflower seed oil

378 /1978 Spices and condiments — Nomenclature- First list.

502 /1983 Dates

503 /1983 Spices and condiments — Curry powder

504 /2000 Spices and condiments: whole, ground chillies

505 /1983 Spices and condiments — Pimento (all spice) whole and ground

587 /1985 Chicken dried eggs (egg powder)

588 /1985 Chicken whole-shell eggs.

615/1985 Green coffee beans.

616 /1986 Coffee and its products — Vocabulary.

625/1985 Spices .

823 /1987 Sampling of wheat.

824 /1987 Cereals and pulses — Mechanical determination of the wet gluten
content of wheat flour (Glutomatic).

825/1987 Determination of the “falling number” in grain and flour according
to “Hagberg — Perten”.

826 /1987 Fruits — Nomenciature — First list.

827 /1987 Vegetables — Nomenclature — First list.

828 /1987 Fruits and Vegetables — Morphological and structural terminology
— part 1.

829 /1987 Fruits — strawberries.

830 /1987 Fruits — Cherries.

831 /1987 -Fruits — Peaches.
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Code Title
832 /1987 Fruits — Apricots.
833 /1987 Fruits — Cauliflowers
834 /1987 Vegetables — Cabbages.
835/1987 Vegetables — Spinach
836 /1987 Vegetables — Shelling peas
837 /1987 Vegetables — Carrots.
838 /1987  Dry fruits and dried fruits — Definitions and nomenclature
839/1986 Tea — Determination of loss in mass at 103 C°.
840/1986 Tea — Determination of total ash
841/1986 Tea- Determination of water-soluble ash and water-insoluble ash
842 /1986 Tea — Determination of alkalinity of water soluble ash
843 / 1087 Tea — Determination of caffeine (Gravimetric method)
845/1987 Spices and condiments — Determination of crude fibres
847 /1987 Methods of sampling eggs and egg products.
848 /1987 Frozen chicken eggs
849 /1987 Testing methods for eggs and egg products — Enumeration of
yeasts and moulds.
850 /1987 Testing methods for eggs and egg products- Enumeration of
mesophilic aerobic bacteria.
1035/ 1992 animal and vegetable fats and oils - Determination of water
content - Entrainment method.
1036 / 1992 Black tea - Determination of water extract.
1037 /1992 Black tea - Determination of acid-insoluble ash.
1118 /1996 Feeds for cattle and poultry.
1177 /11998 Legumes packaged in bags - Sampling.
1178 /1998 Cereals and legumes - Storage of cereals and legumes - Part 2 :
Basic requirements.
ISOTC 4 Rolling bearings
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Code

Title

336 /1977

Rolling bearings- Locknuts - wide series and lockwashers with
bent inner tab.

AIDMO TC 5 Terminology

97971988

1158 / 1998

1201 / 1998

1228 /2000

1229 / 2000

1292 / 2000

Format for exchange of magnetic tapes for bibliographic records
(Mater)

Terminology - Vocabulary.

Adhesive tapes for electrical purposes - requirements for polyester
(PETP) film tapes with thermosetting adhesive.

Ropes and rope products-Vocabulary
Determination of Mass-Vocabulary

Principles and methods of terminology

AIDMO TC 6 Plastics

159 /1973

160 /1973

397 /1 1987

924 /1987

926 / 1987

1100 / 1996

1104 / 1996

1124 / 1996

1125/ 1996

1126 7/ 1996

1149 / 1996

1154 /1996

1198 / 1998

Determination of flexural properties of rigid plastics.
Determination of charpy impact resistance of rigid plastics.
Plastics — Symbols

Plastics — Vocabulary.

Plastics — List of equivalent terms.

Plastics - Polyalkylene terephthalate - Sampling and determination
of properties.

Tableware made of melamine.

P.V.C (Polyvinyl chloride ) used in production of pipes for potable
water

P.V.C (Polyvinyl chloride ) used in production of thoses for garden
watering.

P.V.C (Polyvinyl chloride ) used in production of window blinds.
Shoes soles made of plastic for light uses.
Determination of temperature of deflection under load for plastics

Adhesive tapes for electrical purposes - General requirements.
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Code Title

1199 /1998 Adhesive tapes for electrical purposes - Testing methods.

1200 /1998 Adhesive tapes for electrical purposes - Requirements for
polyester (PETP) film tapes with non-thermosetting adhesive.

1202 /1998 Adhesive tapes for electrical purposes - requirements for
polycarbonate film tapes with non-thermosetting adhesive.

1203 /1998 Adhesive tapes for electrical purposes - Requirements for
cellulosic paper, creped, with thermosetting adhesive.

1204 /1 1998 Adhesive tapes for electrical purposes - Requirements for
cellulosic paper with thermosetting adhesive.

1205 /1998 Adhesive tapes for electrical purposes - Requirements for
polyimide film tapes with thermosetting adhesive.

1206 / 1998 Adhesive tapes for electrical purposes - Requirements for glass
fabric tapes with thermosetting adhesive.

1207 /1998 Adhesive tapes for electrical purposes - Requirements for
plasticized polyvinyl chloride tapes with thermosetting adhesive.

1276 /2000 Plastic coating

1277 /2000 Polyethylene pipes for lateral irrigation

1278 12000 Polyethylene pipes-designation of polyethylene based on the
nominal density and on the flow index of

1279 /2000 Polyethylene pipes- determination of disparity in outside diameters
and wall thickness

1305 /2000 Determination of the rate of mass flow and bulk density of
thermoplastic materials

1306 /2000 Polyester tanks reinforced with glass fibers

1309 /2000 Testing dimensional stability of cellular plastic

1310 /2000 Cellular Plastic : Determination of water vapor transmission and

infiltration ratio

AIDMO TC 7 Metrology

1/1986

43 /1971

44 /1987

45 /1971

Sl units and recommendations for the use of theirmultiples and of
the multiples certain other units

Hyperdermic needles.
Medical syringes (with glass barrels)

Manometers for instruments for measuring
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Code Title

46 /1985 Clinical thermometers(mercury -glass, with maximum
tempreturedevice)

47 /2000 Alternating current meters — methods of sampling and testing

48 /1985 Cylindrical weights from 1g to 50 kg (medium accuracy or M2
class).

4971971 Parallele-piped weights from 5 to 50 kg(medium accuracy class).

50/1982 Weights of accuracy classes B1, B2, F1, F2, %1 from 50 kg to 1
mg

91/1972 Verification and standardization of Brinell hardness reference
blocks for the calibration of brinell hardness testing machines.

92 /1972 Verification and standardization of Vickers hardness reference
blocks for the calibration of vickers hardness testing machines.

93/1988 Verification and standardization of “Rockwell (B)” hardness,
reference blocks for the calibration of “Rockwel (B)” hardness
testing machines.

94 /11988 Verification and standardization of “Rockwell (C)” hardness
reference blocks for the calibration of “Rockwell (C)” hardness
testing machines.

113 /1988 Indicating manometers, vacum-meters, mano-vacum-meters —
ordinary tools.
114 /1988 Registering manometers, vacum-meters, mano-vacum-meters —
ordinary tools.
11571985 Optical pyrometers of the disappearing filament type
130/1973 Burettes
131-2/1985 Laboratory glassware — GradualedPipettes — Pipettes for which
no waiting time is specified
131-3/1985 Laboratory glassware —Graduated pipettes- Pipettes for which a
waitting time of 15 s is specified.
131-1/1985 Laboratory glassware-GraduatedPipettes — General requirements
131-4 /1985 Laboratory glassware —Graduated pipettes - Blow-out pipettes.
132/1985 Laboratory glassware —one-mark pipettes
133-2/1986 Laboratory glassware —Density hydrometers for general purposes
—Part 2: Test methods and use.
133-1/1986 Laboratory glassware —Density hydrometers for general purposes-

Part 1 : conditions.
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Code Title

134 /1973 Interchageable spherical ground glass joints.

13571973 Conical glass joints

180 /1987 Taximeter

181 /1988 Liquid meters (except water) with measuring chambers.
268 /1992 Tyre pressure gauges for motor vehicules.

281 /1976 Blood transfusion equipment for medical use.

328 /1977 Guide to the use of preferred numbers and their series

32971977 Guide to the choice of series of preferred numbers and series
containing more rounded values of preferred numbers.

330/1977 Preferred numbers and their Series.

33971983 Graduated standard pipettes for verification officers.

34071983 Standard burettes for verification officers.

431 /1982 Standard weights for verification officers

432 /1982 Metal stamps for verification officers.

43371983 Hexagonal weights — Ordinary accuracy class from 100 g to 50 kg.
434 /11982 Material measures of length for general use.

43571983 Standard graduated glass flasks for verification officers.

436 /1983 Standard one-meter bar for verification officers

506 /1983 General principales concerning quantities, units and symbols.
507 /1983 Quantities and units of space and time.

508 /1983 Quantities and units of periodic and related phenomena

509 /1983 Quantities and units of mechanics.

51071983 Quantities and units of heat

511/1983 Quantities and units of electricity and magnetism.

542 /1983 Standard atmospheres for conditioning and/or testing.

543 /1983 Preferred test temperatures
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Code Title

544 /1983 Standard reference temperature for industrial length
measurements.

545 /1983 Dial gauges reading in 0.01 mm

546 /1983 Vernier callipers reading to 0.1 and 0.05 mm

547 /1983 Determination of kinematic viscosity and calculation of dynamic
viscosity of transparent and opaque liquids.

609 /1986 Principles for arabisation of names and symbols of Slunits and of
certain other units.

610/1985 Quantities and units of light and related electromagnetic radiations.

61171985 Quantities and units of atomic and nuclear physics.

612/1985 Dimensionless parameters.

61371985 Conventional value of the result of weighing in air

614 /1985 Conditioning and testing — Standard atmospheres — Definitions.

644 /1985 Standard weights for testing of high capacity weighing machines.

669 /1985 Quantities and units of physical chemistry and molecular physics.

779/1986 Quantities and units of nuclear reactions and ionizing radiations.

780/1986 Quantities and units of solid state physics.

781/1986 Glass volumetric flasks (One mark).

782 /1986 Gauge blocks.

783/1986 Micrometer callipers for external measurement.

851/1986 Moisture meters for cereal — Grains and oilseeds

922 /1987 Check of the calibration of moisture meters for cereals.

923/1987 Volume meters for liquids (other than water) — auxiliary equipment.

943 /1992 Mathematical signs and symbols for use in physical sciences and
technology.

945/1988 Tengstine lamps used for Calibration of optical pyrometers.

947 /1988 Solid - stem general purpose thermometers.

948 /1988 Enclosed - scale general purpose thermometers.

949/1987 Quantities and units of acoustics.
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Code Title
950 /1987 Laboratory glassware — Graduated measuring cylinders
951 /1987 Cold water meters

1012 /1992 Metrological systems for no-automatic weighing instruments.

1130 /1196 Measurement of fluid flow in closed conduits - quantities, units,
symbols, vocabulary and markings - Part 1 : Quantities, units and
symbols.

1131 /1996 Measurement of fluid flow in closed conduits - quantities, units,
symbols, vocabulary and markings - Part 2 : Vocabulary and
general definittions (fluid mechanics).

1132 /1996 Measurement of fluid flow in closed conduits - Quantities, units,
symbols, vocabulary and marking - Part 3 : Vocabulary and
general definitions (uncertainty).

1133 /1996 continuous totalizing weighing instruments - Part 1 : General.

1134 /1996 Continuous totalizing weighing instruments - Part 2 : Metrological
and technical conditions.

1135 /1996 Continuous totalizing weighing instruments - Part 3 : Measurement
controls.

1216 /1998  Direct Measurement systems of mass flow of liquids.

1217 /1998 Accuracy in measuring instruments

1302 /2000 Blood transfusion equipment for single medical use

AIDMO TC 8 Application of arabic language in informatiques

44511982

44971985

584 / 1985

662 / 1985

663 / 1987

708 / 1988

925 /1988
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Bilingual teleprinter (Arabic/Latin)

Data processing — 7 bit coded Arabic character set for information
interchange.

Conversion between the 7-bit coded Arabic character set (ASMO
449) and the 5-bit coded Arabic character set used in bilingual
teleprinter (ASMO 445).

Data processing — 8-bit coded Arabic character set for information
interchange.

Arabic terminal keyboard layout.

Data processing — 8- bit coded Arabic/Latin character set for
information interchange.

Data processing - Vocabulary - Part 04




AIDMO Standards arranged according to Technical Commitees

Code Title
968 /1988 Conversion between the 8 bit coded Arabic character set (ASMO
‘ 662) and the 5 bit coded Arabic character set used in bilingual
teleprinter (ASMO445)
969 /1992 Visual and printed Arabic character set.
1018 /1992 Data elements and interchange formats - Information
interchange - Representation of dates and times.
1296 / 2000 Natural marble Tile
' ISOTC 8  Ships and marine technology
106 /1972 Identification colours for pipes conveying fluide in liquid or gaseous

condition in land installations or on board ships.

AIDMO TC 9 Solar Energy and its application

658 / 1985

659 / 1985

¥ 660 / 1986

% 661 /1985

822 /1987

970/ 1988

1015-3 /1988

1015-2/ 1988

1015-4 / 1988

1016 / 1988

1017-2/ 1988

1017-1/1988

Thermal flat plate solar collector — Part 1 : Terms, definitions, units
and symbols.

Thermal flat plate solar collector — Part 3 : Construction
requirements.

Flat plate solar collector — Part (4+5) : Testing methods and
performance.

Thermal flat plate solar collector — Part 6 : Name plate.
Flat plate solar collector — Part 2 : Materials

Domestic water solar heating systems - Vocabulary, definitions,
symboles and measurement units.

Domestic water solar heating systems - Heat energy storage
tanks - Part 3 : Performance and test methods.

Domestic water solar heating systems - Heat energy storage
tanks - Part 2 : Manufacturing requirements

Domestic water solar heating systems - Heat energy storage
tanks - Part 4 : Data plate.

Domestic water solar heating systems - Supplementary elements -
Materials and manufacturing requirements.

Domestic water solar heating systems - Systems - Part 2 :
Performance and test methods.

Domestic water solar heating systems - Systems - Part 1 :
Installation requirements.
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Code Title

AIDMO TC 1t Electric and telephone wires and cables

9/1971 International Electrotechnical vocabulary (Group
5,10,15,20,35,40,45)

240 /1975 Tests on insulators of ceramic material or glass for overhead lines
with a nominal voltage greater than 1000 v.

26071975 Electrotechnical vocabulary — Group (20) Scientific and industrial
measuring instruments.

261 /1975 Electrotechnical vocabulary — Group (37) Automatic controlling
and regulating systems.

512 /1983 Conductor wires made of aluminium alloy — magnesium — silicon.
513 /1983 electrical conductor wires made of commercial annealed aluminium
514 /1983 International standard of resistance for annealed copper.

57571985 Stranded wire conductors made of (Aluminium — magnesium —
silicon type).

576 /1984 Resistivity of commercial hard-drawn aluminium electrical wires.
577 /1985 Aluminium stranded conductors.

57971985 Electrotechnical vocabulary — Group 25 : Generation, transmission
and distribution of electrical energy.

580 /1985 Electrotechnical vocabulary — Group 826 : Electrical installations of
building.

583 /1985 Electrotechnical vocabulary — Group 131 : Electric and magnetic
circuits.

509 /1985 Electrotechnical vocabulary - Group 691 :Tariffs for electricity
796 /1986 Aluminium conductors steel — Reinforced.

797 /1986 Hard-drawn doper or copper alloy wires and cables for overhead
lines.

798-2/ 1998  Polyvinyl chloride insulated cables of rated voltages up to and
including 450/750 V.Part 2 : Test methods.

798-1/1998 Polyvinyl chloride insulated cables of rated voltages up to and
including 450/750 VPart 1 : General requirements.

798-6 /2000 Polyvinyl chioride insulated cables (PVC) with regulated voltage
between 450 and 750 volts-part VI: lift cables and cables for
flexible conductors
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Code Title
798-5/2000 Polyvinyl chloride insulated cables (PVC) with regulated voltage
between 450 and 750 volts-part V: flexible cables
798-3/1998  Polyvinyl chloride insulated cables of rated voltages up to and
including 450/750 V.Part 3 : Non sheathed cables for fixed wiring.
798-4 /2000 Polyvinyl chloride insulated cables (PVC) with regulated voltage up
to and including 450 and 750 volts-part IV: coated cables for fixed
conductors
799/1986 Conductors of insulated cables
800-1/1987 Rubber insulated cables for rated voltages up to and including
450/750 — Part 1 : General requirements
800-2/1987 Rubber insulated cables for rated voltages up to and including
450/750 — Part 2 : Test methods.
800-4 /1987  Rubber insulated cables for rated voltages up to and including
450/750 — Part 4 : Cords and flexible cables.
800-6 /1987  Rubber insulated cables for rated voltages up to and including
450/750 — Part 6 : Arc welding electrode cables
800-3/1987 Rubber insulated cables for rated voltages up to and including
450/750 — Part 3 : Heat resistant silicone insulated cables.
800-5/1987 Rubber insulated cables for rated voltages up to and including
450/750 — Part 5 : Lift cables
801-1/2000 Testing of electrical cables under fire conditions : insulated vertical
single wire or cable
801-2/2000 Testing of electrical cables under fire conditions : chapter 1 :
testing of isolated vertical single copper wire or cable
802 /1986 Aluminium alloy conductors steel reinforced.
803/1987 Colours of the cores of flexible cables.
804 /1986 Fire-resisting characteristics of electric cables
805/1987 Extruded solid dielectric insulated power cables for rated voltages
from 1 Kv up to 30 Kv.
1024 /1992  Distribution aluminium bars made of commercial pure aluminium
1025 /1992  Distribution aluminium bars made of heat treated aluminium alloy
of aluminium-magnesium-silica type.
1026 / 1992  Tests of electrical pulse on cables and their accessories.
1230 /2000 Nonmetallic/Plastic conduits and fittings for electrical installations
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Code Title

1231 /2000 Nonmetallic/Plastic conduits and fittings for electrical installations :
Testing Methods

AIDMO TC 1 Tobacco and tobacco products

699 /1986 Tobacco and tobacco products — Cigarettes — Determination of
rate of free combustions.

700/1986 Tobacco and tobacco products — Atmospheres for conditioning
and testing

701 /1986 Tobacco and tobacco products — Determination of alkaloids in
tobacco -~ spectrophotometric method.

702 /1986 Tobacco and tobacco products — Determination of alkaloids in
cigarette smoke condenstes — Spectrophotometric method.

703/1986 Tobacco and tobacco products — Determination of silica content
(silicon dioxide).

704 /1986 Material used as cigarette paper — Determination of air
permeability

70571986 Tobacco and tobacco products — Cigarettes — Determination of
loss of tobacco from the ends.

706/ 1986 Tobacco and tobacco products — Determination of retention of
coloured part of smoke condensate by cigarette filters — Direct
spectrophotometric method

1007 / 1992 Tobacco and tobacco products - Cigarettes and filters rods -
Determination of nominal diameter.

1008 /1992 Tobacco and tobacco products - Expression of analytical test
results

1009 /1992 Tobacco and tobacco products - Determination of maleic
hydrazide residues.

1105 /1996 Cigarettes - Sampling.

1106 / 1996 Tobacco - Sampling of batches of raw material - General
principales

1107 /1996 Cigarettes - Determination of carbon monoxide in vapour phase of
cigarette smoke - Non dispersed infra-red (NDIR) method.

1108 /1996  Tobacco and tobacco products - Determination of organochlorine
pesticide residues - Reference method.

1152 /1996 Smoking tobacco and tobacco products machines - Non-routine
testing methods.
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Code Title

1160 / 1998  Tobacco- Preparation and constitution of identical samples from
the same lot (code of practice fro collaborative studies for
evaluating testing methods).

1161 /1998 Tobacco and tobacco products - Determination of dithiocarbamate
pesticides residues - Molecular absorption spectrometric method.

1162 /1998  Tobacco - Water content determination (reference method).

1163 / 1998  Cigarettes - Determination of alkaloids seized by filter rods -

Spectrometric method

AIDMO TC 1. Cement, lime and gypsum

14 /1971

15 /1971

101 /1972

102 /1972

103 /1972

104 /1972

105 /1972

189/ 1974

229 /1975

262 /1975

302 /1976

303 /1976

304 /1976

324 /11977

325 /1977

363 /1977

365 /1977

389 /2000

Ordinary portland cement 160/240

White portland cement

Asbestos-cement sheets for roofing and cladding.
Asbestos-cement corrugated sheets for roofing and cladding.
Asbestoc-cement flat sheets.

Asbestos-cement. Pipes for building and sanitary purposes.
Asbestos-cement pipe fittings for buildings and sanitary purposes.

Concrete tests — Dimensions, tolerances and applicability of test
samples.

Rapid hardening portland cement.

Gypsum rock for the manufacture of binders.

Quick and hydrated lime.

Thermal insulating asbestos boards.

Rubber sealing rings for joints in asbestos-cement water pipes.

Chemical analysis of cement — Main constituenets of portland
cement.

Sandlime-bricks.
Asbestos-cement pressure pipes.
Glazed ceramic tiles.

Technical terms and definitions in the field of cement
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Code Title
390 /1988 Asbestos-cement products — Sampling and inspection.
393/1978 Building gypsum.
974 /1988 Requirements of aggregates of cellular concrete (thermostone)
975/1988 Asbestos - Cement pipes, accessories and joints for waste water
and sewage
976 /1988 Gypsum - Technical vocabulary and definitions
111171996 Gypsum- Types of gypsum - Testing techniques.
1144 1 1996 Manufactured for office work
1145 /1996 Physical tests for manufactured gypsum
1281 /2000 Sanitaryware: Part1: Wall hung WC pan with close coupled
cistern - connecting dimension
1282 /2000 Sanitaryware: Part1: Wall hung WC pan with independent water

supply

AIDMO TC 7. Paints and varnishes

31/1971

32 /1986

33 /1986

34 /1986

35/1986

3671986

37 /1986

161 /1973

228 /1975

398 /1978

399 /1978

739 /1986

Paints and varnishes - Zinc oxide for paints.

Paints and varnishes - Lithopone pigments for paints —
Specifications anf methods of test

Paints and varnishes - Paints and varnishes — Red lead for paints
Paints and varnishes - White lead pigments for paints

Paints and varnishes — Titanium dioxide

Paints and varnishes - Ultramarine pigments for paints

Paints and varnishes - Linseed stand oils for paints and varnishes
— specifications and methods of test

Sampling of raw materials for paints and varnishes.

Textiles Binary fibre mixtures — Quantitative chemical analysis.
Bleached lac —Specification.

Bleached lac.

Paints and varnishes — vocabulary and definitions
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Code Title

740 /1986 Paints and varnishes — Extenders for paints and varnishes.

741 /1986 Paints and varnishes — Driers for paints and varnishes

742 /1986 Mineral solvents for paints, white spirits and related hydrocarbon
solvents.

743 /1986 Paints and varnishes — Gloss air drying alkyd paint for interior and
exterior use.

744 /1986 Paints and varnishes — Red lead based paint for structural steel.

746 /1986 Paints and varnishes — Resistance of coatings to the effects of
Impacts standard test method.

747 /1986 Determination of abrasion resistance of coatings by the falling
sand method — Standard test method.

748 /1986 Paints and varnishes — Aluminium paint.

749 /1986 Paints and varnishes - Iron oxide pigments for paints.

750 /1986 Paints and varnishes - Raw tung oils for paints and varnishes —
Specifications and methods of test

75171986 Paints and varnishes — Hot-applied thermoplastic road marking
materials

752 /1986 Road marking paints

753/1986 Paints and varnishes — Determination of flashpoint (Closed cup
method).

754 /1986 Paints and varnishes — Determination of the danger classification
by flash point (Closed cup method).

755/1986 Paints and varnishes - Priming paints — Calcium plumbate primer

756 /1986  Paints and varnishes — Determination of hard drying time.

757 /1986 Paints and varnishes — Determination of surface-drying time
(Ballotini method).

758 /1986  Paints and varnishes — Cupping test.

759 /1986 Paints and varnishes — Bend test (Cylindrical mandrel)

760/1986 Paints and varnishes — Scratch test.

761/1986 Paints and varnishes — Determination of film thickness

762 /1986 Paints and varnishes — Sampling.
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Code Title
763 /1986 Paints and varnishes — Examination and preparation of samples
for testing.
764 /1986 Paints and varnishes — Determination of volatile and non-volatile
matter.
765 /1986 Paints and varnishes — Standard panels for testing
766 /1986 Paints and varnishes — Determination of resistance to water —
water immersion method.
767 /11986 Specification for lacquer, cellulose pigmented, finishing, glossy.
111971996 Paints - Flat alkyd based paints for interior use.
1120 /1996 Emulsion paints for interior and exterior use.
1121 /1996 Test methods for emulsion paints for interior and exterior use.
1122 /1996 Qil paints - Priming oil paints.
112371996 Qil paints - Alkyd based under-coating paints for general purposes.
IECTC 713
241 /1975 Direct acting indicating electrical measuring instruments and their

accessories.

AIDMO TC 7: Steel

1071971

2371971

24 /1971

2571971

26 /1971

84 /1972

85/1972

86 /1985

87 /1972

88 /1987

Vocabulary and technical definitions for iron— Part | : Steel
making.

Copper tubes of circular section-dimensions in Metric system.
welded and seamless Steel pipes for gas, water and sewage
Steel tubes — Outside diameters

Steel tubes- (thickness).

Tensile testing of steel.

Bend test for steel.

Charpy impact test for steel (U-notch)

Impact test for steel [Izod method].

Metallic materials —Hardness test- Brinell Method.
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Code Title
89/1985 Rockwell hardness test for steel (B and C scales) .
90/1972 Vickers hardness test for steel .
95/1972  Structural steel.
96 /1972 Part 1: Structural steel sections Dimensions and properties of hot-
rolled steel sections of equale sides.
97 /1972 Part 2 : Structural steel sections dimensions and properties of hot-
rolled steel sections of unequal sides
98/1972 Castiron pipes special castings and cast iron parts for pressure
mainlines.
99/1972 Cast iron sanitary pipes and fittings for waste water and ventilation.
128 /1973 Razor blades
197 /1974  Simple bend testing of steel sheet and strip less than3 mm
thickness.
198 /1974 Bend test of steel tubes.
235/1975 Plain welded or seamless steel tubes — General table of
dimensions and masses per unit length
238 /1975 Casting of grey cast iron
269/1976 Signalling terms and safety devices - For railways Group (31)
290/1976  Types of Steel for general engineering purposes.
29271986 Hot-rolled steel bars — part 1 : Dimensions of round bars.
293/1986 Hot-rolled steel bars — Part 2: Dimensions of square bars
298 /1976  Railway — part 1 - Technical specification for supply of fishplates
for railway rails made from steel.
299/1976 Railway — part 2 - Special wear resistant flat-bottom railway rails.
300/1976 Railway — part 3 - Flat-bottom railway rails — Part 3.
326 /1977  Steel bars for concerete reinforcement
344 /1977 Cold-reduced tin sheet and cold reduced black sheet
364 /1977  Sanitary ware made from cast iron [cermai glazed]
77511986 Steel and steel products — General technical delivery requirements
776 /1986  Steel tubes — Wall thicknesses
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Code Title
777 /11986 Re-rolling steel billets.
77811987 Selection and preparation of samples and test pieces for wrought
steel.
869 /1987 \Vocabulary relating to iron and steel — Part 1 : General
metallurgical, heat treatment and testing terms.
870/ 1988 Vocabulary relating to Iron and Steel — Part 2 : Terms related to
steel production
871/1987 Vocabulary relating to iron and steel — Part 3 : Hot rolled steel
products.
872 /1987 Vocabulary relating to iron and steel — Part 4 : Steel sheets and
strips.
87371987 Vocabulary relating to iron and steel — Part 5 :Bright steel bars and
wires.
874 /1987 Vocabulary relating to iron and steel — Part 6 :Forgings and drop
forgings.
87571987 Vocabulary relating to iron and steel — Part 7 : Wrought iron
876 /1987 Vocabulary relating to iron and steel — Part 8 :Steel pipes
g77/1988 Vocabulary relating to iron and steel — Part 9 : Iron and steel
casting.
1013 /1992 Classification of steel to alloyed and unalloyed steel according to
the chemical composition.
1208 /1998  Flat lath made from steel.
1200 /1998 Hot-rolled steel bars for concrete reinforcement
1210 /1998  Hot-rolled steel bars for steel sectors.
1212 /1998  Steel pipes for pipelines of petroleum products.
1213 /1998 Vertical storage tanks for petroleum products made of welded
steel.
1214 11998 Non-destructive test by using the penetrant dye - Part 1 : General
principles.
121571998 Non-destructive test by using the penetrant dye - Part 2 :
Penetrant test on steel castings..
1257 /12000 Technical terms for normal or reinforced concrete
1280 /2000 Concrete admixtures- Part1: Retarding and accelerating water

reducing admixtures
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Code

Title

AIDMO TC 7¢ Glass

395/1978

1038 / 1992

1039 / 1992

1040 /7 1992

Sheet or plate glass

Glass- Resistance to attack by a boiling aqueous solution of mixed
alkali - Method of test.

Glass Containers - Thermal shock resistance and thermal shock
endurance - Test methods.

Glass containers - Determination of capacity by gravimetric
method - Test methods.

AIDMO TC 1, Safety

471971

40 /1971

346 /1 1977

347 /1977

770/ 1986

771/ 1986

772 /1987

773 /1987

774 1 1986

996 / 1992

997 /1992

998 / 1992

1003 / 1992

1004 /7 1992

1109 / 1996

1110 / 1996

Portabel carbon dioxide fire extinguishers

Safety colours.

Portable fire extinguishers of the water type (gas pressure)
Portable fire extinguishers of the foam type (Chemical)
Fire classification and degree of hazards for buildings.

Portable fire extinguishers. Requirement for testing, fixing and
maintenance

Safety footwear fitted with steel toe caps.

Methods of testing safety footwear fitted with steel toe caps.
Code of safety requirements for children’s toys and playtings.
Personal eye protectors - Vocabulary.

Personal eye protectors for welding and related techniques -
Filters - Utilization and transmittance requirements.

Personal eye protectors - Technical specification
Industrial safety helmets.

Clothing for limited protection against hazardous liquid chemicals -
Resistance to penetration - Marking.

Safety - personal eye protectors - Requirements.

Safety - Personal eye protectors - Definitions.
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Code Title
1174 1 1998  Protectors - personal eye protectors - Optical test methods.
117571998 Protectors - personal eye protectors - Non-Optical test methods.

AIDMO TC 1¢ Petroleum products and lubricants

41 /1986

7171985

73 /1994

7411972

75711972

76 /11972

7711972

163 /1987

165/ 1985

166 /1973

167 /1973

168 /1973

169 /1973

170 /1987

17171994

17271973

173 /1973

174 /11973

Petroleum products - Petroleum measurement tables.
Petroleum Products — Kerosine.

Petroleum Products — Determination of flash and fire points by
Cleveland open cup.

Petroleum Products — Determination of pour point
Petroleum Products — Viscosity by Redwood method

Petroleum Products — Determination - colour by Lovibond
tintometer.

Petroleum Products — Determination of sybolt colour by sybolt
chromometer method.

Motor gasoline.
Petroleum products — Fuel oil

Petroleum Products —Determination of sulphur in petroleum
products by bomb method.

Petroleum products — Determination of tetraethyl lead in gasoline
by chlorate oxidation method.

Petroleum products — Doctor’s test.

Petroleum Products —Determination of olefinic and aromatic
hydrocarbons in petroleum distillates.

Petroleum Products —Determination of existant gum in fuels by jet
evaporation

Petroleum Products — Test methods of gasoline-Determination of
oxidation stability of gasoline by induction period method.

Petroleum products — Determination of flash point by closed cup
method Pensky-Marten'’s .

Petroleum Products — Determination - Diesel index

Water and sediments in crude oils and
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Code Title

17511987  Petroleum products —Determination of distillation characteristics of
petroleum products.

176 /1987  Petroleum products —Detection of copper corrosion from
petroleum products.

190/1974  Determination of density of crude petroleum and liquid petroleum
products (hydrometer method)

191 /1974  Testing of petroleum products - Determination of acidity and
alkalinity

19271974  Testing of petroleum products - Determination of ash from
petroleum products containing mineral matters.

193 /1974 Testing of petroleum products - Determination of ash in grease.

194 /1974  Testing of petroleum products - Determination of bitumen solubility
in carbon disulphide.

195 /1974  Testing of petroleum products - Determination of Zinc in lubricating
oils.

196 /1987  Determination of phosphorous in lubricating oil and petroleum
additives.

244 /1975 Determination of sulphur in petroleum products by quartz tube
methods.

245/1975 Determination of bromine number of petroleum products by colour
indicator method.

246/1975 Determination of smoke point for Petroleum products

247 /1975 Determination of aniline point for petroleum products.

24811987 Determination of carbon residue by Contradson

249/1975 Determination of lead content of gasoline by volumetric chromate
method.

250 /1975 Sampling of petroleum products for quantitatives

251/1975 Determination of acid (inorganic) of petroleum products (colour
indicator titration method).

252/1985 Petroleum products — determination of softening point of
bituminous materials .

25371975  Determination of salt content in crude petroleum andits products.

254 /1987  Petroleum waxes- Determination of congealing point

255/ 1975

Burning test — 24 hours for kerosine.
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Code Title

256 /1985 Petroleum products — Determination of penetration for bituminous B
materials.

259 /1985 Petroleum industry — Vocabulary — Part 1. -

400/ 1987 Aviation turbine fuel .

401 /1978 Sampling of petroleum gases including

402 /1978 Copper in aviation turbine fuels and light petroleum distillates.

403 /1978 Method for assessing the oxidation stability of insulating oils.

404 /1978 Determination of density and relative density by capillary "
stoppered pyknometer

626 /1985 Petroleum products — asphalt

627 /1985 Petroleum products —Determination of vapour pressure for
petroleum products — Reid method.

628 /1986 Determination of total sulphur content in petroleum products
(Lamp method)

629 /1985 Petroleum products — Asphaltenes precipatation with normal
heptane.

630 /1985 Petroleum products — distillation of crude petroleum under air :
pressure.

631/1987 Petroleum products — Gas oil and diesel fuel for diesel engine. $

736 /1987 Petroleum products — Determination of flash point by the Abel
apparatus.

885/1987 Methods of testing of gasoline — Determination of octane number-
Research method.

886 /1987 Methods of testing of gasoline — Determination of lead content in
gasoline — lodine monochloride method

887 /1987 Silver corrosion by aviation turbine fuels

891 /1987 Water reaction in aviation fuels.

893 /1987 Petroleum products — Standard method of test for ductility of :
bituminous materials

894 /1987 Reference standard conditions for measurements crude petroleum ‘

1027-2 /1992

and its liquids and gases products.

Lubricants, industrial oils and related products (class L) -
Classification - Part 4 : Family (H) - (Hydraulic systems).

- A
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Code

Title

1027-0 /1992

1027-1/ 1992

1028 / 1992

1235 /2000

1236 / 2000

1237 /2000

1238 / 2000

1239 /2000

1240 /2000

1241 / 2000

1242 / 2000

1243 /2000

1244 / 2000

1245 / 2000

1246 / 2000

1247 / 2000

1248 / 2000

1249 / 2000

1250 / 2000

1251 /2000

1252 / 2000

1253 / 2000

1254 / 2000

Lubricants, industrial oils and related products (class L) -
Classification - Part 0 : General

Lubricants, industrial oils and related products (class L) -
Classification - Part 1 : Family (A) - (Total loss systems).

Water quality - Determination of total arsenic - silver
diethyldithiocarbamate spectrophotometric method

Emulsified Asphalt for use in pavement works
Emulsified Asphalt-solidity testing

Testing Bituminous materials-Floating test
Emulsified Asphalt: test for composition

Testing Bituminous materials: Determination of flash and fire
points by Clevelend open cup Apparatus

Testing Bituminous materials- representative sampling method

Testing Bituminous materials-Determination of water percentage
in the Asphaltic materials and petroleum products by distillation

Testing Bituminous materials- spot testing

Testing Bituminous materials: testing the effect of heat and air on
Asphalt products

Viscosity-graded Asphaltic materials for use in pavement works
Testing Emulsified Asphalt: Determination of mass per gallon
Testing of Bituminous materials-Penetration testing

Testing elongation of Bituminous materials

Solidity testing of emulsified Asphalt with positive charge

Testing emulsified Asphalt- Determination of viscosity (saibolt
pherol method)

Testing emulsified Asphalt : Asphalt with positive charge
Testing emulsified Asphalt-lab coating test

Penetration-Graded Bituminous materials for use in pavement
works

Testing solubility point of Bituminous materials in ethylene tri-
chloride

Testing emulsified Asphalt-Field coating test
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Code Title

1255 12000 Testing emulsified Asphalt-testing the residue

1256 /2000 Testing Bituminous materials-Determination of specific gravity of
semi-solid Bituminous materials

AIDMO TC 17¢ Packaging

39/1982 Hermetically sealed metal cans for food and drinks —
Specifications.

13771973 Pictorial markings for handling of goods (General symbols).
138 /1973 Dimentions andratings of freight Containers.

13971973 Pictorial marking of transit packages containing photographic
materials sensitive to radiant energy.

140 /1973 Marking of freight containers - series 1.

291 /1984 Freight containers, Series 1- Classification — external dimensions
and ratings.

206 /1982 Freight containers — Vocabulary.

34371998 Series 1 of freight containers — specification and testing — Part 1 :
General cargo containers.

437 /1982 Hermetically sealed metal cans for food and drink —Internal
diameters of round cans.

438 /1982 Hermetically sealed metal food containers — Capacities and
diameters of round open-top and vent hole cans for milk

439 /1982 Hermetically sealed metal containers for food and drinks —~Part 1 :
Round open-top cans for general purposes.

440 /1982 Hermetically sealed metal containers for food and drinks — part 2 :
Food cans for meat and products containing meat for human
consumption.

443 /1982 General purpose, freight containers series 1 — Minimum internal
dimensions.

450 /1998 Freight containers — Coding, identification and marking.
537 /1984 Dimensions of rigid rectangular packages- Transport packages.
844 /1986 Packaging — Unit load sizez — dimensions

846 /1986 Hermetically sealed metal containers for food and drinks — Part 4 :
Cans for edible oil.
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AIDMO Standards arranged according to Technical Commitees

Code Title

852 /1986 Hermetically sealed metal containers for food and drinks — Part 3 :
Cans for drinks.

85371986 Complete, filled transport packages — Distribution trials —
Information to be recorded.

854 /1986 Complete, filled transport packages — General rules for the
compilation of performance test schedults.Part 1 : General
principles.

855/1986 Packaging — sacks — Conditioning for testing Part 1 : Paper sacks.
856 /1986 Packaging — Sacks — Method of sampling empty sacks for testing.
859 /1987 Pallets for materials handing — Vocabulary.

1101 /1996 Packaging - Determination of the filled volume using the fiat
dimensions - Part 1 : Paper sacks

1102 /1996 Series 1 freight containers - Classification, dimensions and ratings.
1136 /1996  Labeling - Labeling of industrial products.

1137 /1996 Labeling - Labeling of chemical products.

1258 /2000 Sacks of Agricultural products: polypropylene sacks

1259 /2000 Sacks of Agricultural products-polypropylene sacks-testing
methods

AIDMO TC 2t Technical drawing and limits and fits

118 /1972 Standard machine drawing practice — lines and projections.

177 /1987  Technical drawings — Dimensioning- General principles,
definitions, methods of execution and special indications.

405 /1978 Building drawing — Determination of production drawings —
Representation of sizes manufacturing and work. Drawings.

406 / 1983  Architectural and building drawings — vocabulary.

407 /1986 Technical drawings — Methods of indicating surface texture on
drawings.

408 /1982  Architectural and building drawings — Presentation of drawings —
Scales.

444 /11982 Symbols for indications appearing on operating machine.

446 /1982 Building drawings — Projection methods.

rd
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Code Title

447 11982 Technical drawings — Representation of springs.
448 /1982 Technical drawings — Conventional presentation of gears.

539 /1984 Building and civil engineering drawings — Symbols for concrete
reinforcement.

540 /1983 Building and civil engineering drawings — Bar scheduling
541 /1983 Technical drawings — scales.

618 /1985 Building drawings — Dimensioning of production and civil
engineering drawings — Representation of manufacturing and work
sizes.

619/1985 Building and civil engineering — Representation of areas on
sections and views.

620/1985 Building drawing — Part 1 : Designation of buildings and their parts.
62171985 Building and civil engineering drawings — Reference lines.

622 /1985 Building construction — Modular coordination — Multimodules for
horizontal coordinating dimensions

623/1986 Building construction — Stairs — Vocabulary Part :1

624 /1986 Building construction — Modular co-ordinating — Stairs and stair
openings — co-ordinating dimensions.

632 /1985 Vacuum technology — Graphical symbols.

633 /1985 Technical drawings — Linear and angular tolerancing — Indications
on drawings.

634 /1985 Technical drawings- Conventional representation of threaded parts.

635/1985 Building and civil engineering drawings — Installations — Part 2 :
Simplified representation of sanitary appliances..

636 /1985 Building and civil engineering drawings — Drawings for the
assembly of prefabricated structures.

637 /1985 Technical drawings — Sizes and layout of drawing sheets.
638 /1985 Technical drawings for structural metal work.

639/1985 Kinematic diagrams — Graphical symbols — Part 1
640/1985 Kinematic diagrams — Graphical symbols — Part 2

641 /1985 Kinematic diagrams — Graphical symbols — Part 3
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Code Title

664 /1985 Conversion of toleranced dimensions — from inches into
millimeters and vice versa.

665/1985 Technical drawings — Dimensioning and tolerancing of profiles.

667 /1985 Selection of tolerance zones for genral purpuses

768 /1986  Sysem of cone tolerances for conical workpieces fromC =1 : 3 to
1:500 and length from 6 to 630 mm.

769 /1986  Limits and fits — Series of angles and slopes on wedges and
prisms.

952 /1988  Technical drawings-Tolerancing of form and location - Maximum
material principle

953 /1988 Technical drawings - Dimensioning and tolerancing of cones

956 /1988  Technical drawings - Building drawings - Designation of buildings
and their parts - part 2 : Designation of rooms and other areas.

957 /1988  Technical drawings - Simplified representation of center holes

958 /1988 Technical drawings for glassware

959/1988 Technical drawings - Requirement for micor -copying

960 /1988 Technical drawings - Item references

961/1988 Technical drawings - symbols for geometrical tolerances -
Proportions and dimensions

962 /1988 Technical drawings - construction drawings - Simplified
representation of demolition and rebuilding

963 /1988 Technical drawings - Item lists

964 / 1988  Series of conical tapers and teper angles

965/1988 Machining allowances for dimension without individual tolerance
indications

966 /1988  Blanks for plug gauges and handles (taper lock and trilock) and
ring gauges - design and general dimensions.

967 /1988  Technical drawings - Geometrical tolerancing on drawings -

Tolerancing of form, orientation, location an run-out - General
principle, definitions, symbols and indications

AIDMO TC 2 Paper and cardboard

16 /1996

Sizes and Standard dimensions for writing paper

112




AIDMO Standards arranged according to Technical Commitees

Code Title
117 /1982 Paper and board — Sizes of folders and files.
178 11974  Writing paper.
199/ 1992 Paper-Holes for general filing purposes.[technical specification]
784 /1986 Paper, board, pulp — Vocabulary.
785/1987 Paper and board — Determination of stiffness — Static bending
method.
78871986 Envelopes, postcards and similar articles — Cancellation area.
790 /1987 Solid fibreboard — Determination of grammage of single layers.
791 /1987 Kraft paper
792 /1987 Paper and board — Conditioning of samples.
793 /1986 Paper — Determination of tearing resistance.
794 /1987 Paper and board — Determination of tensile properties — Part 1 :
Constant rate of loading method.
1020 /1992 Paper and board - Determination of moisture content - Oven-
drying method.
1021 /1992 Conversion between the Arabic / Latin 8-bit coded character set
(ASMO 708) and the Arabic/Latin 5-bit coded character set
(ASMO 445) used in bilingual teleprinter.
1022 /1992 Paper and board - Determination of grammage.
1023 /1992 Paper and board - Determination of ash
1103 /1996 Paper and board - Determination of moisture content - Oven-
drying method.
1219 /2000 Hygienic paper-wet wipes
1272 12000 Paper and carton: methods of test for carbon paper
127312000 Paper and Carton: Ribbon for typewriters
1274 12000 Paper and Carton: carbon paper for handwriting
1208 /2000 Fluting paper for making corrugated carton
1209 /2000 Test liner Paper for use in two sides of corrugated carton box
1300 /2000 Kraft liner paper for use in two sides of corrugated carton box
1301 /2000 Kraft paper for making paper bags
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Code

Title

AIDMO TC 2. Chemistry

3/1971

17 11971

1871971

19/1971

20/ 1971

2171971

22 /1971

100 /1972

162 /1982

17971974

24371975

277 11986

359 /1977

381/1978

600 / 1985

601 /1985

602 / 1985

603 /1985

604 / 1985

605 / 1985

Safety matches
Classification of copper.

Classification of Brasse, [leaded brasse, special brasse, and high
tensile brasse).

Classification of bronzeltin bronze and special tin bronze]
Classification of aluminium bronze and special aluminium bronze.
Classification of copper-[nickel alloys].

Classification of copper-[nickel —zink alloys].

Types of electrolytic copper .

Liquid chemical products for industrial use — Determination of
density at 20 degress C.

Essential oils- Determination of the acid value.
Carbon dioxide

Formaldehyde solutions for industrial use — Determination of
formaldehyde content.

Commercial liquefied butane gas.
Aromatic oils — Sampling.

General method for the determination of arsenic— Measuring
photometric intensity using Silver diethyldithiocarbamate.

Sulphuric acid and oleums for industrial use — Determination of
ammoniacal nitrogen content — Silver Photometric method.

Sulphuric acid and oleums for industrial use — Determination of
sulphur dioxide content — lodometric method.

Sulphuric acd and oleum for industrial use — Determination of lead
content — Measuring photometric intensity using Dithizone.

Sulphuric acid for industrial use — Determination of arsenic content
—Measuring photometric intensity using Silver.

Sulphuric acid and oleum for industrial use — Determination of total
acidity, and calculation of free sulphur trioxide content of oleum —
Titrimetric method.

114




AIDMO Standards arranged according to Technical Commitees

Code Title

606 /1985 Sulphuric acid and oleum for industrial use - Determination of ash
— Gravimetric method.

607 /1985 Sulphuric acid for industrial use — Evaluation of sulphuric acid
concentration by measurement of density.

608 /1985 Sulphuric acid and oleums for industrial use — Determination of
oxides of nitrogen — 2.4 — xylenol spectrophotometric method.

711 /1987 Determination of crystallization point — General method.

712 /1987 Determination of water —Karl Fischer method (General method).

71371987 Volatile organic liquids for industrial use — Determination of dry
residue after evaporation on water bath (General method).

714 /1986 Methods of test for fluorocarbons for industrial use — Visual
inspection and determination of colour and density.

71571987 Methods of test for fluorocarbons for industrial use —
Determination of the degree of purity.

71671986 Methods of test for fluorocarbons for industrial use -
Determination of water content.

717 /1986 Sodium carbonate for industrial use — Determination of total
soluble alkalinity — Titrimetric method.

71871986 Sodium carbonate for industrial use — Preparation and storage of
test samples.

71971986 Sodium carbonate for industrial use- Determination of chloride
content — Mercurimetric method.

72071986 Sodium carbonate for industrial use — Determination of sodium
hydrogen carbonate content — Titrimetric method.

72171987 Propanol -2- for industrial use — Methods of test —Part 1 : General.

72271987 Formic acid for industrial use — Methods of test — Part 1 : General.

72371987 Potassium hydroxide for industrial use — Method of analysis.

724 11987 Acetone for industrial use — Methods of test Part 5 : Control test
with Agulhon’s reagent.

72571987 Butanol -1- for industrial use — Methods of test —Part 3 : Sulphuric
acid colour test.

726 /1987 Potassium hydroxide for industrial use — Determination of sodium
content — Flame emission spectrophotometric method.

72771987 Phthalate esters for industrial use — Methods of test— Part 1 :

General.
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Code Title
728 /1987 Potassium hydroxide for industrial use — Determination of
carbonate content — Gas volumetric method.
729/1987 Alcohols of hight molecular weight for industrial use Methods of
test — Part 1 : General.
73071987 Paraformaldehyde for industrial use — Methods of test — Part 1 :
General.
731 /1986 Formaldehyde solutions for industrial use — Determination of ash.
732/1986 Formaldehyde solutions for industrial use — Detection test for
inorganic chlorides.
733/1986 Formaldehyde solutions for industrial use — Detection test for
inorganic sulphate.
73411986 Formaldehyde solutions for industrial use — Detection test for
heavy metals (Exciuding iron).
735/1986 Formaldehyde solutions for industrial use — Determination of
methanol content.
73771986 Formaldehyde solutions for industrial use — Determination of iron
content —2-2-dibipyridyl-photometric method.
738/1986 Formaldehyde solutions for industrial use — Determination of acidity
111571996  Carbon tetrachlorides fro industrial use - Method of test.
1138 /1996  Ethylene for industrial purposes.
1151 /1996 Mineral wool - Metal-mesh covered mats for thermal insulation
(industrial type)
1153 /1996  Glycerol used for industrial purposes- Sampling methods.
1157 /1998 Sulphuric acid
1164 /1998  Phenol, ortho-cresol (o-cresol), meta-cresol (m-cresol), para-cresol
(p-cresol), cresylic acid and xylenols for industrial use - Testing
methods - Part 1 : General.
1168 /1998  Caustic soda (sodium hydroxide)
1169 /1998 Methanol (methanol for general purpose).
1262 /2000 Bleaching solution “sodium hypochlorite”
1263 /2000 Bleaching solution “sodium hypochlorite”- test methods
1303 /2000 Formalin (Formaldehyde solution Grade 1 and 2)
1307 /2000 Nitrogen: Gas-Liquide
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Code Title

AIDMO TC 2. Textiles

771971  Grey cotton yarns — Combed and carded.
1371971 White absorbent cotton for medical use
62/1972 Gauze medical bandage.
63/1972 Light and heavy absorbent ribbon cotton gauze
64 /1972 Unbleached calico bandage.
65/1972 Light and heavy absorbent gauze
66 /1972 White absorbent lint.
67 /1972 Standard methods for testing medical cotton dressing.
68 /1972 Sizes of knitted underwear products.
6971972 Hand-made carpets of all wool pile.
70/1972 Wool and blended blankets.
184 /1974 Unbleached calico
185/1974 Bleached calico
186 /1974 Sizes of ready-made blouses for girls and women

187 /1974 Textile machinery and accessories — Combed and carded woolen
cards [working width].

224 11975 Carpets — Determination of number of tufts and/or loops per unit
length and per unit area.

22571975 Carpets — Determination of the ratio of measured surface pile
density and measured pile fibre volume.

226 /1975 Carpets — Determination of mass of effective pile perunit area that
can be shorn away from the backing.

22771975 Textile fibres — determination of linear density — Gravimetric
method.

348 /11977 Sizes of ready-made shirts for men and boys.
349 /1977 Sizes of ready-made pyjamas for men and boys

350 /1977 Socks
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Code Title
351/1977  Sizes of ready-made coats with ordinary sleeves for girls and ladies
360/1977 Textiles — Standard atmospheres for conditioning and testing.
36171977  Sampling of textile fibres for testing.
362/1977 Method of test for resistance of fabrics to penetration by water -
Hydrostatic head test.
384 /1978 Textiles — Tests for colour fastness — First series
385/1978 Textiles — Tests for colour fastness — Second series
386 /1978 Textiles — Tests for colour fastness — Third series.
38771978 Textiles — Tests for colour fastness — Fourth series.
38871978 Textiles — Tests for colour fastness — Fifth series.
392/1978  Textile machinery — Dyeing and finishing machinery —
Classification and nomenclature.
394 /1978 Textiles — Woven fabrics — Measurement of width of pieces.
518/1983 Textiles — Weaves — Definitions of general terms and basic
weaves.
519/1983 Textiles — Woven fabrics — Measurement of length of pieces.
549 /1985 Textiles — Designation of yarns
550 /1985 Textiles — Determination of twist in yarns — Direct counting method.
666 /1985 Flags of the Arab League and its Organizations
977-2/1988 Textiles - Tests for colour fastness - Grey scale for determination
of change in colour
977-5/ 1988 Textiles - Tests for colour fastness - Colour fastness to vapours of
burned gas
977-1/1988 Textiles - Tests for colour fastness - General principles
977-3/1988  Textiles - Tests for colour fastness - Grey scale for determination
of smut
977-4/1988 Textiles - Tests for colour fastness - Colour fastness to nitrous
oxides
977-7/1988 Textiles - Tests for colour fastness - Measuring colour and colour
differences
977-6/1988  Textiles - Tests for colour fastness - Colour fastness to ozone in air
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Code Title
g78 /1988 Textiles - Description of women fabrics
1142 11996 Outwear ready-made garments - Garments and ready-made bed
covers made from woven fabrics - Quality determination.
1166 /19908 Determination of mean diameter of wool fibers by air permeability
method.
1171 /1998  Cloaks for men.
1172 /11998  Petticoats for women.
1173 /1998  Safari suits.
1179 /1998 Textiles - Determination of breaking force and elongation at break
of individual fibers.
1220 /2000 Textile-Sanitary unwoven disposable fabrics
1267 12000 Size designation of clothes-definitions and body measurement
procedure
1297 12000 Cotton tissues: towels, bedclothes and cushion covers
ISO TC 23  Tractors and machinery for agriculture and forestry
297 /1976  Test guide for agricultural tractors.
345 /1977 Moldboard plows.
410/1978 Agricultural tractors and machines- Preparation of Operation
manual and technical publications presentation and maintenance.
412 /1978 Power take-off and draw-bar for agricultural tractors.
413 /1978 Disc harrows.
414 /1978 Mounted beatroot raisers — Technical requirements.
415/1978 Tractors mounted hoes — Type and basic parameters.
416 /1978 Agricultural implements discs.
417 /1978 Hook chains of rings produced by stamping
418 /1978 Fertilizer spreader.
41971978 Safety clutches of chain and belt driver of agricultural machines —

Types, main parameters and dimensions.
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Code Title

420/1978  Agricultural machines and implements — vocabulary — Part V :
Equipment for crop protection including insects, fungus and weeds
control.

421/1978 Agricultural machinery — feet and tines of cultivators.

422 /1978 Transmission roller and bush chains (copper)- Types and
dimensions — Basic parameters.

423 /1978  Agricultural machines and implements — Circular teeth of
transverse racks for tractors.

424 /1978  Agricultural machines and implements — Vocabulary — Part 2 :
Power units.

425/1978  Agricultural machines and implements — Subsoiling attachment to
the Plough.

426 /1978  Agricultural machines and implements spike harrows

427 /1978  Agricultural machines and implements — Control symbols on
agricultural equipment.

593 /1987 Equipment for harvesting — combine harvester — sickle guards of

fingers - Dimensions.

AIDMO TC 2: Leather

278 /1987

279 /1987

280 / 1987

358 /1987

931 /1988

932 /1988

933 /1988

934 / 1988

936 / 1987

937 /1987

938 /1987

Lining leather.

Mineral (chrome) or vegetable tanned upper leather.

Leather for gloves and clothes

Mineral (chrome) or Vegetable tanned leather for soles
Classification of row sheep and goats skins according to selection
Classification of row sheep skins according to weight

Leather - Determination of apparent density.

Leather - Determination of absorption of water.

Leather — Physical testing — Measurement of thickness.

Leather — Determination of distension and strength of grain — Ball
burst test.

Leather — Determination of tearing load.
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Code Title
93971987 Sampling and preparation of samples for chemical analysis for
vegetabel tanned and chrome tanned leathers.
940 /1987 Calculation of degree of tannage for vegetable tanned leathers.
941 /1987 Determination of water soluble magnesium salts (Epsom sait)
042 /1987 Determination of sugars in vegetable tanned leathers.
944 /1987 Shoe sizez
946 /1987 technical specifications for shoes.
1146 /1996 Chemical tests for manufactured gypsum
1147 /1996 Heavy duty leather shoes with soles made of polyvinyl chloride
(PVC)
1223 /2000 Tanned goat and sheep hides
1224 /12000 Tanned of cows hides
ISOTC 24 Sieves, sieving and other sizing methods
136 /1985 Test sieves —-Woven metal wire cloth, perforated plate and
electroformed sheet —-Nominal sizes of openings.
233 /1975 Wire screens and plate screens for industrial purpose— Nominal

sizes of apertures.

AIDMO TC 2: Soap and synthetic detergents

27071985

271 /1985

27211985

27371985

274 /1976

275171985

276/ 1985

Analysis of Soap — Determination of chloride content— Titrimetric
method.

Analysis of Soap — Determination of moisture and volatile matter
content — Oven method.

Analysis of Surface active agents — Analysis of soaps —
Determinations of free caustic alkali.

Analysis of soap — Determination of total alkali content and total
fatty matter content.

Anlysis of soap — Determination of total Crude fatty acids.

Analysis of soap — Determination of unsaponifiable, unsaponified
and unsdponified saponifiable matters

Analysis of soap — Determination of glycerol.
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Code Title

354 /11985 Analysis of soap — Determination of total free alkali.

355/1985 Analysis of soap — Determination of content of ethnokinsoluble
matters.

396 /1985 Soap

671/1985 Washing powders — Determination of total phosphorus (V) oxide
centent — Quinoline phosphomolybdate gravimetric method.

672 /1985 Surface active agents — Determination of PH of aqueous solutions
— Ptentiometric method.

673 /1985 Surface active agents and soaps — Determination of water content
— Azeotropic distillation method.

674 /1985 Washing powders — Determination of active oxygen content —
Titrimetric method.

675/1985 Surface active agents and detergents — Methods of sample
division.

676 /1985 Surface active agents — Detergents — Determination of anionic-
active matter (direct two-phse titration procedure)

677 /1985 Household scouring powder.

678 /1985 Household synthetic detergent powder.

679 /1985 Cleaning compound, toilet bowl.

680/ 1985 Liquid detergent.

681/1985 Bay soap

682 /1985 Shampoo

980/1988 Soap and detergents - Standar definitions for vocabulary of soap
and other detergents

981/1988 Soap and detergents - Non - ionic surface active agents -
Determination of sulphated ash Gravimetric method.

982 /1988 Soap and detergents - Surface active agents- Evaluation of certain
effects of laundering - Methods of preparation and use of unsoiled
cotton control cloth

983 /1988 Soap and detergents - Surface active agents- Water dispersing
power in dry cleaning solvents.

984 /1988 soap and detergents - Surface active agents - Powders and
granules - Measurement of the angle of repose.

986 /1988 Soap and detergents - Surface active agents - Determination of

free alkalinity or free acidity - Titrimetric method.
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Code Title

989 /1988 Soap and detergents - Sampling

990 /1988 Soap and detergents - Surface active agents - Determination of
cationic active matter - Direct two-phase titration procedure.

991 /1988 Soap and detergents - Surface active agents - Analysis of
technical alkane sulfonates - Determination of alkane
monosulfonates content.

992 /1988 Soap and detergents - Surface active agents - Determination of
water content - Karl Fisher method.

993 /1988 Soap and detergents - Surface active agents - Washing powders -
Determination of apparent density - Gravimetric.

994 /1988 Soap and detergents - Surface active agents - Determination of
alkalinity - Titrimetric method.

995 /1988 Soap and detergents - Surface active agents - Analyses of soap -
Determination of low contents of free glycerol - Molecular
absorption spectrometry method.

1116 /1996 Surface active agents - washing powders - Determination of
inorganic sulfates - Gravimetric method.

1117 /1996 Surface active agents - washing powders - Determination of total
silica cotent by gravimetric method.

1156 /1998 Soap and detergents - Techniques of sampling during manufacture

1183 /1998 Washing bleaching powder.

AIDMO TC 2¢ Electrotechnical safety requirements

108 /1972

430 /1978

888-14 /1987

888-24 / 1987

888-7 /1987

888-2 / 1987

1167 / 1998

Safety requirements for electric heaters.
Electric fans.

Safety of household and similar electrical appliances— part 14 :
Particular requirements for electric kitchen machines.

Satety of household and similar electrical appliances— Part 24 :
Particular requirements for refrigerators and food freezers.

Safety of household and similar electrical appliances— Part 7 :
Particular requirements for washing machines.

Safety of household and similar electrical appliances— Part 2 :
Particular requirements for vaccuum cleaners and water suction
cleaning appliances

Domestic cooking appliances.
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Code Title
1197 /1998 Household dishwashers - Performance requirements.
1234 /12000 Methods of testing the performance of electrical ordinary mixers
. 1260 /2000 Safety requirements of electrical household appliances- electrical

heaters- special safety requirements

1261 /2000 Performance testing of electrical ironing machines by their effect
on certain textiles

1264 /2000 Capacitors: safety requirements

AIDMO TC 2, Electrotechnical symbols and ratings

182 /1987

183 /1987

895-1 /1987

896 / 1987

897 /1987

898 / 1987

899 / 1987

- 900-9/ 1987

900-3 / 1987

1127 /1996

1128 / 1996

1129 /1 1996

1225 /2000

1226 / 2000

1227 /2000

Standard current ratings

Standard voltages

Diagrams, charts, tables, - Part 1 : Definitions and classifications.
Item designation in electrotechnology.

Standard frequencies for centralized network control installation.
Symbols of alternating — current electricity meters

Standard frequencies

Graphical symbols for diagrams — Part 9 : Telecommunications :
switching and peripheral equipments.

Graphical symbols for diagrams — Part 3 : Conductors and
connecting devices.

Protective current transformers - Part 1 : Additional requirements
for current transformers for use with protective devices.

Protective current transformers - Part 2 : Test performed on
current transformers for use with protective devices.

Protective current transformers - Part 3 : Determination of
composite errors in current transformers for use with protective
devices.

Standard Frequency and voltages used in the transmission and
distribution of alternating currents

Alternating current meters—single phase meter- double wires meter
with a whole current and control grade.(2)

Alternating current meters—three phase meter- whole current and
control grade meter
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Code Title

1233 /2000 Classification of electrical and electronic devices for protection
against electrical shock

1265-4 1 2000 High-voltage fusion: fusions defining the current-part 4:annexes

1265-3/2000 High-voltage fusion: fusions defining the current - part 3:
characteristics and regulators

1265-2 /2000 High-voltage fusion: fusions defining the current-part 3: tests
1265-1/2000 High-voltage fusion: current defining fusions-part 1: General

1270 /2000 Electrical switches for household use — electrical fixed
components : General requirements

ISOTC 27  Solid mineral fuels

201 /1974 Vocabulary of terms relating to solid mineral fuels — [Terms
relating to coke].

257 /1987 Vocabulary of Solid mineral fuel— Part 1 : Terms relating to coal
preparation.

258 /1975 Vocabulary of solid mineral fuels — Part 2 : Terms relating to coal
sampling and analysis.

356 /1977 Coal and coke - Determination of carbon and hydrogen —High
temperature combustion method.

357 /1977 Coal and coke — determination of carbon and hydrogen - Liebig
method.

AIDMO TC 2¢ Steam boilers and pressure vessels

871971 Kerosine stoves working under pressure and their parts

294 /1976 Water heaters.

AIDMO TC 2¢ Electrical accessories

107 /1972 Swithces for domestic purpose
239 /1975 Ballasts for fluorescent lamps.

242 /1975 Tubular fluorescent lamps for general lighting service

ISOTC 29  Small tools
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Code Title
231/1985 Assembly tools for screws and nuts — Tubular socket wrenches .
h. 30171987 Assembly tools for screws and nuts — Nomenclature
. 33371977 Assembly tools for bolts and screws-Hexagon drive ends for power
tools.
334 /1977 Drill chuck tapers
33571977  T-slot cutters with plain or flatted parallel shanks having tapped
) hole- Metric series.
342 /1977 Turining tools with carbide tips — internal tools.

AIDMO TC 3¢ Building code

11171972

1184 /1998

1185 /1998

1186 / 1998

1187 / 1998

1188 / 1998

1189/ 1998

1190 / 1998

Design criteria and execution conditions for electric wiring and
installations in buildings.

Electrical installations in buildings - Part 1 : Definitions.
Electrical installations in buildings - Part 2 : Basic principle’s.

Electrical installations in buildings - Part 3 : Evaluation of general
properties.

Electrical installations in buildings - Part 4 : Protection for safety.

Electrical installations in buildings - Part 5 : Selection and
installation for electrical fittings.

Electrical installations in buildings - Part 6 : Verification

Electrical installations in buildings - part 7 : Requirements for
special installations or special sites.

AIDMO TC 3 Cars, vehicles and their accessories

200 /1983

33271998

337 /1986

551/1985

1113 /1996

Road vehicles — Braking of automotive vehicles and their trailers
—Vocabulary.

Fork lift trucks — Arm of fork of hook-on type for arms- Vocabulary
Road vehicles — Passenger car wheels- Test methods.
Road vehicles — Vocabulary and definitions.

Road vehicles - Safety requirements for transport vehicles of
flammable liquids and fuels.
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Code Title

1114 /1996 Road vehicles - General requirements.

116571998 Motor vehicles - Wheels/rims - Designation, identification, labelling
and measuring units.

1268 /2000 Passenger cars -test methods for road wheels

1304 /12000 Normative classification and standards for car service greases

AIDMO TC 3. Environment protection from pollution

1029 /1992  Quality of liquid water coming from petroleum refineries -
Determination of suspended organic matters extracted by hexane.

1030 /1992 Aluminium and aluminium alloys - Aluminium castings of T shape.

IEC TC 38

428 /1978 Voltage transformers

429 /1978 Current transformers

1170 / 1998 Power transformers fo dry type.

1218 11998  Guide for power loading of dry transformers

1232 /2000 Terminology of measurement transformers — voltage transformers,
current transformers

ISOTC 39 Machine tools

574 /1984 Test code for machine tools.

ISO TC 471  Pulleys and belts (including veebelts)

517 /1983 Conveyor belts — width and lengths.

ISO TC 45  Rubber and rubber products

305/1976 Rubber — Vocabulary and technical definitions.
1148 /1996 Shoes heels and soles made of rubber

1308 /2000 Rubber separators between concrete walls




AIDMO Standards arranged according to Technical Commitees

Code Title
ISO TC 46  Information and documentation

520/1984 Documentation — Presentation of scientific and technical reports.

521/1998 Documentation ~ International Standards Book Numbering (ISBN)

52271984 Documentation — Title-leaves of a book.

523 /1984 Documentation — Index of a publication

524 /2000 Documentation -Bibliographic references- content, form and
structure

525/1984 Documentation — Abstracts for publications and documentation.

526 /1984 Documentation — Contents list of periodicals.

527 /1984 Documentation — Presentation of periodicals.

528 /1984 Documentation — International code for the abbreviations of titles
of periodicals.

529/1984  Presentation of contributions to periodicals.

530/1984  Bibliographic strips.

568 /1985 Information and documentation — Vocabulary — Section 3a :
Acquisition, identification, and analysis of documents and data.

569/1984 Directories of libraries, information and documentation centers.

57071984 Documentation — Numbering of divisions and subdivisions in
written documents.

57171985 Documentation and information — Vocabulary Part 6
Documentary languages.

57271984 International library statistics.

578 /1988 Documentation — Guidelines for the establishment and
development of monolingual thesauri— Second edition.

581/1998 Documentation — International Standard Serial for technical
reports.

582/1984 Documentation — Presentation of translation.

586 /1985 Documentation — Abstract sheets in serial publications.

590/1985 Documentation and information — Vocabulary — Part 11 : Audio

128

visual documents.



AIDMO Standards arranged according to Technical Commitees

.Code Title

591/1985 Documentation and information — Vocabulary —Part 1 : Basic
concepts.

592 /1985 Documentation and information — Vocabulary —Part 2 : Traditional
documents.

642 /2000 Codes for the representation of names of countries and languages

643 /2000 Information technology -vocabulary- part 1: fundamental
terms(updating of Arab standard: 643-1985)

668 /2000 Information and documentation-structure for exchange of
information (updating of Arab standard: 668: 1985)

670 /2000 Micrographics -vocabulary- part 1: General terms

70971986 Data processing — Vocabulary- Part 09 : Data communication.

710/1986 Data processing — Vocabulary — Section 05 : Presentation of data.

795/1986 Documentation — Guidelines for the establishment and
development of multilingual thesauri.

811/1986 Documentation — Bibliographic filing principles

866 /1987 - Documentation — spine titles on books and other publications.

867 /1986 Documentation- Presentation of title information of series.

868 /1986 Layout key for trade documents.

878 /1986 Documentation — Methods for examining documents, determining
their subjects, and selecting indexing terms.

879/1986 Microfilming of press cuttings — Part 1 : 16 mm silver-gelatin type
roll microfilm.

880 /1987 Microfilming of press cuttings — Part 2 : A6 size microfiche

881/1987 Documentation — Headers for microfiche of monographs and
serials.

882 /1987 Micrographics — vocabulary — Part 03 : Film processing.

883/2000 Micrographics -vocabulary- part 2: image positions and methods of
recording (updating of Arab standard: 883:1987)

884 /1987 Information processing — Guidelines for the documentation of
computer — based application systems

971/1988 Documentation - International Standard Recording Code (ISRC)

072 /1988 Documentation - Présentation of theses and similar documents
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Code Title

999 /1988 Micrographies - Vocabulary - Part 05 : Quality of images, legibility
and inspection

1000 /1988  Documentation - Bibliographic description of contributes to
periodicals and books.

1001 /1988  Vocabulary for information processing systems - Part 18 :
Distributed data processing.

1002 /1988  Vocabulary for information processing systems - Part 06 -
Preparation and handing of data.

1182 /1998 Information and documentation - Paper for documents -
Requirements for permanence

1283 /2000 Information processing systems-Vocabulary-Part3: Equipment
technology

1284 /2000  Information processing systems-Vocabulary-Part5 :
Representation of data

1285/2000 Information processing systems-Vocabulary-Part 11: Processing
units

1286 /2000 Ergonomic requirement for office work with visual display terminals
(VDTS)-Part 1: General introduction

1287 /2000 Ergonomic requirement for office work with visual display terminals
(VDTS)-Part 2: Guidance on task requirements

1288 /2000 Information technology-Software life cycle processes

1289 /2000 Information technology-Specification and standardization of data
elements- Part 5: Designation and identification principles for data
elements

1290 /2000 Information technology- Vocabulary: Part 7: computer
programming

1291 /2000 Codes for the representation of currencies and funds

1293 /2000 Industrial process measurement control functions and
instrumentation —symbolic representation- Part 1: Basic
requirements

1294 /2000  Technical drawings- Coding and referencing systems for building
and civil engineering drawings and associated documents

1295 /2000 Industrial process measurement control functions and
instrumentation —symbolic representation- Part 4: Basic symbols
for process computer

ISOTC 58  Gas cylinders
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AIDMO Standards arranged according to Technical Commitees

Code Title

116 /1985 Gas cylinders for medical use —Marking for identification of content.
12971973 Cylinder for commercial liquified butane of 26.2 litres

32711977 Pressure regulators for household appliances using liquefied
butane propane gases.

44211982 Gas cylinders for industrial use — Marking for identification of
content.

ISO TC 60 Gears

188 /1985 Straignt bevel gears- Information to be given to the manufacturer
by the purchaser in order to obtain the gear required.

236/1985 Cylindrical gears - Information to be given to the manufacturer by
the purchaser in order to obtain the required gear.

ISO TC 84  Medical devices for injections

1139 /1996 Sterile bypodermic insulin syringes and needles for single use.

1140 /1996  Test methods of sterile hypodermic insulin syringes and needles
for single use.

1141 /1996  Conical fittings with 6% (Luer) taper for syringes, needles and
certain other medical equipment - Part 1 : General requirement
and test methods.

ISOTC 86  Refrigeration and air-conditioning

109 /1972 Performance requirements of household refrigerators.

110/1972 Special low temperature compartments for the storage of frozen
foodstuffs. In Household refrigerators.

205 /1976 Evaporative air coolers.
409 /1978  Air-conditioning units

44171982 Household refrigerators — Methods of test for the information of
the consumer.

1191 /1998 Commercial refrigrated cabinets - Technical specifications -
General requierments.

1192 /1998 Commercial refrigrated cabinets - Technical specifications -
Particular requirements..
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Code Title

1193 /1998 Commercial refrigrated cabinets - Testing methods

1194 / 1998 Commercial refrigrated cabinets - Testing methods-Calculation of
linear dimension, areas and volumes.

1195 /1998  Refrugerating units - Safety requirements.

1196 /1998 Testing of refrigerating systems.

1269 /2000 Performance data of refrigerating compressors
1271 /2000 Capacity testing of refrigerating systems

1275 /2000 Electrical fans and accessories: performance and composition

ISO TC 89

1221 /2000 Wooden doors

1222 12000 Wooden windows

ISO TC 92  Fire safety

11271972 Fire resistance tests of sturctures

ISO TC 707 Continous mechanical handing equipment

204 /1974 Continuous mechanical handling equipment—General rules for
safety requirements.

205/1985 Continuous mechanical handing equipment— Light duty belt
converyors for loose bulk materials.

206 /1985 Continuous mechanical handling equipment for loose bulk
materials — Apron conveyors.

207 /1975 Continuous mechanical handling equipment for unitloads — safety
require;ents for overhead twin rail chain conveyors (power and
free movement).

208 /1975 Continuous mechanical handling equipment for unitloads — Safety
require;ents for overhead monorail chain conveyors.

209 /1975 Continuous mechanical handing equipment for loose bulk
materials — Safety requiree;nts for vibrating feeders and conveyors
shaking or reciprocating feeders and oscillating conveyors.
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Code Title

21071985 Continuous mechanical handling equipment for loose bulk
materials —Oscillating and shaking conveyors or reciprocating
conveyors with tubular trough.

338 /1977 Continuous mechanical handling equipment— Transfer points —
Safety code.

ISO TC 702 Iron ores and direct reduced iron

1155 /1996 Iron alloys - Sampling and sample preparation - General rules.

ISOTC 706 Artdentaire

352 /1977 Toothpaste.

353 /1977 Dental mercury

[ISO TC 707 Metallic and other inorganic coatings

202 /1985 Surface treatment and metallic coatings — General classification of
terms.

ISO TC 7123 Paliers lisses

331/1985 Plain bearings made from sintered material - Dimensions and
tolerances

ISO TC 136 Furniture

1143 /1996 Metal furniture for office work

ISO TC 137 Sizing system, designations and marking for boots
and shoes - STAND-BY

391 /1977 Fundamental characteristics of a system of shoe sizing to be
known as mondopoint.

ISO TC 138 Plastics pipes, fittings and valves for the transport of
fluids

2711971 Pipes of plastic materials for the transport of fluids —Outside
diameters and nominal pressures —Part 1 : Metric series.
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Code Title

28/1971 Pipes of plastic materials for the transport of fluids —Qutside
diameters and nominal pressures — Part 2 : Inch series.

29/1971  Pipes and fittings of plastic materials — Socket fittings for pipes
under pressure — Basic dimensions - Metric series.

30/1971 Pipes and fittings of plastic materials — Socket fitting for domestic
purposes and for industrial waste pipes — Basic dimensions -
Metric series.

ISOTC 71563 Valves

341 /1977 Ordinary water taps.

ISO TC 154 Processes, data elements and documents in
commerce, industry and administration

203 /1974 Writing of calendar-dates in numeric forms.

531/1984 Numbring of weeks.

ISO TC 776 Quality management and quality assurance

900-1/2000 Quality management and quality assurance: Part1: guidelines for
selection and use

9000 / 1994  Quality management and quality assurance standards - Guidelines
for selection and use

9001 /1994  Quality systems - Model for quality assurance in design,
development, production, installation and servicing.

9002 /1994 Quality systems - Model for quality assurance in production,
installation and servicing.

9003 /1994  Quality systems - Model for quality assurance in final inspection
and test.

9004 / 1994  Quality management and quality systems elements - Guidelines.

9005 /1994  Quality - Vocabulary.

ISO TC 207 Environmental management

14001 /1998 Environmental management systems - Guidance for use.

14004 /1998  Environmental management systems - General guidelines on
principles, systems and supporting techniques (ISO 14004).
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Code Title

14011 /1998  Guidelines for environmental auditing - Audit procedures - Auditing
of environmental management systems (ISO 14011)

14012 /1998  Guidelines for environmental auditing - Qualification criteria for
environmental auditors (ISO 14012)
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ICS Index

01

01.020
01.040
01.060
01.070
01.075
01.080
01.100
01.110
01.120

01.140 .

03

03.020
03.040
03.060
03.080
03.100
03.120
03.140
03.160
03.180
03.200

138

GENERALITIES. TERMINOLOGY. STANDARDIZATION.
DOCUMENTATION

Terminology (principles and coordination)
Vocabularies
Quantities and units

Color coding

Graphical symbols

Technical drawings

Technical product documentation
Standardization. General rules
Information sciences. Publishing

SOCIOLOGY. SERVICES. COMPANY ORGANIZATION AND
MANAGEMENT. ADMINISTRATION. TRANSPORT

Sociology. Demography

Labour. Employment

Finances. Banking. Monetary systems. Insurance
Services

Company organization and management

Quality

Patents. Intellectual property

Law. Adminstration

Education

Leisure. Tourism



ICS Index
03.220
03.240
07
07.020
07.030
07.040
07.060
07.080
07.100
11
11.020
11.040
11.060
11.080
11.100
11.120
11.140
11.160
11.180
11.200
11.220
13

139

Transport +
Postal services

MATHEMATICS. NATURAL SCIENCES
Mathematics

Physics. Chemistry

Astronomy. Geodesy

Geology. Meteorology. Hydrology

Biology. Botany. Zoology

Microbiology

HEALTH CARE TECHNOLOGY

Medical sciences and health care facilities in general
Medical equipment

Dentistry

Sterilization and disinfection

Laboratory medicine

Pharmaceutics

Hospital equipment

First aid

Aids for disabled or handicapped persons

Birth control. Mechanical contraceptives .
Veterinary medecine

ENVIRONMENT. HEALTH PROTECTION. SAFETY



ICS Index
13.020
13.030
13.040
13.060
13.080
13.100
13.110
13.120
13.140
13.160
13.180
13.200
13.220
13.230
13.240
13.260
13.280
13.300
13.310
13.320
13.340
17

140

Environment protection
Solid Wastes

Air quality

Water quality

Soil quality. Pedology

Occupational safety. Industrial hygiene
Safety of machinery

Domestic safety

Noise with respect to human beings
Vibration and shock with respect to human beings
Ergonomics

Accident and disaster

Protection against fire

Explosion protection

Protection against excessive pressure
Protection against electric shock
Radiation protection

Protection against dangerous goods
Protection against crime

Alarm and warning systems
Protection equipment

METROLOGY AND MEASUREMENT. PHYSICAL PHENOMENA



ICS Index
17.020
17.040
17.060
17.080
17.100
17.120
17.140
17.160
17.180
17.200
17.220
17.240
19

19.020
19.040
19.060
19.080
19.100
19.120
21

21.020
21.040

Metrology and measurement in general

Linear and angular measurements

Measurement of volume, mass, density, viscosity
Measurement of time, velocity, acceleration, angular velocity
Measurement of force, weight and pressure

Measurement of fluid flow

Acoustics and acoustic measurements

Vibration, shock and vibration measurements

Optics and optical measurements

Thermodynamics and temperature measurements
Electricity. Magnetism. Electrical and magnetic measurements
Radiation measurements

TESTING

Test conditions and procedures in general

Environemental testing

Mechanical testing

Electrical and electronic test and measuring equipment
Non-destructive testing

Particle size analysis. Sieving

MECHANICAL SYSTEMS AND COMPONENTS FOR GENERAL
USE

Characteristics and design of machines, apparatus, equipment

Screw threads
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ICS Index
21.060
21.080
21.100
21.120
21.140
21.160
21.180
21.200
21.220
21.240
21.260
23

23.020
23.040
23.060
23.080
23.100
23.120
23.140
23.160
25

25.020
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Fasteners
Hinges, eyelets and other articulated joints
Bearings

Shafts and couplings

Seals, glands

Springs

Housings, enclosures, other machine parts
Gears

Flexible drives and transmissions
Rotary-reciprocating mechanisms and their parts
Lubrivation systems

FLUID SYSTEMS AND COMPONENTS FOR GENERAL USE
Fluid storage devices

Pipeline components and pipelines

Valves

Pumps

Fluid power systems

Ventilators. Fans, Air-conditioners

Compressors and pneumatic machines

Vacuum technology

MANUFACTURING ENGINEERING

Manufacturing forming processes



ICS Index
25.040
25.060
25.080
25.100
25.120
25.140
25.160
25.180
25.200
25.220
27
27.010
27.020
27.040
27.060
27.080
27.100
27.120
27.140
27.160
27.180
27.200

143

Industrial automation systems

Machine tool systems

Machine tools

Cutting tools

Chipless working equipment

Hand-held tools

Welding, brazing and soldering

Industrial furnaces

Heat treatment

Surface treatment and coating

ENERGY AND HEAT TRANSFER ENGINEERING
Energy and heat transfer engineering in general
Internal combustion engines

Gas and steam turbines. Steam engines
Burners. Boilers

Heat pumps

Power stations in general

Nuclear energy engineering

Hydraulic energy engineering

Solar energy engineering

Wind turbines and other alternative sources of energie

Refrigerating technology

b 4



ICS Index
27.220
29
29.020
29.030
29.035
29.045
29.050
29.060
29.080
29.100
29.120
29.140
29.160
29.180
29.200
29.220
29.240
29.260
29.280
29.300
31
31.020

Heat recovery. Thermal insulation
ELECTRICAL ENGINEERING

Electrical engineering in general

Insulation materials

Electrical wires and cables
Insulation

Components for electrical equipment

Electrical accessories

Lamps and related equipment

Rotating machinery

Transformers. Reactors

Rectifiers. Converters. Stabilized power supply
Galvanic cells and batteries

Power distribution networks

Electrical equipment for working in special conditions
Electric traction equipment

Electric oscillation

ELECTRONICS

Electronic components in general



ICS Index
31.040
31.060
31.080
31.100
31.120
31.140
31.160
31.180
31.200
31.220

31.240
31.260
33

33.020
33.040
33.060
33.080
33.100
33.120
33.140
33.160

33.180

145

Resistors ¥
Capacitors

Semi-conductor devices

Electronic tubes

Electronic display devices
Piezoelectric devices

Electric filters

Printed circuits and boards
Integrated circuits. Microelectronics

Electromechannical components for electronic and
telecommunications equipment

Mechanical structure for electronic equipment

Optoelectronics. Laser equipment A
TELECOMMUNICATIONS. AUDIO AND VIDEO ENGINEERING
Telecommunications in general

Telecommunications systems

Radiocommunications

Integrated Services Digital Network (ISDN)

Electromagnetic compatibility (EMC)

Components ans accessories for telecommunication equipment

Special measuring equipment for use in telecommunications

Equipment and systems in the field of audio oran video .
engineering

Fibre optic communications



ICS Index
33.200
35
35.020
35.040
35.060
35.080
35.100
35.110
35.140
35.160
35.180
35.200
35.220
35.240
35.260
37
37.020
37.040
37.060
37.080
37.100
39

146

telecontrol. Telemetering
INFORMATION TECHNOLOGY. OFFICE MACHINES
Information technology (IT) in general
Character sets and information technology
Languages used in information technology
Software development and system documentation
Open systems interconnection (OsSlI)
Networking

Computer graphics

Microprocessor systems

IT terminal and other peripheral equipment
Interface and interconnection equipment
Data storage devices

Applications of information technology
Office machines

IMAGE TECHNOLOGY

Optical equipment

Photography

Cinematography

Document imaging applications

Graphic technology

PRECISION MECHANICS. JEWELLERY



ICS Index

39.020 Precision mechanics

39.040 Horology

39.060 Jewellery

43 ROAD VEHICLE ENGINEERING

43.020 Road vehicle in general

43.040 Road vehicle systems

43.060 Internal combustion engines for road vehicles
43.080 Commercial vehicles

43.100 Passenger cars. Caravans and light trailers
43.120 Electric road vehicles and their components
43.140 Motorcycles and mopeds

43.150 Cycles

43.160 Special purpose vehicles

43.180 Diagnostic, maintenance and test equipment
45 RAILWAY ENGINEERING

45.020 Railway engineering in general

45040 Materials and components for railway engineering
45 060 Railway rolling stock

45.080 Rails and railway components

45.100 Cableway equipment

45120 Equipment for railway / cableway construction and maintenance
47 SHIPBUILDING AND MARINE STRUCTURES
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ICS Index
47.020
47.040
47.060
47.080
49
49.020
49.025
49.030
49.035
49.040
49.045
49.050
49.060
49.080
49.090
49.100
49.120
49.140
53
53.020
53.040
53.060
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Shipbuilding and marine structures in general
Seagoing vessels

Inland navigation vessels

Small craft

AIRCRAFT AND SPACE VEHICLE ENGINEERING
Aircraft and space vehicles in general
Materials for aerospace construction
Fasteners for aerospace construction
Components for aerospace construction
Coating and related processes used in aerospace industry
Structure and structure elements

Aerospace engines and propulsion systems
Aerospace electric equipment and systems
Aerospace fluid systems and components
On-board equipment and instruments
Ground service and maintenance equipment
Cargo equipment

Space systems and operations

MATERIALS HANDLING EQUIPMENT
Lifting equipment

Continuous handling equipment

Industrial trucks



ICS Index

53.080 Storage equipment

53.100 Earth-moving machinery

53.120 Equipment for manual handling

55 PACKAGING AND DISTRIBUTION OF GOODS
55.020 Packaging and distribution of goods in general
55.040 Packaging materials ans accessories
55.060 Spools. Bobbins

55.080 Sacks. Bags

55.100 Bottles. Pots. Jars

55.120 Cans. Tins. Tubes

55.130 Aerosol containers

55.140 Barrels. Drums. Canisters

55.160 Cases. Boxes. Crates

55.180 Freight distribution of goods

55.200 Packaging machinery

55.220 Storing. Warehousing

55.230

59 TEXTILE AND LEATHER TECHNOLOGY
59.020 Processes of the textile industry

59.040 Textile auxilary materials

59.060 Textile fibres

59.080 Products of the textile industry
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